Al

EAU OF STATISTICS

'»--::.%J_- { w
} : ¥

~e

R A
P ’!{,dﬂgtrg fn&'Me:r"c’_lﬁndising Division
OTTAWA

Published by Authority of ﬂ)g_Rt:I Hon. SLD' ‘H

Oviéf' Minister of Trade and Commerce
~

MC18
Vol.21-No.3

.

LA

o~

Price 10 cents

PRODUCTION OF CANADA'S LEADING MINERALS

MARCH - 1950
February March TMarch '“““‘féE?'SHES&‘ﬁ;rcn
1950 1956 1949 1949 1950
Asbestos .... ton 57,961 68,356 11,770 86,790 183,489
Cement ...... Dbbl, 790, 500 1,233,425 1,403,336 2,936,021 2,676,845
Clay products $ 1,019,219 1,423,59% ;330,435 3,76U, 570 3,544,105
Pealll ....2... ton g, 773,579 1,896,486 1,685,130 5,229,704 5.5 e 100,
Copper «..... lb. 45,688,374 45,006,705 43,794,519 128,486,136 135,119,052
Gold eevee... fine oz, 350,704 383,233 342,677 960,095 1,087,848
Gypsum «..... ton 141,010 136,826 106, 581 386,330 434,895
IrgE ore ,... ton 36,294 35,384 53 « 3,016 4,441
DR -ooessie b 21,927,284 26,159,957 19,640,346 62,486,253 67,203,294
B .o .0.... ton 76,313 85,024 85,673 244,076 239, 566
Natural gas . M cu.ft. 6,645,237 6,619,406 5,896,480 20,934,865 22,836,483
Nickel ...... 1b. 19,149,428 18,581,298 25,208,542 69,292,706 58,142,975
Petroleum ... bbl. 1,954,634 2,457,725 1,748,445 by 547,934 6,339,226
S8d% ...p..00 ton 58,026 61,882 50,794 167,475 175,380
silver ...... fine oz. 1,385,422 1,767,822 1,298,189 3,243,063 4,348,921
it T R | 44,761,625 50,042,005 47,040,951 130,963,250 142,858,928

Note:

For the metals and for coal the above figures represent production; for other

non-metals the figures are for shipments plus amounts produced for own use.

NOTE: -~

This report was prepared in the Mining, Metallurgical and Chemical Section.
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