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PRIMARY IRON AND STEEL 

(a) Pig Iron and Ferro-alloys 

Table 1 -- Iron Blast Furnace Charges 

September 1958 Nine months ended 
September, 1958 

(Net tons of 2,000 pounds) 

Crude iron ore: 
(a) From Canadian mines 	..................... 72,181 636,173 
(b) From foreign mines 	...................... 152,537 2,173,717 

Pyrite 	cinder 	................................. - - 
Iron ore (sintered, pelletized, 	etc.): 

(a) From Canadian mines 	..................... 69,947 563,579 
(b) From foreign mines 	...................... - - 
(c) From own processing 	..................... 42,061 731,435 

Mill cinder, roll scale, slag and flue dust 
(Not sintered, pelletized, etc.) 6,834 122,576 

S 	Scrap iron and steel 	.......................... 8,454 102,256 
Limestone 	..................................... 47,255 563,609 
Dolomite 	...................................... 11,174 181,235 
Coke 	.......................................... 151,096 1,858,466 

Table 2 - Production and Shipments of Pig Iron and Ferro-Alloys, September 

1957 1958 
Tonnage 	Tonnage Tonnage 	Tonnage 
made* 	shipped made* 	shipped 

(Net tons of 2,000 pounds) 

pig iron 
Basic 	....................................... 282,837 	24,426 150,826 	23,694 
Foundry (including silvery pig) 	............. 15,226 	10,313 - 	7,199 
Malleable 	................................... 22969 	9,176 35,500 	28,885 

Total 	pig 	iron 	........................... 321,032 	43,915 186,326 	59,778 

Ferro-alloys 	.................................. (x) 	(x) (x) 	(x) 
Stocks of pig iron on hand at end of month .... 259,155 235,446 

* Includes amounts for sale and for own use. 
(x) Available on a quarterly basis only - see Table 10. 
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Table 3 - Production and Shipments of Pig Iron and Ferro-alloys, Nine Months Ended 
September. 

1957 	1958 
Tonnage 	Tonnage 	Tonnage Tonnage 
made* 

	

	shipped 	made* 	shipped 
(Net tons of 2,000 pounds) 

Pig iron 

	

Basic ................................... 2,526,943 	203,982 	2,029,659 	95,546 

	

Foundry (including silvery pig) ......... 87,709 	90,087 	30,209 	41,676 

	

Malleable ............... 296,249 220,913 	213,342 173,564 

Total pig iron ....................... 	2,910,901 514,982 	2,273,210 310,786 

Ferro-alloys .............................. 

	 (x) 	(x) 	(x) 	(x) 

* Includes amounts for sale and for own use. 
(x) Not available 

Table 4 - Description of Iron Blast Furnaces at End of September, 1958 

Condition of furnaces 	 Number of 	Total annual capacity 

	

furnaces 	Net tons 	Per cent 

In blast .................................. 

Blanked ................................... 
Blown out ................................. 

Total .................................. 

	

7 	2,339,375 

	

5 	1,441,000 

	

3 	468,500 	1 

	

15 	4,248,875 

(b) Steel Ingots and Steel Castings 

Table 5 - Steel 'Furnace Capacity at First of January, 1958 

Annual capacity 

(Net tons of 2,000 pounds) 

Ingots - Basic open hearth .......................... 

Electric ................................... 
Oxygen ..................................... 

Total ingots .......................... 

Steel castings ...................................... 

Total ingots and castings ............. 

4,497,000 
706,000 
710,000 

5,913,000 

390,000 

6,303,000 
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Table 6 - Pig Iron and Scrap Charged to Steel Furnaces 

September 
	

Nine months 
ended September 

1957 	1958 
	

1957 	1958 
(Net tons of 2,000 pounds) 

Pig 	iron 	................................ 234,473 156,749 2,255,001 1,961,597 
Scrap 	- 	Own make 	........................ 103,763 56,814 1,036,616 891,858 

Purchased 	....................... 99,807 56,020 1,032,805 723,000 

Total pig iron and scrap 	........... 438,043 269,583 4,324,422 3,576,455 

Table 7 - Production and shipments of Steel Inots and Castings. Seotember 

1957 	1958 

	

Tonnage Tonnage 	Tonnage Tonnage 
made* 	shipped 	made* 	shipped 

(Net tons of 2,000 pounds) 

Steel Ingots 

Open hearth - basic ..................... 365,905** 	420 	201,150 	252 
Electric ................................ 29,510** 	5,950 	40,705 	3,958 
Oxygen .................................. (1) 	(1) 	(1) 	(1) 

	

Total steel ingots ................. 395,415 	6,370 	241,855 	4,210 

Alloy steel ingots included in above 
	

16,715 	279 	7,966 	16 

Steel castings 

Open hearth - basic ..................... 

Electric ................................ 

Other ................................... 

Total steel castings ............... 

Alloy steel castings included in above: 
(a) High alloy, except manganese and 

abrasion resistant .............. 

(b) High alloy, manganese and 
abrasion resistant .............. 

(c) All other alloys .................. 

Total alloy castings .............. 

	

1,926 	1,987 	763 	803 

	

5,714 	5,999 	5,282 	5,720 

	

5 	5 	- 	- 

	

7 0 645 	7,991 	6,045 	6,523 

	

165 	179 	154 	165 

	

1,852 	1,870 	1,255 	1,201 

	

266 	272 	125 	94 

	

2,283 	2,321 	1,534 	1,460 

* Includes amounts for sale and for own use. 
(1) Included with "Basic open hearth". ** Revised 
NOTE: High alloy casings include all castings with any alloy content of eight per 

cent and over. 
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Table 8 - Production and Shipments of Steel Ingots and Castings, Nine Months Ended 
September, 1958 

1957 	1958 
Tonnage 	Tonnage 	Tonnage Tonnagc 
made* 

	

	shipped 	made* 	shipped 
(Net tons of 2,000 pounds) 

Steel Inots 
Open hearth - basic 	................. 3,526,865** 	4,720 	2,865,341 	1,237 
Electric .............................. 	 330,365** 	35,370 	329,095 	32,150 

Oxygen ................................. (1) 	(1) 	(1) 	(1) 

Total steel ingots ................ 

Alloy steel ingots included in above 

Steel castinzs 
Open hearth - basic .................... 

Electric ............................... 

Other .................................. 

Total steel castings .............. 

Alloy steel castings included in above: 
(a) High alloy, except manganese and 

abrasion resistant ............. 

(b) High alloy, manganese and abras- 
ion resistant .................. 

(c) All other alloys .................  

	

3,857,230 	40,090 	3,194,436 	33,387 

	

187,276 	1,634 	125,296 	1,410 

22,700 22,514 13,496 14,075 
66,963 65,314 61,921 62,333 

394 433 17 17 

90,057 88,261 75,434 76,425 

	

1,865 	2,001 	1,077 	1,051 

	

16,142 	15,723 	12,082 	12,062 

	

4,677 	4,113 	2,034 	1,803 

Total alloy castings 	22,684 	21,887 	15,193 	14,916 

* Includes amounts for sale and for own use. (1) Included with "Basic open hearth". 
NOTE: High alloy castings include all castings with any alloy content of eight per 

cent and over. ** Revised. 

Table 9 - Disposition of Shipments* of Steel Castings 

	

September, 1958 	Nine Months ended 
September,1958 

Carbon 	Alloy Carbon 	Alloy 
(Tons of 2,000 pounds) 

Direct export (a) British Empire ....... 

(b) All other ............ 

Automotive industries .................. 

Agricultural, including implement and 
equipment manufacturers .............. 

Machinery and tools .................... 

Mining, lumbering and quarrying 
industries ........................... 

Oil and gas, including refineries ...... 

National defence ....................... 

Public works and public utilities ...... 

Railway operating ...................... 

Railway cars and locomotives ........... 

Shipbuilding ....................... 
Miscellaneous and unclassified ......... 

Total shipments ................... 

- 	95 5 1,347 
71 	9 283 119 

110 	2 1,218 19 
896 	151 10,205 1,431 

154 685 3,344 7,146 
55 32 630 314 
3 2 7 26 

156 15 2,012 522 
2,215 97 13,943 1,250 
1,159 49 27,007 420 

77 54 550 369 
199 276 2,334 1,959 	Is 5,095 1,467 61,538 14,922 

* Compiled by principal consuming industries, according to the revised Steel Dis-
tribution Index. As of January, 1957, includes producers' own-make castings allocated 
to appropriate consuming industry. 
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Table 10 - Monthly Production of Pig Iron, Ferro-alloys and Steel 

Month 	Pig iron Ferro-alloys 	S t e e 1 
Ingots Castings Total steel 

(Net tons of 2,000 pounds) 

1957 

January 	............ 304,896 456,440 11,065 467,505 
February 	........... 291,741. 413,435 10,733 424,168 
March 	.............. 334,710 50,045(1) 463,891 11,255 475,146 
April 	............. 324,961 439,002 11,063 450,065 
May 	................ 336,684 425,308 11,285 436,593 
June 	............... 329,427 58,968(2) 417,895 10,118 428,013 
July 	............. 329,198 418,196 9,652 427,848 
August 	............. 338,252 427,648 7,241 434,889 
September 	.......... 321,032 62,166(3) 395,415 7,645 403,060 
October 	............ 293,425 372,737 8,098 380,835 
November 	........... 266,415 350,751 7,888 358,639 
December 	........... 247,414 58,852(4) 343,415 7,688 351,103 

Total twelve months. 	3,718,155 	230,031 	4,924,133 	113,731 	5,031,b4 

1 	9 	8 

IR January 	............ JbO,519 392,786 10,129 402,915 
February 	........... 232,564 365,189 10,078 375,267 
March 	.............. 268,032 28,823(1) 	401,528 10,904 412,432 
April 	............. 254,970 367,573 10,392 377,965 
May 	.......... 287,688 404,628 8,803 413,431 
June 	............... 289,725 26,134(2) 	395,636 7,674 403,310 
July 	............... 293,285 359,543 6,596 366,139 
August 	............. 200,101 265,698 4,813 270,511 
September 186,326 241,855 6,045 247,900 

Total nine months .. 	2,273,210 

(1) First quarter. 
(2) Second quarter. 
(3) Third quarter. 
(4) Fourth quarter. 

3,194,436 	75,434 	3,269,870 
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Table 11 - Production and Shipments of Steel Pipe, Tubing and Fittings, September 

1957 	1958 

Made 

	

	Shipped Made Shipped 
(Tons of 2,000 pounds) 

Pipes and tubing by process: 

	

Electricweld ................................. 29,243 	26,361 	14,323 	21,793 
Other (including seamless and buttweld) 	12,948 	12,538 	21,638 	15,116 

	

Total ..................................... 42,191 	38,899 	35,961 	36,909 

Pioes and tubinz by class: 
Standard ancFine pipe 	....................... 38,984 35,844 26,710 29,898 
Oil 	country 	goods 	............................ (1) (1) (1) (1) 
Pressure 	tubing 	.............................. (2) (2) (2) (2) 
Mechanical 	tubing 	............................ 2,975 2,866 3,926 4,060 
Miscellaneous 	................................ 232 189 5,325 2,951 

Total 	..................................... 42,191 38,899 35,961 36,909 

Steel DiPe fittings: 
Buttweld fittings 	........ 370 363 273 327 
Other (including flanges and flanged fittings) 203 219 398 252 

Total 	..................................... 573 582 671 579 

(1) 	Included with "Miscellaneoust 1 . 	( 2) 	Included with "Mechanical tubing". 

Table 12 - Production and Shipments of Steel Pipe, Tubing and Fittings, Nine Months 	is 
Ended September 

1957 1958 
Made Shipped Made Shipped 

(Tons of 2,000 pounds) 
Pipesand tubing by process: 
Electricweld 	................................. 315,595 306,663 253,790 247,506 
Other (including seamless and buttweld) 150,684 148,379 156311 140,942 

Total 	..................................... 466,279 455,042 410,101 388,448 

PiDes and tubing by class: 
Standard and line pipe 	....................... 402,346 394,933 343,038 328,911 
Oil 	country 	goods 	............................ (1) (1) (1) (1) 
Pressure 	tubing 	.............................. (2) (2) (2) (2) 
Mechanical 	tubing 	............................ 31,375 30,208 29,711 32,100 
Miscellaneous 	.......................... . 32,558 29,901 37,352 27,437 

Total 	..................................... 466,279 455,042 410,101 388,448 

Steel pipe fittings: 
Buttweld 	fittings 	............................ 3,365 3,333 2,527 2,648 
Other (including flanges and flanged fittings) 2,553 2,346 1,668 1,933 

Total 	..................................... 5,918 5,679 4,195 4,581 

(1) Included with Mi sce 11 aneousI. (2) Included with "Mechanical tubing". 

41 
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Note re: Tables 13 to 17. 

Because of the confidential provisions contained in the 
Statistics Act, the details of production and shipments of rolled 
steel products, usually given in Tables 13 to 17 of this report, are 
not available for publication during the period of the strike at 
one of the major reporting plants. Cumulative figures for the period 
will be published when the strike is over. 



l4alleable 	........................... UnitedStates 116 	- 	- 228 
Silvery 	............................. United States 78 	- 	- 231 

Ingots 	..... ........................... United States 71 	1 	- 736 
Billets, blooms, slabs and sheet bars . United States 72 	116 	64.0 1,244 

France - 	 - 	 - - 

90 
633 

7 

19.2 
487.6 

CO 

71.0 
94.7 

2.3 

United States 5,003 	1,723 29.0 	15,487 	3,188 
United Kingdom 113 	22 8.5 	1,156 	260 
Belgium 1,625 	- - 	 4,617 	- 
France 246 	- - 	 290 	- 
Germany 75 	15 - 	 75 	56 
Japan 37 	- - 	 215 	- 
Sweden - 	 - - 	 1 	- 

Bars and sections - 
Hot rolled, n.o.p 

Primary Iron and Steel 

Table 18 - Imoorts of Primary Forms of Iron and Steel 
Nine months ended 

Commodity 	
Country 	September, 1958 	September, 1958 
of origin 

Carbon 	Alloy Stainless 	Carbon Alloy Stainless 

(Tons of 2,000 pounds) 
Pig iron- 

Basic .........• 	............ 	United States 	- 	- 	- 	58 	- 	- 
Foundry ................. .......... .. 	UnitedStates 	42 	- 	- 	433 	- 	- 

United Kingdom 	- 	- 	- 	157 	- 	- 
Australia 	- 	- 	- 	142 	- 	- 
Spain 	- 	- 	- 	14,501 	- 	- 

Hot rolled - 
For agricultural implement 
Rounds over 4 7/8", squares over 4" 

Concrete reinforcing bars ........... 

Sash or casement sections ........... 

United States 1,054 	15 - 	 2,939 	77 	- 
United States 55 	- - 	 942 	86 	.8 
United Kingdom 7 	- 1.0 	252 	14 	9.1 

United States 1,938 	- - 	 2,037 	- 	- 

Belgium 2,344 	- - 	 14 9 869 	- 	- 

France 354 	- - 	 4,422 	- 	- 

Germany 409 	- - 	 713 	- 	- 

Japan 284 	- - 	 2,533 	- 	- 

United States 122 	- - 	 1,399 	- 	- 

United Kingdom - 	 - - 	 177 	- 	- 

Be]cju"i - 	 - - 	 11 	- 	- 



Cold 	finished, 	n.o.p.................. United States 234 475 11.0 1 0 467 1 9 406 117.8 
United Kingdom 165 - 4.1 1 1 613 8 56.6 
Belgium - - - 89 - - 

Germany - 24 - 1 126 - 

Sweden - - 1.0 - - 4.7 

Cold finished, for agricultural 
implements 	...................... United States 164 - - 752 42 - 

Tool 	steel 	...................... . ..... United States 69 107 - 219 995 - 

United Kingdom 57 22 - 236 368 - 

Austria - 2 - 14 38 - 

Germany - 2 - - 12 - 

Sweden 2 5 - 55 75 - 

Structurals - 
W. 	F. Beams, 	8" and over 	............ United States 13,060 - - 114 9 433 - - 

United Kingdom 604 - - 630 - - 

Belgium 797 - - 4,317 - - 

France 40 - - 67 - - 

Germany - - - 32 - - 

W. 	F. 	beams, 	under 	8" 	............... United States 608 - - 6 9 169 - - 

Belgium 47 - - 293 - - 

Sheetpiling 	........................ United States 2 - - 4,095 - - 

United Kingdom - - - 675 - - 

Belgium 603 - - 1,282 - - 

France - - - 1,355 - - 

Germany 47 - - 346 - - 

Allother 	........................... United States 1,685 - - 25,466 - - 

United Kingdom 71 - - 1,862 - - 

Belgium 2,375 - - 6,285 - - 

France 687 - - 1,837 - - 

Germany 76 - - 184 - - 

Japan - - - 50 - - 

Norway - - - 18 - - 

Bar size angles, channels, 	etc . 	..... United States 943 - 9.0 5,166 15 46.9 
United Kingdom 11 - - 118 - .3 
Belgium 1,100 - - 4,900 - - 

France - - - 247 - - 

Japan - - - 46 - - 

Sweden - - - - - 3.7 
For agricultural implements 	......... United States 220 - - 864 - - 



Primary Iron and Steel 

Table 18 - Imports of Primary Forms of Iron and Steel (Continued) 

Countr" ceptemuer, Nine months ended 
Commodity ____________________________ September, 1958 

or origin Carbon 	Alloy Stainless Carbon Alloy Stainless 

(Tons of 2,000 pounds) 
Plates - 

78" and under in width 	.............. United States 5,560 	69 23.0 25,244 612 386.7 
United Kingdom 166 	- 5.0 6,871 40 100.9 
Australia - 	 - - 31 - - 

Belgium 77 	- - 314 - - 

Germany - 	 - - 404 - - 

Japan 729 	- - 2,158 - - 

Sweden - 	 - - - - .5 

Over 78" and under 100" in width .... United States 3,342 	88 12.3 31,216 2,100 165.3 
United Kingdom 70 	- - 3 1,333 48 2.5 
Germany 24 	- - 240 - - 

Japan 421 	- - 1 9 316 - - 

100" in width and over 	•............. United States 847 	- 5.0 9,846 288 31.9 
United Kingdom - 	 - - 1,819 - - 

Flanged, 	dished or curved ........... United States 175 	- 8.0 1,277 2 31.0 
United Kingdom - 	 - - - - 1.7 

Boiler, 	pulp-mill digesters 	......... United States - 	 - - 735 - - 

United Kingdom - 	 - - 50 - - 

Chequered or surface pattern ........ United States 813 	- - 8,677 - - 

United Kingdom 22 	- - 301 - - 

Sheets - 
Silicon .075 or more 

Galvantzed .......................... 

Corrugated 

For tubes ........................... 

United States - 	 1,132 - 	 - 	 8,149 	- 
United Kingdom - 	 - - 	 - 	 4 	- 

United States 1,570 	- - 	 5,499 	- 	- 

United Kingdom 5 	- - 	 41 	- 	- 

United States 1 31 343 	- - 	 3,609 	- 	- 

United Kingdom 18 	- - 	 53 	- 	- 

United States - 	 - - 	 468 	- 	 - 



. 

Hot rolled 
18 gauge and heavier 	.......... ...... United States 7,083 60 	8.3 23,620 190 69.6 

United Kingdom 30 - 	 53,1 74 - 676.3 
Belgium 20 - 	 - 20 - - 

Germany - - 	 - 2 - - 

Japan - - 	 - 180 - - 

Sweden - - 	 - - - 105.7 

Lighter than 18 gauge United States - 3 	- 33 9 1.3 
United Kingdom - - 	 13.1 - - 217.7 

Cold rolled - 
18 gauge and heavier United States 1,238 - 	 61.3 4,547 1 523.9 

United Kingdom - - 	 113.4 94 - 426.9 
Sweden - - 	 3.2 - - 13.5 

Lighter than 18 gauge 	............. United States 3,461 - 	 143.5 8,558 - 1,214.6 
United Kingdom - - 	 24.0 69 - 242.0 
France - - 	 - - - 22.7 
Sweden - - 	 - - - 7.6 

For motor vehicles 	....... ........... United States 2,091 - 	 - 9,353 - - 

For hollow-ware (vitreous enamel) United States 1,408 - 	 - 10,202 - - 

United Kingdom - - 	 - 67 - - 

Coated with paint, tar, asphaltum,etc. United States 177 - 	 - 1,551 - - 

United Kingdom 3 - 	 - 20 - - 

For 	saws 	. ........................... United States 2 25 	- 30 243 - 

United Kingdom - - 	 - - 17 - 

Sweden - - 	 - - 4 - 

Wasters 	and rejects 	................. United States 3,517 - 	 - 9,991 - - 

Tin mill black plate 	........... ..... United States 33 - 	 - 192 - - 

Tin plate 	- 	Primes 	.................. United States 61 - 	 - 330 - - 

United Kingdom 54 - 	 - 128 - - 

Tin plate - Electrolytic coating .... United States 25 - 	 - 425 - - 

United Kingdom - - 	 - 3,566 - - 

Tin plate wasters and seconds 	....... United States - - 	 - 147 - - 

Terne plate - Long United States 609 - 4,121 - - 

Short 	•..• ............. United States 12 - 	 - 116 - - 



Primaryjron and Steel 

Table 18 - Imports of Primary Forms of Iron and Steel (Continued) 
Nine months ended 

Country 	September, 1958  
Commodity 	 September, 1958 ____________________________ ___________________________ of origin 

Carbon Alloy 	Stainless 	Carbon Alloy Stainless 

(Tons of 2,000 pounds) 
Strip - 
Hot rolled - 

18 gauge and heavier 	.......... United States 
United Kingdom 
Belgium 
Japan 
Nether lands 

Lighter than 18 gauge 	........... United States 

Cold rolled - 
18 gauge and heavier United States 

United Kingdom 
Sweden 

Lighter than 18 gauge United States 
United Kingdom 
Germany 
Netherlands 
Sweden 

Hot rolled strip for cold rolling ...... United States 
Forsaws 	............................... United States 

United Kingdom 
Sweden 

For tubular products 	............. United States 

For shoe and corset laces, buckles, 
balibearing, 	etc 	........... ........ UnitedStatea 

United Kingdom 
Germany 

For motor vehicles 	..................... United States 

For 	hoops 	.............................. United States 
United Kingdom 
Belgium 

638 66 - 	 2,958 69 .8 
6 - - 	 117 - 2.4 

304 - - 	 679 - - 

- - - 	 17 - - 

2 - - 	 2 - - 

163 - - 	 790 3 1.6 

98 - 26.3 	628 43 248.6 
- - - 	 65 - - 

203 2 38.3 	1 9 485 36 563.1 
- - - 	 160 - .3 
- - - 	 24 - - 

- - - 	 1 - - 

59 - - 	 217 24 4.1 

55 - - 	 64 - - 

5 51 - 	 68 321 - 

- 2 - 	 - 13 - 

- 11 - 	 - 59 - 

- - - 	 10 - - 

31 - - 	 209 - - 

- - - 	 3 - - 

- - - 	 5 - - 

138 - - 	 562 - - 

14 - - 	 339 - - 

- - - 	 110 - - 

10 - - 	 83 - - 

O 



. 

Coated or covered with paint, tar, 
asphalturn, 	etc. 	................ UnitedStates 352 - - 	 4,937 - - 

United Kingdom 3 - - 	 30 - - 

Germany 1 - 38 - 

For butts 	and hinges 	................... United States - - - 	 32 - - 

'Hoop band or strip, 	galvanized ......... United States 618 - - 	 2,258 - - 

United Kingdom 2 - - 	 49 - - 

Belgium 1 - - 	 3 - - 

Silicon, 	.075 	or more 	.................. United States - 557 - 	 - 4,168 - 

- United Kingdom - - - 	 - 1 - 

Skeip - 
12" 	and under 	in width 	............... United States 887 - - 	 13,854 - 

United Kingdom 569 - - 	 569 - - 

Over 	12" 	in width 	.................... United States 2,276 - - 	 3,576 - - 

Plate 	for 	pipe 	....................... United States 129 - - 	 35,215 - - 

Pipes and tubes - 
Spiral weld pipe 	............ United States 43 - - 	 1,763 - - 

For bedstead ..... Germany 5 - - 	 20 - - 

Cast 	.......................... ....... UnitedStates 219 - - 	 873 - - 

United Kingdom 2,816 - - 	 11,170 - - 

Repair of pressure parts of boilers - 
Seamless, 	hot 	finished 	..... . ....... United States 64 39 - 	 1,754 482 1.9 

United Kingdom 16 - - 	 393 - - 

Germany - - - 	 8 - - 

Seamless, 	cold drawn 	..... .......... United States 16 1 - 	 270 109 2.4 
United Kingdom 11 - - 	 987 9 - 

Germany 21 - - 	 43 - - 

Sweden - - - 	 1 - - 

Welded 	... ................... ....... UnitedStates 28 - - 	 216 - - 

United Kingdom 29 - 784 - 

Switzerland 10 - - 	 377 - - 

Seamless, 12" and under in diameter - 
Cold 	drawn 	.......... ............ ..... United States 398 71 14.0 	2,631 528 140.3 

United Kingdom 61 - 6.0 	883 25 116.6 
Germany 24 27 - 	 140 57 - 

Sweden 10 64 - 	 32 200 36.2 



Primary Iron and Steel 

Table lB - Imports of Primary Forms of Iron and Steel (Continued 

Country September, 
Nine months ended 

1958 	September, 1958 Commodity of origin Carbon 	Alloy Stainless 	Carbon 	Alloy 	Stainless 

(Tons of 2,000 pounds) 
Pipes and tubes — (concluded) — 

Seamless, 	]I  and under in diameter — (concluded) 
Hot finished •........................ 	United States 265 	144 — 	3,100 	1,994 	2.9 

United Kingdom 958 	224 — 	4,113 	485 	— 
Germany — 	— — 	 4 	37 	— 
Sweden — 	— — 	 - 	84 	— 

Seamless, over 12" in diameter 
Hot 	finished 	.......................... UnitedStates 44 - 	- 	3,532 27 	.4 

United Kingdom 193 — 	— 	8,870 — 	— 

Welded 4" and under in diameter ......... United States 1,058 — 	6.0 	6,915 — 	57.3 
United Kingdom 190 — 	2.0 	3,039 — 	21.3 — 
Belgium 43 — 	— 	730 — 	— 
France — — 	— 	619 — 	— 
Germany 19 — 	— 	1,155 — 	— 
Netherlands 164 — 	— 	1,073 — 	- 

Welded over 4" in diameter United States 216 - 	2.5 	181,123 4 	17.3 
United Kingdom 278 - 	— 	68,997 - 	— 

UnitedStates 150 — 	— 	357 — 	— 

Casing 	.................................. UnitedStates 1,351 - 	— 	15,538 — 	- 
United Kingdom 317 — 	— 	6,779 — 	— 
France — — 	— 	299 — 	- 
Germany — — 	- 	508 — 	— 
Italy 605 — 	— 	3,779 — 	— 
Japan — - 	- 	2,745 — 	— 

Tubing — 
Not over 1/2" diameter, welded and 
coated 	...... • .... •.Is.•••S•I••e*•es• United States 35 - 	- 	350 — 	— 

fl 



Wire products - 
Wire rope ...... ..••.•.•.•••,•••• 

Wire 

United States 63 - 	 1,5 	358 	- 	7,5 
United Kingdom 158 - 	 - 	 2,025 	- 
Belgium 5 - 	 - 	 113 	- 	- 

Denmark 5 - 	 - 	 33 	- 	.4 
Germany 98 - 	 - 	 568 	- 	1.0 
Japan - - 	 - 	 152 	- 	- 

Netherlands 78 - 	 - 	 477 	- 	- 

Norway - - 	 - 	 2 	- 	- 

Sweden - - 	 - 	 3 	- 	- 

For wire 	rope 	.............. ........... United States 59 - 	 - 	 696 - 	 - 

United Kingdom 928 - 	 - 	 8,128 - 	 - 

Belgium - - 	 - 	 38 - 	 - 

Germany 209 - 	 - 	 1,033 - 	 - 

Japan 5 - 	 - 	 42 - 	 - 

For springs, cushions, mattresses, etc. United States 204 - 	 - 	 268 - 	 - 

United Kingdom - - 	 - 	 31 - 	 - 

Germany - - 	 - 	 1 - 	 - 

For corset clasps, 	dress stays, etc. 	.. United States 10 - 	 - 	 29 - 	 - 

United Kingdom 2 - 	 - 	 24  
Germany 2 - 	 - 	 8 - 	 - 

Coated or covered 	..................... United States 217 - 	 - 	 1,661 - 	 1,5 
United Kingdom 62 - 	 - 	 540 - 	 .2 
Belgium 5 - 	 - 	 70 - 	 - 

France - - 	 - 	 117 - 	 - 

Germany 5 - 	 - 	 48 - 	 - 

Japan 23 - 	 - 	 77 - 	 - 

Netherlands - - 	 - 	 44 - 	 - 

For fencing 	(galvanized) 	.............. United Kingdom 119 - 	 - 	 780 - 	 - 

Germany 18 - 	 - 	 108 - 	 - 

Japan - - 	 - 	 50 - 	 - 

Allother ..................... •,,••••• UnitedStates 730 1 	6.4 	2,244 34 	90.0 
United Kingdom 108 - 	 - 	 1,326 22 	13.6 
Austria - - 	 - 	 8 - 	 - 

Belgium 74 - 	 - 	 543 - 

Denmark - - 	 - 	 I - 	 - 

France 2 - 	 - 	 810 - 	 - 

Germany - - 	 - 	 242 - 	 - 

Japan - - 	 - 	 465 - 	 - 

Netherlands - - 	 - 	 50 - 	 - 

Sweden - - 	 - 	 45 - 	 21.7 



Primary Iron and Steel 

Table 18 - Imports of Primary Forms of Iron and Steel- (Concluded 
Nine months ended September, 1958 	
September, 1958 

Commodity 	
Country 
of origin 

Carbon Alloy Stainless Carbon Alloy Stainless 

(Tons of 2,000 pounds) 

Wire products - (Concluded) - 
Welding 	rods 	.......................... United States 421 59 	25.0 	3,078 	637 	223.2 

Welding wire 	in 	coils 	................. United States 191 15 	.3 	802 	66 	12.7 

Wire rods not over 3/8" in diameter •.. United States 4,115 - 	 - 	 4,928 	1 	- 
United Kingdom 1,617 - 	 - 	 2,311 	- 	- 

Belgium 219 - 	 - 	 3,829 	- 	- 

Chile - - 	 - 	 217 	- 	- 

Germany 551 - 	 - 	 3,059 	- 	- 

Japan - - 	 - 	 7 	- 	- 

Norway - - 	 - 	 1,091 	- 	- 

Axles - For railway vehicles 	............ United States - - 	 - 	 36 	- 	- 

United Kingdom - - 	 - 	 2 	- 	- 

Tires - For railway rolling stock ....... United States 5 - 	 - 	 95 	- 	- 

United Kingdom 37 - 	 - 	 54 	- 	 - 

Wheels - For railway rolling stock ...... United States 32 - 	 - 	 288 	- 	- 

United Kingdom 925 - 	 - 	 13,154 	- 	- 

Rails - 
60 lb. and under 

Over 60 lb. and including 100 lb ...... 

Over 100 lb ........................... 

Track material - 
Fish plates, angle bars, etc 

Switch points, etc ..................... 

United States 	855 
Belgium 	- 
Germany 	- 
Netherlands 	- 
United States 	6 
United Kingdom 	- 
United States 	- 

United States 	456 
United Kingdom 	- 
Belgium 	- 
Germany 	- 
Netherlands 	33 
United States 	3 
United Kingdom 	- 

101,594 
s Luxembourg. 

- 	- 	1,970 	- 	- 
- 	- 	40 	- 	- 
- 	- 	38 	- 	- 
- 	- 	32 	- 	- 
- 	- 	1,099 	- 	- 
- 	- 	3 	- 	- 
- 	- 	168 	- 	- 

- 	- 	2,083 	- 	- 
- 	- 	464 	- 	- 
- 	- 	2 	- 	- 
- 	- 	129 	- 	- 
- 	- 	39 	- 	- 
- 	- 	99 	- 	- 
- 	- 	41 	- 	- 

729.1 	903,530 	28,741 6,746.3 TOTAL fl{PORTS ...................... 

Note - Imports reported in Table 18 for Belgium inclu 
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Table 19 - Imports of Primary Forms of Iron and Steel, by Country of Origin 

S September, 1958 Nine months ended 
September, 1958 

Carbon Alloy Stainles8 Carbon Alloy Stainless 

(Net tons of 2,000 pounds) 

United States 	............... 75,764 4,820 494.7 649,796 26,648 4,550.0 
United Kingdom 	.............. 10,801 270 230.2 159,028 1,314 1,972.2 
Australia 	................... - - - 173 - - 

Austria 	..................... - 2 - 22 38 - 

Belgium 	(1) 	................. 9,649 - - 43,127 - - 

Chile 	....................... - - - 217 - - 

Deninark 	..................... 5 - - 34 - • 4 
France 	...................... 1,329 - - 10,063 7 22.7 
Germany 	..................... 1,584 68 - 9,176 288 1.0 
Italy 	....................... 605 - - 3,779 - - 

Japan 	....................... 1,499 - - 10,053 - - 

Netherlands 	................. 277 - - 1,718 - - 

Norway 	...................... - - - 1,111 - - 

Spain 	....................... - - - 14,501 - - 

Sweden 	..................... 71 80 4.2 355 446 200.0 
Switzerland 	................. 10 - - 377 - - 

Total 	..................... 101,594 5,240 729:1 903,530 28,741 6,746.3 

(1) Includes Luxembourg. 

5 Table 20 - Exports of Primary Iron and Steel 
Nine months ended 

September, 1958 	September, 1958 

(Net tons of 2,000 pounds) 

Pigiron ............................. 
Ingots, blooms and billets ........... 

Bars ............................ 

Rods ........... 
Plates, sheets and strips ........... 

Rails ................................ 

Structural shapes ............. . . ..... 
Pipe and tubing - Wrought iron ...... 

Cast iron .......... 
Galvanized ......... 
Other • . • . . . . . . . . 

Castings, iron and steel 
Forging 	. . . .................... • • 

Total ............................ 

54 3 491 239,622 
813 56,687 
325 3,591* 

- 1,406 
6,210 31,236 
5,037 90,234 

82 8,470 
- 2,051 
9 1,531 
- 307 

1,858 18,877* 
193 5,236* 
125 1,655* 

69,143 	460,903 

NOTE: Data in above Table were compiled from Customs' export entries received by the - 
External Trade Section and, therefore, not exactly comparable with shipments 

• 	data reported by producers in Table 9-15-16 and 17. 
* 	Revised. 
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