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PRIMARY IRON AND STEEL IN CANADA. - NOV. 1948 

Shipments of primary shapes by Canadian steel mills, exclusive of producers' interchange, 
totalled 219,363 net tons in Noveaber, 1948 oonpered with 236,424 net tone in October, 1948. The 
Novenber, 1948 total included 6,934 tons of semi-finished shapes, 12,641 tons of structural., 
19,314 tons of plates, 29,570 tons of rails, 5,160 tons of tie plates and track material, 53,841 
tone of hot rolled bars, 12,945 tons of pipes and tubes, 25,635 tone of wire rods, 15,389 tons of 
black sheets, 8,229 tons of galvanized sheets, 9,800 tons of casting., 4,383 tons of miscellaneous 
hot rolled products, and 15,522 tons of all other product.. The amount of producers' interchange 
was 77,298 tons in November, 1948 and 78,127 tons in October, 1948. 

Of the amount shipped for sale during November, 39,823 tone went direct to railways and 
railway car shops; 10,637 tons went to pressing, forming and stamping plants; 33,733 tone to 
merchant trade products; 25,827 tons to building construction; 13,069 tons to the containers industry; 
9,894 tone to agricultural equipment; 11,834 tons to the automotive industry; 11,860 tons to machinery 
plants; 2,701 tons to shipbuilding; 7,316 tons to mining, lumbering, etc., and 2,442 tone to miscell-
aneous industries. Wholesalers and warehousing accounted for 26,850 tone and exports for 23,377 ton.. 
Producers' interchange, or the tonnage shipped to producer.' own works for further processing, totalled 
77,296 tons in Novmber, 1948. 

Tsbls 1 - Production of Pig Iron in Canada, November and Year to Date, 1948. 

	

Novsabea 	Year to Date 

(Tons of 2,000 pounds) 

	

Baste ...... ..... l3,256 	1,594,081 

?oundry 	 15,050 	206,111 

)Ialleable... .... . 	 16,485 	146,488 

Total 	 166,771 	1,946,680 

Steel ingot. - Open hearth 	........... 	216,198 	8,179 	2,311,775 	80,527 

	

Electric .......... ...............37,994 	4,900 	375,196 	59,987 

Total Ingots 	254,192 	1$,079 	2,686,971 	140,514 

gteeloastings 	................ 8,596 	1,655 	86,308 	17,459 

Total Ingot. and Castings 	262,788 	14,754 	2,775,279 	157,975 
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Production 	Shipments 
(Including producers' 	For 	Producers' 

	

interohane) 	sale 	interchange 
(Tons of 2,000 pounds) 

Carbon Steel 

Billets, etc., forforging 
Other .sai-tinlshed shapes, not for re-rolling 
by asker. .................  

Structural shpes and piling ........ 
Plates . .. . . . . . . . . . . . . . . . . . . . . . 
Rails ........  . 	. , . , . . • . 	 . 
Tie plates and track material - 

Splice bars ........................ 
bj 	pltea ......................... 
Spikes .............................. 

Concrete reinforcing bars .................... 
Hot roiled bars for cold finishing ........... 
Other hot rolled bars ........................ 
Pipes and tubes ............................... 
lire rods.................................... 
Rot rolled black sheets ...................... 
Cold reduced black sheets ..................... 
Glvanized sheets ............................ 
Steel castings ............................... 
Miscellaneous hot rolled products ............ 
Allother products ........................... 

Total 	Caxbon Stool ............... 

Alloy Steel 

Billets, •te. , for forging ................... 
Other s1-tiniahed shapes, not for re-rolling 
by askers .................................. 

Structural, shapes and piling ................. 
Plates ...................................... 
Rail. ........................................ 
Ti. plates and track material - 

Splice bars ........................ 
Ti. plates ......................... 
Spikes . ............................ 

Conor.te reinfore ing bars .................... 
Rot rolled bars for cold finishing ........... 
Other hot rolled bars ........................ 
Pipes and tubes .............................. 
Win, rods .................................... 
Hot rolled black sheets ...................... 
Cold rolled black sheets .....................  
Galvanized sheets ............................ 
Stel castings ............................... 
Miscellaneous hot roiled products ............ 
All other product. ........................... 

Total. - Alloy Steel 

8,925 6,086 	2,763 

38,549 194 	39,668 
12,827 12,641 
19,094 19,130 
30,678 29,570 

263 299 
4,038 3,708 
1,145 1,153 
7,977 6,803 

895 ... 1,111 
45,200 40,46? 5,887 
13,201 12,945 
23,751 25,609 870 
17,085 11,549 8,152 
5,684 3,840 550 
8,992 8,229 
8,596 8,208 
22,428 4,015 18,275 
15,560 15,347 

284,888 209,793 77,274 

654 

	

24 	... 	24 

	

278 	184 

6,183 6,571 

24 26 

1,655 1,592 
319 368 
169 175 

9,340 	9,570 	24 

lotat ftgur.s shown under "Producers' Interchange" represent the amounts shipped to producers' own 
plants or to other plants within the primary industry, for further processing, e.g., black sheets 
to galvanizing department, hot rolled bars to make railway track material, etc. 
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Table 4 - Prodtaotton in Canada and Producer.' Shipments of Primary Iron and Steel Shapes Eleven Months 
Ended November. 1948 

	

Production 	Shipment. 
(Including producer.' 	For 	Producer.' 

	

interchange) 	sale 	intercheng. 

(Tons of 2,000 pound.) 
Carbon Steel 

Billets 1 	etc. 1  for forging 	........... 91,900 57,820 35,780 
Other semi-finished shapes 1  not for re-rolling 
bymakers 	................................ 410,621 4,331 398,922 

Structural shapes and piling 160,968 160,656 
Plates 	•1• •••.• 	........... 209,605 207,802 
Rails 	. ........................ . • 308,015 313,143 56 
Tie plates and track material - 

Splicebars 	....................... 22 ) 967 23,292 
Tie plates 	........................ 46,515 46,309 
Spikes 	............................. 12,501 12,682 

Concrete reinforcing bars ..... 65,013 65,155 
Hot rolled bars for cold finishing 10,022 80 10,285 
Other hot rolled bare 	......................... 492,136 401,746 85,525 
Pipes and 	tubes 	.............................. 134,323 130,811 
Wire 	rods 	.................................. 262,322 214,370 51,105 
Hot 	rolled black sheets 	....................... 265,762 191,774 80,171 
Cold reduced black sheets 	. .................... 43,752 38,911 3,136 
Galvanized sheets .............. 91,589 91,185 297 
Steel 	castings 	................................ 86,308 83,747 
Miscellaneous hot rolled products 237,624 46,152 191,485 
All other products 	............................ 183,233 185,908 4 

Total - Carbon Steel 3,135,176 	- 2,275,874 856.568 

Alloy Steei 

Billets, 	etc., 	for forging 	.................... 29,331 28,726 177 
Other semi-finished shapes, not for re-rolling 
bymakers 	................................... 3,050 ... 3,050 

Structural shapes and piling .................. 
Plates 	........................................ 2,861 2,654 
Rails 	......................................... ... ... 
Tie plates and track material - 

Splice bars 	......................... 
Tie 	plates 	.......................... 
Spikes 	.............................. 

Concrete reinforcing bars 	..................... 
Hot rolled bare for cold finishing ............ 
Other hot rolled bare 	......................... 79,42? 79,349 1 
Pipes and 	tubes 	............................... 
Wi re 	rods 	..................................... 498 502 
Hot 	rolled black sheets 	....................... 
Cold reduced black sheets ..................... 
Galvanized 	sheets 	.............................. 
Steel castings 	................................ 17,459 16,229 
Miscellaneous hot rolled products 4,024 3,647 
All 	other 	products 	............................ 2,853 2,833 

Total - Alloy Steel 139,503 134,140 3,228 
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Table S - Producers' Shipments of Primary Iron and Steel Shape., Bubdivided According to Principei 

Automotive industries .. 6,670 5,164 73,077 53,431 
Aicu1tural, including fern machinery • 9,098 796 103,257 4,548 
Building construction ..... . . . • 25,752 75 271,611 1,107 
Coatsinersindustry .................... 13,065 4 181,846 286 
Machinery and tools 11,087 773 122,074 7,947 
Merchant trade products ..... 33,547 186 279,370 2,533 
Mining, lumbering, etc. 6,832 484 67,619 6,200 
National oefenoe 	...................... 3 8 353 46 
Pressing, forming and stamping 10,443 194 125,009 980 
Public works and utilities 1,262 36 13,707 463 
Railway operating 	....................... 21,095 268 302,078 3,139 
Railwai care and locomotives 18,122 338 203,180 3,917 
iipbui1ding 	.......................... 2,574 127 44,259 518 

Miscellaneous and unclassified • 1,005 128 10,370 1,396 
Wholesalers and warehouses ............. 26,699 151 292,056 3,600 
Direct export (a) to British Empire 20,707 65 130,878 18,175 

(b) to Other Countries • 1,832 773 55,130 25,854 

Total Shipped for Sale 209,793 9,570 2,275,874 134,140 

Producers' 	interchange .. ............... 77,274 24 896,568 3,228 

£U4 	V - J 	IV* £LL.0 VULMUS VL i-L&nlagy 	VL1IJ.* W4 J.J.4JLL CLUU QTM CF .Lo LUJYL?UL 5W W £bV, &P*O 

Country November Year to Date 
Codity of 1• C5bOfl - Alloy Stain- Carbon Alloy Stain- 

Origin lean 
(Tons of 2,000 pounds) 

Pig Iron - 
Basic 	........................... United States 476 ... ... 4,572 

Australia ... .•. ... 234 
Foundry 	......................... United States 60 ... ... 1,521 
Special 	......................... Norway ... ... ... 13 

Sweden ... ... ... 56 
Silvery 	......................... United States 28 ... ... 113 

Ingot. 	............................. United States 3,145 ... ... 31,828 31 
Billets, bloOms, slabs and sheet bars United States 11 62 ... 66 95 
Tube rounds and tube billets ....... United States 794 ... ... 12,979 

Bars and Sections - 
Hot rolled, 	n.O.p ................ United States 4,904 221 5.2 44,872 2,006 78.1 

United Kingdom 19 ... 4.6 398 ... 22,0 
Belgium 925 ... ... 2,494 
Sweden 3 ... ... 3 

Hot rolled - 
For agricultural implements ... United States 1,995 169 ... 15,979 3,575 

United Kingdom ... ... ... 50 
Rounds over 4 	, square. over 4*  United States 61 11 .3 969 195 .5 

8 United Kingdom 18 ... ... 107 ... .3 
Sweden 1 ... ... 1 

Angles, channel., etc......... United States 1,179 ... 2.5 9,257 ... 87.0 
United Kingdom ... ... ... .2 
Belgium 272 ... ... 1,591 

Structurele (bar sizes) for 
agricultural implements ...... United States 601 90 ... 9,106 780 
.h or easement sections ..... United States 305 ... ... 2,834 

United Kingdom ... ... 108 •.. 
Belgium . . . . • . •. . 11 . . . . 

Cold rollad, fl.o.p. 	............. United States 584 37 3.1 5,259 209 72.2 
United Kingdom 1 ... •.. 15 •.. 4.0 
Germany . . . . . . ...  ... 4 . 
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Table 6 • Imports into Canada of Primary Toraa of Iron and Ots.1, November and Year $0 N$i, 1046 

Stain- 	Stain- 
Optgin 

Commodity 	 O 	
Carbon 	Alloy less 	Carbon 	Alloy 

(Tons of 2,000 pounds) 
Bars and Sections (concluded) 

Cold rolled, for agricultural. 
implements ..... 	 ........ United States 

IIool 	steel 	. . . . . . . . . . . , . . . . . . . . .. . United States 
United Kingdom 
Sweden 

Structurals 	...................... United States 
United Kingdom 
Belgium 

Plates 

927 6 ... 	 6,766 44 
10 45 ... 	 203 559 

123 18 ... 	 558 205 
... ... ... 	 6 ... 

10,397 23 ... 	 147,634 151 	6.7 
55 ...  ... 	733 ... 	 . . 

1,536 ... ... 	 1, 638 ... 

78" and under in width ........... United States 2,416 127 16.8 27,474 245 294.0 
United Kingdom 477 ... 1.0 2,545 ... 11.7 

Over 78" and under 100" in width • United States 653 133 ... 10,772 154 17.6 
United Kingdom 61 ... ... 737 ... 14.6 

Over 100" in width 	............... United States 235 ... ... 5,125 159 36.3 
United Kingdom ... ... ... 123 ... .2 

Flanged, dished or curved ........ United States 103 ... 2.1 1,051 ... 10.6 
Boiler, pulp-mill digestere ...... United States 500 ... 3.5 6,256 12 81.0 

United Kingdom 184 ... ... 247 
Chequered or surface pattern ..... United States 698 ... ... 6,838 
Painted 	.......................... United States 2 ... ... 92 

Sheets - 
Silicon .075 or more ............. United States ... 1,596 ... ... 17,529 
Galvanized 	.................... United States 338 ... ... 6,617 ... 

United Kingdom 46 ... ... 569 ... 
Hot rolled - 

18 gauge and heavier 	..... United States 3,770 3 26.9 36,012 81 215.8 
United Kingdom 85 ... 1.5 65 •.. 40.5 
Belgium 6 ... ... 6 ... 
apan 37 ... ... 37 

Lighter than 1.8 gauge .......... United States 1,434 ... 7.9 7,616 1 52.7 
lapan 80 ... ... 138 

For hollow ware (vitreous 
enamel) 	.................... UnitedStatea 363 ... ... 3,268 

.054 per pound and over ........ United States ... ... ... 13 
Corrugated 	.............. . ...... United States 205 ... ... 3,170 
Coated with paint, tar, 
asphaltum, 	etc................ United States 6 ... ... 919 

For shoe and corset laces, 
buckles, ball bearings, etc 	• United States 30 ... ... 30 

For 	saws 	•,.......... ........... United States 1 63 ... 180 553 
United Kingdom ... ... .•. ... 19 

For cold rolled strip .......... United States  
Shaped for agricultural 

implements 	• 	............... United States 144 ... •.. 2,332 
For tubes 	...................... United States 55 ... ... 322 

Cold roiled - 
18 gauge and heavier ............ United States 1,275 ... 102.4 8,863 1 770.7 

United Kingdom 67 ... ... 152 ... 29.2 
Belgium ... ... ... 110 

Lighter than 18 gauge ........... United States 2,708 ... 138.7 28,515 18 1232.3 
United Kingdom 208 ... ... 625 

For hollow ware (vitreous 
enamel) 	.......... . ............. United States 894 ... ... 3,395 ... 

United Kingdom 78 ... ... 601 
Black plate -- tin mill 	........ United States 811 ... ... 17,300 

Waste wasters .... United States 26 ... ... 53 
Rejects 	.......... United States 338 ... ... 338 
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¶'ablm 6 - Imports into Canada of Primary Forms of Iron and Steel, November and Year to Date, 1948 

Country November rear to Date 
Codity of Carbon A.L].Oy Stain- Carbon 

Stain- 
Alloy origin less less 

(Tons of 2,000 pounds) 
Sheets - 
Cold rolled (concluded) 

Coated with paint, tar, 
asphaltum, 	etc . 	............... United States 154 ... ... 1,189 

For shoe and corset laces, 
buckles, ball baarings, etc 	.. United States ... ... ... 2 

For heating apparatus ........... United States 5 ... ... 218 
For saws 	........................ United States ... ... ... 30 23 

Sweden ... 5 ... ... 7 
For tubes 	....................... United States 480 ... ... 7,121 
For tubular products ............ United States 15 ... ... 286 
For butt hinges 	. ................ United States ... ... ... 59 

Black plate - For tinning ......... United States 1,671 ... ... 37,413 
Sheets hot rolled for conversion 

to tin plate 	. ................... United States 604 ... ... 656 
Pin plate - Primes ................ United States 1,768 ... ... 23,336 

United Kingdom 60 ... ... 617 
Seconds ................United Kingdom ... ... ... 7 
1ectrolytic (25#) 	.... United States 1,307 ... ... 20,375 

(50#) 	.... United States 120 ... ... 643 
Waste Wasters ......... United States ... ... ... 10 

Tome plate - Long ................ United States 279 ... ... 3,466 
United Kingdom ... ... ... 3 

Short 	............... United States 329 ... ... 2,968 ... 

Strip - 
Hot rolled - 

18 gauge and heavier ............ United States 1,149 28 ... 13,256 80 	24.5 
Sweden ... ... ... 2 ... 
United Kingdon 56 ... ... 172 9 
Belgium 240 ... ... 939 

Lighter than 18 gauge ........... United States 169 ... ... 1,466 •.. 	 .2 
United Kingdom ... ... ... 1 

For cold rolling ................ United States 392 ... ... 4,586 
For barrel hoops 	................ United States 66 ... ... 753 
Painted 	......................... United States 817 ... ... 9,184 ... 
.054f per pound and over ......... United States ... ... ... 1 
For shoe and corset laces, 

buckles, ball bearings, etc 	.. United States 41 ... ... 841 
For saws 	........................ United States 12 40 ... 303 299 

Sweden ... ... ... 7 ... 
For motor vehicles .............. United States 1 9 265 ... ... 11,198 9 
For butt hinges 	................. United States ... ... ... 150 
For hoops 	....................... United States ... ... ... 1,294 ... 
For 	tubes 	....................... United States 11 •.. ... 216 
For tubular products . ........... United States 62 ... ... 241 
Silicon .095 or more . ........... United States ... 188 ... 19 1,144 

Cold rolled - 
18 gauge and heavier . ........... United States 322 2 14.7 3,056 30 	166.6 

Sweden . . . ...  . . . 1 ...  
United Kingdom ... ... ... 2 

Lighter than 18 gauge ........... United States 596 1 111.0 5,258 3 	841.6 
United Kingdom ... ... ... 10 ... 
Sweden 27 ... ... 225 
Germany 3 ... ... 3 

Painted 	.......... . .............. United States 43 ..• ... 520 
For shoe and corset laces, 

buckles, ball bearings, etc 	.. United States 41 ... ... 324 
For 	saws 	........................ United States ... 5 •.. 28 94 

Sweden .,. ... ... 1 66 
For tubes 	. ....... . ....... . ...... United States 152 ... ... 1,181 ... 



Primary 	 - 7 - 

Table 6 - Imports into Canada of Primary Forms of Iron and Steal, Novnber and Year to Date, 1948 
(continued) 

- 	 Country 	November 	Year to Date 
Commodity 	 of 	Stain- 	Stain- 

Origin 	Carbon 	Alloy less 	Carbon 	Alloy 1088 
(Tons of 2,000 pounds) 

Strip - 
Cold rolled (concluded) 

For tubular products ............ United State8 
For butt hinges ................. United States 
Silicon .075 or more ............ United States 

Galvanized strip ................. United States 

150 	... 	 ... 	 813 
36 	... 	 ... 	 830 	... 

131 	... 	 ... 	 131 	633 
895 	... 	 ... 	 7.590 

Skeip - 
Ov 	15 	in width 	................ 
15 	an 	under in width ........... 

United States 
United States 
Belgium 

515 
3,973 
4,793 

... 

... 

... 

... 

... 

... 

5,030 
40,437 
9,785 

... 

Pipes and Tubes - 
Cast 	.............................. United State3 3 ... ... 651 

United Kingdom 345 ... ... 3,633 
Bedstead 	.......................... United States 14 ... ... 81 
Boiler and pulp-mill digeaters - 

Hot 	finished 	.................... United States 573 33 ... 9,281 69 
Cold 	drawn 	...................... United Stetes 95 24 .9 1,623 75 3.9 

Wplded 	.......................... United States 71 ... ... 543 ... .9 
Welded for oil refinery ......... United States 1 4 ... 7 4 

Seamless, 12" and under in 
diameter - Cold drawn ........... United States 513 6 11.6 6,600 291 150.6 

United Kingdom 19 1 1.9 116 3 26.2 
Sweden ... ... ... ... ... .6 

Hot finished ......... United States 233 9 ... 2,428 22 
United Kingdom ... ... ... 9 ... 

Seamless, over 12" in diameter - 
Cold drawn ........... United States 
Hot finished ......... United States 

United Kingdom 
Welded, 4" and under in diameter .. United States 

United Kingdom 
Australia 

Welded, over 4" In diameter ...... . United State3 
Belgium 
Australia 

Tubing - 
Not over " diameter, welded and 

coated .......................... United States 
Casings ........................... United States 
Fittings and couplings ............ United States 

United Kingdom 
Belgium 

Wire rope ........................... United States 
United Kingdom 

• • . • . . . . . 105 ... 	 1•9 
52 ... ... 1,404 

5 ,952 ... 

1,429 ... 4.3 11,431 1 	52.9 
167 ... ... 1,419 

... 21 ... 
216 ... •.. 3,100 ... 	15.8 

•.. 82 
5 •.• 

15 ... ... 172 ... 	1.0 
2,971 •.. ... 16,599 

163 ... 2.4 2,218 ... 	12.2 
12 
7 

18 ... ... 371 •.. 	3.1 
2 ... ... 113 

Wire - 
For wire rope 	..................... United States 1,690 ... ... 20,499 .... 	.7 

United KIngdom 41 ... ..• 434 ... 
For corset laces, steels, etc. 	.... United States 16 ... ... 161 

United Kingdom 1 •.. ... 10 
For spring mattress, 	etc . 	......... United States 529 ... ... 1,369 
For fencing, galvanized 	........... United States 33 ..• ... 276 

Wire cloth and netting .............. United States 236 •.. .3 1,126 ... 	1.8 
United Kingdom ... ..• •.. 65 

Wi re, 	coated 	........................ United States 47 ... ... 752 
Wire 	- All other 	... . .......... . ..... United States 1,060 ... 1.4 7,929 ... 	31.3 

Sweden ..• •.. ... 5 
Wire rode, not over' in diameter .. United States ... ... ... 841 
Welding wire and weldi ng  rods ....... United States 202 16 8 6 7 1,850 77 	106.6 
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Table 6 - XLPOF$s into Canada of Primary Forms of Iron and Sti•1, November and Year to Date, 1948 

Country 

Carbon 

November 

Alloy 

Year 

Carbon 

to Date 

Alloy less 
(Tons of 2,000 poundi) 

Castings - 
For agricultural implement 	....... United Statsa 194 ... ... 1,394 
For ingot mould. 	.............. . United States 1,755 ... ... 21,249 
Malleable 	•e.I.•..•tI.•• ........... United States 39 •.. ... 429 
Non-aa1.teabl.... ..................  United2tates 110 ... ... 1,455 ... 

Steel 	 ....... United Statea 76 6 .2 965 62 2,4 
For railway vehicles 	............ United States ... ... ... 441 
Rolls 	............................. United States 151 158 ... 2,452 	1,456 

Vnited Kingdom 51 ... ... 32 87 
Piston ring. (rough) 	............ United States 57 ... ... 190 ... 

Forging 	.................. .......... United States 117 31 ... 1,011 226 9.8 
United Kingdom ... 22 ... 177 175 

Axles - 
For railway vehiolea 	....... United States 1 ... ... 382 
For all other vehicle. ... ......... United States ... ... ... 51 

Wheels - 
For railway roiling stock 	........ United States 202 ... ... 1,853 

United Kingdom 1,926 ... ... 6,002 
Tire. - 

For railway rolling stock ........ . United States 354 ... ... 4,927 
United Kingdom 623 6 ... 4,323 	223 

Rails - 
6opoundsandunder ...............  UnttedStates 1. ... ... 280 	... 

Over 60 pounds and inolting 
100  pounds 	....................... United States 88 ... ... 418 	... 

Over 100 pounds 	................... United States 10 ... ... 62 	... 

Grooved for electric trenways ..... United States 501 ... ... 3,961 	... 

Track material - 
Angle bars, tie plates, rail. joints United States 82 ... ... 1,054 
Intersections, switches, frogs .... United States II ... ... 86 

Total. Imports .............United States 73,962 3,137 464.9 807,989 	30,994 4,233.1 

All other 12,594 52 9.0 47,983 	796 	149.9 

TorL 	................ . 86,556 3,189 473.9 855,952 	31,792 4,473.0 

Table 7 - Kxports from Canada of Primary Iron and Steel, November and Year to Date. 1948 

Novber Year to Date 
(Tons of 2,000 pound.) 

Pigiron 	....................... ......... 

Ingote, blooms and billets 3,391 32,988 
Bars 	. 	.................................. 4,443 41,013 
Rode 	................................. 243 2,090 
Plates, sheets and strips 623 13,923 
Rails 	................................... 15,116 135,658 
Structural shapes 2,662 10,360 
Pipe and tubing - Wrought iron 64 1,189 

Cast iron 33 605 
Galvanized 680 2,086 
Other 64 833 

Castings, iron and steel 886 7,763 
Forging. 	..................... ., 104 615 


