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- PRIMARY IRON AND STEEL IN CANADA - DECEMBER, l94 

Shipments of primary shapes by Canadian steel mills, exclusive of producers' inter-
change, totalled 212,886 tons in December, 1948, compared with 219,363 tons in November, 1948. 
The December, 1948,  total included 9,031 tons of semi-finished shapes, 11,685 tons of structurals, 
23,323 tons of p1ates, 23,889 tons of rails, 4,391 tens of tie plates and track material, 49,483 
tons of hot rolled bars, 13,105 tons of pipes and tubes, 23,562 tons of wire rods, 17,127 tens 
of black sheets, 7,482 tons of galvanized sheets, 9,546 tons of castings, 3,722 tons of miscel-
laneous hot rolled products, and 16,540 tons of all other products. The amount of producers' 
interchange was 66,005 tons in December, 1948, and 77,298 tons in November, 1948. 

Of the amount shipped for sale during December, 44, 256 tons went direct to railways and 
railway car shops, 11,123 tons went to pressing, forming and stamping plants, 31,411 tons to 
merchant trade products, 22,509 tons to building construction, 14,677 tons to the containers 
industry, 11,687 tons to agricultural equipment, 13,200 tons to the automotive industry, 12,427 
tons to machinery plants, 3,726 tons to shipbuilding, 6,079 tons to mining, lunbering, etc., and 
2,324 tons to miscellaneous industries. Wholesalers and warehousing accounted for 26,168 tone 
and exports for 13,299 tons. Producers' interchange, or the tonnage shipped to producers' own 
works for further processing, totalled 66,005 tons in December, 1948. 

Table 1 - Production of pig Iron in Canada • December and Year 1948. 

	

December 	Year 1948 
(Tons of 2,000 pounds) 

	

Basic .............................. 145,806 	1,739,887 

	

Foundry ............................ 11,832 	217,943 

Malleable .......................... 	16,595 	163,079 

Total 	 174,233 	2,120,909 

Table 2 - Production of Steel Ingots and Castings in Canada • December and Year 1948 

Tons 

Steel ingots - Open hearth ................... 
Bfl.ectric ...................... 

Total ingots ........ 

Steel castings ............................... 

221,582 
35,064 

9,136 
5,346 

2,533,357 
410 2 260 

89,663 
65,333 

256,646 14,482 2,943,617 154,996 

7,856 1,393 94,164 18,852 

Total Ingot. and Castings 	264,502 	15,875 	3,037,781 	173,848 
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Table 3 - Production in Canada and Producers' Shipments of Primary Iron and Steel Shapes. December. 1 
Production 	Shipments 

(Including producers' 	For 	Producers' 
interchange) 	sale 	interchange 

(Tons of 2,000 pounds 

Carbon Steel 

Billets, etc., for forging ................... 
Other semi-finished shapes, not for re-rolling 
bymakers .................................. 

Structural shapes and piling ................. 
Plates ....................................... 
Hails ........................................ 
Tie plates and track material - 

Splice bars ........................ 
Tie plates ......................... 
Spikes ............................. 

Concrete reinforcing bars .................... 
Hot rolled bars for cold finishing ........... 
Other hot rolled bars ........................ 
Pipes and tubes .............................. 
Wire rods .................................... 
Hot rolled black sheets ...................... 
Cold reduced black sheets .................... 

Galvanized sheets ............................ 

Steel castings ............................... 
Miscellaneous hot rolled products ............ 
Allother products ........................... 

Total - Carbon Steel ............... 

Alloy Steel 

Billets, etc., for forging ................... 
Other semi-finished shapes, not for re-rolling 
bymakers .................................. 

Structural shapes and piling ................. 
Plates ....................................... 
Rails ........................................ 
Tie plates and track material - 

Splice bars ........................ 
Tie plates ......................... 
Spikes ............................. 

Concrete reinforcing bars .................... 

Hot rolled bars for cold finishing ........... 
Other hot rolled bars ........................ 
Pipes and tubes .............................. 
Wire rods .................................... 
Hot rolled black sheets ...................... 
Cold reduced black sheets ................... 
Galvanized sheets ............................ 

Steel castings ............................... 

Miscellaneous hot rolled products ............ 
Allother products ........................... 

Total - Alloy Steel ................ 

	

8,489 	 6,648 	2,151 

	

38,330 	 56 	32,832 

	

11,872 	 11,685 

	

21,356 	 22,977 	 70 

	

29,222 	 23,889 

38 30 
3,154 3,420 

930 91,1 
7,031 6,031 
1,486 ... 11409 

50,155 35,116 5,857 
100 265 13,105 30 
25,523 23,468 229 
19,765 12,684 4,708 

5,286 4,443 1,460 
7,466 7,482 
7,856 8,001 

21,780 3,413 16,728 
16,489 16,314 17 

	

286,493 	 199,703 	65,491 

	

2,229 	 2,327 

	

514 	 ... 	 514 

::: 

9,065 8,336 

331 309 
251 226 

14,092 	 13,183 	514 

Figures shown under "Producers' Interchange" represent the amounts shipped to producers' own 
plants or to other plants within the primary industry, for further processing, e.g., black sheets 
to galvanizing departoent, hot rolled bars to make railway track material, etc. 
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Table 4 - Production in Canada and Producers' Shipments of Primary Iron and Steel Shapes, Year 191,8 
Production 

(Including producerat 
thterchange) 

Shipments 
For 	Producers' 
sale 	interchange 

(Tone of 2,000 pounds) 

Carbon Steel 

Billets, etc., for forging 100,389 64,468 37,931 
Other semi-finished shapes, not for re-rolling 

by makers 	.......................... 448,951 4,387 431,754 
Structural shapes and piling 172,840 172,341 
Plates 	........................... 230,961 230,779 70 
Rails 	........................................ 337,237 337,032 56 
Tie plates and track material - 

Splice bars 	........................ 23,005 23,322 
Tie plates 	...................... 49,669 49,729 
Spikes 	............................ 13,431 13,623 

Concrete reinforcing bars 72,04.4 71,186 
Hot rolled bars for cold finishing 11,508 80 11,694 
Other hot rolled bars ...................... 542,291 436,862 91,182 
Pipes and tubes 	.......................... 144,588 143,916 30 
Wire 	rods 	.................................... 287,845 237,838 51,334 
Hot rolled black sheets ...................... 285,527 204,458 84,879 
Cold reduced black sheets 49,038 43,354 4,598 
Galvanized sheets ............................ 99,055 98,667 297 
Steel castings 	............................... 94,164 91,748 
Miscellaneous hot rolled products ........... 0 259,404 49,565 208,213 
All other products ........................... 199,722 202,222 21 

Total - Carbon Steel 3,421,669 2,475,577 922,059 

Alloy Steel 

Billets, etc., for forging 31,560 31,053 177 
Other semi-finished shapes, not for re-rolling 
by askers 	................................. 3,564 ... 3,564 

Structural shapes and piling ................. 
Plates 	................. . ..................... 3,074 3,000 
Rails • • 
Tie plates and track material - 

Sp]_ice bare 	......................  . . . . . .. 
Tie plates 	......................... ... ... 
Spik.es 	............................. ...  ... ...  

Concrete reinforcing bars .................... 
Hot rolled bars for cold finishing ........... 
Other hot rolled bars ........................ 88,492 87,685 
Pipes and tubes 	.............................. 
Wire rods 	.................................... 594 596 
Hot rolled black sheets ...................... 
Cold reduced black sheets .................... 
Galvanized sheets 	....................• . .. 
Steel castings .......................... 18,852 17,774 
Miscellaneous hot rolled products 4,355 4,156 
All other products ........................... 3,104 3,059 

Tote). - Alloy Steel ........... 153,595 147,323 3,742 
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Table 5 - Producers' Shipments of Primary Iron and Steel Shapes, Subdivided According to Principal 
Consumina Industries. December and Year 194$__________________ 

D e c e m b e r Year 	19 - 
Carbon Alloy Carbon Alloy 

(Tons of 2,000 pounds) 

Automotive industries .................. 7,145 6,055 80,222 59,486 
Agricultural, including farm machinery 10,279 1,408 113,536 5,956 
Building construction .................. 22,418 91 294,029 1,198 
Containers industry .................... 14,676 1 196,522 287 
Machinery and tools- .................... 11,615 812 133,689 81 759 
Merchant trade products ................ 31,027 384 310,397 2,917 
Mining, lumbering, etc . 	................ 5,530 549 73,149 6,749 
National defence 	....................... 15 7 368 53 
Pressing, forming and stamping 10,997 126 136,006 1 1 106 
Public works and utilities 1,210 12 14,917 475 
Railway operating 	...................... 24,579 576 326,657 3,715 
Railway cars and locomotives 18,432 669 221,612 4,586 
Shipbuilding ....................... 3,524 202 47,783 720 
Miscellaneous and unclassified 969 111 11,339 1,507 
Wholesalers and warehouses 25,772 396 317,828 3,996 
Direct export (a) to British Empire 7,701 783 138,579 18,958 

(b) to other countries 3,814 1,001 58,944 26,855 
Total Shipped for Sale 199,703 13,183 2,475,577 147,323 

Producers' 	interchange ................. 65,491 514 962,059 3,742 

Table 6 - Imports into Canada of Primary Forms of Iron and Stee1 	December and Year 1948 
Country December Year 1948 - 

Commodity Carbon Alloy 	Stø•in-• Carbon 	moy Stain- 
01d.fl 

(Tons of 2,000 pounds) 
Pig Iron - 

Basic 	............... ..... ....... United States 396 ... . .. 4,968 	.. 
Australia ... ... •.. 234 

Foundry ......................... United States 396 ... ... 1,917 
Special 	... . ..................... Norway ... ... ... 13 

Sweden ... ... ... 56 
Silvery 	... ...................... United States 41 ... ... 154 
Charcoal 	. ................... .... United States 28 ... ... 28 

Ingots 	............................. United States 5,861 ... ... 37,669 	31 
Billets, blooms, slabs and sheet bars United States ... 1 ... 66 	96 
Tube rounds and tube billets ....... United States 1,615 ... ... 14,594 

Bars and Sections - 
Hot rolled, n.o.p . 	.............. United States 5,023 299 2.3 49,895 	2,305 80.4 

United Kingdom ... ... .3 398 	... 22.3 
Belgium 452 ... ... 2,946 	.. 
Sweden ... ... ... 3 	... 

Hot rolled - 
For agricultural implements ... United States 1,747 497 ... 17,726 	4,072 

United Kingdom ... ... ... 50 	... 
Rounds over 4k', squares over 41  United States 29 20 ... 998 	213 3 

United Kingdom ... ... ... 107 	... .3 
Sweden ... ... ... 1 	... 

Angles, channels, etc. ........ United States 1,022 ... 1.4 10,279 	... 28.4 
United Kingdom ... ... ... 2 
Belgium 71 ... ... 1,662 

Struoturals (bar sizes) for 
agricultural implements ...... United States 780 168 ... 9,886 	948 

Sash or casement sections ..... United States 179 ... ... 3,013 	... 
United Kingdom 22 ... ... 130 	... 
Belgium ... ... ... 11 	... 

Cold rolled, n.o.p. 	............. United States 572 60 4.1 5,831 	269 763 
United Kingdom 35 ... ... 48 	... 4.0 
Germany . . . ... ... ... 	4 
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Table 6 - Imports into Canada of Primary Forms of Iron and Steel, December and Year 1948 (Continued) 
Country December Year 	1948 

Coenodity Carbon Alloy Carbon Alloy 	Stain- 
Origin less less 

(Tons of 2,000 pounds) 
Bars and Sections (concluded) 

Cold rolled, for agricultural 
implements 	............... United States 707 ... ... 7,473 44 

Tool steel 	.................... United States 14 52 •.. 217 611 
United Kingdom 14 10 ... 572 215 
Sweden ... ... ... 6 

Structurals ....... United States 11,616 ... .4 159,250 151 	7.1 
United Kingdom ... ... ... 733 ... 

Belgium 388 59 ... 2,026 59 

Plates - 
78' and under in width ......... 

Over 78' and under 100' in width 

Over 100' in width 	..... 

Flanged, dished or curved ...... 

Boiler, pulp-mill digesters 

Chequered or surface pattern 
Painted 	........................ 

United States 
United Kingdom 
Belgium 
United States 
United Kingdom 
United States 
United Kingdom
United States 
United States 
United Kingdom 
United States 
United States 

2,074 
469 
110 
531 
309 
355 
... 

194 
363 
... 

613 
... 

249 
... 

... 

76 
... 

... 

... 

... 

... 

... 

... 

... 

13.8 
... 

... 

24.1 
... 

1.3 
... 

2,3 
.6 

... 

... 

... 

29,548 
3,014 

110 
11,303 
1,046 
5,480 

123 
1,245 
6,6] 

247 
7,451 

92 

494 
... 

... 

230 
... 

159 
•.. 
... 

12 
... 

307.8 
11.7 

41.7 
16.6 
37.6 

.2 
12.9 
81.6 

Sheets - 
Silicon .075 or more ........... United States ... 1,403 ... ... 18,932 
Galvanized ..................... United States 436 ... ... 7,053 ... 

United Kingdom 74 ... ... 41+3 
Hot rolled - 

18 gauge and heavier ..... .... United States 3,788 22 2.7 39,800 103 218.5 
United Kingdom ... ... 1.4 85 ... 41.9 
Belgium 190 ... ... 196 
Japan 2 ... ... 39 

Lighter than 18 gauge ........ United States 1,427 7 .8 9,043 8 53.5 
Japan ...  ... ...  138 ...  
Belgium 53 ... ... 53 

For hollow ware (vitreous 
enamel) 	................. United States 257 ... ... 3,525 

.050 per pound and over ...... United States ... ... ... 13 ... 
Corrugated 	................... United States 341 ... ... 3,511 
Coated with paint, tar, 
asphaltum, etc . 	............. United States 219 ... ... 1,138 

For shoe and corset laces, 
buckles, ball bearings, etc. • United States ... ... ... 30 ... 

For save 	..................... United States 5 74 ... 185 627 
United Kingdom ... ... ... ... 19 

For cold rolled strip ........ United States 150 ... ... 1,047 
Shaped for agricultural 
implements .................. United States 311 ... ... 2,643 

For tubes ............ United States 37 •• •• 359 
Cold rolled - 

18 gauge and heavier ........ United States 1,036 ... 106.1 9,899 1 876.8 
United Kingdom 19 ... ... 171 ... 29.2 
Belgium ... ... ... 110 

Lighter than 18 gauge ........ United States 3,159 ... 103.9 31,674 18 1,336.2 
United Kingdom 98 ... ... 723 ... 

For hollow ware (vitreous 
enamel) 	....... 	........ United States 746 ... ... 4,139 

United Kingdom 76 ... ... 677 
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Table 6 - Imports into Canada of Primary Forms of Iron and Steel, December and Year 1948 	(Contirnd) 
Country December Year 	1948 

Commodity of Carbon Alloy Stain-• Carbon 	Alloy 	Stfl•• ni
less Origin - less 

(Tons of 2,000 pounds) 
Sheets - 

Cold rolled -(concluded) 
Black plate -- Tin mill ...... United States 1,070 ... ... 18,370 

Waste Waste United States 76 ... ... 129 
Rejects 	...... United States 158 ... ... 496 

Coated with paint, tar, 
asphaltum, etc . 	............. United States 70 ... ... 4259 

For shoe and corset laces, 
buckles, ball bearings, etc United States ... ... ... 2 

For heating apparatus ........ United States ... ... •.. 218 
For 	saws 	..................... United States •.. 30 	23 

Sweden ... ... ••. 7 
For 	tubes 	.................... United States 621 ... •.. 7,742 
For tubular products ......... United States 5 ... ... 291 
For butt hinges .............. United States ... ... ... 59 

Blacc plate - For tinning ...... United States 2,117 ... ... 39,530 
Sheets hot rolled for conversion 
to tin plate 	.................. United States 9,357 ... ... 10,013 

Tin plate - Primes ............. United States 1,485 ... •.. 24,821 
United Kingdom 36 ... ... 653 

Seconds 	............ United Kingdom ... ... ... 7 	... 
Electrolytic (25#) United States 995 ... ... 21,370 	... 

(50#) United States 232 ... ... 875 
Waste waste 	...... United States 20 ... ... 30 	... 

Terne plate - Long ............. United States 293 ... ... 3,759 
United Kingdom ... ... ... 3 

Short 	............ United States 295 ... ... 3,263 

Strip - 
Hot rolled - 

18 gauge and heavier ......... United States 1,256 29 1 1 14,512 109 	24.6 
Sweden ... ... ... 2 
United Kingdom 79 ... ... 251 9 
Belgium 160 ... ... 1,099 

Lighter than 18 gauge ........ United States 134 .., .3 1,600 ... 	.5 
United lungdom 2 ... ... 3 

For cold rolling ............. United States 386 ... ... 4,972 
For barrel hoops ............. United States ... ... ... 753 
Painted 	...................... United States 417 ... ... 5,601 
.050 per pound and over ...... United States ... ... ... 1 
For shoe and corset laces, 
buckles, ball bearings, etc United States 44 ... ... 885 

For 	saws 	..................... United States 6 5 ... 309 304 	... 
Sweden ... ... ... 7 

For motor vehicles ........... United States 1,201 34 ... 12,399 43 
For butt hinges 	.............. United States 49 ... ... 199 
For hoops 	.... . ............... United States 26 ... ... 1,320 
For 	tubes 	.................... United States 67 ... ... 283 
For tubular products ........ United States ... ... ... 241 
Silicon .075 or more ......... United States ... 151 ... 19 1,295 

Cold relied - 
18 gauge and heavier ......... United States 352 ... 19.1 3,408 30 	185.7 

Sweden ...  ... ...  1 ...  
limited Kingdom ... ... ... 2 ... 

Lighter than 18 gauge ........ United States 604 ... 107.6 5,862 3 	949.2 
United Kingdom ... ... ... 10 ... 	.6 
Sweden 1 ... ... 226 ... 
Germany . . . . . . . .. 3 ...  

Painted 	...................... United States 84 ... ... 604 
For shoe and corset laces, 
buckles, ball bearings, etc.. United States 11 ... ... 335 
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o - impurs 1UW .mr1aua 01 rrimary rorms 01 iron ann 	eei 	uecemoer ar 	iear LyAtS Wontlaued) 
Country December Year 	1948 

Coamodity Carbon A.].loy Stain- Carbon Alloy 	Stain- 
0riin less less  

 of 2,000 pounds) 
Strip - 

Cold rolled - (concluded) 
For saws 	..................... United States 1 29 •.. 29 123 

Sweden ... 3 ... 1 69 
For 	tubes 	.................... United States 115 ... ... 1,296 
For tubular products 	...... United States 154 ... •.. 967 
For butt hinges 	.............. United States 64 ... •.. 894 
Silicon .075 or more ......... United States ... 5]. ... 131 684 

Galvanized strip ............... United States 727 ... ... 8,317 ... 

Skelp - 
Over 15*"  in width ............. United States 424 ... ... 5 9 454 
15*' and under in width ......... United States 4,716 ... ... 45,153 

Belgium ... ... ... 9,785 

Pipes and Tubes - 
Cast 	........................... United States 5 ... ... 656 

United Kingdom 761 ... ... 4,394 
Bedstead 	....................... United States ... ... ... 81 ... 
Boiler and pulp-mill digesters - 

Hot finished 	................. United States 541 7 ... 9,822 76 
Cold drawn 	................... United States 119 ... ... 1,742 75 3.9 
Welded 	....................... United States 101 ... 1.4 644 ... 2.3 

United Kingdom 6 ... ... 6 
Welded for oil refinery ...... United States ... ... ... 7 4 

Seamless, 12" and under in 
diameter - Cold drawn ........ United States 602 5 8.3 7,202 296 158.9 

United Kingdom 39 ... .7 155 3 26.9 
Sweden ... ... ... ... ... .6 

Hot finished ...... United States  2,517 26 
United Kingdom ... ... ... 9 

Seamless, over 12" in diameter - 
Cold drawn ........ United States ... ... ... 105 •.. 1.9 
Hot finished ...... United States 7 ... ... 1,411 

United Kingdom ... ... ... 5,932 
Welded, 4" and under in diameter United States 1,365 ... 2.7 12,796 1 55.6 

United Kingdom 343 ... ... 1,762 
Australia ... ... ... 21 

Welded, over 4" in diameter United States 170 ... ... 3,270 ... 15.8 
Belgium ... ... ... 82 
Australia ... ... ." 5 

Tubing - 
Not over 	" diameter, welded and 
coated 	........................ United States 10 ... ... 182 ... 1.0 

Casings 	...................... .. United States 2,916 ... ... 19,515 
Fittings and couplings ......... United States 196 ... 1.2 2,414 ... 13.4 

United Kingdom ... ... ... 12 
Belgium ... ... ... 7 

Wire 	rope 	......................... United States 3 ... 1.4 374 ... 4.5 
United Kingdom 6 ... ... 119 

Wire - 
For wire rope 	................ .. United States 2,241 ... ... 22,740 ... .7 

United Kingdom 40 ... ... 474 
For corset laces, steels, etc United States 15 ... ... 176 

United Kingdom 2 ... ... 12 
For spring mattress, etc 	...... United States 730 ... ... 21099 
For fencing, galvanized ........ United States ... ... ... 276 
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Table 6 - Imports into Canada of Primary Forms of Iron and Steel, December and Year 1948 (Concluded) 
Country December Year 	1948 

Commodity of 
Carbon Alloy 

Stain- 
Carbon All oy Stain- 

Origin less less 
(Tons of 2,000 poundsJ 

Wire cloth and netting ........... United States 245 ... .1 1,371 ... 1.9 
United Kingdom ... ... ... 65 

Wire, 	coated 	.................... United States 1]. ... ... 763 
Wire - All other ................. United States 1,785 ... 3.0 9,714 ... 34.3 

Sweden ... ... ... 5 
Wire rods, not over 	" in diameter United States 29 ... ... 870 
Welding wire and welding rods .... United States 207 5 9.0 2,057 82 115.6 

Castings 
For agricultural implements United States 230 ... ... 1,624 
For ingot moulds .............. United States 1 1 688 ... ... 22,937 
Malleable 	. .................... United States 30 •.. ••. 459 
Non-malleable ................. United States 99 ... ... 1,584 
Steel 	......................... United States 150 9 ... 1,115 71 	2.4 
For railway vehicles .......... United States ... ... ... 441 
Rolls 	............... . ......... United States 178 119 ... 2,630 1,575 

United Kingdom ... ... ... 32 87 
Piston rings (rough) 	.......... United States 43 ... ... 233 

Forgings 	......................... United States 113 4 .1 1,124 230 	9.9 
United Kingdom 21 U ... 198 186 

àx1es 
For railway vehicles .......... United States 93 ... ... 	475 
For all other vehicles ........ United States ... ... •.. 	51 

Wheela - 
For railway rolling stock ..... United States 270 ... ... 	2,123 

United Kingdom 158 ... ... 	69 160 

Tires - 
For railway rolling stock ..... United States 604 ... ... 	5,531 

United Kingdom 209 37 ... 	4,532 	260 

Rails - 
60 pounds and under ........... United States 18 ... ... 	298 
Over 60 pounds and including 
100 pounds . .................. United States 222 ... ... 	640 

Over 100 pounds ............... United States 1 ... ... 	63 
Grooved for electric traieways United States ... ... ... 	3,961 	... 

Track material - 
Angle bars, tie plates, rail 
j oints 	....................... United States 43 ... 	... 	1,097 

Intersections, switches, frogs. United States 32 ... 	... 	118 

Total Imports .......... United States 88,881 3,380 	418.1 	896,870 	34,374 	4,741,2 

All other 4,245 120 	2.4 	521 208 	918 	152.3 

TOTAL ............. 93,126 	3,500 	420.5 	949,078 	35,292 	4,893.5 
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Table I — Exports from Canada of Primary Iron and Steel, December and Year 1948 

December Year 1948 
(Tons of 2,000 pounds) 

Pigiron 	............................... 218 662 
Ingots, blooms and billets ........... 2,785 35,773 
Ear8 	................................... 5,808 46,821 
Rods 	................................... 133 2,223 
Plates, sheets and strips 247 14,170 
Rails 	•.o*...• .......................... 23,733 159,391 
Structural. shapes 	................. 146 10,506 
Pipe and tubing - Wrought iron 43 1,232 

Cast iron 53 659 
Galvanized 726 2012 
Other 143 976 

Castings, iron and steel 768 8,531 
Forginga 	............................... 117 732 
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