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-I 	 PRIMABY IRtJ AND 9EEL IN CANADA - FEBIUARY, 1949 

Shipments of primary shapes by Canadian steel mills 1  exclusive of producers' interchange, 
totalled 216,862 net tons in February, 1949 compared with 233,548 net tons in January, 1949. The 
February, 1949, total included 10,507 tons of semi-finished shapes, 10,879 tons of structurals, 18,084 
tons of plates, 26,697 tons of rails, 7,307 tons of tie plates and track material, 46,186 tons of hot 
rolled bars, 14,932 tons of pipes and tubes, 26,930 tons of wire rods, 17,920 tons of black sheets, 
8,038 tons of galvanized sheets, 9,656 tons of castings, 3,837 tons of miscellaneous hot rolled products, 
and 15,889 tons of all other products. The amount of producers' interchange was 76,465 tons in February, 
1949, and 89,761 tons in January, 1949. 

Of the amount shipped for sale during February, 48,509 tons went direct to railways and 
railway car shops, 11,842 tons went to pressing, forming and stamping plants, 31,515 tons to merchant 
trade products, 26,056 tons to building construction, 14,511 tons to the containers industry, 8,083 tons 
to agricultural equipment, 10,740 tons to the automotive industry, 10,246 tons to machinery plants, 
2,344 tons to shipbuilding, 6,673 tons to mining, lumbering, etc., and 2,444 tons to miscellaneous 
industries. Wholesalers and warehousing accounted for 27,026 tons and exports for 16,873 tons. Producers' 
interchange, or the tonnage shipped to producers' own works for further processing, totalled 76,465 tons 
in February, 1949. 

Table 1 - Production of Pig Iron in Canada, February, and Year to Date, 1949. 

	

February 	Year to Date 

(Tons of 2,000 pounds) 

	

Basic ....................... 141,222 	295,457 

Foundry . 	 20,386 	35,105 

Malleable 	 11,116 	25,236 

Total 	 172,724 	355,798 	- 

2 - Production of Steel Ingots and Castings in Canada 1  February, and Year to Date, 1949. 
ry 	Year 
Alloy 	Carbon 

to Date 
Alloy 

Tons of 2,000 pounds) 

9,888 441,119 18,333 
4,650 55,875 9,670 

ILI 

Steel ingots 	- Open hearth 	.................. 	208,612 
Electric ....................... 25,e60 

	

Total Ingots ................... 234,472 	14,538 	496,994 	28,003 

Steel castings 	- ................................ 8,087 	1,789 	15,674 	2,931 

Total Ingots and Castings 	242,559 	16,327 	512,668 	30,934 
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Table 3 -Production I 
	

U 
	

1949 
Production 	Shipments 

(Including producerst 	For 	Producers ' 
interchange ) 	sale 	interchange 

(Tons of 2,000 pounds) 

Billets, etc., for forging ....................... 
Other semi-finished shapes, not for re-rolling by 
makers .......................................... 
Structural shapes and piling ..................... 

Plates ........................................... 
Rails ............................................ 
Tie plates and track material - 

Splice bars ......................... 
Tie plates .......................... 
Spikes .............................. 

Concrete reinforcing bars ........................ 

Hot rolled bars for cold finishing ............... 
Other hot rolled bars ............................ 
Pipes and tubes .................................. 

Wire rods ........................................ 
Hot rolled black sheets .......................... 

Cold reduced black sheets ........................ 

Galvanized sheets ................................ 

Steel castings ................................... 

Miscellaneous hot rolled product8 ................ 

Allother products ............................... 

Total - Carbon Steel ........ 

Alloy Steel 

Billets, etc., for forging ....................... 

Other semi-finished shapes, not for re-rolling by 
makers .......................................... 
Structural shapes and piling ..................... 

Plates ........................................... 
Rails ............................................ 
Tie plates and track material - 

Splice bars ......................... 
Tie plates .......................... 

Spikes .............................. 
Concrete reinforcing bars ........................ 

Hot rolled bars for cold finishing ............... 
Other hot rolled bars ............................ 
Pipes and tubes .................................. 
Wire rod8 ....................................... 

Hot rolled black sheets .......................... 
Cold reduced black sheets ........................ 

Galvanized sheets ................................ 
Steel castings ................................... 
Miscellaneous hot rolled products ................ 

Allother products ............................... 

Total - Alloy Steel .......... 

11,729 	8,573 	2,998 

43,555 68 36,896 
10,432 10,879 
17,876 18,025 
21,547 26,697 

2,039 2,624 

3,976 3,678 

921 1,005 
6,606 6,458 
1,509 ... 1,355 

44,660 34,976 7,068 
17,614 14,932 
27,068 26,902 994 
18,564 11,713 5,951 
7,132 6,207 1,333 
7,877 8,038 
8,087 7,971 
23,836 3,607 19,721 
15,823 15,515 

	

290,851 	207,868 	76,316 

	

1,994 	1,866 

149 ... 149 

5,438 4,752 

34 28 

1,789 1,685 
152 230 
336 374 

10,065 8,994 	149 

Note; Figures shown under "Producers' Interchange" represent the amounts shipped to producers' own plants 
or to otner plaflt3 within the primary industry, for further processing, e.g., black sheets to 
galvanizing department, hot rolled bars to make railway track material, etc. 
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Table 4 - Production in Canada and Producers' Shipments of Primary Iron and Steel Shapes, Two Months Ended 

(Including producers' 	For 	Producera' 
interchange) 	sale 	-- interchange 

(Tons or 2,000 pounds) 
Carbon Steel 

Billets, etc., for forging ....................... 
Other semi-finished shapes, not for re-rolling by 
makers .......................................... 
Structural shapes and piling .... ................. 
Plates ........................................... 
Rails ............................................ 
Tie plates and track material - 

Splice bars .............................. 
Tie plates ............................... 

Spikes ................................... 
Concrete reinforcing bars ........................ 

Hot rolled bars for cold finishing ............... 

Other hot rolled bars ............................ 
Pipes and tubas .................................. 
Wire rods ........................................ 
Hot rolled black sheets .......................... 
Cold reduced black sheets ........................ 
Galvanized sheets ................................ 
Steel castings ................................... 
Miscellaneous hot rolled products ................ 
Allother products ............................... 

Total - Carbon Steel .......... 

Alloy Steel 

Billets, etc., for forging ....................... 
Other semi-finished shapes, not for re-rolling by 
makers .......................................... 
Structural shapes and piling ..................... 

Plates ........................................... 
Rails ............................................ 

Tie plates and track material - 
Splice bars .............................. 

Tie platos ............................... 
Spikes ................................... 

Concrete reinforcing bars ........................ 

Hot rolled bars for cold finishing ............... 
Other hot rolled bars ............................ 
Pipes and tubes .................................. 
Wire rods ........................................ 
Hot rolled black sheets .......................... 
Cold reduced black sheets ........................ 
Galvanized sheets ................................ 
Steel castings ................................... 

Miscellaneous hot rolled products ................ 
Allother products ............................... 

Total-Alloy Steel ............. 

23,333 16,001 	7,040 

91,051 364 	83,877 
27,652 28,144 
36,955 37,188 	73 
52,507 59,897 

5,704 5,676 
5,682 5,409 
1,923 1,986 

15,709 14,148 
1,84? ... 1,563 

88,892 75,845 14,970 
34,324 28,151 
53,986 52,390 1,082 
33,599 24,637 12,206 
14,841 11,702 2,812 
16,096 15, 7 60 
15,674 15,226 
52,836 8,643 42,267 
31,900 31,611 

604,511 432,798 165,890 

	

2,530 	2,356 

	

336 	... 	 336 

10,37; 10,828 

90 80 

V.. 

2,931 2,758 
394 515 
683 715 

17,742 17,632 	336 
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Table 5 - Producers' Shipments of Primary Iron and Steel Shapes, Subdivided According to Principal 
Consuming Industries 1  February and Year to Date, 1949 

February Year to Date - 
Industry Carbon Alloy Carbon Alloy 

steel steel steel stoel - 
(Tons of 2,000 pounds) 

Automotive 	industries 	....................... 6,148 4,592 12,192 
Agricultural, including farm machinery 8,052 31 18,324 
Building construction 	....................... 25,918 138 57,976 107 
Containers Industry 	......................... 14,509 2 29,736 4 
Machinery and 	tools 	......................... 9,749 497 20,315 1,078 
Merchant trade products 	..................... 31,333 182 62,584 549 
Mining, 	lumbering, 	etc . 	..................... 5,902 771 13,710 1,219 
National defence 	............................ 15 4 163 4 
Pressing, forming and stamping 	............. 11,733 109 21,470 171 
Public works and utilities 	.................. 1,290 22 2,468 51 
Railway operating 	.......... . ................ 29,122 210 61,433 374 
Railway cars and locomotives .......... ...... 19,118 59 35,217 488 
Shipbuilding 	................................ 2 , 296 48 4,368 228 
Lisce11aneous and uncla8sified 	............ 945 168 2,058 266 
Wholesalers and warehouses 	....... ........... 26,791 235 55,515 612 
Direct export (a) to British Empire 7,939 1,353 23,156 1,550 

(b) to Other Countries 7,008 573 12,093 1,026 

Total Shipped for Sale 	............ 207,868 8,994 432,778 17,632 

Producers' 	interchange 	...................... 76,316 149 165,890 336 	- 

Table 6 - Imports into Canada of Primary Forms of Iron and Steel, February and Year to Date, 1949. 

C 	dit 	
Country 	Februa ry 	Year to Date 

)' 	 of Origin 	Carbon Alloy Stainless Carbon Alloy Stainless 
(Tons of 2,000 pounds) 

United States 1,226 	... ... 	 1,633 
United States ... 	 ... ... 	 134 
United States 333 	... ... 	 616 
United States 154 	... ... 	 210 
United States 60 	... ... 	 60 
United States 5,413 	... ... 	 10,329 

United States B 	... ... 	 13 	28 
United States 697 	... ... 	 1,359 

United States 4,566 139 9.5 9,621 631 11.8 
United Kingdom ... ... 2.4 1 ... 7.7 
Belgium 1,715 ... ... 2,034 

United States 2,781 259 ... 4,469 756 
United States 36 20 ... 161 30 
United Kingdom ... ... ... 18 
United States 458 4 4.0 1,187 4 5.6 
BelgIum 279 ... ... 375 

United States 2,741 55 ... 3,440 159 
United States 409 ... ... 700 
United Kingdom ... ... ... 23 ... 
United States 603 10 7.4 1,653 15 24.6 
United Kingdom ... ... .2 1 6 .2 

Germany ... 1 ... ... 2 

United States 664 ... ... 1,406 4 
United States 13 62 ... 27 105 
United Kingdom 21 30 ... 72 82 
United States 14,101 ... 2.0 24,162 ... 2.1 
United Kingdom 127 ... ... 271 
Belgium 218 ... ... 218 

Pig Iron - 
Basic .......................... 

Foundry ........................ 
Malleable ...................... 
Silvery ........................ 
Charcoal ....................... 

Ingots ............................ 
Billets, blooms, slabs and sheet 

bars ............................ 
Tube rounds and tube billets ...... 

Bars and Sections - 
Hot rolled, n.o.p 

Hot tolled - 
For agricultua1 implements 
Rounds over 48", squares over 4" 

Angles, channels, etc ......... 

Structurala (bar sizes) for 
agricultural implerients ...... 
Sash or casement sections ..... 

Cold rolled, n.o.p ............. 

Cold rolled, for agricultural 
implemmats .................... 

Tool eteel ..................... 

Structural. .................... 



Prtaary 	 - 6 - 

Table 6 - Imports into Canada of Primary Forms of Iron and Steel, February and Year to tt., 1949 
(Continued) 

Country February Year to Date 
Coimnodity , of Origth Carbon Alloy Stainless 	Carbon Alloy Stainless 

(Tons of 2,000 pounds) 
PLates - 

78" and under in width ............. United Statos 3,483 ... 16.3 5,681 183 66.8 
United Kingdom 58 ... ... 1,374 

Over 76" and under 100" in width ... United States 702 ... 9.8 1,541 30 45.9 
United Kingdom ... ... ... 161 ... 1.8 

Over 100" 	in width 	................. United States 366 ... ... 714 
United Kingdom ... ... ... 65 ... 19.0 

Flanged, dished or curved . ......... United States 175 ... .7 231 ... .7 
Boiler, pulp-mill digesters ........ United States 379 ... ... 929 ... .7 
Chequered or surface pattern ....... United States 822 ... ... 1,783 
For 	saws 	........................... United States ... ... ... ... 1 

Sheets - 
Silicon .075 or more 	............... United States ... 2,168 ... ... 4,096 

United Kingdom ... 112 ... ... 196 
Galvanized 	......................... United States 1,000 ... ... 1,794 

United KIngdom 285 ... ... 323 
Hot rolled - 

18 gauge and heavier ............. United States 6,566 2 50.4 10,548 3 98.1 
Belgium ... ... ... 39 
United Kingdom ... ... 10.0 ... ... 20.? 

Lighter than 18 gauge ............ United States 1,177 1 51.6 2,814 1 53.6 
Belgium ... ... ... 138 
United Kingdom 45 ... ... 45 

For hollow ware (vitreous 
enamel) 	......................... United States 551 ... . . 1,000 

United Kingdom 45 ... ... 45 
Corrugated 	....................... United States 223 ... ... 290 
Coated with paint, tar, 
asphaltum, 	etc . 	................. United States 213 ... ... 335 

For 	saws 	......................... United States 5 65 ... 17 124 
United Kingdom ... ... ... ... 2 

For cold rolled strip 	............ United States 32 ... ... 125 
Shaped for agricultural 
implements 	...................... United States 453 6 ... 633 6 

For 	tubes 	........................ United States 155 ... ... 244 
Cold rolled - 

18 gauge and heavier ............. United States 1,568 ... 102.2 2,348 ... 218.6 
United Kingdom 35 ... 1.3 284 - . - 3.7 

Lighter than 18 gauge ............ United States 2,695 18 113.5 6,653 18 260.6 
United Kingdom 230 •.. ,.. 645 

For hollow ware (vitreous 
enamel) 	......................... United States 435 ... ... 1,484 

United Kingdom 67 ... ... 474 
Black plate - Tin mill ........... United States 841 ... ... 2,942 	... 
Coated with paint, tar, 
asphaltum, 	etc . 	................. United States 21 ... ... 188 

For 	saws 	......................... eden ... 1 ... ... 	 1 	... 
For tubes 	........................ United States 611 ... ... 1,134 
For tubular products ............. United States ... ... ... 6 
For butt hinges 	.................. United States 27 ... ... 49 

Black plate - For tinning .......... United States 1,687 ... ... 3,187 
Sheets, hot rolled for conversion 
to 	tin 	plate 	...................... United States ... ... ... 2,721 
Slabs for conversion to tin plate .. United States 3,313 ... ... 3,313 
Tin plate - Primes 	................. United States 1,612 ... ... 2,749 

United Kingdom 20 ... ... 
Zloctrolytic (250) 	..... United States 1,301 ... ... 3,967 

(50W) 	..... United States 65 ... ... 89 	... 
Terne plate - Long 	. ................ United States 489 ... ... 877 

Short 	................ 
-r 

United States 474 ... ... 1,505 
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Table 6 - Imports into Canada of Primary Forms of Iron and Steel, February and Year to Date, 1949 
-- 	 (Continued) 

Country 	February 	Year to Date 
Co!mnodity 	 of Origin 	Carbon Alloy Stainless Carbon Alloy Stainle 

(Tons of 2,000 pounds) 
Strip - 

Hot rolled - 
18 gauge and heavier .............. United States 

Belgium 
Lighter than 18 gauge ............. United States 
For cold rolling .................. United States 
Painted ........................... United States 
For shoe and corset laces, 
buckles, ball bearings, etc . ..... United States 
For saws .......................... United States 
For motor vehicles ................ United States 
For hoops ......................... United States 
For tubes ......................... United States 
For tubular products .............. United States 
Silicon .075 or more .............. United States 

Cold rolled - 
18 gauge and heavier .............. United States 
Lighter than 18 gauge ............. United States 

Sweden 
United Kingdom 

Painted ........................... United States 
For shoe and corset laces, 
buckles, ball bearings, etc . ..... United States 

For saws .......................... United States 
Sweden 

For tubes ......................... United States 
For tubular products .............. United States 
For butt hinges ................... United States 
Silicon .075 or more .............. United States 

Galvanized strip .................... United States 

1,460 28 1.1 2,916 31 2.5 
98 . .. ... 106 

197 ... 6.1 371 ... 6.1 
140 ... ... 464 
333 ... ... 759 

23 ... ... 59 
69 16 ... 91 42 

921 23 ... 1,694 29 
74 ... ... 189 
88 ... ... 149 

14 
299 ... ... 677 

452 ... 15.8 730 ... 57,2 
798 1 62.3 1,303 1 164.0 

7 
1 ... ... 1 

28 ... ... 114 

46 ... ... 	 119 
5 11 ... 	 5 	17 

16 ... 	 ... 	 30 
58 ... ... 	 294 

127 ... ... 	 183 
19 ... ... 	 250 

69 ... 	 ... 	 230 
745 ... ... 	 1 0 512 	... 

Skeip - 
15" and under in width ............. 

Over 15" 	in width 	.................. 

United States 
Belgium 
United States 

2,439 
5,750 

927 

... 

... 

... 

... 

... 

... 

8,084 
8,788 
1,300 

Pipes and Tubes - 
Cast 	................................ United States 2 ... ... 7 

United Kingdom 219 ... ... 219 
Bedstead 	............................ United States ... ... ... 15 

Repair of pressure parts of boilers - 
Hot 	finished 	........................ United States 606 27 .., 1,474 70 
Cold 	drawn 	.......................... United States 116 ... ... 254 3 4.7 
Welded 	.............................. United States 105 ... 4.4 171 ... 4.4 

Repair of pulp mill digesters - 
Hot 	finished 	........................ United States ... ... ... 9 

Seamless, 12" and under in 
diameter - Cold drawn 	.............. United States 577 23 20.7 1,244 56 39.6 

United Kingdom 4 1 1.1 21 2 1.9 

Hot 	finished 	............ United States 400 ... ... 888 
Seamless, over 12" in diameter - 

Hot 	finished 	............ United States 63 ... ... 150 
Welded, 4" and under In diameter United States 1,700 ... 1.5 3,462 ... 5.4 

United Kingdom 142 ... 2.4 356 ... 2.4 

Welded, 	over 4" 	in diameter ......... United States 164 ... ... 501 ... .1 

Tubing - 
Not over 	" diameter, welded and 
coated 	............................. United States 36 ... ... 84 

Casings 	............................. United States 3,197 ... ... 5,630 
Fittings and couplings 	.............. United States 368 ... 1.7 552 ... 2.7 
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Table 6 - Imports into Canada of Primary Forms of Iron and Steel, February and Year to Date, 1949 
(Concluded) 

Country 	February 	Year to Date 
Commodity 	 of 0riin 	Carbon Alloy Stainless Carbon Alloy Stainless 

(Tons of 2,000 pounds) 
Wire rope ............................. United States 

	
5 	... 	.2 	32 	•,, 	.2 

	

United Kingdom 
	

3 	,.. 	... 	 4 
Wire - 

For 	wire 	rope 	...................... United States 1,935 ... ... 4,280 	... .1 
United ringdom 2 ... ... 19 

For corset 	laces, 	steels, 	etc . 	..... United States 18 ... ... 45 
United Kingdom 1 ... ... 2 

For spring mattress, 	etc . 	.......... United 1 tates 745 ... .,. 1,475 
For fencing, 	galvanized 	............ United States 34 ... ... 59 

Wire cloth and 	netting 	................ United States 370 ... .1 864 	•.. .4 
United Kingdom ... ... ... 16 

Wire, 	coated 	.......................... United States 108 ... ... 200 
United Kingdom 2 ... ... 2 

Wire - All other ..................... United States 569 ... 5.3 1,892 	... 11.8 
Wire rods, not over 	" in diameter ..... United States ... ... ... 30 
Welding wire and weling rods .......... United States 57 5 12.5 256 	37 17.1 

Castings - 
For agricultural implements ......... United States 155 ... ,•. 457 
For 	ingot 	moulds 	.................... United States 1,988 ... ... 3,348 
Malleable 	........................... United States 93 ... ... 135 
Non -malleable 	....................... United States 187 ... ... 399 
Steel 	............................... United States 222 15 ... 305 	17 .4 
For railway vehicles 	................ United States 165 ... ... 313 
Rolls 	............................... United States 37 ... ... 143 	23 
PistorL rings 	(rough) 	................ United States 27 ... ... 64 

Forgin.gs 	............................... United States 147 34 .1 240 141 	.1 
United Kingdom 9 ... ... 68 

Axles - For railway vehicles ........... United States 4 ... ... 4 
Wheels - For railwaF rolling stock ..... United States 304 ... ... 497 

United Kingdom 802 ... ... 1,117 
Tires - For railway rolling stock ...... United States 541 ... ... 993 

United Kingdom 80 ... ... 103 
Rails - 60 pounds and under 	............ United States 7 ... ... 7 

Over 60 pounds and Including 
100 	pounds 	.................... United States 60 ... ... 113 

Over 	100 	pounds 	................ United States 48 ... ... 48 

Track material - 
Argle bars, tie plates, 	rail joints . United States 28 ... .., 67 
Inter3ection3, 	switches, 	frogs ...... United States 5 ... ... 29 

Total 	Imports 	................ United States 89,846 3,360 499.2 174,385 7,568 	1,105.9 

All 	other 	........................... 10, 258 11 17.4 17,484 321 	57.3 

TAL 	........................ 100,104 3,521 516.6 191,869 7,889 	1,163.2 

Table 7 - Exports from Canada of Primary Iron and Steel 	February and Year to Date, 1949 

February Year to Date 
(Tons of 2,000 pounds) 

Fig iron 	...................................... 50 1,121 

Innts, 	blooms and billets 4,095 8,144 

bars 	.......................................... 1,254 3,768 

}ods 	.......................................... 41 155 
Plates, sheets and strips 207 1,062 

Rails 	......................................... 11,208 17,382 

Structural 	shapes 	............................. 59 88 

Pipe and tubing - Wrought iron 17 73 

Cast iron 22 34 

Galvanized 1,549 2,470 

Other 123 257 

Castings, iron and steel 662 1,414 

Forgings ...................................... 105 253 
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