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Pig Iron - Production of pig iron in Canada amounted to 220,464 tone in October compared 
with 224,511 tons in the corresponeing month of last year. The total for the current month included 
171,157 tons of basic iron, 18,974 tone of foundry iron and 30,335 tone of malleable iron. 

Ferro-alloys - Output of ferro-afloye in October amounted to 19,152 tons, compared with 
17,641 tons in the previous month and with 25,777 tons in October of a year ago. The following alloys 
were produced: ferrosilicon, silicomanganese, ferro-nmnganese, ferrochromo, chrom-.x and ferrophosphorus. 

Steel Ingots and Castings - Production of steel ingots and steel castings during October 
totalled 307,897 tons, compared with 309,414 tone in October of last year. Output in the month under 
review included 298,886 tons of ingots and 9,011 tons of castings. 

(a) Pig Iron and Yerro-alloys 

Table 1 - Production During October. 1951 and 1952. 
October - 1951 October - 1952 

Tonnage Tonnage Tonnage Tonnage 
made (t) shipped made (t) shipped 

(Net tons of 2,000 pounds) 
Pig iron - 

Basic 	.................... 180,145 26,308 171,157 22,491 
Foundry 	.................. 26,309 23,632 18,972 12,882 
Mnlleable 18,057 22,301 30,335 33,959 

Total Pig Iron 224,511 72,241 220,464 69,332 

Ferro-alloys 25,777 Not available 19,152 6,986 

(t) 	Includes amounts for sale and for own u8e. 

Table 2 - Cumulative Production and Shipments for the Ten Months Ended October, 1951 and 1952 
1951 1952 

Tonnage Tonnage Tonnage Tonnage 
made (a) shipped made (a) shipped 

(Net tons of 2,000 pounds) 
Pig iron - 

Basic 	.................... 1,645,613 136,183 1,725,863 150,673 
Foundry 	.................. 252,472 247,165 177,340 166,828 
Ial1eable 	................  210,607 215,083 320,640 307,877 

Total Pig Iron 2,f 38,692 598,431 2,223,843 625,378 

Ferro-alloys 207,984 Not available 194,169 139,366 

) Includes amounts for sale and for own use. 

Table 3 - Iron Blast Furnace Charges During October and Ten Months Ended October, 1951 and 1952 
October October Ten months ended October 

1951 1952 1951 1952 
(Nat tons of 2,000 pounds) 

Iron ore - Canadian 88,941 77,489 1,074,037 1,185,633 
Imported 307,111 304,132 2,571,508 2,810,047 

Mill cinder, scale, sinter, etc 44,048 49,323 433,999 333,015 
Limestone 	...................... 86,046 74,508 781,461 820,100 
Dolomite 	....................... 17,653 18,914 138,086 170,908 
Coke 	........................... 212,061 199,083 1,954,944 2,066,608 
Scrap iron and steel - 6,097 12,987 62,033 90,889 
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Table 4 - Iron Blast Furnaces 
Number 	Total annual 

Name of company 	Location of furnaces 	of 	capacity 
stacks 	(net tons) 

Dominion Foundries & Steel Ltd. 
Dominion Steel and Coal Corp. Ltd. 
Canadian Furnace Limited 
The Steel Company of Canada, Ltd. 
The Algoma Steel Corporation 

Hamilton, Ontario 
Sydney, Nova Scotia 
Port Colborne, Ontario 
Hamilton, Ontario 
Sault Ste. Marie, Ontario 

Total ........ 

1 280,000 
3 595,000 
2 223,000 
3 757,000 
5 1,035,000 

14 2,890,000 

Table 5 - Description of Iron Blast Furnaces at End of October, 1952 
Condition of furnaces 	Nwsber of 	Total annual capacity 

furnaces 	Net tons 	Per cent 

In blest 	 13 	2,755,000 	95.3 
Banked ...................... 
Blown out 	 1 	135,000 	4.? 

Total 	 14 	2,890,000 	100.0 

(b) Steel Ingots and Steel Castings 

Table 6 - Production and Sales During October. 1951 and 1952 
October 1  1951 October, 1952 

Tonnage Tonnage Tonnage Tonnage 
made (t) shipped made () shipped 

(Net tons of 2,000 pounds) 
Steel Ingots 

Open hearth - basic 	..................... 252,221 10,090 247,595 1,776 
Electric 	................................ 45,938 4,994 51,291 6,097 

Total Steel Ingots 	............. 298,159 15,084 298,886 7,873 
Alloy steel ingots included in above 17,074 14 20,842 30 

Steel Castings 

Open hearth 	- basic 	...................... 2,950 2,566 2,563 2,195 
Converter 	............................... 58 32 16 23 
Electric 	................................ 8,247 6,405 6,432 5,271 

Total Steel Castings 11,255 9,003 9,011 7,489 

Alloy steel castings included in above: 
(a) High alloy, except manganese and 

abrasion resistant 	................ 145 118 130 74 
(b) High alloy, manganese and abrasion 

resistant 	......................... 1,313 1,187 1,406 1,349 
(c) All other alloys 	................... 787 245 729 266 

(a) 	Includes amounts for sale and for own use. 
Note: High alloy castings Include all castings with any alloy content of eight per cent and over. 

Table 7 - Cui'iulative Production and Sales for the Ten Months Ended October, 1951 and 1952 
1951 1952 

Tonnage Tonnage Tonnage Tonnage 
made (A) shipped made (*1 shipped 

(Net tons of 2,000 pounds) 
Steel Ingota 

Open hearth - basic 	..................... 2,423,298 110,211 2,511,801 115,770 
Electric 	................................ 440,587 48,017 485,479 70,220 

Total Steel Ingote 	............. 2,863,885 158,228 2,997,280 185,990 

Alloy steel jngota included in above .... 	178,367 	5,378 	178,100 	446 
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Table 7 - Cumulative 
	

1952 (C 
1951 l92 

Tonnage Tonnage Tonnage Tonnage 
made (*) shipped made (a) shipped 

Steel Castings (Net tons of 2,000 pound.) 

Open hearth 	- basic 	...................... 25,122 22,453 29,496 26,629 
Converter 	................................ 210 130 314 306 
Electric 	................................. 74,524 57,777 76,061 58,452 

Total Steel Castings 	............ 99,856 80,360 105,871 85,387 
Alloy steel castings included in above: 
(a) High alloy, except manganese and 

abrasion resistant 	.................) 1,097 881 
(b) High alloy, manganese and abrasion 

resistant 	..........................) 20,027 11,813 16,569(+) 15,044 
(c) All other alloys 	....................) 8,523(+) 3,365 

(a) Includes amounts for sale and for own use. (+) Revised. 
Note: High alloy cantings include all castings with any alloy content of eight per cent and over. 

Table B - Pig Iron and Scrap Charged to Steel Furnaces During October 1951 and 1952 and Ten Months 
Ended October. 1952 

	

October 	October 	Ten months ended 
1951 	1952 	October, 1952 

(Net tons or 2,000 pounds) 

Pig iron 	 157,500 	154,336 	1,639,719 
Scrap - Own make 	 85,156 	90,959 	865,830 

Purchased 	 91,610 	88,385 	876,294 

Table 9 - Steel Furnace Capacity at First of January, 1951 

Annual capacity 
(Net tons of 2,000 pounds) 

Ingots - Basic open hearth 	 2,948,900 
Electric ............................. 682,000 

Total ingota 	 3,630,900 
Steel castings ................................ 305,200 

Total Ingots and Castings ... 	 3,936,100 

Table 10 - Monthly Production of Pig Iron. Ferro-alloys and Steel. 1951 and 1952 

Month Pig iron 
Ferro- 
alloys 

S 
Ingota 

t 	e 	e 	1 
Castings Total steel 

(Net tons of 2,000 pounds) 
1951 

Ja.nuary 	.................... 201,131 19,062 299,410 10,243 309,653 
February 	.................... 193,228 14,914 271,222 10,158 281,380 
March 	....................... 220,603 19,451 304,281 10,545 314,826 
April 	....................... 211,112 19,552 301,764 10,241 312,005 
May 	......................... 218,989 23,542 302,928 10,384 313,312 
June 	........................ 213,184 19,774 283,664 9,851 293,515 
July 	........................ 210,263 17,608 266,646 7,956 274,602 
August 	...................... 203,186 25,327 277,931 8,873 286,804 
September 	................... 212,485 22,977 257,850 10,350 268,230 
October 	..................... 224,511 25,777 298,159 11,255 309,414 

Total - Ten months 2,108,692 207,984 2,86,885 99,856 2,963,741 

Novenber 	.................... 223,467 22,271 295,485 11,590 307,075 
December 	.................... 220,537 20,675 286,755 9,790 296,545 

Total 	.............. 2,552,696 250,930 3,446,125 121,236 3,567,361 
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Table 10 - Monthlr Production of pjg Iron. Terro-alloys and Steel. 1951 and 1952 (Concluded 

Month - 	Pig iron 
Ferro- 
alloys 

S 
Ingots 

t 	a 	e 	1 
Castings Total etee 

(Net tone or 2,000 pounds) 
1952 

January 	.................... 209,153 21,458 305,721 11,313 317,034 
February 	................... 199,162 22,171 294,346 11,519 305,865 
March 	...................... 240,755 23,097 327,685 11,511 339,396 
April 	...................... 214,330 19,856 304,956 11,685 316,641 
May 	........................ 237,079 21,112 318,890 11,634 330,524 
June 	....................... 229,266 17,591 294,006 11,449 305,455 
July 	....................... 229,561 15,508 285,332 8,076 293,408 
August 	..................... 221,387 16,583 289574 9,339 298,913 
September 	.................. 222,688 17,641 277,684 10,334 288,018 
October 	.................... 220,464 19,152 298,886 9,011 307,897 

Total - Ten months 2,223,843 194,169 2,997,280 105,871 3,103,151 

Primary steel shapes - Shipments of primary shapes by Canadian steel mills, eXOlU8iVe of 
producers' Interchange, totalled 285,471 net tons in October, 1952 compared with 269,539 tons in October, 
1951. The October shipments included 14,707 tons of semi-finished shapes, 19,603 tons of structurals, 
22,382 tons of plates, 25,133 tons of rails, 11,443 tons or tie plates and track material, 45,583 tons of 
hot rolled bars, 21,650 tons of pipes and tubes, 26,205 tons of wire rods, 26,809 tons of black sheets, 
10,190 tons of galvanized sheets, 9,344 tons of castings, and 52,422 tons of other rolled products. The 
amount tf producers' interchange was 131,551 tons in October, 1952, as against, 136,233 tons in October, 
1951. 

Of the amounts shipped for sale during October, 57,308 tons went direct to railways and rail-
way car shops; 12,814 tons went to pressing, forming and stamping plants; 32,775 tons to merchant trade 
products; 33,816 tons to building construction; 7,218 tons to the containers industry; 12,290 tons to agri.-
cultural equipment; 21,023 tons to the automotive Industry; 15,909 tons to machinery plants; 5,938 tons to 
shipbuIlding; 13,653 tons to mining, lumbering, etc., and 8,943 tons to miscellaneous Industries, Including 
national defence and public works and utilities; wholesalers and warehousing accounted for 35,296 tons, 
and exports for 8,488 tons. Producers' interchange, or the tonnage ahiped to producers' own works for 
further processing, totalled 131,551 tons in October, 1952. 

Table 11 - Production and Producers' Shipments of Primary Iron and Steel Shapes, October, 1952 
Production 

(Including producers' 
interchange) 

For 
sale 

Shipments 
Producers' 

interchange 
(Tons of 2,000 pounds) 

Carbon Steel 
Billets, 	etc., 	for forging 	......................... 13,610 11,891 2,650 
Other semi-finished shapes, not for re-rolling 

bymakers 	........................................ 23,329 1,425 20,809 
Structural shapes and piling 	....................... 19,284 19,603 
Plates 	............................................. 20,530 22,279 
Rails 	.............................................. 22p450 25,133 
Tie plates and track material: Splice bars 1,188 1,196 

Tie plates 8,291 8,582 
Spikes 1,709 1,665 

Concrete 	raixtforclng bars 	.......................... 15,223 15,051 
Hot rolled bars for cold finishing 461 ... 833 
Other hot rolled bars 	.............................. 45,718 38,770 10,494 
Pipes 	and 	tubes 	.................................... . 23,213 21,650 
Wire 	rods 	.......................................... 23,647 25,949 40 

Hot 	rolled black 	shsets 	............................ 69,001 12,740 57,130 
Cold reduced black 	sheets 	.......................... 20,835 14,069 4,750 
Galvanized 	sheets 	.................................. 9,315 10,190 
Steel 	castings 	..................................... 6,729 6,812 
All other products (includes tool steel, cold 

finished bars, tin mill black plate, tin plate 1  
cold reduced strip and axles and all other) 72,336 35,716 34,416 

Total - Carbon 3teel 	......................... 396,869 272,721 131,122 



Production 	Shipments 
(Including producers' 	For 	Producers' 

interchange) 	- sale interchange 
(Tons of 2,000 poundej 

1,188 1,591 
429  

116 105 

6,813 

106 256 
2,701 2,534 
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AllOLSteSl 
Billets, etc., for forging 	 . 
Other semi-finished shapes, not for re-rofling by makers 
Structural ehapesaodpillng ............................ 
Plates .......................................... ......... 
Hot rolled bare for cold finishing . ...................... 
Other hot rçlled bare ................................... 

Pipes and t'zhe 	......................................... 

Wire rode ............................................... 

Steel castings ........................................... 
A]1 other products (ino].udee tool steel, cold finished 

bare, tin mill black plate, tin plate, stainless 
steel, cold reduced strip and axles and all other) 	1,677 	1,655 

Total - Alloy Steel 	 13,536 	12,750 	429 - 

Table 12 - Production and Producers' Shipments of Primary Iron and Steel Shapes, Nine Months Xnded 

lroduct1on _Shipments 
flncluding producers' 	For 	Producers' 

interchange)_sale interchange 

Carbon Steel 
	 (Tons of 2,000 pounds) 

Billets, etc., for forging ............................... 
Other sni-finished shapes, not for re-rolling by makers.. 
Structural shapes and piling ............................. 

Plates ................................................... 
Rails .................................................... 

Tie plates and track material: Splice bars .............. 
Tie plates ............... 
Spikes ................... 

Concrete reinforcing bars ................................ 
Hot rolled bars for cold finishing ....................... 
Other hot rolled bars .................................... 

Pipes and tubes .......................................... 

Wire rods ................................................ 
Hot rolled black sheets .................................. 
Cold reduced black sheets ................................ 
Galvanized sheets ........................................ 

Steeicastings ........................................... 

All other products (includes tool steel, cold finished 
bars, tin mill black plate, tift plate, cold reduced 
strip, and axles and all other) ........................ 

Total - Carbon Steel 

Alloy Steel 

104,110 68,650 35,300 
401,333 16,827 386,435 
150,854 159,286 
196,460 197,293 19 
210,609 211,312 
14,329 14,024 
62,216 64,326 
13,981 13,968 

125,425 120,355 
9,865 ... 9,862 

481,801 384,045 93,087 
241,952 239,761 4 
279,618 281,007 905 
619,396 103,317 515,138 
187,515 134,53.8 52,773 
93,983 95,073 117 
82,262 81,827 

664,145 315,313 343,150 

3,939,854 2,500,902 1,436,790 

Billets, etc., for forging ............................... 

Other semi-finished shapes, not for re-rolling by makers.. 
Structural shapes and piling ............................. 
Plates ................................................... 
hot rolled bars for cold finishing ....................... 
Other hot rolled bars .................................... 

Pipes and tubes .......................................... 
'.'ire rods ................................................ 
Steelcastings ........................................... 
All other products (includes tool steel, cold finished 

bar8, tin mill black plate, tin plate, 3tainlesn steel, 
cold reduced strip and axles and all other) 	 12,717 	12,448 

	

Total - Alloy Steel ............................... 135,988 	129,423 	2,818 
Note: Figures shown under "Producers' interchange" represent the amounts shipped to producers' own plants 

or to other plants within the primary industry, for further processing, e.g., black sheets to 
galvanizing department, hot rolled bars to make railway track material, etc. 

11,545 11,405 
2,863 ... 	 2,858 

902 1,050 

83,107 81,060 	20 

1,184 1,168 
23,670 22,292 
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Table 13 - Producers' Shipments, for Sale, of Primary Iron and Steel Shapes, Sabdivided According to 
Principal Consuming Industries, October, 1952 and Year to Date  

October Yeartodate 
Carbon steel Alloy steel Carbon steel Alloy 8teel 

(Tons of 2,000 pounds) 

Automotive 	industries 	..................... 15,119 5,904 101,032 63,565 
Agricultural, including farm machinery 11,796 494 118,128 3,162 
Building coretruction 	..................... 33,629 187 312,646 997 
Containers 	industry 	....................... 27,191 27 238,144 76 
Machinery and 	tools 	...................... 14,855 1,054 153,469 9,441 
Merchant trade producta 	................. .. 32,173 602 349,837 3,134 
Minina, 	lumbering, 	etc . 	................. .. 12,361 1,292 153,301 12,893 
National defence 	......................... .. 5,449 207 57,340 4,251 
Pressing, forming and stamping 
Public works 'nd utilities 

12,696 
1,872 

118 
60 

108,195 
16,257 

851 
553 

Railway operating 	....................... .. 41,340 243 
247 

357,483 2,112 
2,452 Railway cars and locomotives 15,478 166,534 

Shipbuilding 	............................. 'V 	 5,851 87 42,657 1,234 
Miscellaneous and unclassified 1,028 327 10,685 1,893 
Wholesalers and warehouses 	............... 34,970 326 267,767 1,876 
Direct export (a) to British Empire 1,483 501 12,633 9,298 

(b) to other countries 5,430 1,074 34,794 11,635 

Total Shipped for Sale 	.............. 272,721 12,750 2,500,902 129,423 

Producers' 	interchange 	................... 131,122 429 1,436,790 2,878 

Table 14 - Imports of Pririaryorma of Iron and Steel, October, 1952 and Year to Date 
0 c t o b e r Year to date 	- 

Commodity of°in 	Carbon Alloy 	Stain- Carbon 	Alloy Stain-
ass 

(Tons of 2,000 pounds) 
Pig iron - 

Basic 	............................... tTnited States 50 ... ... 1,545 
Malleable 	........................... United States ... ... ... 86 

Ingots 	................................ United States 	12,773 ... ... 75,736 
Billets, blooms, slabs and sheet bars United States 159 2 ... 4,896 584 

United Kingdom ... 1 ... ... 13 
Thbe rounds and tube billets 	.......... United States 540 ... ... 5,446 78 

Belgium ... ... ... 35 
United Kingdom ... ... ... 178 

Bars and sections - 
Hot 	rolled, 	n.o.p. 	.................. United States 	4,744 1,493 8.5 46,936 7,259 120.9 

United Kingdom 454 87 1.5 3,458 707 70.4 
Belgium 802 ... .. - 38,640 
France 193 ... ... 11,902 
Japan ... ... ... 5,153 
Germmny ... ... ... 711 
Sweden ... ... ... 16 

Hot rolled - 
For agricultural Implements ....... United States 	3,156 ... ... 21,048 126 

United Kingdom ... ... ... 233 
Belgium ... ... ... 254 
France ... ... ... 20 

Rounds over 4", squares over 4" United States 10 2 ... 744 60 1.4 
United Kingdom ... ... ... 255 190 1.1 
Belgium 3 ... ... 26 

Angles, 	channels, 	etc. 	............ United States 	1,811 ... 7.0 10,219 144 
Belgium 932 •.. ... 8,203 
United Kingdom 162 ... ... 859 
France 53 ... ... 1,879 
Gerriany ... ... ... 25 
Japan ... ... ... 114 
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Table 14 - Imports of Primary Forms of Iron and Steel, October, 195 	and rear to Date 	tuonzinueaj 

Countr October Yeartodate 

Commodity of origin  Carbon Alloy Carbon Alloy Stain- 
less less 

('rons of 2,000 pounds) 
Bars and sections - (Concluded) 

Hot rolled - (Concluded) 

Structurale (bar sizes) for 
agric'iltural implements .......... United States 1,257 ... ... 8,230 

United Kingdom ... ... ... 22 

Sash or casement sections ......... United States 156 ... ... 1,646 
Belgium ... ... ... 80 
Germany ... ... ... 45 ... 

Cold 	rolled, 	g.o.p. 	................. United Jtatea 461 12 2.4 6,111 79 23.9 
United Kingdom 218 ... ... 1,627 42 3.2 
Belgium ... ... ... 757 
Sweden 3 ... ... 145 
Germany ... ... ... 550 
France ... ... ... 2,589 

Cold rolled, for agricultural 
implements 	........................ United States 527 ... ... 3,315 12 

United Kingdom ... ... ... 20 
Belgium ... ... ... 83 

Tool 	steel 	.......................... United States 5 79 ... 415 1,043 

United Kingdom 22 55 ... 258 1,051 
Belgium ... ... ... 127 
Austria ... ... ... ... 1 

Structurale 	......................... Unitad States 15,762 ... .8 130,609 7 2.1 
United Kingdom 643 ... ... 14,873 
Belgium 5,794 ... ... 57,107 
France 251 ... ... 9,176 
Germany ... ... •.. 867 
Japan ... ... ... 420 

Plates - 
78" and under in width 	.............. United .itatea 6,033 47 97.7 87,395 204 792.3 

United Kingdom 1,821 ... 5.6 17,583 48 14.2 
France ... ... ... 4,622 
Germany ... ... ... 4,632 

Japan 980 ... ... 16,935 
Belgium ... ... ... 6,298 
Austria ... ... ... 498 
Italy ... ... ... 29 
Sweden ... ... ... ... ... .8 

Over '78" and under 100" in width United 3tates 2,734 2 6.8 34,565 53 66.5 
United Kingdom 2,626 ... ... 19,187 ... 4.6 

Belgium ... ... ... 340 ... 
France ... ... ... 625 
Japan ... ... ... 1,350 
Austria ... ... ... 168 
Germany ... ... ... 176 

100" 	in width and over .............. United States 586 ... 3.8 5,366 44 3.8 
United Kingdom 665 ,.. ... 1,666 
Belgium ... ... ... 5 ... 
Japan ... ... ... 8 

Flanged, dished or curved 	........... United States 126 ... 11.9 1,836 ... 36.4 
United Kingdom ... ... ... 36 

Boiler, pulp-mill digesters ......... United States 47 ... ... 2,859 
United Kingdom 160 ... ... 1,103 
Belgium ... ... ... 30 
Japan 23 ... ... 104 

Chequered or surface pattern ........ United States 1,067 ... ... 7,040 
United Kingdom 50 ... ... 512 
B elgium ... ... ... 20 
Japan ... ... ... 16 
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Table 14 - Imports of Prtmay_1'orms of Iron and Steal, Octohe, 1952 and Year to Date 	(Continued) 
October Yeartodate 

Commodity Coumtry
Carbon Alloy Carbon Alloy Stain- 

of 
	

rgn less ieee 
(Tons of 2,000 pounde) 

Sheet, - 
Silicon 	.075 	or more 	.................. United States •.. 1,585 ... ... 16,151 

United Kingdom ... ... ... ... 476 
Galvaniz.d 	............................ United States 1,100 ... ... 9,567 

United Kingdom 1,003 ... ... 4,118 
Hot rolled - 

18 gauge and heavier 	................ United States 7,314 58 31.9 64,776 442 720.5 
Germany •.. ... ... 985 
Belgium ... ... ... 1,745 
United Kingdom 1,441 ... 21.9 4,925 ... 229.1 
France .•• . 231 
Sweden 6 ... ... 53 2 
apan ... ... ... 1,899 

Lighter than 18 gauge 	............... United States 21 ... 8.4 2,851 72 218.5 
United Kingdom 62 ... 1.5 403 ... 26.4 

For cold 	rolling 	.................... United States ... ... ... 43 
For hollow ware (vitreous enamel) 	... United States 531 ... ... 2,553 

United Kingdom ... ... ... 53 
Corrugated 	.......................... United States 582 ... ... 4,562 

United Kingdom ... ... ... 140 
Coated with paint, tar, asphaltuni, 

	

etc. .............................. United States 	18 

	

For saws ............................United States 	23 
United Kingdom 
Sweden 

	

For tubes ...........................United States 	72 

	

For motor vehjcles ..................United States 	521 
Cold rolled - 

	

18 gauge and heavier ................United States 	1,980 
United Kingdom 	314 

	

Lighter than 18 gauge ...............United States 	2,090 
United Kingdom 	135 
Belgium 

	

For hollow ware (vitreous enamel) ... United States 	298 
United Kingdom 	278 

	

Black plate - Tin nih. .............. United States 	1 
Coated with paint, tar, aspha)twn, 

	

etc. .............................. United States 	128 
For heating apparatus ...............United States 
For saws ............................Ur4ted States 

Sweden 

	

For tubes ...........................United States 	510 

	

For motor vehicles ..................United States 	14 
Tin plate - Primes ....................United States 

United Kingdom 	56 

	

Xlectroly'tic 25# ..........United States 	110 
United Kingdom 

	

Tame plate - Long ....................United States 	627 
United Kintom 

	

Short ...................United Jtates 	196 
United Kingdom 

330 
26 ... 140 415 

4 19 
1 

56? 
1,314 

112.9 20,431 84 790.1 
65 ... 22.4 

110.9 23,500 86 874,8 
1,546 ... 35.4 

25 
2,658 

753 
166 

493 
247 	1 

7 	3 
. 4 	3 

3,989 	16 
•.. 52 

28 	... 
443 
480 

3 
4,570 

28 
1,385 

14 
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Table 14 — Imports of Primary Forms of Iron and Steel, October, 1952 and Year to Date 	(Continued) 
October Yeartodate 

Comsiodity Country 	
Carbon Alloy Stain- Carbon Alloy  Stain- 

of origin less less 
(Tone of 2,000 pounds) 

Strip — 
ot rolled — 
18 gauge and heai1.er ............... United States 2,038 45 15.2 21,854 120 29.2 

United Kingdom 117 ... ... 342 
Belgium 142 ... ... 473 ... 

France ... ... ... 11 
Lighter than 18 gauge 	.............. United States 33 1 ... 935 110 106.7 

United Kingdom ... ... ... 11 1 
Belgium ... ... ... 6 ... 

For cold 	rolling 	................... United States 120 ... ... 1,443 
United Kingdom ... ... ... 20 

Painted 	. ............ . .............. United States ... ... ... 17 
For shoe and corset laces, 

buckles, ball bearings, etc. 	..... United States ... ... ... 115 
United Kingdom ... ... ... 27 

For 	saws 	........................... United States 31 3 ... 257 64 
United Kingdom ... 1 ... 2 5 
Sweden ... ... ... 1 14 

For motor vehicles 	................. United States 1,851 ... ... 11,485 
For 	hoops 	.......................... United States 70 ... ... 842 ... 

United Kingdom ... ... ... 119 
Belgium ... ... ... 54 

For 	tubes 	.......................... United States 333 ... ... 2,158 3 
United Kingdom ... ... ... ... 14 

For tubular products 	............... United States ... ... ... 99 
Silicon 	.075 or more 	............... United States ... 744 ... ... 1,092 

Cold rolled - 
18 gauge and heavier ............... Ur.ited States 358 22 33.4 4,321 87 367.5 

United Kingdom 1 ... ... 117 
Sweden ... ... ... 29 
Germany ... ... ... 13 

Lighter than 18 gauge 	.............. United States 412 1 94.1 4,844 479 575.0 
Sweden 21 21 ... 510 22 1.9 
United Kingdom 34 ... ... 181 ... 1.2 
Germany ... ... ... 4 18 

Painted 	.......................s.... United States 849 ... ... 5,865 
Germany ... ... ... 23 

For shoe and corset laces, 
buckles, ball bearings, etc . ...... United States 13 ... ... 93 

United Kingdom ... ... ... 81 
For 	saws 	........................... United States ... 12 ... 67  

Sweden ... 14 ... 28 69 
For 	tubes 	.......................... United States 402 ... ... 3,578 38 
For tubular products 	............... United States 166 ... ... 1,834 
For butt 	hinges 	.................... United States 194 ... ... 2,489 ... 

United Kingdom 34 ... ... 62 
Sweden ... ... ... 8 

For 	hoops 	.......................... United States ... ... ... 68 ... 
United Kingdom ... ... ... 27 ... 

Galvanized 	strip 	..................... United States 570 ... ... 4,171 
United Kingdom 50 ... ... 376 .•• 
Germany ... ... ... 35 
Belgium ... ... ... 14 

el2 — 
lSr 	in 	width 	........................ United State8 10,153 	... ... 	72,700 

France ... 	... ... 	1,012 
Belgium 1,655 	... ... 	14,347 
United Kingdom ... 	... ... 	2,942 
Germany ... 	... ... 	325 

Over 153" 	in width 	................... United States ... 	... 
339 	... 

... 	2,469 
Plate 	for pipe 	....................... United States 23,886 ... 
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Comaodity 

ivu aLU 

Country 	0 

of origin 	Carbon 

o t o b 

Alloy 

v 	• 	t 	 I 

• r 	Year to date 

	

511t- 	Carbon 	Alloy 	Stain- 

	

less 	less 
(Tons of 2,000 pounds) 

Pipes and tub's - 
Cast 	................................ United States 342 ... •.. 687 

United Kingdom 1,295 ... ... 11,567 
Germany ... ... ... 46 
Sweden 12 ... ... 12 
France 12 ... ... 12 ... 

Bedstead 	............................ United States ... ... ... 111. ... 
United Kingdom ... ... ... 8 
Holland ... ... ... 1 

Repair of pressure parts of boilers - 
Hot 	finished 	..................... United States 422 1 40.0 5,631 57 73.8 

United Kingdom 197 ... ... 2,591 ... 21.5 
Sweden ... ... 23 
Prance . . . . . . . . . 38 ...  

Cold 	drawn 	........................ United States 141 9 ... 1,644 29 16.0 
United Kingdom 431 ... ... 1,404 6 1.4 
Sweden ... ... ... 4 ... 

Welded 	............................ United States 360 ... ... 1,984 ... .8 
United Kingdom 85 ... ... 648 

Seamless, 12" and under in diameter - 
Cold 	drawn 	........................ United States 338 179 41.2 4,354 1,048 299.0 

United Kingdom 213 4 38.7 1,944 26 207.1 
Sweden 2 15 ... 110 122 .1 
Germany ... ... ... 119 
Belgium ... ... ... 2 
Japan ... ... ... 3 

Hot 	finished 	...................... United States 1,278 ... 53.6 10,240 934 116.2 
United Kingdom 593 ... 8.3 13,070 5 13.8 
Germany ... ... ... 57 
Sweden ... ... ... 12 6? 
Japan ... ... ... 55 

Seamless, over 12" in diameter - 
Hot 	finished 	...................... United States 308 63 ... 2,655 98 1.5 

United Kingdom 349 ... ... 11,469 
Welded, 4" and under in diameter United States 351 •.. 4.2 3,662 26 119.6 

Unitsd Kingdom 1,178 ... ... 7,287 ... 8.6 
Germany ... ... ... 96 
Belgium 3 ... ... 32 

Welded, over 4" in diameter ....... United States 16,114 ... 4.8 77,213 ... 11.9 
United Kingdom ... ... ... 2,290 
Germany ... ... ... 78 
Belgium ... ... ... 13 

Tubing - 
Not over 	

" 
diameter, welded and 

coated 	........................... United States 92 ... ... 505 
United Kingdom 1 ... ... 1 

Spiral welded 	..................... United States 229 ... ... 2,231 
Casings 	........................... United States 10,048 ... ... 41,984 

United Kingdom 2,321 ... ... 13,360 
Germany 110 ... ... 1,470 
Prance 14 ... ... 1,247 
Japan 64? ... ... 1,129 

Fittings and couplings ............ United States 744 ... 15.9 5,228 	13 	85.0 
United Kingdom 38 ... ... 610 	... 
Germany ... ... ... 31 
Sweden ... ... ... 1 
Switzerland ... ... ... 2 
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Table 14 - Imports of Primary Forms of Irorz and Steel. Ootober, 1952 and Yar to Date (Continued) 
October Yeartodate 

Counodity Country 
Carbon Alloy Carbon Alloy of origin 

(Tons of 2,000 pounds) 

Wir. rope ..... United States 19 ... ... 776 ... 9.4 
United Kingdom 9? ... ... 749 
Be1 . . . . . . . . . 17 ...  . . 
Germany £ ... ... 185 
Holland ... ... ... 54 ... 

Wire 	for rope 	.......................... United States 1,125 ... .2 18,252 ... 1.0 
United Kingdom 634 ... ... 6,070 •,. 5.3 
Belgium ... ... ... 9 ... 

West Germany ... ... ... 132 
Wire - For corset laces, steels, etc. United States 15 ... ... 236 ... 

United Kingdom ... ... ... 1 
For spring mattresses, etc . 	..... United States 347 ... ... 1,951 ... 

United Kingdom ... ... ... 12 
Wire cloth and netting 	................. United States 2 ... .3 1146 ... 3.4 

United Kingdom 2 ... ... 66 
Belgiwn ... ... ... 127 •.. 

Wire, 	coated 	........................... United States 55 ... ... 1,355 
United Kingdom 1 ... ... 108 
Germany ... ... ... 8 
Belgium ... ... ... 38 

Wire, 	all 	other 	........................ United States 438 1 1.5 6.043 25 13.4 
United Kingdom 1 ... ... 88 ... 1.2 
Germany ... ... ... 68 ... .4 
Italy ... ... ... 19 
Sweden ... 4 ... 27 4 
Belgium 44 ... ... 432 
France ... ... ... 61 

Wire rods, not over 3/8" in diameter United States 129 ... ... 1,842 1 
Belgium ... ... ... 1,766 
Germany ... ... ... 696 

Welding wire and welding rods 	.......... United States 377 16 ... 2,242 292 52.3 
Belgium ... ... ... 157 
Japan ... ... ... 88 
United Kingdom ... ... ... 1 1 

Castings - 
For agricultural implements .......... United States 102 ... ... 2,067 38 
For 	ingot rioulds 	..................... United States 2,332 ... ... 20,557 

United KIngdom 279 ... ... 1,257 
Walleable 	............................ United States 76 ... ... 1,141 

United Kingdom ... ... ... 1 
Non-malleable 	........................ United States 22 ... ... 366 
Steel 	................................ United States 105 8 .2 465 135 1.1 

Germany ... ... ... 1 
United Kingdom ... ... ... 61 
France ... ... ... 265 
N orway ... ... ... 142 
Belgium ... ... ... 122 

For railway vehicles 	................. United States ... ... ... 188 
United Kingdom ... ... ... 37 

Rolls 	................................ United States 175 28 ... 2,736 930 
United Kingdom ... 35 ... 66 166 
Germany ... ... ... 1 
France ... ... ... 86 

Piston 	rings 	(rough) 	................. United States 20 ... ... 174 
France ... ... ... 43 
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Table 14 - Iinporte of Primary Forms of Iron and Steel, October, 1952 and Year to Date (Concluded) 

October 	Yeartodate 
Commodity 	 Countzy 	

Carbon Alloy 	Carbon Alloy Stain- 

(Tone of 2,000 pour4n) 

Forginga 	.............................. United States 64 44 •.. 1,261 337 	1.5 
United Kingdom 75 ... ... 1,636 16 
France ... ... ... 5 

W]ieels - For-railway rolling stock United 3tates 94 ... ... 157 
United Kingdom 124 ... ... 610 

Tires - For railway rolling stock United States 10 ... ... 121 
United Kingdom 1,980 ... ... 9,624 

Axles - For railway vehicles .......... United .tatee ... ... ... 121 
United Kingdom 398 ... ... 3,847 

Rails - 
60 	lb. 	and 	under 	.................... United States 320 ... ... 2,163 

Belgium 104 ... •.. 483 
France ... ... ... 214 
Germany ... ... ... 33 

Over 60 lb. and includIng 100 lb. United States 442 ... ... 2,528 
Over 	100 	lb . 	........................ United .5tatee 83 ... ... 2,039 

Track itaterial - 
hngles, bars, tie p1ate, rail joints United States 20 ... .... 2,488 

Belgium 4 ... ... 144 
United Kingdom 194 ... ... 1,072 
Germany ... ... ... 1 
France ... ... ... 61 

Intersections, switches, frogs ...... United States 7 ... ... 1,277 
France ... ... ... 4 
Belgium ... ... ... 3 

Total 	Imports 	................... United States 123,195 4,479 707.6 996,913 33,094 	5,558.7 

All other 32,642 239 77.5 377,414 3,109 	670.1 

TOTAL 	........................... 155,857 4,718 '785.1 1,374,327 36,203 	6,228.8 

Table 15 - 1xports of Primary Iron and Steel, October, 1952 and Year to Date 

October 	Year to date 

(Tons of 2,000 pounds) 

Pigiron 	............................ 36,471 305,416 
Ingots, blooms and billets 8,614 40,520 
Barn 	................................ 1,876 25,474 
Rods 	................................ 168 328 
Plates, sheets and strips 1,780 21,059 
Rails 	............................... 436 1,929 
Structural shapes 637 4,759 
Pipe and tubing - Wrought iron ... 1,015 

Cast iron 87 1,102 
Galvanized 2 983 
Other 112 2,190 

Castings, iron and steel 999 12,481 
Forgings 	............................ 1,584 6,110 

Total 	...................... 52 ,566 423,366 

6502-539 
17-1-53 


