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'tSTEEL 	INGOTS -- - 

t7 	 ',fr 
NViBIIR - 1952 

Production of steel ingota in Canada during November amounted to 300,426 net tons, 

an average of 10,006 tons a day compared with a daily average of 9,850 tons in November of 
a year ago. 

Table 1 - Production of Steel Inots, 1943-1951 
Net tons of 	

Year 	
Net tons of 

Year 	4,00 pounds 	 2,000 pounds 

2 0846,736 1948 3 0087 0 063 
1944 	............ 2,873,868 1949 	............ 3,095,526 

1945 	........ 2,575,149 1950 	..... 3,298,071 

1946 	........ 2 9251 0 741 1951 3 9 446,125 
1947 	.......... 4,854,779 

Table 2 - Production of Steel Ii.ts, by Months, 1951 and 1952 
- 	 i 9 5 1 	 1 9 54 

Mouth 	 Monthly 	Dally 	Monthly 	Daily 

total 	average 	total 	average 

(Net tons of 2,000 pounds) 

299,410 9 8 658 305,721 9 0862 
Februaiy 	..... 21,222 9,687 294,346 10 0 150 
March 	........ 304,281 9,816 327,885 10,577 

april 	.................. 301,764 10,059 304,956 10,165 

May 	.......... 302,928 9 9 774 318,890 10,287 

June 	....................... 283,664 9,455 294,006 9,800 

July 	....................... 266,646 8,601 285,332 9,204 

Au€ust 	.................. 77 9 931 8,966 &89,574 9,341 

September 	.................. 257 9880 8,596 277,684 9,255 

0ctohr 	............. 298,159 9 0 618 298,886 9,641 

November 	................... 295,485 9,850 300,226 10,008 

Total - ]Ueven sionths 	3,159,370 	9 1 459 	3,297,506 	9,843 

December 	 286,755 	9,250 

	

T3ta]. ............. 3,446,125 	- 	9,441 

Note: The present rated ingot capacity of Canada's steel furnaces is 3,630,900 net tons 
per annum. 
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