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PfG 	- ProductIon of pig iron in Canada aunted to 164,99 not tons 
in August compared ;:ith 162,578 tons in the corresponding month of last year. The 
total for the current month included 14,241 tons of' basic iron, 14,621 tons of 
foundry iron and 16,044 tons of na11eab1e tron 

FERRO-LtLOY5 - Output of forro-a-iloyo in August aciounted to 18,429 net ton. 
compared with 21,408 tons In the previous month arid v.Lth 15,961 tons in August of a 
year ago0 The follo?;tng 	w 	 m alloys ere produced: ferrosiitcon, silLcoang:inese, forro-
manganese, ferrochrome, chrom-x, spiegeleLsen and ferrophosphoru. 

STEEL LNGOTS AND CASTIçjS Productioci of steel ngo•ts and steel 	stings 
during Augusi totalled 246,820 net tons coaprcd Lth 248,803 tons in August of last 
yer, Output in the month under rev[evj Lncluded 234,537 tons of ingots and 12,283 
tons of castings. 

(a) 	:(1 EHON AND FERM - AI±c.f3  

Table 1 - P ODUCTiONDUR1G AUGW'3T AND JULY 	194 

August., 	194 Jul-, , , 1943 
For Qvr4 	For TOTAL For own For TOTAL 

use 	s.&ie use sale 

(Net tQns of' 2,)OO pounJ) 
2iG 	[RON - 

124,434 	9 1 807 134,241 123,0L8 7,715 127,733 
Foundry 	.......... 14,621 14,621 - 3,663 3,863 
:alieablo 	......... l,344 16,044 - 14,973 14,973 

TOTAL REQ [RON 124,434 	40,472 164,906 120 3 018 31,351 15i,769 

FEP.RO-ALI1OYS 	 - 	18,429 	15,429 	- 	21,408 21,408 
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Iron and Steel 

Table 2 - CUMULATFJE I'RODUCTIUN OR THE LGHT )NT 1 1,13 	1943 and 1.92 
1 943 
	

1942 
For own 	For 
	For own For 

ue 	sale TOLiL 	use 	sale 	TOTAL 

(Net tons oC 2,000 pounds) 
FIG LdON - 

Basic 	 922,324 
Foundrj.. 	- 
MalLeable 	......... 

TOTAL PIG IRON 	922,324 

Ferro-a.1_lo's ,,...  

44 1 345 966,369 1 1 048,419 34,769 1,083,188 
99078 99,78 - 	 1LO,834 11C),834 

117,5L7 117,517 - 	 114,709 114,709 
261,740 184,064 1,348,419 260,312 1,7J8,731 

151,630 1511630 - 	 140,522 140,522 

Table 3 - IRON BLST FIJRNACE ChARGES DURING AUGUST AND JUL', 1943 and EIGHT •ONTHS 
---------------------------------- 

iLght ,1onths 
Augu;t, 1943 July, 1943 ended August, 1943 

(Nct tons of 2,000 pounds) 

Iron ore 	..• 507,715 293,094 2,137,662 
LLmstonc 80,050 71,339 526,889 
Coke 159,318 144,425 L 0 038,351 
Scrap iron and steel 10,348 8,598 76,293 

Table 4 - IRON BLAST 	JRNACES IN CANADA  

Number Total Annual 
Nane of Conpany Location of of Capacity 

- furnaces - - Stacks cNetton) - 

Dominori Steel and Goal Corp. Ltd 	Sydney, N. S. 4 715,400 
Canadian Furnace Limited Port Coihorne, 0nt 	2 221,760 
The Steel Company of Canada Ltd. Hamilton, Ont 3 757,000 
The Algorna Steel Corporation Sault Ste. 1.1arie, Ont. 	4 654,000 

------------------ TOTAL J 

Table 5 - DESCRIPTLOU OF IR0I BLZT FURNACES AT END OFAUGUST9j 

Number of Total Annual CaoacLy 
CondLtion of furnaces furnaces Net tons Per cent 

12 2,205,080 93.9 
Banked 	...... .......... . .i'so. • - - 

Blown out 	.. 1 143,080 6.1 

TOTAL 	. 13 2,348,160 100.0 
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Iron and Steel 
(b)STEEL IJC9TS JP 

Table 6 - PRODUCTION DURING AUGuST Ai)flJL 1943  

For o'n 	For 	TOTAL 	For own For 	TOTAL 
use 	sale 	use 	sale 

(Not tons of 2,000 pounds) 
STEEL ENGOTS - 

Open hearth 	Basic 203,423 001 204,414 209,346 1,090 210,436 
Electric 30,109 14 30,123 28,076 246 29,222 

Total Steel Ingots 233,532 1,005 234,537 238,322 1,336 39,E358 

ALLy steel tngots 
included in above .. 3l559 - 31559 32,2 _3pO 

STEEL CAST[NGS - 
Open hearth -Basic 135 2,232 2,398 186 2,062 2,248 
Converter - 415 415 - 373 373 
Electric 2,820 6,6500,4702,5205,7098,229 

Total Steel Castings 	2,986 9,297 12,283 2,706 8,144 10053 
Alloy steel castings 

included in above 433 1,263 1,696 326 1,614 1,940 
TOTAL UGOTS AND CATUGS 236,518 10,302 246,820 241,028 9,430 250,508 

Table 7 	CW.ULT EVE PRODUCTION FOR THE EIGHT MONTHS ENDED AUQUST,J043 :.nd 1942. 
1943 1942  

For own For For own For 
use sale TOTAL use sale TOTAL 

of 2,000 pounds) 
- STEEL ENGOTS 

Open hearth - Basic ....,1,643,OL9 7,871 1,650,890 1,684 1 306 59,580 1,743,886 
Electric 	..... 221,580 18 1 332 239,912 174,877 29,547 234,424 

• 	Total Steol Ingots 1.5 9.9 26, 203 1.89Q821,85983 	89,127 l9483l0 
Alloy stool ingots 

included above . 	•. 96 265,618 218982 1,041 
STEEIJ CASTINGS 

Open heath - Basic 1,110 18,151 19,61 1,750 15,492 17,242 
Qoverter 	 .....••. 1 3,1513 3,159 43 3,295 3,38 
Electric 	............. ..,31,  

Total Steel 
Alloy steel castings 

included in above 674,343 22,117 13_L3.78]. 2JL234 
TOTAL UGOTS AND CASTINGS 1,397,551 98 1 930 1,906,481 1,398,883 165,783 1,064,666 

Table 8 - PIG IRON AND SCRAP_CHARGED TO STEEL_FURNACES  
August, 1943 July, 1943 Eight ionths 

(Net tons of 2,000 pounds) 
Pig iron •• 128,412 128,096 1,008,539 
Scrap - own make • 87,789 81,322 643,413 

purchased 	••• •• 57,739 66,933 554,954 
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.Lon and Steel 

Table 9 - STEEL FURNACE CAPACLTY AT END OF AUGUST, 194 

Lngots—Basicopenhearthe.a.e..a...ao.....a 
Elecic . ...... S ...... 

TOTAL [NC,OTS a? a., a a a.,  

Annual Capacity 

(Net tons) 

2,765,000 
492,500 

7 or'7 

Steel castings •I*•It•t••St43tQ3OQ3OUOa9GGOSJaJSSJ3UUO 	 281,600 

TOTAL tNGUTb AND (JATINGS 	 ,453,600 


