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MONLHLY KEPORY

PRODUCITON OF IROH AND SUER, IN CANADA

SEPILEBER, 1943

PIG IRON — Production of pig iron in Canada amounted to 147,302 net tons
in September compared with 155,900 tons in the corresponding month of last year,
The total for the current month included 122,830 tons of basic iron, 16,048 tons of
foundry iron and 9,024 tons of malleable iron.
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ber of a2 year ago. The following alloys were produced- ierro.u.llcon, 51licoman—
ganese, ferromanganese, ferrochrome, chrom-x, spiegeleisen and ferrophosphorus.

STEKL TNGOTS AND CASIINGS — Production of steel ingots and steel castings
during September totallad 241,255 net tons compared with 244,922 tons in September
of last year. Output in the month under review included 229,720 tons of ingots and
11,555 tons of castings.

(a) PIG IRON AND FERK)-ALLOYS

Tablg 1 - PRODUCTION DURING SEPTHMBER AND AUGUST, 1343

September, 1943 August, 1943
For owm  For A For own For ;
= use  _sale __ < use _sale Ot
(Net tons of 2,000 pounds)
PIG IRON -
RETRE o, o o wo oo i s eEder 7,181 W3S BR0 124,432 9,807 134,241
ORI T4 o jo1ers Stosese o mroi ... 16,048 16,048 T e [ e T U7 JE =2 )
Malleable ..iceevevenans vos 2,084 ~S{,024 eo. 16,044 16,044
MO RIG, TRON S5, 564 115,649 32,253 147,902 124,4: 434 40,472 164,906
FEHRO-ALLOYS ...cceccenss 41RO 17087 ... 18,429 18,429
Table 2 — CUMULATIVY PRODUCTION FOR THE NINE MONUHS ENDED SEPVMuBuit, 1345 and 1942
1wl -2, > - ml‘f.)“} LSy
For om  For For own Yor
i use sale i .uRe . L Eile. e bicrn
(Net tons of 2,000 pounds)
PIG TRON -
REEE . Jomr e cises v 1,037,973 51,526 1,089,492 - 1,178,279 88,163 1,216,448
Foundry” : svemsavies wv o LISHOHE - | 115,026 N, 1.7 ' 7N - T 7
Malleable cv.eeeens ... 126,541 126,541 .es 127,089 127,089

TOTAL PIC IROW ... 1,037,973 203,995 1,351,966 1,178,279 286,352 1,464,631
Forro-a11oys ...eeees .. 165,630 168,650 ... 159,070 159,070
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Table 3 — 1hOH BLAST rUMNACE CnAkGeS DURING SFEPTEMBER AND AUGUST, 1943 and NINE

MONTHS ENDED

SEPTEMBER, 1943

Nine months

September August ended September
(Net tons of 2,000 pounds)

e e e P R A 280,660 307,715 2,468,322
IR0 s i00 0 45 o siome 0t oo s ois s e 70,880 80,050 59%. 769
I e 5. 500 s s 50 ocs 6.0 ¢ P 145,724 159,818 1,734,375
S@Fapiiron and ateel .....0c000 8,354 10,348 84,647
Table 4 — TRON BLAST FURNACES IN CANADA

Number Total Annual
Name of Company Location of furnaces of Capacity

Stacks (Net tons)
Dominion Steel and Coal Corp. Ltd. Sydney, N.S. 4 715,400
Canadian Furnace Limited Port Colborne, Ont. 2 221,760
The Steel Company of Canada Ltd. Hamilton, Ont. 3 757,000
The Algoma Steel Corporation Sault Ste. Marie, Ont. 4 654,000

Vi [l D AR 13 2,348,160

Table 5 — DESCRIPTION OF IRON BLAST FURNACES AT END OF SEPTEMBER, 1343

e oF inacas Number of Totel Annual Capacity
furnaces Net tons Per cent
] T R P R S 18 2,205,080 95.9
ERIIG . 0, % Lidlevans onetelsl st or5ls Sofs oinia SRene e
BIGWINMGIILIRS . o ite o0 0re ot ofeilie il 143,080 (5r L
N R " 13 <,348,160 100.0
(b) STEEL INGOTS AND STEEL CASTINGCS
Table 6 - PRODUCTION DURING SEPIEMBER AND AUGUST, 1943
Sep tember August
For own For - For.om , Ter
use sale TOTAL use sale TOTAL
(Net tons of 2,000 pounds)
STEEL INGOTS -
Open hearth - Basic ... 1955642 5277 < 1965300 203,423 991 204,414
ey R S 32,781 sios  ABEE TSI 30,109 14 3005
Total Steel Ingots ... §.428 1,277 839,700 236,582 1,005 253 S
AMlloy steel ingots
included in above ...... 33,500 Lo 33, 500 31,559 e 31,569
STEEL CASTINGS -
Open hearth - Basic ... 9 1,961 2,060 166 - 2328 2,398
CORNVERBET , ot J oo o s Pl ok 298 298 415 415
e CHFME. ol . o o ota'e 2,704 6,493 2l 28180 6,650 8,470
Total Steel Castings.. 008 g,7s2 " 1),586 2,366 0,287 LIRS
Alloy steel castings
included in above ...... 306 1,636 2,030 432 .88 1,696
TOTAL INGOTS AND CASTINGS 281,226 10,029 241,258 236,518 10,302 246,820
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Table 7 - CUMULATIVE PRODUCZION FOR THE NINE MONTHS ENDED SEPTEMBER, 1943 and 1242

I TS aT S K- T,
For own For For owm  For :
use sale gt use sale i
(Net tons of 2,000 pounds)
STEFEL INGOTS -
Open hearth - Basic ... 1,838,661 9,148 1,847,809 1,886,987 60,477 1,947,464
Electrie .J/oacecevecsss 254,361 18,332 272,693 198,300 33,108 231,408
Total Steel Ingots ... 2,093,022 27,480 2,120,502 2,085,287 95,585 2,178,872
Alloy steel ingots
inelided aboVE 44 c06 e 209,022 aan ' 380113 245,991 1,169 247,160
STEEL CASTINGS -
Open hearth - Basic ... 1,809 D118 gl,521 1,881 17 9% 19,524
SR n N 518 oL e 1 3,456 3,457 43 3,821 3,864
Elachrie .. Adaeds s bie b 34,545 57,811 92,456 42,506 . 64xB22 _JO7 5l
Total Steel Castings.. D0, 7o) OlIE SR 5 T 354 44,440 86,276 130,716
Alloy steel castings
included in above ...... 7,169 * 16,998 24,147 12,607 I5.008 28,540
TOTAL INGOTS AND CASTINGS - 2,128,777 108,959 2,237,736 2,129,727 179,861 2,302,588

Jable 8 — PIG IRON AND SCRAP CHARGED TO STEEL FURNACES

Nine months

Sepfgzger, A;gzgt, ended September
1943
(Net tons of 2,000 pounds)
BT | L L LB, 122,835 128,412 1,171,374
Scrap - Own make sveecees 83,402 87,789 726,815
Purchased. .cess .0 61,905 ANl 615,959

Table 9 - STEEL FURNACE CAPACITY AT ¥iD OF SEPTEMBER, 1843

Annual Capacity

IngOtS and BaSiC Open he&rth Soeses9tsneseePrIROERRLES
mectric S 40 2P0 000NN SLLIREIIEPRIEPIEREORSIES

'.mTAL INGOTS L B B I I I O B I BRI B B I R B I
Siec] § CASELNGSH ofef: ke, 51015 Snsls ST okels o s O Jexsoler s o L BT e 5 ¢

TOTAL TNCOES; ANBUCASTINGSE XIS el 3l 5 %

(Net tons

)

2,765,000
492,500

3,257,500

281,600

3,539,100
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