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PRODUCTION OF IRON AHD STEEL IN CADA 

OCTOBER - 1948 

Pig Iron - Production of pig iron in Canada amounted to 186,424  net tons 
in October compared with 163,335 tons in the corresponding month of last year. The total 
for the current month included 164,184  tons of basic iron, 15,760 tons of foundry iron 
and 6,480 tons of malleable iron. 

Ferro-allo - Output of ferro-alloys in October amounted to 19,489 net 
tons compared with 12,318 tons in the previous month and with 14,691  tons in October of a 
year ago. The following alloys were produced: ferrosilicon, silicomanganese, ferro-
manganese, ferrochrome, chrom-" and ferrophosphorus. 

Steel Ingcts and Castings - Production of steel ingots and steel castings 
during October totalled 281,866 net tons compared with 256,461 tons in October of last 
year. Output in the month unc 1 er review included 272,127 tons of ingots and 9,739 tons of 
castings. 

(a) Pig Iron and Ferro-alloys 

Table 1 - Production Duringtember and October, 194 
- Septomber - 1948 	October - 1948 
For own 	For 	For own 	For Total 	 Total use 	sale 	use 	sale 

(13t tons of 2,000 pounds) 

PigIron - 
Basic 
Foundry . . . . . . . . I 

Malleable ......... 

Total Pig Iron 

139,068 	6,213 145,281 156,021 	8,163 164,184 
4 1 112 	16,523 20 2 635 1,561 	14 9 199 15,760 

16,549 16,549 ... 	6,480 6 2 480 

143,180 	39,285 	182,465 	157,582 	28,842 	186,424 

Ferro-alloys ........ 	.. 	12,318 	12,318 	... 	19,489 	19,489 
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Table 2 - Cumulative Production for the Tn ionths Ended October, 1947  and  1948 
1947 1948 

For own For Total For own For 
Total use sale use sale 

(Net tons of 2,000 pounds) 
Pig Iron - 

Basic 	............. 1 9 232,579 73,453 1 2 306 2 032 1 1 389,813 69,012 1,458,825 
Foundry ........... 3 1 880 202 2 217 206 1 097 17,460 173,621 191,081 
Malleable 	......... ... 118,020 118,020 ... 129,999 129 2 999 

Total Pig Iron . 1,236 2 459 393,690 1 1 630,149 1 2 407 2 273 372,632 1 1 779,905 
Ferro-alloys 	........ ... 127,393 127,393 ... 147,099 147,099 

Table 3 - Iron Blast Furnace Charges During September and October, 1948 and Ten Months 
EndedOctober, 1948  

September 	October 	Ten Months Ended 
1948 	1948 	October. 1948 

Iron ore , • • • • • • • • • • .......... 
Mill cinder, scale, sinter, etc. 
Limestone . . • • • ................. 
Dolomite 	.......... 
Coke • . • • . . . ................... 
Scrap iron and steel 

(Net tons of 2,000 pounds) 

	

322,520 	328,133 	3 2 241 2 704 

	

44 1 533 	 46,892 	 325,092 

	

73,795 	78,951 	 750,150 

	

9 1 655 	 9,494 	 94,967 

	

178 2 550 	185,108 	1,750,760 

	

6 2 908 	 8 1 956 	 72,420 

Table 4 - Iron Blast Furnaces in Canada 

Name of Company 
- 

Location of Furnaces 
Number 

of 
stacks 

Total Annual 
Capacity 
(Net tons 

Dominion Steel and Coal Corp. Ltd. Sydney, N . S. 4 730,000 
Canadian Furnace Limited Port Colborne, Ont. 2 221,760 
The Steel Company of Canada, Ltd. Hamilton, Ont. 3 757 1 000 
The Algoma Steel Corporation Sault Ste. Marie, Ont, 5 1 1 035,000 

- Total_-......... 14 2,743,760 

Table 5 - Description of Iron Blast Furnaces at End of October, 1948 
Condition of Furnaces 	Number of 	Total Annual Capacity 

	

furnaces 	Net tons 	Per cent 

12 2 1 554,950 93.1 
Blanked 	.................. ... 

Blown out 	................ 2 188,810 6.9 
Total 	.......... 14 2,743 2 760 100.0 
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(b) Steel Ingots and Steel Castings 

Table 6 - Production During September and October, 1948 	 - 
S e p t e m b e r 	October 

For own 	For 	 or For own 	F Total 	 Total use 	sale 	use 	sale 
(Net tons of 2,000 pounds) 

Steel Ingots 
Open. hearth - Basic •.... 198 2 448 	12,618 211,066 220,733 	10,807 231,540 
Electric 	............... 37,556 	... 37,556 40 2 587 	... 40,587 

Total Steel Ingots ... 236 3 004 	12,618 248,622 261,320 	10,807 272,127 
Alloy steel ingots 
included in above •..... 12,630 	... 12,630 13,060 	... 13 2 060 

Steel Castings 
Open hearth - Basic • 201 2 1 752 2,953 146 2,872 3,018 
Converter 6 35 41 6 ... 6 
Electric 1,450 4 9 799 6,249 1,106 5,609 6 2 715 

Total Steel Castings 1,657 7,586 9 1 243 1,258 8 1 481 9 1 739 
Alloy steel castings 
included in above 676 966 1,642 628 1,101 1 9 729 

TOTAL INGOTS AND CASTINGS 237,661 20 2 204 257 2 865 262,578 19,288  281,866 

Table 7 - Cumulative Production for the Ten Months Ended October, 1947 and 1948 
1947 1948 

For own For 	Total For own For Total use sale use sale 
(Net tons of 2,000 pounds) 

Steel Ingots 
Open hearth - Basic 1,969,911 51,374 	2 1 021,285 2 2 108,735 59,213 2,167 1 948 
Electric 345,397 ... 	345,397 381 5 069 1 2 21]. 382,280 

Total Steel Ingots 2 1 315,308 51,374 	2 1 366,682 2 2 489,804 60 2 424 2 5 550,228 
Alloy steel ingots 
included in above •..... 	109,976 	... 	109 2 976 	127,478 	... 	127,478 

Steel Castings 
Open hearth - Basic •.... 1 3 359 17 1 674 19,033 1 9 767 26,495 28 1 262 
Converter 	....,.......... 40 187 227 36 348 384 
Electric 	................ 13,617 40,466 54,083 10,630 53,749 64,379 

Total Steel Castings . 15,016 58,327 73,343 12,433 80 2 592 93,025 
Alloy steel castings 
included in above •..... - 5 2 013 5 1 854 10 1 867 5,056 9 3,567 14 2 623 

TOTAL INGOTS AND CASTINGS 2,330,324 109,701 2,440,025 2,502,237 141,016 2,643,253 
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Table 8 - Pig Iron and Scrap Charged to Steel Furnaces During September and October, 1948 
- 	and Ten Months Ended October, 1948 

September 	October 	Ten Months Ended 
1948 

	

	 1948 	October 4  1948 
(Net tons of 2,000 pounds) 

Pig iron .............. 	137,865 	153,454 	1,406,974 
Scrap - Own make •..... 	 77 2 084 	 82,079 	 773,104 

Purchased ..... 	 67,686 	 73,060 	 725 2 905 

Table 9 - Steel Furnace Capacity at End of October, 1948 
Annual Capacity 

(Net tons of 2,000 pounds) 
Ingots - Basic open hearth 	 2 1 985,000 

Electric . . . . . . ........ 	 505 9 000 
Total Ingots 	 - 	3,490 1 000 

Steel castings . . . . ...... . . .................. . 	302,000 

Total Ingots andCastings.. 3,792,000 

Table10 - MonthlyProductionofPigjron,Ferro-a1losandSteel 1  1947 and 1948 

Month Pig Iron Ferro- 
alloys 

Ingots 

Steel 

Castings Total 
Steel - 

(Net tons of 2,000 pounds) 
19_k7 

January 	....... . 177,313 9,644 243,557 6,241 249,798 
February 	............... 150,632 9 1 357 223,124 6,098 229,222 
March 	.................. 164,403 14,197 263,193 6 1 539 269,732 
April 	. ......... 160,749 13,015 244,998 7,158 252,156 
May 	.. ......... 160 9 230 15,325 235,978 8,098 244,076 
June... ................ 159,826 16 2 212 230,581 7,716 238,297 
Ji1y 	................... 157,153 12,402 226,443 5,898 232,341 
August 	................. 166,878 11,398 226,180 7,574 233,754 
September 	.............. 169,630 11,152 225 2 457 8,731 234,188 
October 	• 	............. 163,335 14,691 247 9 171 9 1 290 256,461 
November 	............... 174,147 11 9 551 246 1 785 8 1 587 255,372 
December 	..... - 165,551 - 	10,888 241,065 8,704 249,769 

Total 	• ...... 1 1 969 2 847 149,832 - 2 1 854,532 90,634 2,945,166 

1 	9 	8 
January 	.......... 160,042 17,125 247,768 8,958 256,726 
February 	........... 151,123 11,823 230 1 183 9 9 463 239 9 646 
March 	...... 172,675 14,293 275,349 10,677 286,026 
April 170 1 785 14,474 254,315 9,951 264,266 
May 	............ 193,305 18,436 279,688 9,879 289,567 

183 9 763 13 2 502 249 2 710 9 1 655 259,365 
July 	........... 187,940 12,939 238 1 104 6,768 244,872 
August 	........ 191,383 12,700 254,362 8,692 263,054 
September 	....... 182,465 12,318 248,622 9,243 257,865 
October 186 9 424 19,489 272,127 9,739 281 1 866 

Total - Ten Months. 1,779,905 147,099 21550,228 93,025 2,643,253 
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