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ID 	Monthly Report 

PRODUCTI 01-i OF IRON AND STEEL IN CANADA 

DECEMBER - 1948 

Pig Iron - Production of pig iron in Canada amounted to 174,233  net tons 
in December compared with 165,551 tons in the corresponding month of last year. The total 
for the current month included 145,806 tons of basic iron, 11,832 tons of foundry iron 
and 16,595 tons of malleable iron. 

Ferro-alloys - Output of ferro-alloys in December amounted to 23,708 net 
tons compared with 17,594 tons in the previous month and with 10,888 tons in December of 
a year ago. The following alloys were produced: ferrosilicon, silicomanganese, ferro-
manganese, ferrochrome, chrom-x and ferrophosphorus. 

Steel Ingots and Castings - Production of steel ingots and steel castings 
during December totalled 280,425 net tons compared with 249,769 eons in December of last 
year. Output in the month under review included 271,128 tons of ingots and 9,297 tons of 
castings. 

Taule 1 - ProJuci-lon Curin 	cvber and lee ribec, 1L 
November - 1948 	 December - 1948 

For own 	For 	For own 	For Total 	 Total use 	sale 	use 	sale 
(Net tons of 2,000 pounds 

Pig Iron - 

Basic ...... 
Foundry ........ . 
Lal1eable 

Total Pig Iron 

131,470 	3,786 135,256 138 1 428 	7 1 378 145,806 
5 1 655 	9 2 375 15,030 581 	11,251 11 ) 832 

16 2 485 16,485 ... 	16,595 16,595 

137,125 	29,646 	1E6,771 	139,009 	35,224 	174,233 

Ferro-alloys ........ 	... 	17,594 	17,594 	... 	23,708 	23,708 
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Iron and Steel 	 -2- 

1 2 489,140 	98,475  1 1 587,615 1,659,711 	80,176 1 1 739,887 
4,343 	230 2 434 234,777 23,696 	194,247 217,943 

...147,455 147,455 ... 	163,079 163,079 -- 
1 1 493,433 	476,364 1 2 969,847 1,6839407 	437,502 2,120,909 

149,832 149,832  ... 	250,659(x) 250,659(x) 

Table 3 - Iron Blast Furnace Charges During November and December, 1948  and the Year 
EndedDecemberj48 -- - 

November 	December 	Year Ended 
1 948_1948__December,_1948  

(Not tons of 2,000 pounds) 

ble2-Cumulativo Production for the Year Ended December, 1947 and 194  
1947 	1948 

For OVIfl 	For 	Total 	For o'vn 	For 	Total use 	sale 	use 	sale 
(Net tono of 2,000 pounds) 

Pig Iron - 
Basic ........... 
Foundry ........ 
Malleablo . . ..... 

Total Pig Iron 

erro -alloys 
x) Revised. 

Iron ore •......I... ......... 
Mill cinder, scale, sintor, etc. 
Limestone ...................... 
Dolomite ....................... 
Coke. ......... ............... 
Scrap iron and steel 

294,552 314,448 3,850 1 604 
37,651 39,311 402,054 
67,607 70,435 888,192 
11,856 10,181 117,004 

161,055 170,232 2,082,047 
7 3 002 8,378 87 9 800 

Table L - Iron Blast Furnaces in Canada 
Number Total Annual 

Nam3 of Company Location of Furnaces of Capacity 
stacks (Nettons) 

Dominion Steel and Coal Corp. Ltd. Sydney, 11.3. 4 730 9 000 
Canadian Furnace Limited Port Colborne, Ont. 2 221,760 
The Steel Company of Canada, Ltd. Hamilton, Ont. 3 757,000 
Tho Algoma Steel Corporation Sault Ste. Marie, Ont. 5 1,035,000 

Total 	...... 14 2,743,760 

Table 5 -DescriptionofIronBlastFurnacesatEndofDecember, 194 
Number of TotalAnnualCapacity 

Condition of Furnaces furnaces Nettons Per cent 

In blast 12 2,554,950 93.1 
Blanked 	. . . . . . 	 . . . . 

Blown out 	............... - 	 2 188 1 810 6.9 

- Total 	.......... - 14 2,7439760 100.0 
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(14 Steel Ingots and SteelCastings 

and December 1  1948 
- N o v e m b e r 	D e c e m b e r 

ovrn 	For 	For own 	For 
Total 	.. 	Total sale 	use 	sake 

Net tons of 2,000 pounds) 

218,186 6 9 190 	224,376 227,715 3 1 003 230,718 
43,295 ... 43,295 40,395 15 40,410 

261 1 481 6,190267,671 268 1 110 3 1 018 271,128 

13,079... 	13,07914,482 	... 	14,482 

SteelIngots 
Open hearth - Basic 
Electric • ........ . . . . . 

Total Steel Ingots 
Alloy steel ingots 
included in above 

SteelCastig 

Open hearth - Basic 
Converter 
Electric ................ 

Total Steel Castings 

168 3,131 3,299 220 	2,862 	3 1 082 
6 10 16 2 	... 	2 

1,225 5 1 767 6,992 1 1 018 	5,195 	6,213 
1 1 399 8 9 908 10 1 307 1 1 240 	8,057 	9,297 

Alloy steel castings 
included in above 	- 699744 	1,443 562 6451 2 207 

	

TOTAL INGOTS AND CASTITGS 262,88015,098 	277,978 - 269,35011,075280,425 

Table 7 - Cumulative Production for the Year End December, 1947 and 1948 
- 1
For ov:n 

use 

9_4_7 
For 
sale 

Total 

1 
For own 

use 

9_4._8 
For 
sale 

Total 

(Net tons of 2,000 pounds) 
-- 

S tee]._Ingots 
Open hearth - Basic 2,375,324 63,762 2 1 439,086 2 1 554,636 68,406 2 2 623,042 
Electric 	............ 415,446 - 	 .. . - 4.15,446 464,759 1,226 465,985 

Total Steel Ingots 2,790,770 63,762 2,54,532 3,019,395 69,6323 9 089,027 
Alloy steel ingots 
included in above 	...... 132,226 ... 132,226 155,039 ... 155,039 

Steel Castin 
Open hearth - Basic 1,669 22 5 400 24,069 2,155 32 9 488 34,643 
Converter 	.............. 55 215 270 44 358 402 
Electric 	................ 15,831 50,464 - 	 66,295 12,873 64,711 77,584 

Total Steel Castings . 17,555 73,079 90,634 15,072 97,557 112 1 629 
Alloy steel castings 
included in above ...... 5,999 7,496 13,495 6,317 10,956 17,273 

TOTAL INGOTS AND CASTINGS 2 2 808,325 136,841 2,945 7 166 3 9 034,467 167,189 31201,656 
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Table 8 - Pig Iron and Scrap Charged. to Steel Furnaces Durind November and December, 1948 
and the Year Ended Deccmbor, 1948 

	

November 	December 	Year Ended 
1948 

	

	 1948 	 December, 1948 
(Net tons of 2,000 pounds) 

	

?i iron .............. 	 142,587 	 148,576 	 1 1 698,137 

	

ap - Own make . ..... 78,554 	 77,787 	 929 1 445 

	

Purchased ..... 	 84,171 	 90,137 	 900,213 

Table 9 - Steel Furnace Capacity at End of December, 1948 
Annual Capacity 

(Net tons of 2,000 pounds) 
Ingots - Basic open hearth 2 1 985,000 

Electric 	............. 505,000 
Total Inots 3,490,000 

Steelcastings 	............ 302,000 
Total Ingots and Castings .. 3,792,000 

Table 10 - Monthly Production of Pig Iron, Ferro-alloys and Steel, 1947and 1948 
Steel 

Month Pi 	Iron Ferro- 
ngots Castings Total 

alloys Steel 
(:ot ton: oi 2,000 pound:) 

1947 
January 	........ 177,313 9 1 644 243,557 6,241 249,798 
February 150,632 9 1 357 223,124 6,098 229,222 
March 164,403 14,197 263,193 6,539 269,732 
April 	.............. 160,749 13,015 244,998 7,158 252 9 156 
May 160 9 230 15,325 235,978 8,098 244,076 
June 	............. 159,826 16,212 230,581 7,716 238,297 
July 157 1.153 12,402 226,443 5,898 232,341 
August 166,878 11,398 226,180 7 1 574 233,754 
September ..... 169,630 11 1 152 225,457 8,731 234,188 
October • 163,335 14,691 247,171 9 9 290 256,461 
November 	•.......... 174,147 11,551 246,785 8,587 255 9 372 
December 	........... 165,551 10,888 241,065 8 2 704 249,769 

Total 	.... 1 1 969,847 149,832 2,854,532 90,634 2 1 945,166 

1948 
January 	.......... 160,042 17,125 247,768 8,958 256,726 
February 	........ 151,123 11,(8'23 230 1 183 9,463 239,646 
March 	............ 172,675 14,293 275,349 10,677 286,026 
April 	............. 170 1 785 14,474 254,315 9,951 264,266 
May 	................ 193,305 18,436 279,688 9 1 879 289,567 
June 	.......... 183,763 13,502 249,710 9,655 259 9 365 
July 187 1 940 12,939 238 2 104 6 9 768 244 1 872 
August 191,383 12,700 254,362 8,692 263,054 
Septenbcr , 182,465 12,318 248,622 9,243 257,865 
October 186,424 19,489 272 1 127 9,739 281,866 
November 166,771 17,594 267,671 10,307 277,978 
December 174 1 233 23,708 271,128 9,297 280,425 

Total 	.... 2 1 120,909 250 5 659(x) 3,089,027 112,629 3 1 201,656 

x) Revised, 
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