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---- 	- 

Pig Iron - Production of pig iron in Canada amounted to 168,436 net tons in 
September compared with 182,465 tons in the corresponding month of last year. The total 
for the current month included 131,451 tons of basic iron, 24,705 tons of foundry iron 
and 12,280 tons of malleable iron 

Ferro-alloys - Output of ferro-alloys in Septeniber amounted to 12,250 net tons 
compared with 12,562 tons in the previous month and with 12,318 tons in September of a 
year ago. The following alloys were produced: ferrosilicon, silicomanganese, ferro-
manganese, ferrochrome, chrom-x and ferrophosphorus. 

Steel Inots and Castings - Production of steel ingots and steel castings 
during Sutember totalled 240,748 net tons compared with 257,865 tons in September of 
last year. Output in the month under review included 232,882 tons of ingots and 7,866 
tons of castings. 

Table 1 - Production of Pig Iron and Ferro-alloys during Auust, 199 and Sutember, 1949 

	

August 	 September 

	

For own 	For 	For own 	For 
use 	sale 	Total 	use 	sale 	TOtal 

(Not tons of 2,000 pounds) 
PAg Iron - 
Basic ............148,-29 	8,415 	156,844 	129,781 	1,670 	131,451 
Foundry 	311 	11,603 	11,914 	650 	24,055 	2 0 705 
Ial1eable 	... 	11,357 	11,357 	... 	12 11 280 	12,280 

Total Pig Iron .. 	148,740 	31,375 	180,115 	130 9 L.31 	38,005 	168,436 
Ferro-alloys - ......... 	12,562 	12,562 	... 	12 1 250 	12 1 250 

Table 2 - Production of Steel Ingots and Steel Castings during August and September, 1949 

	

August 	September 

	

For own 	For 	For own 	For 
use 	sale 	Total 	use 	sale 	Total 

	

Steel Ingots 	 (Net tons of 2,000 pounds) 

	

Open hearth - Basic .......207,112 	4,563 	211,675 	198,968 	4,205 	203,173 
Electric s 	................28,311 	1,456 	29,767 	28,528 	1,181 	29,709 

Total Steel Ingots 	235,423 	6,019 	241,42 	227,496 	5,386 	232,882 
Alloy steel ingots 

	

included in above .......12,200 	... 	12,200 	13,633 	..,. 	13 1 633 
Steel Castinizs 

Open hearth - Basic 	131 	2,554 	2,685 	209 	2,811 	3,020 

	

Converter .................. 4 	... 	4 ... 	4 
Electric ................. 	844 	3,774 	4,618 	1,150 	3,692 	4,842 

Total Steel Castings 	979 	6,328 	7,307 	1,363 	6,503 	7,866 
Alloy steel castings 

included in above ......, 	331 	665 	996 	625 	993 	1,618 
TOTAL flG0TS AND CASTINGS 	236,602 12,347 	248,749 	228,859 	11,889 	240,748 
Note: This report was prepared in the haning, metallurgical and Chemical Section. 
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