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3 NOVEMBER - 1952

Production of pig iron in Canade amounted to 225,490 net tons in November, 1952,
compared with 223,467 tons in the corresponding month of last year. Production of steel
ingots and steel castings during November totalled 308,626 net tons, compared with 307,075
tons in November of last year,

Table 1 - Production of Pig Iron

November November
1. 9BE=] 196832

(Net tons of 2,000 pounds)

Pig Iron =

RIS s, Feioehn=aie sio Fo o oxa¥siaheln s lels 165,847 168,497
FORRANT NN 84 o8 ol o anene & salater = dofe 21,311 19,664
W ITET LR S e T T, TR T I P 36,309 37,329
Total pig iron s.cecevves £23,467 225,490

Table 2 - Production of Steel Ingots and Steel Castings

November November
o i Tl I 91 52
(Net tors of 2,000 pounds)
Steel Ingots
Open h%rth-BaSic AR EEEE RIS A AR R N N ) 249’482 250,210
ElGCtric 'R R I I I BT B R B N L B ] L IR L L B 3 46’005 50,016
Botell s EaBINZORS 4 . «orn sfinriens)s sionas 295, 485 300,326
Alloy steel ingots included in above ........ 11,817 24,144
Steel Castings
Openhearth'-B&BiC R EEEEEE I S S N R SR A ) 3.347 2,805
O RVIETRHEII " % onolone lo S spe si8is n s A s fie-Tonbrava Srs b . 60 41
Electric 'EREEEEEE I NI N R R SN I B L N I A * s 0 8'185 5'554
Botals stegl castinBEs . J.aodaisis oels 11, 990 8,400

Alloy steel castings included in above:
(1) iHigh alloy, except mangenese

and abrasion resistant ......cc00000 361 g8

(11) High alloy, manganese and
abrasion resistant ......ccec000000. 879 869
(il obiher SEBRFEFL . ;o oo ot -0k 2o Mue 833 825
Total alloy steel castings .......... 2,073 1,792

Note: High alloy castings include all castings with any alloy coatent of eight per cent
and over,
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Table 3 - Production of Pig Iron

Eleven nmonths snded November
L1915 1L 9 15

(Net tons of 2,000 pounds)

Pig Iron -
el e RO SRIESE S S | S by s 1 1,645,568 1,£94,360
IHOMRENIT (5} o 710 = o6 o isi0 T8 $13 ¢ 8 oge o8 IR 252,471 197,004
B IEE I O oo 0. 5 o i o> » 3fe, 6 ¢ > o 210,607 357,969
TRotal *picelton . &4 8 2,108,646 2,449,333

Table 4 - Production of Steel Ingots and Steel Castings

Eleven months ended November
g 98-l 19 5,

(Net tons of 2,000 pounds)
Steal Ingots

Open hearth — Basic T 8 5 0 6 " 8 B 2SO S P ESS s s "672’780 4'762’011
Elec'tric ® 8 28N 5 "8 s o L2 I I I R N I SN R I N IR I IR I IR O Y T BN B B ) 486’590 535’495

TOEA1SSGOBL 1NBOLS « o v ors sis chaie v o oot asse 3,159,370 3,297,506
Alloy steel ingots included in above ........... 189, 684 202,244

Steel Castings

Oper'. he&rth-Basic © 0 s 2 00 P eyt st e 2‘8'469 52’301
ERVERTBD |5 Jarrts o » oo sir a0 s - 015 0 0o 0 0 0B G A D 0 270 355
meCtric ® 9 9 8 % s 0% a0 R I I I I IR IR I I T BN I I I B A 82.707 81.615

Totail atoel. CASTANES) oo ¢ dales oo dlos oo 111,446 114,271

Alloy steel castings included in above:

(1) High alloy, except manganese Not available in

9ol = R et (oT i I [ 2 CRr- Uk S EO Rt o P this breakdown 1,195
(i1) High alloy, manganese end abrasion for full psriod
e I S O Y o o O e o o e, o5 s a! sk anelioo o + 6 ada 17,438
L EITR Y N T P A A i3 9,348
Total alloy steel castings .c....... 3 s 42,100 27,981
Note: High alloy castinzs include all castings with any alloy content of eight per cent
and over,
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