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PRODUCTION OF IRON AND STEEL IN CANADA OCTI 

PIG IRON AND FERRO—ALLOYS 

Production of pig iron in Canada at 74,013 tons in October was more than 
double the 34.609 tons of September, and marked the maximum output in any month 
cince May, 1924. The increase, while general in all grades, was principally in 
basic pig iron which rose 140 per cent to 61,379 tons as compared with 25,579 
tons in the preceding month. Foundry iron rose slightly to 9.381 tons from 
9,030 tone. There was aleo a production of 3,253 tons of malleable iron whereas 
none of this grade was reported in September. Of the total output, 84 per cent 
was made or the further use of the reporting firms and the balance, or 16 per 
cent, was intended for sale. Ontario produced 65 per cent of the tonnage and 
the remainder or 35 per cent, was made in Nova Scotia. 

For the ten months ending 0cober,the cumulative production was 446,973 
t'ns or 18 per cent under 547,486 tons made during the same ten months of last 
year. Thir year 1 e output to date consisted of 344,809 tons of basic pig iron, 
74,420 tons of foundry iron and 27,744 tons of malleable iron. 

Furnace charges in October consisted of 120,100 long tons of imported 
iron ore, 84,977 short tons of coke and 45,846 short tone of limeetone. For 
ea.t :ong ton of pig iron made the furnace charges were 3,635 pounds of im-
pLrted ircn ore, 2,296 pounds of coke and 1,239 pounds of limestone. 

During the month two additional furnaces were blown in, one at Hamilton, 
Ont., and one at Sydney, N.S,, resulting in seven furnaces being in blast on 
0c.ober 31t. The active furnaces having a daily capacity of 2,675 long tons 
c.r about 53 per cent of the total capacity of all blast furnaces in Canada were 
located: 3 at Sydney, N.S., 2 at Hamilton, Ont., and 2 at Sault Ste. Marie, Ont. 

Ferrc--ailoys at 2,041 tons showed little change from the 2,046 tons of 
October and consisted mostly of the grade having a high manganese content. 
Small quantities of ferro—silicon were also produced to make the total output 
of 20,607 tons of ferrc—aiioys for the ten months ending October. 
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PIG IRON AND FERRO ALLOYS IN CANADA 

Table 1. PRODUCTION FOR THE CURRENT AND PRECEDING MONTH (Tons of 2240 lb.) 

OCTOBER 1925 SEPTEMBER 1925 

ITEM For For 

Own Use 	For Sale TOTAL Own Use For Sal. TOTAL 

In blast furnace: 

Basic...... ... ..... .... 61,225 	154 61,379 25,579 .. 25,579 

Foundry 20 	9.361 9,361 . 9,030 9.030 

Malleable 936 	2,317 3,253 

TOTAL 62.181 	11,832 74,013 25,579 9,030 34,609 

Ferro-alloys 2,041 2,041 2,046 2,046 

Taule 2, 	CUMULATIVE PRODUCTION FOR THE TN MONIHS ENDING OCTOBER 

(Tons of 2240 lb.) 

1925 1924 

ITEM For For 

Own Use 	For Sale TOTAL Own Use For Sale TOTAL 

In blast furnace: 

Baeic 	.................. 344,311 	498 344,809 332.843 5.237 338.080 

Foundry.  161 	74,259 74,420 1,510 159,469 160,979 

Malleable 936 	26,808 27744 7,640 40,787 48,427 

TOTAL ...... 345,408 	101,565 446,973 341,993 205,493 547,486 

Ferro-alloys........ 20,607 20.607 - 	 - 	 . 23,408 23,408 

TABLE 3. 	BLAST FURNACE CHARGES - OCTOBER, SE?TEMBL AND YEAR TO DAlI 

TOTAL 

OCTOBER SEPTEMBER 10 monthg 

Canadian Iron ore Long tons -- 	 . 6,098 

Imported 	Iran 	or 	......... " 	 " 120100 65.114 800,187 

Coke 	 . Short tons 84.977 39,418 498,774 

Limestone 	. 	. .. 	
11 
	 " 45,846 18,092 251,681 
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STEEL INCOTS AND CASTINGS 
r 

Steel ingots and castings in Canada at 108,368 tons in October reflected 
the higher output of pig iron by almost trebling the September production of 
37,094 tons. This increase in tonnage was accounted for by the greater quantity 
of steei ingots made for the further use of the producers, which amounted to 
107,195 tons marking an advance of 199 per cent over the 35,833 tons of the 
preceding month. Direct steel castings at 1,673 tons showed a total slightly 
above the 1,261 tons of September. 

For the ten months ending October, the total steel production was 617,137 
tons, an increase of 3 per cent over the 601,707 tone reported for the same 
period of last year. Although steel castings at 15,476 tons showed a drop from 
the 24,163 tons of 1924, the loss was more than offset by steel ingots advancing 
to 601,661 tons as against 577,544 tons for the same ton months of a year ago. 

Pig iron prices were unchanged in October, No. 1 foundry at Toronto still 
being quoted at $25.35 and No. 2 foundry at $24.85 per ton. The Montreal price 
for both grades was again $27.25. Basic pig iron at mill remained at $21.00. 
The Bureau's index number for Iron and Its Products (1913 prices = 100) fell 
frcm 149.9 to 148.8, due mainly to a decline in the price of steel merchant 
bare. 

In the United States the October output of coke pig iron exceeded three 
million tons for the first time since last April and was about one—half million 
tons greater than the October production of a year ago. The average daily rate 
showed an increase of 6,655 tons over the daily rate of September which in turn 
was 3,632 tons per day over August. There was a net gain of six active furnaces 
in October, thirteen having been blown in and seven blown out or banked during 
the month. 
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STEEL INGOTS AD CASTINGS IN CA]ADA 

PRODUCTION FOR THE CURRENT AND PRECEDING MONTH (Tone of 2240 lb.) 

OCTOBER 1925 SEPTEMBER 1925 
For For 

Own Use For Sale TOTAL Own Use For Sale TOTAL 

STEIL INGOTS: 
Open Hearth-Baeic 105.410 105,410 33,526 33.526 

Acid 
eesenier 

Other 1,785 1 1 785 2.307 2,307 
TOTAL STEEL INGOTS 107,195 107,195 35,833 - 35,833 

STEEL CASTINGS: 
Open Hearth-Basic 225 544 769 57 393 450 

Acid 
Beesemer 8 190 198 11 178 189 
Electric 2 704 706 3 619 622 

TOTAL DIRECT STEEL 
CASTIMGS 235 1,438 1,673 71 1,190 1,261 

(iRAND TOTAL 107,430 1,438 10,868 35,904 1190 37,094 

Table S CUMULATIVE PRODUCTION For the TEN MONTHS ending OCTOBER 

1925 1924 
For Own Use For Sale 	TOTAL For Own Use For Sale TOTAL 

$TEEL INGOTS, 
Open Hearth-Baeic 593.562 - 593 1 562 :75,117 55,117 

Acid 
bessemer 

8,099 8,099 2,427 2.427 
TOTAL STEEL INGOTS 601,661 601661 577,544 - 577,544 

STEEL CASTINGS: 
Open Heatrth-Baeic 1,109 6,266 7,375 1,161 15,898 17,059 

Acid 782 72 
Bee8eu4er 53 1,375 1,438 42 1,171 1,213 
Electric 32 6,6t 6.663 140 4,969 5,109 
TOTAL DIRECT STEEL 

CASTINGS L.204 14,272 15476 i,343 22.820 24.163 

-i:: 
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Table 5 AVERAGE MONTHLY PRODUCTION OF 

PiG IRON, STEEL INGOTS AID CASTINGS 

IN CAIADA, 1912 - 1923 

(In 1000'. of Long Tons 

YEAR MONTHLY AVERAGE YEAR MONTHLY AVERAGE 
Iron St•.l Iron Steel 

1911 75 71 1918 89 140 

1913 84 87 1919 68 77 

1914 58 62 1920 81 92 

1915 68 76 1921 50 56 

1916 87 106 1922 32 40 

1917 87 130 1923 73 74 

IAk3LE 	7 	PRODUCTILJ( 01 PIG IRON BY MONTHS AND BY PROVINCES, AND STEEL 
INGOTS AID CASTINGS BY MONTHS Ir 	CANADA (In 	1000's 

Long Ton.) 	1924-25. 

PIG IRON STEEL 
Nova Scotia Ontario Total Canada Total Canada 

ON TH  
1924 1925 1924 1925 - 	 1924 1925 1924 1925 

JanLarv 15 8 49 20 64 28 41 27 
Fcbruary 12 9 48 21 60 30 71 37 
March 32 23 45 41 77 64 95 108 
Api 11 31 23 53 37 84 60 104 88 
M&y. 26 24 59 39 85 63 108 100 
June 22 20 35 26 57 46 69 63 
July 22 - 23 21 45 21 52 22 
August 3 4 20 23 23 27 23 25 
September 3 12 20 23 23 35 18 37 
October 8 26 21 48 29 74 20 109 
Nov3mber 2 21 23 23 
Thc'ernber 1 22 23 26 

177 149 416 299 593 448 650 616 

15 15 30 49 62 
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Table 6. BLAST FURNACES IN CANADA, 1925 

• 	 Number 
- 	Name of Company 	Location 	of 

Stacks 

British Empire Steel 
Corporation. Ltd. 	Sydney, N.S. 

Canadian Turnac. 
Co. , Ltd. 	Port Colborne, Ont. 	1 

The Steel Company of 
Canada, Ltd., 	Hamilton, Ont. 

Algoma Steel 
Corporation, Ltd. 	Sault St.. Marie, Ont. 	4 

Total 
Daily 

Capacity 
(Long Tons) 

2,475 

325 

725 

1,500 

TOTAL 15 5,025 

NOTE: 	In previou, issues 	of this 	report, the number of furnaces has been 
given as 10 but as 5 of this number have not been operated for several 
years, 	they have been omitted from the present record. 

Table 9. 	DESCRIPTION OF FURNACES AT END OF OCTOBER 

Total Daily Capacity 
Condition of Furnace Number of 

Furnaces Long tons Per cent 

In 	blast.  ....... 7 2,675 53 

Banked ....... ..... 	.... 	........... 	..... ...... 	... 	..... 	........ •• - - - 

Blown out 8 2,350 47 

Total furnace, reporting 15 5,025 100 
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