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NOVEIJ3ER - 1953 

Production of pig iron in Canada amounted to 254,643 net tons in November, 1953, 
compared with 225,490 tons in the corresponding month of 1at year. Production of steel 
ingots and steel castings during November totalled 332,703 net tons compared with 306,274 
tons in November of last year. 

Table 1 - Production of P1g Iron 	
November 	November 

	

952 	1953 
(Net tons of 2,000 pounds) 

Pig iron - 
Basic .................... 	166,497 	210,048 
Foundry . . . 	. . . . . . . . 	19,664 	. 	24,128 
Malleable ................ 	37,329 	20,467 

Total pig iron ......... 	245,490 	254,643 

Table 2 - Production of Stsel Inots and Steel Castings 

	

November 	November 

	

1952 	1953 

Steel ingots 	
(Net tons of 2,000 pounds) 

Openhearth - baslc ......., 	250,210 	286,978 
Electric ............................. 	47,664 	37,519 

	

Total steel ingots ........... 297,874 	324,497 

Alloy steel Ingots Included in above .. 	24,144 	9,274 

Steel castIngs 

Openhearth - basic 	
.............. 	

2 9 805 	2,658 
Converter 	. 	......................... 	41 
Electric 	. . ....... . . . . . . . . . . . . . 	5,554 	5,548 

Total steel castings ......... 

Alloy steel castings included in above: 
(i) High alloy, except manganese 

and abrasion resistant ...... 
(ii) High alloy, manganese and 

abrasion resistant ........... 
(iii) All other alloys  

	

8 9 400 	8 9 206 

	

98 	122 

	

869 	869 

	

325 	927 

Total alloy steel castings ... 	1,792 	1,918 

Note: High alloy castings include all castings with any alloy content of eight per cent 
and over. 
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Table 3 - Production of PIg In 	
Eleven months ended November 

1952 	1953 
(Net tons of 2,000 pounds) 

Pig iron - 
Basic • ... . . . 	. 	.......... 	1 0894,360 	2 9248 0 282 
Foundry 	....................... 197,004 	158,007 
Malleable .., 	..... 	357,969 	385,454 

	

Total pig iron ................... 	2,449,333 	2,791,743 

Table 4 - Production of Steel Ingots and Steel Castings  
Eleven months ended November 

1952 	1953 
(Net tons of 2,000 pounds) 

Steel ingots 

	

Open hearth - basic ................... 	2 9 752,242 	3,263,928 
Electric 	................... ...... 	513,946 	449,540 

	

Total steel ingots . ..........3,266,188 	3,713,468 

	

Alloy steel ingots included in above .. 	202,244 	173,078 

Steel castings 

en hearth - basic .. . . ......... 
Converter . ........ . . . . . . . . . . . . . . . . 
Electric . . . . . . . . ................... 

Total steel castings 

Alloy steel castings included in above: 
(i) High alloy, except nnganese 

and abrasion resistant 
(ii) High alloy, manganese and 

abrasion resjstant........... 
(iii) All other alloys .............. 

	

32,301 	27,804 

	

355 	289 

	

81,615 	68,478 

	

114,271 	96 2 571 

	

1,195 
	

1,336 

	

17,438 	12,336 

	

9,348 	10,066 

Total alloy steel castings ... 	27,981 	23,738 

Note: High alloy castings include all castings with any alloy content of eight psr cent 
and over. 


