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PRODUCTION OF PIG IRON AND STEEL 

MARCH - 1953 

Production of pig iron in Canada amounted to 238,572 net tons in March, 1953, 
compared with 240,755  tons in the corresponding month of last year. Production of steel 
ingote and steel castings during March totalled 366,974 net tons, compared with 339,396 
tons In March of last year. 

Table 1 - Production of Pig Iron 	
March 	March 

	

1952 	 1953 
(Net tons of 2,000 pounds) 

Pig Iron - 
Basic ......... 	 182,937 	195,243 
Foundry .............. 	20,662 	23 9 217 
Malleable ............... 	37,156 	20,112 

Total pig iron 	 240,755 	238,572 

Table 2 - Production of Steel Inots and Steel Castings 
March 	March 

1952 	 1953 
(Net tons of 2,000 rounds) 

Steel Ingots 
en hearth - basic ............... . . . . . . 

	 272,824 	310,662 
Electric 	. . ....... . . . . . . . . . . . . . . . . . . . . . . 	 55,061 	46,228 

Total steel ingots .............. 	 327,885 	356,890 
Alloy steel ingots included in above 	 - 17,866 	24,573 

Steel Castng 
Open hearth - Basic 
Converter 	.......... . . . . . . . . . . . . . . . . . . . . . . 
Electric 	. . .. . .. ... ... . ..... . ... . ....... 

Total steel castings ........ 

Alloy steel castings included in above: 
(I) High alloy, except m-nganese and 

abrasion resistant ....... .,........ 

(ii) High alloy, manganese and abrasion 

	

3 9 030 	2 1 811 

	

33 	 48 

	

8,448 	7,225 

	

11,511 	10,084 

55 
	

108 

resistant 	 1,609 	1,242 

	

(iii) AllotheraJi.oys ................... 	1,169 	 897 

	

Total alloy steel castings ........... 	2,833 	2,247 

Note: High alloy castings include all castings with any alloy content of eight per cent 
and over. 
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Table 3 — Production of Pig Iron 	
" hree months ended March 

1952 	1953 
-- 	(Net tons of 2,000 pounds) 

Pig Iron - 
Basic 	. . . . ........ . . . . . . . . . . . a. • 	 495,197 	566,496 
Fo 	. . . . . . . . . . . . . . . . . . . . . . . . . 	 58,903 	65 9 236 

	

Malleable ....................... 	941970 - 	76,628_ 

	

Total pig iron .............. 	649,070 	708060 

Table 4 — Production of Steel Ingots and Steel C Astings
- 	 V 

Three months ended March 
1952 - 1953 
(Net tons of 2,000 pounds) 

Steel Ingots 

en hearth - Basic ................ 
Electric 	. . . . . . . . . . . . . . . ............ . . . 

Total steel ingots . ....... 

Alloy steel ingots included in above 

Steel Castingp 
Open hearth — Basic ....... 
Converter 	. . . , , ....... ......... . . . . . . . . 
Electric 	. . . . . . . . . . . . . . . . . . . . . c • • a • a • • • 

Total steel castings ............... 

	

771,324 	 888,425 

	

156,628 	 124,421 

	

927,952 	- 	1,0129846 

	

50,524 	V 	56,776 

	

9,267 	 7,625 

	

35 	 151 

	

25,041 	 19,063 

	

34,343 	- 	26 2 839 

Alloy steel castings included in above; 
(i) High alloy, except manganese and 

	

abrasion resistant .............. 	266 	 283 
(ii) High alloy, manganese and abrasion 

	

resistant . .............. . . . . . . . . 	7,886 	 3,408 
(iii) All other alloys ................. 	2,253 	 2,638 
- Total alloy steel castings •••••••• 	V 	10,405 	- -- 	6 1 329 

Note: High alloy castings include all castings with any alloy content of eight per cent 
and over. 

6502-524 
8-5-53 


