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PRODUCTION CF PIG IRON AND STEEL

May - 1953

Production of pig iron in Canada amounted to 271,461 net tons in May, 1953, com-
pared with 237,079 tons in the corresponding month of last year. FProduction of steel ingots
and steel castings during May totalled 368,967 net tons, compared with 330,524 tons in May

of last year.

Table 1 = Producticn of Pig Iron

May May
1952 1953
(Net tons of 2,000 pounds)
Pig Iron -
BaSiC sesccsevcsnssssessnescecesasccnssee 186,123 227,022
Foundry R R R P P P R R Y PR Ry 20,337 6,489
Malleablie sitnis ae s s eisioe ale o o oo 018 o/siois sia's o6 oe 30,619 37,950
Total plg irOoNn ecescecosvecessessesns 237,079 271,461
Table 2 - Production of Steel Ingots and Steel Castings
May May
1952 1953
(Net tons of 2,000 pounds)
Steel Ingots
Open HePnRtl = HASLE o646 6etenessa doe sseresionssiesses serselie 268,749 315,455
Electric S AP L0 P B PEIO PO OBICRS TP BOOORI PR SIRTIOEPII TSRO 50.1-41 Q‘Ml
TO‘t’;&l Steel J'.ngO‘tS @090 000G QP IELBPGEOIBSIEDRES 318,890 358’8%
Alloy steel ingcts ineluded In aBoVE' salssisecte s saive e s 18’440 12;1&75
Steel Castings
O‘pen hearth-basic 9 N0 e EC0e0aBNe0CRsREecROsNOOREIPROIROES® 2,947 2,952
CONVErtor recveecccesscecsensessoncsnsescsscesossensssvsosde 76 25
TIOGHINIE ob10 860600 esestse0psnssavnestossssasiosssssnesse 8,611 7,094
Total stesl castings @so0scoeseescecosseee 11,634. 10,071
Alloy steel castings included in above:
(i) High alloy, except manganese and
abrasion resistant eeecescecosccsesscecncecessee 150 58
(11) High alloy, menganese¢ and abrasion
reSiStant 008000 PR sePEe st ReCEOPOERIONRNRSEECTCESIORROIDES 1’122 1’153
(iii) All other alloys PO SINDLOAIPBeeeRVLSSOENERSINISIORPES 939 1L036
Total alloy steel castings ceescasesceeescsecessae 2,211 2,342

Note:
and over.

High alloy castings include all castings with any alloy content of eight per cent
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1010695890
dable 2 = Diodwation of PR XN
ended, M@y
9‘5'2_ ? e em e ema—.
Net tons of 2,000 pound
Pig Iron ~
B AEION S T etai0/s 010 0 0 01010 STa alslalaiolsars o alalele e 12 clslols 853,661 1,007,559
I"oundry R Iy 88,379 76,.!90
Mallesable 080 000000800000 °80G6 vo00000000000 158,439 137,655
Total pig 51 T UG D A5 B 00 0,0 ok IO0 I 1,100’479 1.221’404
Table 4 = Production of Steel Ingots and Steel Castings
Five months ended lay
1B iy -

Steel Ingots

0pen ABAT Tl ~ BASIHC ¢ srasoieresio see sieissols s/s sie sjais eisie sje.e

Electric LE NN NN ENENENESENENENENENNEERERENRNEENEEERENEREENERXNEN X ]

Total steel ingots @ceresservscssecessecsenone
Alloy steel ingots included in AaDOVE eeceesccccsses

Steel Castings

Open hearth = BasSiC ssecssescscesscacsosssssssccses
SRVCRICT 5o slors slaleisiels /s s o o o a0 010 e sioie s srale cloValala s o o0 on &

N 01 C Aty oo oYoTals, o 5/l e 07,5 o ‘o alsve 510 8107eVo¥s o iTs ole)se Y075 e 5.ai0le

Total steel castings

Alloy steel castings included in above:
(1) High alloy, except manganese and
abrasion resistant sesccsccesscssesceccences
(i1) High alloy, manganese and abrasion g5 -~*-2#.
(111) Al]l other alloys eeeenecntecsssevessnscsscecee

Total alloy steel castings secessccccsces

(Net. tons of 2

2,000 pounds)

1,292,721 1,503:079
259,077 210,570
1,551,798 1,723,649
91,215 92,503
15,39 13,508
167 217
42,098 33,568
57,662 474294
512 540
10,106 5,950
44330 ”f,élq__
14,948 11,106

Note:
and overe.

6502=524,
12-8=~53

High alloy castings include all castings with any alloy content of eight per cent



