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N0N-Fr0US SULAP uTAL AND SiC0ND4jLY 1110'UU 111'T 

(a) i.) a1ers' 'eport on lyon-ferrous 

Stocks Purchases - 	 - Stocks 
1st of or Sales rxports end of 
period receipts period 

(Pounds) 
A1imjyuji ScraD 
Clean aluminum wire an 	cable, etc.(l) 293,478 1,575,433 976,799 641,521 250,591 
Pots, pans, pure old sheet and castings 293,074 1,077,100 700,720 312,487 356,967 
Clean duraluminwn 	....................... 64,431 389,784 165,002 137,390 151,823 
Mixed aluminum scrap (unsegregated) 1 1 060,934 989,410 795,422 144,519 1,110,403 
Scrap 755 clippings and turnings 222,099 937,537 809,619 138,206 211,811 
Turnings, skiniiings, dross, etc.(2) 1,038,830 1,275377 550,132 799,224 964,851 

Total aluminum group Canada 2,972,846 6,244,64J. 3,997,694 2,173,347 3,046,446 

Cotycer Scrap 
No. 	1 	copper 	scrap 	...................... 912,903 5,451,732 5,000,448 371,636 992,551 
No. 2 copper, light copper, etc.(l) 2,701,806 5,494,781 5,811,548 584,670 1,800,369 
Copper-bearing material, etc. 	(2) ....... 1,215,581 2 1 006,133 1,228,751 1,188,453 804,510 
No. 1 red brass scrap, turnings, etc.(3) 2,020,462 3,735,468 3,765,762 165,339 1,824,829 
Scrap 	radiators 	......................... 469,295 1,641,307 1,452,645 392,106 265,851 
Brass mill scrap, clippings, etc.(4) 902,858 6,556,860 6,673,038 437,929 346,751 
Yellow brass scrap and turnings, etc.(5) 2,143,238 2,879,796 2,876,078 527,138 1,619,818 
Misc, brass and bronze, 	etc.(6) 	......... 358,155 137,076 79,514 120,960 294,757 

Total copper group Canada 10,724,298 27,901,153 26,887,784 3,788,231 7,949,436 

Magnesium Scra 
CANADA .........................41,608 	15,428 	8,367 	5,545 	43,124 

Nickel Scra 
All pure nickel scrap 	................... 37,854 17,628 16,862 - 38,620 
Cupro-nickel 	scrap 	...................... 212,776 - 212,776 - - 

Monel 	scrap 	............................. 100,077 120,289 80,912 45,181 94,273 
Nickel, silver or german silver scrap 36,367 28,578 37,273 10,141 17,531 
All other nickel alloy scrap 	............ 136,452 639,806 140,386 479,171 156,701 

Total nickel group Canada 	............ 523,526 806,301 488,209 534,493 307,125 

Prepared in the Mineral Statistics Section, Industry and Merchandising Division. 

6502-555 
6-12-54 

EDMOND CLourn,I. C.M.G.. O.A., l).S.P.. Queens Printer and Controller of Stationery, Ottawa, 1954. 
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Stocks Purchases Stocks 
1st of or Sales Exports end of 
period receipts period 

(Pounds) 

Lead Scrap 
Battery plates and lead dross ........... 5,559,043 9,662,035 8,104,961 1,363,501 5,752,616 
Scrap lead includirig cable lead ......... 3,096,921 3,542,727 3,448,663 90,784 3,100,201 
Low grade & mixed babbitt & babbitt dross 214,780 91,364 93,603 199 212,342 
High tin babbitt, pewter and scrap tin 84,185 16,459 22,146 - 78,498 
Scrap solder, joints & solder & tin droas 307,550 186,873 263,483 - 230,940 
Scrap type metal and type metal dross 176,230 410,649 424,730 - 162,149 
Other lead and tin scrap ................ 168,983 35,737 37,952 62 166,706 

Total lead group Canada 9,607,692 13,945,844 12,395,538 1,454,546 9,703,452 

Zinc Scrap 
New zinc scrap md. engraverst plates .. 309,334 283,389 292,637 - 300,086 
Old 	zinc 	scrap 	.......................... 394,157 240,687 277,420 20,080 337,344 
Galvanizers' 	zinc dross 	................. 1,231,812 1,017,108 881,008 26,462 1,341,450 
Salammoniac ashes 	....................... 153,261 38,340 39,488 - 152,113 
Galvanizers' zinc ashes and skimmings 651,748 363,824 231,085 23,010 761,477 
Scrap zinc diecast 	...................... 802,921 365,943 357,432 25,460 785,972 
Zinc diecast drosses, skininings & ashes . 235,482 105,294 60,504 109,772 170,500 
Other zinc scrap, mci. contaminated zinc 68,542 387,217 298,140 124,331 33,288 

lotal zinc group Canada 3,847,257 2,801,802 2,437,714 329,115 3,882,230 

(B) 	Consunier' Report on Non-ferrous Scrap Metal 
(Purchased scrap only) 

Stocks Purchases - Stocks 
let of or Sales 	Ixports end of 
period receipts period 

(Pounds) 
A1umjrn.a Scrap 
Clean aluminum wire and cable, etc.(1) 31,315 42,861 68,538 	- 5,638 
Pots, pans, pure old sheet and castings 963 13,001 10,690 	- 3,274 
Clean duraluminum 	....................... - - - 	 - - 

Mixed aluminum scrap (unsegregated) 11,466 57,641 52,168 	- 16,939 
Scrap 75s clippings and turnings 700 2,000 2,000 	- 700 
Turnings, skimmings, dross, etc.(2) 5,000 8,135 6,635 	- 

Total aluminum group Canada .......... 49,444 123,638 140,031 	- 33,051 

Copper Scrap 
No •  1 copper scrap ...................... 
No. 2 copper, light copper, etc.(1) ..... 

Copper-bearing material, etc. (2) ....... 

No. 1 red brass scrap, turnings, etc.3) 
Scrap radiators ........................ 

Brass mill scrap, clippings, etc.(4) 
Yeflow brass scrap and turnings, etc.(5) 
Misc, brass and bronze, etc.(6) ......... 

98,242 5,293,072 5,313,082 - 	 231,655 
28,980 2,478,851 2,479,708 - 	 353,123 
3,281 27,899 20,987 - 	 270,483 

1,091,840 1,920,711 2,189,149 - 	 823,402 

2,029 8,308,464 8,239,603 1,007,449 
6,000 39,702 39,984 - 	 5,718 

1,446,856 1,770,342 1,717,434 - 	 1,499,764 

Total copper group Canada 	2,677,228 19,839,041 19,999,947 	- 	4,191,594 

Maine slum Scrap 
CANADA 
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Stocks Purchases Stocks 
13t of or Sales 	Ecports end of 
period receipts period 

Nickel Scrap 
(Pounds) 

Allpure nickel scrap 	.................... - - - 	 - - 

Cupro-nickel scrap 	....................... 2,500 696,707 702,676 	- 209,507 
!bnel 	scrap 	.............................. - - - - 

Nickel, silver or german silver scrap - - - 	 - - 

AU other nickel zlloy scrap ............. 2,016,472 1,699,749 1,234,994 	- 2,481,227 
Total nickel group Canada 2,018,972 2,396,656 1,937,470 	- 2,690,734 

Lead Scrap 
Battery plates and lead dross ............ 

Scrap lead including cable lead .......... 

Low grade & mixed babbitt & babbitt dross 
High tin babbitt, pewter and scrap tin 
Scrap solder, joints & solder & tin dross 
Scrap type metal and type metal dross 
Other lead and tin scrap ................. 

Total lead group Canada . .............. 

Zinc Scrau 
New zinc scrap mci. engravers' plates 
Oldzinc scrap ........................... 
Galvanizere' zinc dross .................. 
Salaniac ashes ........................ 
Galvanizers' zinc ashes and skinmings 
Scrap zinc diecast ....................... 

Zinc diecast drosses, skininings & ashes 
Other zinc scrap, md. contaminated zinc 

Total zinc group Canada 

17,630 1,167 7,634 11,163 
13,429 99,422 107,362 	- 5,489 

139 - 139 	- - 

17,016 2,281,401 2,287,317 	: 11,100 
2,600 - 2,600 	- - 

50,814 2,381,990 2,405,052 	- 27,752 

442 	442 	- - 

1,800 	- 	 - 	 - 1,800 
18,516 	32,550 	37,384 	- 13,682 

500 	- 	 - 	 - 500 
1,781 	6,228 	6,371 	- 1,638 

	

518 	- 	 518 	- 	- 

	

23,115 	39,220 	44,715 	- 	17,620 

Note: Aluminum Scrap 
(1) Includes: Clean foil, 2s and 3s sheets and clippings and 508 series. 
(2) Includes: Crashed aircraft, irony aluminum,etc. 

Copper Scr 

W Includes: Clean mixed copper scrap. 
Includes: Iron copper and brass, contaminated turnings, ashes, drosses, skimmings, 

insulated copper, etc. 
(3) Includes: Bronze screen cloth. 
(4) Includes: Cartridge cases and shells, gilding metal, rod scrap and turnings, etc. 
(5) Includes: Cocks, faucets, condenser tubes, pipes, etc. 
(6) Includes: Aluminum manganese and silicon bronzes, solids and turnings. 
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(C) Ingot Makers' Report on Non-ferrous Scrap Metal 
and Secondary Non-ferrous Ingot 

Table 1 - Ingot Makers' Scra 
Stocks Purchases Used Stocks 
let of or or end of 
period receipts sold period 

(Pounds) 
Aluminum 	....................... 987,105 2,550,076 2,484,950 1,052,231 
Copper 	......................... 622,749 1,745,440 1,864,294 503,895 
Red 	brass 	...................... 286,790 2,592,199 2,516,778 362,211 
Yellow brass 	................... 219,123 652,701 709,700 162,124 
Miscellaneous bronzes 14,753 63,073 56,072 51,754 
Lead 	........................... 2,302,415 13,428,617 12,476,480(x) 3,254,552 
Zinc 	........................... 801.01]. 1,807,979 1,320,679 1,288,311 

Total 	............ 5,263,946 22,840,085 21,428,953(*) 6,675,078 

(x) 	Lead scrap shown consumed Is used mostly In production of finished products, thereforej does not 
show up In this report. 

(*) 	Includes 20,790,698 pounds used by Ingot makers and sales of 638,255 pounds. 

Iable 2 - Secondary Non-ferrous Ingot (Data for Secondary Smelters 0n1) 
Stocks Used Stocks 

Kind of ingot 1st of Produced or end of 
period sold period 

(Pounds) 
Copper base alloys (A..F) 649,050 3,437,974 3,341,106 745,920 
Silicon and manganese bronzes 89,543 246,936 228,524(1) 107,955 
Other brass or bronzes ......... 306,167 1,009,591 1,051,150 264,608 
Aluminum 	....................... 917,395 2,446,567 2,493,604(2) 870,358 
Copper 	......................... 46,515 129,153 132,032(3) 43,636 
Lead 	........................... 22,960 259,677 231,470 51,167 
Refined antimonial lead 1,320,396 3,571,355 3,984,795(4) 906,956 
Refined babbitt and type ....... 614,920 1,658,222 1,644,616(5) 628,526 
Zinc 	........................... 96,673 383.958 442,255 38,376 

Total 	............. 4,063,619 13,143,433 13,549,550(*) 3,657,502 

(i) Includes 1,314 pounds exported. (2) Includes 83 297 pounds exported. (3) Includes 20,455 pounds 
exported. (4) Includes 2,980 pounds exported. t5) Includes 42,315 pounds exported. 

(*) Includes 1,200,745 pounds used by ingot makers' own works and sales of 12,348,805 pounds. 


