
Lj t 	 His'crc.,t File Copy 

DOMINION BUREAU OF STATiSTICS 

	

I 	 CS 

	

OTTAWA - CANADA 	 \/ 
-Memorandum 

I'izbi..1ud by Authonly of the Ri. JJoa. C. D. !ioW, .th,,ik, of j',ok ind (omme,ce 

I  PRop1; Cf TH 
_LIBRAR Y 

Vol.11-No.3 	Third Quarter, 1955 
	

Price: $1.00 per year, 10 per copy1 

N0N-Fid.0US 3UAP MITAL AND SAUONDAkY N0!F1R0US INGOT 

(a) Dealers' Report on Non-ferrous Scrap Metal 

Sthcks 	Purchases 	 Stocks 
let of 	or 	Sales 	Exporte 	and of 
neriod 	receints 	 period 

(Pounds) 

Aluminum Scrap 
Clean aluminum wire and cable, etc. (1) 478,617 1,985,176 1,341,932 669,136 452,723 
Pots, pans, pure old sheet and castings 211,181 1,105,600 709,812 383,772 223,197 
Clean duraluniinum 	........................ 87,990 252,816 119,420 115,120 106,266 
Mixed aluminum 	scrap (unsegregated) 1,211,157 1,500,975 1,171,279 639,229 901,624 
Scrap 75s clippings and turning, ........ 118,124 196,466 146,776 140,481 27,333 
Turnings, 	skirnini.ngs, dross, etc.(2) 	. ..... 992,568 1,700,642 633,362 10486,975 572,873 

Total aluminum group Canada 3,099,637 6,741,675 4,122,581 3,434,713 2,284,018 

Copper Scrap 
No. 	1 copper 	scrap 	....................... 3,360,642 8,620,854 5,195030 1,167,230 5,618,336 
No. 2 copper, light copper, etc.(1) 2,779,668 6,350,775 6,512,610 820,562 1,797,271 
Copper-bearing material, etc.(2) ......... 1,327,844 2,414,597 1,470,938 1,150,739 1,120,764 
No. 1 red brass scrap, turnings, etc.()) 1,820,168 4,727,811 4,689,321 425,897 1,432 ,761 
Scrap radiators 	.......................... 547,115 3,601,772 3,411,926 155,915 581,046 
Brass mill scrap, clippings, etc.(4) ..... 410,295 982,481 478 1 260 396,854 517,662 
Yellow brass scrap and turnings 	etc.(5) 
Misc, brass and bronze, etc. (65 .......... 

1,664,649 3,130,562 3,059,606 361,194 1,374,411 
266,782 408,654 361,032 85,412 228,992 

Total copper group Canada 12,177,163 30,237,506 25,179,623 4563,803 12,671,243 

Magnesium Scrap 
CANADA ......................... 	16,237 	18,963 	15,517 	1,430 	18,253 

Nickel Scra 
All pure nickel scrap 	.................... 33,225 44,725 23,628 33,003 21,319 
Cupro-nicke]. scrap 	....................... - 1,117 391 - 726 
Monel 	scrap 	.............................. 134,391 169,816 129,112 53,723 121,372 
Nickel, silver or german silver scrap 71,216 60,176 48,226 - 83,166 
All other nickel alloy scrap ............. 161,701 419,821 232,528 274,556  74,438 

Total nickel group Canada 400,533 695,655 433,885 361,282 301,021 

Prepared in the Mineral Statistics Section, Industry and Merchandising Div: 1.sion. 
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Stocks 	Purchases 	 Stocks 
let of 	or 	Sales 	Exports 	end of 
period 	receipts 	 period 

(Pounds) 

Lead Scrap 
Battery plates and lead dross ............. 5,570,817 11,216,255 9,751,960 1,598,481 5,436,631 
Scrap lead including cable lead ........... 4,107,957 3,603,795 4,659,754 47,110 3,004,888 
Low grade & mixed babbitt & babbitt dross 205,165 159,119 158,009 - 206,275 
High tin babbitt, pewter and scrap tin 85,781 38,206 76,866 10,900 36 9221 
Scrap solder, joints & solder & tin dross 260,692 220,014 150,681 132,318 197,707 
Scrap type metal and type metal dross 183,854 512,894 521,914 980 173,854 
Other lead and tin scrap .................. 133,556 104,522 174,918 9,072 54,088 

Total lead group Canada 10,5470 822 15,854,805 15,494,102 1,798,861 9 0109,664 

Zinc Scrap 
New zinc scrap mci, engravers' plates 304,457 204,745 146,340 60,198 302,664 
Old 	zinc 	scrap 	.......................... 485,903 370,765 315,937 12,048 528,683 
Galvanizere' 	zinc dross 	................... 1,050,555 821,790 659,829 393,931 818,585 
Salammoniac ashes ......................... 117,238 767,100 126,970 610,231 147,137 
Galvanizers' zinc ashes and skininings 1,450,219 1,251,797 1,063,486 471,666 1,166,864 
Scrap 	zinc diecast 	........................ 933,190 603,750 675,298 57,045 804,597 
Zinc diecast drosses, skimmings & ashes 166,872 317,413 259,439 48,656 176,190 
Other zinc scrap, mel. contaminated zinc 32,583 263,666 228,721 23,846 45,682 

Total zinc group Canada 4,541,017 4,601,026 3,476,020 1,677,621 3,988,402 

(B) Consumers' Renort on Non-ferrous Scram Metal 
(Purchased scrap only) 

Stocks Purchases Stocks - 
1st of or Consumed Exports end of 
period receipts period 

(Pounds) 

Aluminum Scrap 
Clean aluninuin wire and cable, etc.(l) 131,258 374,505 230,943 20,000 254,820 
Pots, pans, pure old sheet and castings 3,081 98,997 100,346 - 1,732 
Clean duraluminum ........................ - 640 100 - 540 
Mixed aluminum scrap (unsegregated) 66,098 375,668 388,037 - 53,729 
Scrap 75s clippires and turnings 200 845 545 - 500 
Turnings, skimmings, drozs, etc.(2) 3,650 3,464 61l4 - 1,C0O 

Total aluminum group Canada 204,287 854,119 726,085 20,000 312,321 

Copper Scrap 
No. 	1 	copper 	scrap 	....................... 324,304 2,600,363 2,543,317 40,698 340,652 
No. 2 copper, light copper, etc. (1) 159,243 31436,538 3,280,642 - 315,139 
Copper-bearing material, etc. (2) 244,014 872,928 887,673 - 229,269 
No. 1 red brass scrap, turnings, etc.(3) 700,438 2,398,537 2,193,056 - 905,919 
Scrap radiators 	......................... - 80,645 15,641 - 65,204 
Brass mifl scrap, clippings, etc.(4) 713,676 9,181,183 8,965,487 - 929,370 
Yellow brass scrap and turnings, etc.(5) 10,595 35,967 31,300 7,578 7,684 
Misc. lrass and bronze, 	etc.(6) .......... 1,501,998 2,293,615 2,290,18L 11,162 1,484,267 

Total copper group Canada 3,654,266 20,889,776 20,207,300 59,438 6,277,504 

Magnesium Scrap 
CANADA - - - - - 
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Stocks Purchases Stocks 
1st of or Consumed Ecports 	end of 
period receipts period 

(Pounds) 

Nickel Scrap 
Allpure nickel scrap ................... - - - - 	 - 
Cupro-nickel 	scrap 	...................... 199,200 1,072,584 985,587 10 	286,187 
Monel 	scrap 	. ............................ 100 - - - 	 10C 
Nickel, silver or german silver scrap ... - 115,000 115,000 - 	 - 
Al]. other nickel alloy scrap ............ 779,919 1,055,516 11274032 - 	560,903 

Total nickel group Canada 979,219 2,243,100 2,375,119 10 	847,190 

Lead 5crap 
Battery plates and lead dross - - - - 	 - 
Scrap lead including cable lead 3,563 24,727 12,062 - 	16,228 
Low grade & mixed babbitt & babbitt dross 5,899 147,489 148,072 - 	 5,316 
High tin babbitt, pewter and scrap tin - 105 105 - 	 - 
Scrap solder, joints & solder & tin dross - - - - 	 - 
Scrap type metal and type metal dross 15,634 40,588 39,325 - 	20,897 
Other lead and tin scrap ................ 15 - - - 	 15 

Total lead group Canada 29,111 212,909 199,564 - 	42,456 

Zinc Scrap 
New zinc scrap md. engravers' plates 268 200 150 - 	 318 
Old 	zinc 	scrap 	.......................... 9,632 1,402 11,034 - 	 - 
Galvanizere' 	zinc dross 	................. 34,623 55,070 34,046 - 	55,647 
Sa1azniiniac ashes 	....................... - - - - 	 - 
Galvanizers' zinc ashes and skimznings 500 - - - 	 500 
Scrap zinc diecast 	...................... 1,288 3,435 3,785 - 	 938 
Zinc diecast droses, skimmings & ashes - - - - 
Other zinc scrap, mci. oontamiinated zinc 3,033 786 3,400 - 	 619 

Total zinc group Canadc 	........ 49,344 60,893 52,615 - 	57,822 

Note: Aluminum Scrap 
(1) Includes: Clean foil, 2s and 35 sheets and clippings and 505 series. 
(2) Includes: Crashed aircraft, irony aluminum, etc. 

Copper Scrap 

11) Includes: Clean mixed copper scrap 2) Includes: Copper and brass, contaminated turnings, ashes, drosses, skiixinings, 
insulated copper, etc. 

(3) Include,: Bronze screen cloth. 
(4) Includes: Cartridge cases and shells, gilding metal, rod scrap and turnings, etc. 
(5) Includes: Cocks, faucets, condenser tubes, pipes, etc. 
(6) In1udes: Aluminum manganese and silicon bronzes, solids and turnings. 
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(e) Ingot Makers' Report on Non-ferrous Scrap Metal 
and Secondary Non-ferrous Ingot 

Table 1 - Ingot Makers' Scra 
Stocks 	Purchases 	Used 	Stocks 
1st of 	or 	cr 	end of 
period 	receipts 	sold 	period 

(Pounds) 

Aluminum ........................ 
Copper .......................... 
Red brass ....................... 
Yellow braoe ...••...............  
Miscellaneous bronzes ........... 
Lead ............................ 
Zinc ............................ 

Total .............. 

882,472 3,069,451 3,101,820 850,103 
215,005 2,624,123 2,591,462 247,666 
236,040 3,921,562 3,963,905 1913,697 
188,973 1,383,333 1,445,962 126,344 
28,065 197,147 221,878 3,334 

1,472,082 10,010,945 10,197,650(x) 1,285,377 
778,951 2,375,267 2,198,673 955,545 

3,801,588 23,581,828 23,721,350(1) 3,662,066 

(x) Lead scrap shown consumed is used mostly in production of finished products, therefore, does not 
show up in this report. 

(4) Includes 23,212,674 pounds used by ingot makers and sales of 508,676 pounds. 

Table 2 - Secondary Non-ferrous Ingot (Data for Secondary Seelter s Only) 
Stocks 	 Used 	Stocks 

Kind of ingot 	 let of 	Produced 	or 	and of 
neriod 	 sold 	teriod 

(Pounds) 

Copper base alloys (A_F) 
Silicon and manganese bronzes 
Other brass or bronzes .......... 
Aluminum ........................ 
Copper .......................... 
Lead ........................... 
Refined antinxnial lead ......... 
Refined babbitt and type ........ 
Zinc ............................ 

Total .............. 

930,374 6,418,484 6,575,053 773,805 
78,789 452 0 889 464,057 67,621 

220,166 1$56,077 1,365,317(1) - 210,926 
941,921 3,274,397 3,554,593(2 ) 661,725 
25,002 56,004 58,295 22,711 
18,696 - 18,696 - 

1,030,920 4,233,881 4,211,975(3) 1,052,826 
3 56,998 1,052,529 1,045,876(4) 363,651 
215,110 1,029,343 1,100,110 144,343 

3,817,976 17,873,604 18,393,972 (*) 3,297,608 

(1) Includes 138,068 pounds exported. (2) Includes 140,419 pounds exported. (3) Includes 16,030 
pounds exported. (4) Includes 37,577 pounds exported. 

(*) Includes 578,509 pounds used by ingot makers' own works and sales of 17,815,463 pounds. 


