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N0N_FtAOUS 3RP M.tTL AND SC0NDARY NOfl i2thOUS INGOT 

(a) Dealers' Report on flon-ferrous Scrap Metal 

Stocks 	Purchases 	Stocks 
let of 	or 	Sales 	Exports 	end of 
period 	receipts 	 period 

(Pounds) 

Aluninum 5crap 
Clean aluminum wire and cable, etc. (1) 452,725 2,483,477 2,359,774 153,403 423,025 
Pots, pans, pure old sheet and castings 223,197 873,464 812,610 58,031 226,020 
Clean duralundnum 	......................... 106,266 293,947 295,489 36,067 68,657 
Mixed aluminum scrap (unsegregated) 901,624 1,544,306 1,124,260 279,685 1,041,985 
Scrap 75s  clippings and turnings .......... 27,333 315,688 285,877 4,042 53,102 
Turn:ings, skinmings, dross, etc.(2) 572 2 873 1,891,548 1,452,574 367,671 644,176 

Total aluminum group Canada 2,284,018 7,402,430 6,339,584 898,899 2,456,965 

Copper Scrap 
No. 	1 	copper 	scrap 	........................ 5,618,336 5,934,413 6,097,660 1,638,071 3,817,018 
No. 2 copper, light copper, etc.(1) ....... 1,797,271 6,549,943 6,411,255 629,864 1,306,095 
Copper-bearing material, etc.(2) .......... 1,120,764 1,823,721 880,614 931,671 1,132,200 
No. 1 red brass scrap, turnings, etc.(3) 1,432,761 4,462,118 4,042,032 246,797 1,606,050 
Scrap 	radiators 	........................... 581,046 2,770,389 2,512,349 168,031 671,055 
Brass mill scrap, clippings, etc.(4) ..... 517,662 1,379,936  1,281,698  175,031 440,869 
Yellow brass scrap and turnings, etc.(5) 1,374,411 3,620,235  3,232,134  368,903  1,393,609 
Misc, brass and bronze, 	etc. 	(6) 	.......... 228,992 311231 241,182 15,075 285966 

Total copper group Canada 12,671,243 26,853,986 24,698,924 4,173,443 10 2 652,862 

Magpesium Scrap 
IJA}IADA ...........................18,253 	32,370 	14,071 	22,030 	14,522 

Nickel Scra 
All pure nickel scrap 	..................... 21,319 29,156 17,018 7,165 26,292 
Cupro-nickel 	scrap 	........................ 726 4,736 1,788 3,304 370 
Mone]. 	scrap 	............................... 121,372 212,799 159,202 64,338 110,631 
Nickel, silver or german silver scrap 83,166 161,586 48,749 106 0 696 89,307 
All other nickel alloy scrap .............. 74,438 355,659 143,153 261,139 25,805 

Total nickel group Canada 	....... 301,021 763,936 369,910 442,642 252,405 

Prepared in the Mineral Statistics Section, Industry and Merchandising Division. 

6502-555-125 

EDMOND CLOUTIER, C.M.G., O.A.. DSP., Queens Printer and Controller of Stationery. Ottawa. 1956. 



Non-ferrous Scrap Metal 	 - 2 - 

Stocks 	Purchases 	 Stocks 
1st of 	or 	Sales 	Exports 	end of 
period 	receipts 	 period 

(Pounds) 

Lead Scrap 
Battery plates and lead dross ............. 5,436,631 13,590,755 11,986,355 1,110,985 5,930,046 
Scrap lead including cable lead ........... 3,004,828 3,547,406 3,009,255 465,510 3,077,529 
Low grade & mixed babbitt & babbitt dross 206,275 692,666 389,489 - 509,452 
High tin babbitt, pewter and scrap tin 36,221 45,783 46,271 - 35,733 
Scrap solder, joints & solder & tin dross 197,707 102,446 101,192 19,839 179,122 
Scrap type metal and type metal dross 173,854 540,267 455,808 - 258,313 
Other lead and tin scrap 	.................. 54,088 612 2 547 566,073 39,194 61,368 

- Total lead group Canada 9,109,664 19,131, 870 16,554,443 1,635,528 10,051,563 

Zinc Scrap 
New zinc scrap mci. engravers' plates .... 302,664 369,192 295,677 - 376,179 
Old 	zinc 	scrap 	. ........................... 528,683 152,696 291,063 - 390,316 
Galvanizers' 	zinc dross 	................... 818,525 810,486 538,565 - 1 1-090,506 
Salanunoniac 	ashes 	......................... 147,137 168,270 169,110 20,620 125,677 
Galvanizers' zinc ashes and skiinmings ..... 1,166,264 1,194,285 708,543 647,407 1,005,199 
Scrap 	zinc diecast 	........................ 804,597 652,998 449,139 48,845 959,611 
Zinc diocast drosses, skimrnings & ashes ... 176,190 743, 284 278,528 391,974 248,972 
Other zinc scrap, mci. contaminated zinc . 43,682 513,075 113,100 3311002 112,655 

Total zinc group Canada 	. 3,988 0 402 4,604, 286 21843,725 1,439,848 4,309,115 

(B) Consumers' Report on Non-ferrous Scrap Metal 
(Purchased scrap only) 

Stocks Purchases Sto*±s 
let of or Consumed 	Exports end of 
period receipts period 

(Pounds) 

Aluminum Scrap 
Clean aluminum wire and cable, etc.(l) 254,820 268 9 230 308,562 	- 214,488 
Pots, pans, pure old sheet and castings 1,732 25,545 26,294 	- 983 
Clean duraluminuxn 	......................... 540 300 380 	- 460 
Mixed aluminum scrap (unsegregated) 53,729 280,707 289,384 	- 45,052 
Scrap 75s clippings and turnings 500 - 500 	- - 

Turnings, skimmings, dross, etc.(2) 1,000 10,590 10,020 	- 1,570 

Total aluminum group Canada 312,321 525,372 635,140 	- 262,553 

Copper Scrap 
No. 	1 	copper 	scrap 	........................ 340,652 2,671,923 2,709,649 	- 302,926 
No. 2 copper, light copper, etc. (1) 315,139 6,174,645 5,935,904 	- 553,880 
Copper-bearing material, etc. 	(2) ......... 229,269 1,020,162 1,025,178 	- 224,253 
No. 1 red brass scrap, turnings, etc.(3) .. 905,919 2,470,432 2,595,583 	- 780,768 
Scrap 	radiators 	........................... 65,204 - 35,630 	- 29,574 
Brass mu]. scrap, clippings, etc.(4) 929,370 10,660,197 10,652,342 	- 9370225 
Yellow brass scrap and turnings 	etc.(5) .. 7,684 36,482 37,925 	- 6,241 
Misc. brass and bronze, etc. (6 	.......... 1,484,267 2,429,024 2,642,738 	- 1,270,53 

Total copper group Canada 4,277,504 25,1.62,865 25,634,969 	- 4,1O54 

Magnesium 	 rap p 
NADj, 	....................... - - - 	 - - 



Non-ferrous Scrap Metal 	 - 3 - 

Stocks 	Purchases 	 Stocks 
let of 	or 	Consumed 	Exports 	end of 
period 	receipts 	 period 

(Pounds) 

Nickel Scrap 
Allpure nickel scrap 	................... - - - - 	 - 
Cupro-nickel scrap ......................28é,187 955,860 1,029,685 - 	 212,362 
lionel 	scrap 	............................. 100 - 100 - 	 - 
Nickel, silver or german silver scrap 	- 117,000 117,000 - 	 - 
AU other nickel alloy scrap ............ 56C,903 1,171,239 982,738 - 	 749,404 

Total nickel group Canada ....... 847,190 2,244,099 2,129,523 - 	 961,766 

Lead Scrap 
Battery plates and lead dross - - - 	 - - 
Scrap lead including cable lead ......... 16,228 1,074 2,417 	- 14,885 
Low grade & mixed babbitt & babbitt dross 5,316 109,606 114,920 	- - 
High tin babbitt, pewter and scrap tin - - - 	 - - 
Scrap solder, joints & solder & tin dross - - - 	 - - 
Scrap type metal and type metal dross 20,897 74,903 57,400 	- 38,400 
Other lead and tin scrap ................ 15 - - 	 - 15 

Total lead group Canada ......1. 42,456 185,51 174,737 	- 53,300 

Zinc Scrap 
New zinc scrap incl. engravers' plates 318 385 280 	- 421 
Old 	zinc 	scrap 	........................ .. - 9,537 8,688 	- 849 
Galvanizers' 	zinc dross 	................. 55,647 33,235 59,151 	- 29,731 
Salainmoniac ashes 	....................... - - - 	 - - 
Ge].vanizers' zinc ashes and skinmdngs 500 - - 	 - 500 
Scrap zinc diecast 	...................... 938 4,596 4,246 	- 1,288 
Zinc diecast drosses, skissnings & ashes - - - 	 - - 
Other zinc scrap, mci. contaS.nated zinc 419 - 419 	- - 

Total zinc group Canada 	....... 57,822 47,751 72,784. 	- 32,789 

Note: Aluminum Scrap 
(1) Includes: Clean foil, 2s and 3 8 sheets and clippings and 508 series. 
(2) Includes: Crashed aircraft, irony aluminum, etc. 

Copper Scrap 
(1) Includes: Clean mixed copper scrap 
(2) Includes: Copper and brass, cor.tandnated turnings, ashes, drosses, 3klnanings, 

insulated copper, etc. 
(3) Includes: Bronze screen cloth. 
(4) Includes: Cartridge cases and shells, gilding metal, rod scrap and turnings, etc. 
(5) Includes: Cocks, faucets, condenser tubes, pipes, etc. 
(6) Includes: Aluminum manganese and silicon bronses, solids and turnings. 
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(e) Ingot Makers' Report on Non-ferrous Scrap Metal 
and Secondary flon-ferrous Ingot 

Table ]. - Ingot Makers' Scra 
Stocks 	Purchases 	Used 	Stocks 
let of 	or 	or 	end of 
period 	receipts 	- 	sold 	period 

(Pounds) 

850,103 5,946,251 4,996,744 1,801,610 
247,666 3,443,787 3,309,831 381,622 
193,697 4,501,067 4,348,955 345,809 
126,364 1,846,337 1,865,853 106,878 

3,334 34,540 26 0 020 11,854 
1,285,377 14,747,692 13,805,988(x) 2,227,081 

955,545 3198,488 31345,450 808,5e 
3,662,066 33,718,162 31,696,8414) 5,683,387 

Aluminum ........................ 
Copper . ................. 
Red brass ........... •••........... 
Yellow brass a .........* . ......... 
MiSCS1].AneOUs bronzes ............ 
Lead .............................  
Zinc ........................... 

Total .............. 

(x) Lead scrap shown consumed is used mostly in production of finished products, therefore, does not 
show up in this report. 

(é) Includes 31,408,036 pounds used by ingot makers and sales of 288,805 pounds. 

Table 2 - Secondary Non-ferrous Ingot (Data for Secondary Smelters Only) 
Stocks 	 Used 	Stocks 

Kind of ingot 	 1st of 	Produced 	or 	end of 
period 	 sold 	period 

(Pounds) 

Copper base alloys (AF) . ........ 
Silicon and manganese bronzes 
Other brass or bronzes ........... 
Aluminum ......................... 
Copper ...... * 
Lead . ......... . ................. 
Refined antijsonial lead ..........  
Refined bahbi4.t and type ......... 
Zinc ............................. 

Total ............... 

773,805 6,725,674 6,347,760 1,151,719 
67,621 353,517 348,847 72,291 

210,926 1,071,618 962,466 320,078 
661,725 4,567,627 6,206,140 1,023,212 
22,711 46,036 54,293 14,454 

1,052,826 5,987,964 5,865,934(1) 1,174,856 
363,651 873,114 837,644(2) 399,121 
144,343 1,301,801 1,367,690 78,454 

3,297,608 20,927,351 19,990,7744) 4,234,185 

(i) Includes 38,480 pounds exported. (2) Includes 27,927 pounds exported. 

(t) Includes 716,078 pounds used by ingot makers' own works and sales of 19,274,696 pounds. 


