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1Kb-FERROUS SCR'P METAL LND SECONDaBI NON-FERROUS INGOT 

(a) Dealers' Report on Non-Ferrous Scrap Metal 

Memorandum 

Price: $1.00 per year. 

Stocks 	Purcha see 	 Stocks 
let of 	or 	Sales 	Exports 	and of 
period 	receipts 	 period 

(Pounds) 

L1um.tut 	Scrap 
Clean aluminum wire and cable, etc. (1) 423,025 1,54.4,730 996,536 435,279 535,940 
Pots, pans, pure old sheet and castings 226,020 1,075,151 666,364 380,114 254,693 
C1.anduraluminum ...................... 68 1,657 205,677 159,586 32,591 82,157 
Mixed aluminum scrap (unsegregated) ....... 1,04.1,985 1,579,437 1,333,469 144,682 1,143,271 
Scrap 75s clippings and turnings 	......... 53,102 462,266 173,920 109,578 231,870 
Turnings, skiings, dross, etc.(2) 644,176 1,146,523 790,094 253,613 746,992 

Total aluminum group Canada 2,456 ,965 6 ,013,784 4,119,969 1,355,857 2,994,923 

Cooer Scrap 
Not 1 copper scrap ......... 3,817,018 6 ,204,256  7,512,359 1,417,044 1,091,871 
No. 2 copper, light copper, atc.(l) 	....... 1,306,095 7,005,892 5,679,375 388,768 2,243,844 
Copper-bearing material, etc.(2) ......... 1,132,200 1,549,754 1,117,717 386,456 1,177,781 
No. 1 red brass scrap, turnings, etc.(3) 1,606,050 4,286,518 5,113,358 172,976 1,606,234 
Scrap radiators 	........................... 671,055 2,219,259 2,323,276  42,718 524,320 
Brass mill scrap, clippings, etc.(4) ...... 440,869 1,521,416 1,265,631 316,941 379,713 
Tallow brass scrap and turnings 	etc.(5) 
Misc, brass and bronze, etc. (65 ........... 

1,393,609 2,833,590 2,350,520 288,112 1,588,567 
285,966 370.554 334.408 65,511 256601 

Total copper group Canada 10,652,862 25,991,239  24,6969644  3,078,526  8,868,931 

Magnesium Scrap 
C.N1IDA ........................... 	14,522 	15,054 	15,989 	- 	13,587 

Nickel Scrap 
Al]. pure nick.]. scrap ............... 26,292 35,927 43 0783 - 18,436 
Cupro-nickel scrap ........................ 370 4,017 4,387 - - 

Mona). 	scrap 	............................... 110,631 133,604 100,579 67,960 75,696 
Nickel, silver or german silver scrap 89,307 288,910 75,893 219,P20 82,504 
All other nickel a11oy scrap .............. 25,805 257557 44,522 217,974 20,866 

Total nickel group Cin.ni ......... 252,405 720,015 269,164 505,754 197,502 

Prepared in the Mineral Statistics Section, Industry and Merchandising Divieion. 
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Stocks 	Purchases 	 Stocks 
1st of 	or 	Sales 	Exports 	end of 
period 	receipts 	 period 

(Pounds) 

Lead Scrao 
Lattery plates and lead dross ........... 5,930,046 10,788,418 9,806,065 662,100 6 ,250,299 
Scrap lead including cable lead 3,077,529 3,209,992 3,477,012 6 1236 2,804,273 
Low grade & nixed babbitt & babbitt dross 509,452 281,123 480,197 - 310,378 
High tin babbitt, pewter and scrap tin 35,733 142,541 133,848 - 44,426 
Scrap solder, joints & solder & tin dross 179,122 110,679 102,263 - 197,538 
Scrap type metal and type metal dross 258,313 685,151 719,533 - 223,931 
Other lead and tin scrap ................ 61,368 244,812 151,740 89,675 64,765 

Total lead group Canada 	. 10,051,563 15,462,716 14,970,658 758,031 9,885,610 

Zinc Scrap 
New zinc scrap mci. engravers' plates .. 376,179 191,956 317,658 - 250,477 
Old zinc 	scrap 	.......................... 390,316 279,982 175,201 - 495,097 
Galvanizers' 	zinc dross 	................. 1,090,506 717,532 567,435 95 ,320 1,144,283 
Salammorilac ashes 	....................... 125,677 94,127 155,201 - 64,603 
Galvanizers' zinc ashes and skinmings ... 1,005,199 651,889 267,009 31,400 1,358,679 
Scrap zinc diecast 	...................... 959,611 5,176 667,246 - 878,541 
Zinc diecast drosses, skiminings & ashes . 248,972 639,380 370,449 261,950 255,953 
Other zinc scrap, Inc.].. contaminated zinc 112,655 29.667 101.383 5 40.934 

Total zinc group Canada 4,309,115 3,190,709 7,621,592 389,675 4,488,567 

(B) Consumers' Report on Non-ferrous Scrap Metal 
(Purchased scrap only) 

Stocks Purchases Stocks 
let of or Consumed Exports end of 
period receipts period 

(Pounds) 

..1um.inun Scrap 
Clean aluminum wire and cable, etc.(l) 214,488 172,905 202,225 7,166 178,002 
Pots, pans, pure old sheet and castings 983 209,891 209,312 - 1,562 
Clean duralu,ninum 	...................... 460 300 600 - 160 
Mixed aluminum scrap (unsegregated) 45,052 69,9 82,220 450 32,251 
Scrap 75s clippings and turnings 600 600 - - 
Turnings, skiminings, dross, etc.(2) 1,570 11,715 13,060 - 225 

Total aluminum group Canada 262,553 465, 280 508,017 7,616 212,200 

Conner Scrap 
No. 1 copper scrap 	...................... 302,926 1,447,466 1,546,2 66,814 136,716 
No. 2 copper, light copper, etc. (1) 553,880 8,167,908 8,344,504 - 377,284 
Copper-bearing material, etc. (2) ...... 224,253 805,305 794,846 - 234,712 
No. 1 red brass scrap, turnings, etc.(3) 780,768 2,516,622 2,343,4 - 953,526 
Scrap radiators 	........ . ..... . .......... 29,574 54,839 83,936 - 477 
Brass mill scrap, clippings, etc.(4) 971,143(C) 9,547903 9,645,792 - 973,254 
Yellow brass scrap and turnings 	etc.(5) 6 3,241 66,060 46,455 10;542 15,304 
Misc, brass and bronze, etc. (6 . 	........ 1,270,553 3,095,11 2,811,201 3,146  1,551,321 

Total copper group Canada 4,139,338 25,701,218 25,617,460 80,502 4,142,594 

(') 	Inventory adjusteent. 

Maqnazium Scram 
CANLU.......................... - - - - - 
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Stocks 	Purchases 	 Stocks 
let of 	or 	Consumed 	Exports 	and of 
period 	receipts 	 period 

(Pounds) 

Nickel Scra.n 
Allpure nickel scrap 	..................... - 	 - - - 	 - 
Cuprcr-nickel scrap 	........................ 212,362 	1,038,016  971,962 - 	 778,416 
Monel 	scrap 	............................... - 	 - - - 	 - 
Nickel, silver or german silver scrap - 	99,000 99,000 - 	 - 
All other nickel alloy scrap .............. 749,404 	722,951 385,945 - 	1-,096,410 

Total nickel group Canada 961,766 	1,859,967 1,456,907 - 	1,364,26 

Lead Scrap 
Battery plates and lead dross - - - 	- 
Scrap lead including cable lead .......... 14,885 14,311 8,324 	- 20,872 
Low grade & mixed babbitt & babbitt dross - 161,395 148,599 	- 12,796 
High tin babbitt, pewter and scrap tin - - - 	- - 
Scrap solder, joints & solder & tin dross - - - 	- - 
Scrap type metal and type metal dross 38,400 26,700 38,540 	- 26,560 
Other lead and tin scrap .................. 15 - 15 	- - 

Total lead group Canada ...... .... 53,300 202,406 195,478 	- 60,228 

Zinc Scrap 
New zinc scrap md. engravers' plates 421 1,050 1,271 200 
Old 	zinc 	scrap 	............................ 849 8,937 9,4 	- 300 
Galvanizara' 	zinc dross 	................... 29,731 93,885 30,498 	- 93,118 
Salammoniac asl 	......................... - - - 	- - 
Galvanizers' zinc ashes and skimmings 500 - - 	- 500 
Scrap zinc diecast 	........................ 1,288 3,028 3,434 	- 882 
Zinc diecast drosses, ekinanings & ashes - - - 	- - 
Other zinc scrap, mci. contaminated zinc - - - 	- - 

Total zinc group Canada ........... 32,789 106,900 44,689 	- 95,000 

Note: Aluminum Scrap 
(1) Includes: Clean foil, 2s and 3s sheets and clippings and 508 serIes. 
(2) Includes: Crashed aircraft, irony aluminum, etc. 

Copper Scrap 
(1) Includes: Clean mixed copper scrap 
(2) Includes: Copper and brass, contaminated turnings, ashes, drosses, skimmthgs, 

insulated copper, etc. 
(3) Includes; Bronze screen cloth. 
(4) Includes: Cartridge cases and shells, gilding metal, rod scrap and turnings, etc. 
(5) Includes: Cocks, faucets, condenser tubes, pipes, etc. 
(6) Includes: Aluminum manganese and silicon bronzes, solids and turnings. 
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(C) Ingot Makerst  Report on Non-ferrous Scrap Metal 
and Secondary Non-ferrous Ingot 

Table 1 - Ingot Makers' Scran 
Stocks 	Purchases 	Used 	Stocks 
1st of 	or 	or 	and of 
period 	receipts 	sold 	period 

(Pounds) 

ilunirnsn ........................ 
Copper .......................... 
Red brass ....................... 
Tellow brass .................... 
Miscellaneous bronzes ........... 
Lead ............................ 
Zinc ............................ 

Total .............. 

1,801,610 4,423,789 4,412,272 1,813,127 
381,622 3,576,646 3,501,563 406,705 

345,809 4,410,197 4,311,070 444,936 
106,828 1,475,818 1,433,196 149,450 
11,854 202,290 199,170 14,974 

2,227,081 13,843,338 13,434,916(x) 2,635,503 

808,583 3,344,247 2,693,609 1,459,221 

5,683,387 31,226,325 29 1 985,796(C) 6,923,916 

(x) Lead scrap shown consined is used mostly in production of finished products, tharef ore, does not 
show up in this report. 

(ft) Includes 29,476,834 pounds used by ingot makers and sales of 508,962 pounds. 

Table 2 - Secondary Non-ferrous Ingot (Data for Secondary Seeltere Only) 
Stocks Used Stocks 

Kind of ingot let of Produced or end of 
period sold period 

(Pounds) 

Copper base alloys (i-it) 1,151,719 6,831,248 7,025,298 957,669 
Silicon and manganese bronzes 72,291 551,798 527,696 96 ,393 
Other brass or bronzes ......... 320,078 1,200,504 1,233,843(1) 2,739 
Lluminun 	........................ 1,023,212 4,655,682 4,136 ,706 1,542,188 
Copper 	.......................... 14,454 48,668 57,559 5,563 
Lead 	............................ 106,330 479,944 456,218 130,056 
Refined antimonial lead 1 1174,856  6,144,226 6,266,399(2) 1,052,683 
Refined babbitt and type 399,121 1,155,254 1,131,433(3) 422,942 
Zinc 	............................ 78,454 1.185.357 1.216.416 47.395 

Total. .............. 4,340,515 	22,252.681 	22,051,568(0 ) 	4,541,628 

(1) Includes 58,560 pounds exported. (2) Includes 80,040 pouz4s exported. (3)  Includes 21,163 pounds 
exported. 

(') Includes 646,007 pounds used by ingot makers' own works and sales of 21,405,561 pounds. 


