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NON-FERROUS SCRAP METAL AND SECO)ARY NON-FERROUS INGOT 

(a) Dealers' Report on Non-Ferrous Scrap Metal 

	

Stocks 	Purchases 	 Stocks 

	

let of 	or 	Sales 	Exports 	end of 

	

period 	receipts 	 period 
(Pounds) 

Aluminum Scrap 
Clean aluminwn wire and cable, etc. (1) 535,940 1299,820 1,073,572 184,347 577,841 
Pots, pans, pure old sheet and castings 254,693 1,223,333 792,077 378,757 307,192 
Clean duraluminun ......................... 82,157 257,587 210,993 37,163 91,588 
Mixed aluminum scrap (unsegregated) ....... 1,143,271 1,450,477 1, 1 27,142 263,447 903,159 
Scrap 75s clippings and turnings .......... 231,870 739,077 543,201 270,158 157,590 
Turnlns, skiinxsings, dross, etc.(2) 	....... 746,992 1,230,888 1,030,985 514,285 482,610 

Total aluminum group Canada 	2,994,923 	6,251,182 	5077,970 1,648,155 2,519,980 

Ccpøer Scrap 
No. 1 copper scrap ........................ 
No. 2 copper, light copper, etc.(1) ....... 
Copper-bearing material, etc.(2) .......... 
No. 1 red brass scrap, turnings, etc.(3) 
Scrap raciators ........................... 
Brass mill scrap, clippings, etc.(4) ...... 
Yellow brass scrap and turnings, etc.(5) 
Misc, brass and bronze, etc.(6) ........... 

1,091,871 5,547,066 4,549,835 802,527 1,286,575 
2,243,844 6,914,151 5,686,82 720,532 2,750,621 
1,177,781 2,443,049 1,414,588 860,478 1,345,764 
1,606,234 4,493,475 3,918,604 386,528 1,794,577 

524,320 ,565,92. Z,183,984 71,837 829,421 
379,713 899,959 747,222 120,242 412,208 

1,588,567 3,128,089 2,822,819 402,216 1,491,621 
256,601 461,206 449,428 53,143 215,236 

Total copper group Canada 	.. 8,868,931 26,452,917 21,773,322 3,422,503 10,126,023 

Magnesium Scrap 
CANADA ...... 

Nickel Scrap 
Allpure nickel scrap ..................... 
Cupro-nickel scrap ........................ 
Monel scrap ............................... 
Nickel, silver or german silver scrap 
All other nickel alloy scrap ..............  

13,587 	4,190 	8,107 	2,550 	7,120 

18,436 110,335 32,824 84,559 11,388 

75,696 84,237 73,089 44,395 42,449 
82,504 225,888 61,160 186,243 60,989 
20,866 163,836 80,574 76,370 39,758 

Total nickel group Canada 	 197,502 	584,296 	235,647 	391,567 	154,584 

Prepared in the Mineral Statistics Section, Industry and Merchandising Division. 
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Stocks 	Purchases 	 Stocks 
1st of 	or 	Sales 	Exports and of 
period 	receipts 	 period 

(Pounds) 

Lead Scrap 
Battery plates and lead dross ........... 

Scrap lead including cable lead ....... 

Low graie & mixed babbitt & babbitt dross 
High tin babbitt, pewter and scrap tin 
Scrap solder, joints & solder & tin dross 
Scrap type metal and type metal dross 
Other lead and tin scrap ................  

6,250,299 	11,972,372 11,699,208 2,790,457 3,733,006 
2,804,273 3,499,449 3,249,692 63,742 	2,990,288 

310,378 478,224 425,928 - 	 362,674 
44,426 418,228 371,639 - 	 91,015 
187,538 178,764 55,083 4,125 	307,094 
223,931 808,816 724,794 - 	 307,953 
64,765 393,497 172,169 209,360 	76,733 

Total lead group Canada 	9,885,610 17,749,350 16,698,513 3,067,684 7,868,763 

Zjpc Scrap 
New zinc scrap mci. engravers' plates 
Oldzinc scrap ......................... 
Galvanizers' zinc dross ................. 

Salarnmoniac ashes ....................... 

zinc ashes and skiminings 
Scrap zinc diecast ...................... 
Zinc diecast droeses, skimmings & ashes 
Other zinc scrap, mel. contaminated zinc 

250,477 427,936 400,395 - 278,018 
495,097 141,179 323,921 - 312,355 

1,144,283 1,162,680 934,090 584,794 788,079 
64,603 231,240 222,255 - 73,588 

1,358,679 925,924 224,420 626,055 1,434,128 
878,541 421,623 680,004 5,347 614,813 
255,953 573,208 447,813 85,000 296,348 
40,934 308,975 104,829 117,521 127,559 

Total zinc group Canada 	4,488,567 	4,192,765 3,337 0727 1,418,717 3,924,888 

(B) Consumers' Report on Non-ferrous Scrap Metal 
(Purchased scrap only) 

Stocks Purchases stocks 
1st of or Consumed Exports 	end of 
period receipts period 

(Pounds) 

Aluminum Scrap 
Clean aluminum wire and cable, etc.(l) 178,002 188,015 141,952 24,387 	199,678 
Pots, pans, pure old sheet and castings 1,562 215,311 215,354 - 	 1,519 
Clean duraluminum ................... ... 160 280 310 - 	 130 
Mixed aluminwn scrap (unsegregated) 32,251 142,367 85,917 - 	 88,701 
Scrap 75e clippings and turnings - 925 925 - 	 - 

Turnings, 8kimaings, dross, etc.(2) 225 12,105 11,154 - 	 1,176 

Total aluminum group Canada ... 212,200 559,003 455,61224,387 291,204 

Copper ScraQ 
No. 1 copper scrap ...................... 
No. 2 copper, light coper, etc. (1) 
Copper-bearing material, etc. (2) ...... 

No. 1 red brass scrap, turnings, etc.(3). 
Scrap radiators ........................ 

Brass mill scrap, clippings, etc.(4) 
Yellow brass scrap and turnmns, etc.(5). 
Misc, brass and bronze, etc. (6) ........ 

136,716 2,851,183 2,126,206 40,048 	821,645 
377,284 4,935,704 5,020,335 - 	 292,653 
234,712 1,626,840 1,605,015 - 	 256,537 
953,526 2,672,535 3,120,653 - 	 505,208 

477 60,878 43,740 - 	 17,615 
873,254 10,791,606 9,921,731 - 1,743,129 
15,304 67,893 54,900 19,945 	8,352 

1,551,321 3,141,856 3,322,436 12,021 1,358,720 

Total copper group Canada 	4,142,594 	26,148,495 25,215,216 	72,014 5,003,859 

Manes1um Scrap 
CA}ADA ......................... - 	 - 	

- 	 - 	 - 
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Stock8 	Purchases 	 Stocks 
1st of 	or 	Consumed 	Exports 	and of 
period 	receipts 	 period 

(Pounds) 

Nickel Scrap 
illpure nickel scrap ............. 	 - 	 - 	 - 	 - 	 - 

	

Cupro-nickel scrap ........... 278,418 	1,011,306 	1,044,374 	- 	245,38 
Monel scrap ............................... 	 - 	 - 	 - 	 - 	 - 

Nickel, silver or german silver scrap 	- 	117,000 	117,000 	- 	- 

	

All other nickel alloy scrap .............. 1,086,410 	1,321,187 	1,729,251 	- 	678,346 

Total nickel group Canada 	1,364,826 	2,449,493 	2,890,625 	- 	923,694 

Lead Scrap 
Battery plates and lead dross ............. 
Scrap lead including cable lead ........... 

Low grade & mixed babbitt & babbitt dross 
High tin babbitt, pewter and scrap tin 
Scrap solder, joints & solder & tin dross.. 
Scrap type metal and type metal droe ..... 

Other lead and tin scrap .................. 

20,872 	6,253 10,489 16,636 
12,796 	183,498 181,245 	- 15,049 

- 	 276 215 	- 61 

2F,560 	52,792 43,492 	- 35,860 
- 	 25 25 	- - 

Total lead group Canada ........... 60,228 	242,844 	235 0 466 	- 	67606 

Zinc Scrap 
New zinc scrap mci. engravers plates 
Oldzinc scrap ............................ 
Galvanizers' zinc dross ................... 

Salammoniac ashes ......................... 

Galvanizers' zinc ashes and skiinmings ..... 

Scrap zinc diecast ........................ 

Zinc diecast drosses, skimmings & ashes 
Other zinc scrap, md. contaminated zinc 

200 	338 238 	- 300 
300 	1,020 1,020 	- 300 

93,118 	- 50,870 	
: 

42,2 

500 	- - 	 - 500 
882 	7,615 7,695 	- 802 

Total zinc group Canada .......... . 	95,000 	8,973 	59,82.3 	- 	44,150 

Note: Aluminum Scrap 
(1) Includes; Clean foil, 2s and 39 sheets and clippings and SOs series. 
(2) Includes; Crashed aircraft, irony aluminum, etc. 

ppper Scram 
(1) Includes: Clean mixed copper scrap. 
(2) Includes: Copper and brass, contaminated turnings, ashes, drosses, skimmings, 

insulated copper, etc. 
(3) Includes: Bronze screen cloth. 
(4) Includes: Cartridge cases and shells, gilding metal, rod scrap and turnings, etc. 
(5) Includes: Cocks, faucets, condenser tubes, pipes, etc. 
(6) Includes: Aluminum manganese and silicon bronzes, solids and turnings. 
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(C) Ingot Makers' Report on Non-ferrous Scrap Metal 
and Secondary Non-ferrous Ingot 

ILbie 1 - Ingot Makers' Scrap 	
Stocks 	Purchases 	Used 	Stocks 
istof 	or 	or 	endof 
period 	receipts 	sold 	oeriod 

(pounds) 

Aluminum ........................ 1,813,127 3,297,748 3,699,859 1,411,016 
Copper 	.......................... 406,705 3,604,525 3,472,709 538,521 
Red brass 	...................... 444,936 4,260,877 4,312,857 392,956 
Yellow brass 	.................... 149,450 1,324,201 1,368,420 105,231 
Miscellaneous bronzes 14,974 213,204 205,165 23,013 
Lead 	. ........................... 2,635,503 14,091,699 14,424,261(x) 2,302,941 
Zinc 	............................. l.459221 3.701.195 3.674.900 1.485.516 

Total .............. 	6.923.916 	30.493.449 	31.158.171(k) 	6.259.194 

(x) Lead scrap shown consumed is used mostly in production of finished products, therefore, does not 
show up in this report. 

(k) Includes 30,365,762 pounds used by ingot makers and sales of 792,409 pounds. 

Table 2 - Secondary Non-ferrpu 	Ingot (Data for Secondary Smelters Only) 
Stocks Used Stocks 

Kind of ingot let of Produced or end of 
period sold period 

(Pounds) 

Copper base alloys (a-F) 957,669 5,460,343 5,435,753 982,259 
Silicon and manganese bronzes 96,393 558,886 516,519 138,760 
Other brass or bronzes 286,739 1,453,943 1,417,341(1) 323,341 
Aluminum 	........................ 1,542,188 3,095,635 3,260,297(2) 1,377,526 
Copper 	.......................... 5,563 51,264 49,921 6,906 
Lead 	............................ 130,056 613,347 635,411 107,992 
Refined antimonial lead 	....... 1,052,683 5,215,906 5,149,960(3) 1,118,629 
Refined babbitt and type 422,942 1,164,696 786,367(4) 801,271 
Zinc ............................. 47,395 1.437.609 1.328.899 156.105 

Total 	.............. 4,541,628 19,051,629 18,580,468(k) 5,012,789 

(1) 	Includes 129,296 pounds exported. (2) 	Includes 62,668 pounds exported. 	(3) 	Includes 220,074 pounds 
exported. 	(4) 	Includes 23,847 pounds exported. 

(A) Includes 566,137 pounds used by inget makers' own works and sales of 18,014,331 pou1s. 


