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NON-FERROUS SCRAP 1VTAL AND SECONDARY NON-FERROUS INGOT 

(a) Dealers' Report on Non-Ferrous Scrap Metal 

Stocks 	Purchases 	 Stocks 
1st of 	or 	Sales 	Exports 	end of 
period 	raceilpts 	 oeriod_ 

(Pounds) 

LlLuninuIn Scra 
Clean aluminum wire and cable, etc. (i) 1,276,721 1,773,820 1,529,129 618,672 902,740 
Pots, pans, pure old sheet and castings 462,537 1,448,559 1,148,059 269,029 494,008 
Clean duralunirium 	......................... 73,384 214,981 99,818 110,338 78,209 
Mixed aluminum scrap (unsegregated) 1,305,227 2,566,578 2,052,043 257,119 1,562,643 
Scrap 759 clippings and turnings 	.......... 236,027 1,148,.08 1,079,247 138,169 166,819 
Turnings, skinimings, dross, etc. 	(2) 	. 642.497 1,650,333 1,003,952 449,771 839.107 

Total aluminum group Canada 	 3,996,393 8,802,479 6,912,248 1,843,098 4,043,526 

Copper Scrap 
No. 1 copper scrap ....................... 
No. 2 copper, light copper, etc. (1) ...... 
Copper-bearing material, etc. (2) ......... 
No. 1 red brass scrap, turnings, etc. (3) 
Scrap radiators ........................... 
Brass mill scrap, clippings, etc. (4) ..... 
Yellow brass scrap and turn.tns, etc. (5) 
Misc, brass W. bronze, etc. (6) .......... 

1,460,743 7,063,228 5,614,621 1,239,358 1,669,992 
2,381,698 9,150,623 	7,504,262 1,024,721 3,003,338 
1,195,018 	3,562,872 1,710,878 1,827,521 1,219,489 
2,142,800 4,278,703 	3,852,705 	188,215 2,380,583 

	

714,038 2,275,114 2,227,675 	29,726 	731,751 

	

438,092 1,437,948 1,236,793 	374,315 	264,932 
1,67,292 	3,697,248 2,730,935 	773,631 1,879,974 

217.281 	853.567 	485.159 	100.836 	284.853 

Total copper group Canada 	10,236,960 32,119,303 25,363,028 5,558,323 11,434,912 

Usesium Scrap 
CAMDA ........................... 61,973 	44,396 	88,233 	4,646 	13,490 

Nickel Scrap 
All pure nickel scrap .................... 19,350 36,398 25,022 - 30,726 
Cupro-nickel scrap ................ - 5,235 - 3,579 1,656 
Monel scrap 	............................... 72,239 113,942 65,431 88,357 32,393 
Nickel, silver or german silver scrap 27,057 222,496 140,489 56,965 52,099 
All other nickel .11qy scrap .............. 111,045 935,039 658.083 227,493 160.508 

Total nickel group Canada 	229,691 1,313,110 	889,025 	376,394 	277,382 

Prepared in the Mineral Statistics Section, Industry and Merchandising Division. 

6502-555-97 

EDMoss Ctounzn. C.MG., O.A.. DSP., Queens Printer and Controller of Stationery, Ottawa, 1957. 



Non-terrous Scrap Metal. 	 - 2 - 

Stocks 	Purchases 	Stocks 
1st of 	or 	Sales 	Exports 	end of 
period 	receipts 	period 

(Pounds) 

Lead Scrap 
Battery plates and lead dross ................. 

Scrap lead including cable lead ............... 

Low grade and mixed babbitt and babbitt dross 
High tin babbitt, pewter and scrap tin ........ 

Scrap solder, joints and solder and tin dross 
Scrap type metal and type metal dross ......... 
Other lead and tin scrap .....................  

5,833,753 12,596,028 12,356,788 730,950 5,342,043 
2,880,703 3,866,588 3,958,817 - 2,788,474 

354,140 430,755 451,053 2,383 331,459 
61,068 368,924 377,040 2,250 80,702 

433,a9 209,506 425,866 - 216,919 
570,289 915,774 1,075,361 37,568 373,134 
79,265 122.151 116.119 500 84.791 

Total lead group 	10,212,497 18,509,726 18,761,044 773,651 9,187,528 

Zinc Scrap 
New zinc scrap md. engravers' plates ........ 

Oldzinc scrap ................................ 
Galvanjzers' zinc dross ...................... 

Salammoniac ashes ............................. 

Galvarijzers' zinc ashes and skimeings ......... 
Scrap zinc diecast ........................... 
Zinc diecast dro8ees, skiinniings and ashes ..... 

Other zinc scrap, md. contaminated zinc ..... 

211,154 341,568 279,563 6,175 266,984 
450,567 340,443 494,557 - 296,453 
987,914 1,103,733 702,567 483,156 905,924 
128,581 948,036 744,557 - 332,060 

2,107,144 z,625,185 616,458 2,947,356 1,168,515 
612,734 787,968 751,864 67,930 580,908 
389,205 287,231 310,6P4 93,470 272,302 
347.966 605.859 649.413 - 304.412 

Total zinc group Canada 	..... 	5,235,265 	7,040,023 	4,549,643 	3,598,087 	4,127,558 

(b) Foundries' Report on Non-ferrous Scrap Metal 
(Purchased scrap only) 

Stocks 	Purchases 	Stocka 
let of 	or 	Conaud Exports 	and of 
period 	receipts 	

(Pou 	
vsri2d- 

Aluminum Scrap 
Clean aiwninuin wire and cable, etc. (1) 	169,494 	156,215 	105,551 	12,000 	208,158 
Pots, pans, pure old sheet and castings 	1,239 	7,393 	6,753 	- 	1,879 
Clean duraluminum ............................ 	 - 	 - 	 - 	 - 	 - 

	

Mixed aluminum scrap (unsegregated) ........... 30,828 	178,816 	139,754 	- 	69,890 
Scrap 75s clippings and turnings ............. 	 - 	400 	400 	- 	- 
Turnings, akimm.ings, dross, etc. (2) 	- 	10.996 	10.015 	- 	981 

Total aluminum group Canada 	201,561 	353,820 	262,473 	12,000 	280,908 

Conner Scrap 
No. 1 copper scrap ............................ 
No. 2 copper, light copper, etc. (1) .......... 

Copper-bearing material, etc. (2) ............. 

No. 1 red brass scrap, turnings, etc. (3) ..... 

Scrap radiators .............................. 
Brass mill scrap, clippings, etc. (4) ......... 

tellow brass scrap and turnin€s,  etc. (5) ..... 

Misc, brass and bronze, etc. (6) .............. 

751,245 4,650,135 4,605,850 48,800 746,730 
485,520 7,189,477 7,211,300 - 463,697 
219,811 765,547 833,962 - 151,396 
830,089 2,356,154 2,234,633 4,826 946,784 

- 178,486 135,909 - 40,577 
1,898,784 8,403,188 8,389,635 - 1,912,337 

9,281 28,292 19,081 2,392 16,100 
1.530.7].2 2.769.587 2.714.433 9.000 1.576.866 

Total copper group Canada 	5,725,442 26,338,866 26,144,803 	65,018 5,854,487 

Ma.sj.um  Scrap 
CANADA 
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Stocks 	Purchases 	 Stocks 
1st of 	or 	Consumed 	Exports 	end of 
period 	receipts 	 PSX'iod 

(Pounds) 

Nickel Scra 
Allpure nickel scrap ...................... 50 - 10 	- 	40 
Cupro-nickel scrap 	......................... 206,364 939,194 933,371 	- 	214,187 
Monel 	scrap 	................................ - - - 	 - 

Nickel, silver or german silver scrap - 29,747 29,747 	- 	- 

LU other nickel alloy scrap 	.............. 661,227 1.843.811 - 	 - 	 .505.03 

Total nickel group Canada .......... 867,64]. 2,812,752 963,128 	2,717,265 

Lea4 Scrap 
Battery plates and lead dross .... .......... 
Scrap lead incloding cable lead ............ 
Lov grade and mixed babbitt and babbitt dross 
Eigh tin babbitt, pewter and scrap tin ...... 
Scrap solder, joints and solder and tin dross 
Scrap type metal and type metal dross ....... 
Other lead and tin scrap .................... 

	

12,813 	4,156 	9,430 	- 	7,539 

	

30,382 	166,631 	168,492 	- 	28,521 

	

- 	87 	87 	- 	- 

	

30,880 	96,206 	94,25U 	- 	32,636 

	

- 	26 	- 	26 	- 

Total, lead group Canada . ............74,075 	267,106 	272,285 	- 	68,898 

Zinc Scrap 
New zinc scrap mel. engravers' plates ...... 
Oldzinc scrap .............................. 
Galvanizers' zinc dross ..................... 
Salamnioniac ashes ........................... 

zinc ashes and skinmings ....... 
Scrap zinc diecast .......................... 
Zinc diecast droases, skmamings and ashes 
Other zinc scrap, mci. contaminated zinc 

	

387 	1,841 	1,768 	- 	460 

	

75,854 	- 	35,442 	- 	40,412 

	

500 	- 	- 	- 	500 

	

- 	4,043 	4,043 	- 	- 

Total zinc group Canada ............. 	76,741 	5,884 	41,253 	- 	41,372 

Note L].uminum Scrap 
(1) Inolndes Clean foil, 29 and 3s sheets and clippings and 50s series. 
(2) Inclodes: Crashed aircraft, irony aluminum, etc. 

Copper Scrap 
(1) Incltxles; Clean mixed copper scrap. 
(2) Inclodas; Copper and brass, contaminated turnings, ashes, droases, skimxnings, 

insulated copper, etc. 
(3) Inclixles: Bronze screen cloth. 
(4) Includesi Cartridge cases and shells, gilding metal, rod scrap and turnings, etc. 
(5) Incltxlee: Cocks, faucets, condenser tubes, pipes, etc. 
(6) Inclodes: Aluminum manganese and silicon bronzes, solids and turnings. 

Exports 
Includest Material exported direct by dealers - not through agents. 
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(c) Ingot Makers' aeport on Non-ferrous Scrap Metal 
and Secondary Non-ferrous Ingot 

Table 1 - Ingot Makers' Scrap 
Stocks 	Purchases 	Used 	Stocks 
let of 	or 	or 	and of 
period 	receipts 	sold 	period 

(Pounds) 

Aluminum ...................... 
Copper ..........................  
Red brass ....................... 
Yellow brass .................... 
Miscellaneous bronzes ........... 
Lead ........... .................  
Nickel . . . . 
Zinc ............................ 

Total .............. 

1,246,748 4,755,721 4,557,784 1,444,685 
569,584 4,237,360 4,238,723 568,821 
267,293 4,035,663 3,927,841 375,115 
167,557 1,654,993 1,688,837 133,713 

1,218 249,341 235,208 15,351 
3,145,992 15,863,011 15,964,005(x) 3,044,998 

6,407 74,565 76,120 4,852 
591.054 4.126.725 4.079.729 638.050 

5,995,853 	34,997,979 	34,768,247(1) 	6,225,585 

(x) Lead scrap shown consumed, is used mostly in production of finished products, therefore, does not show 
up in this report. 

(*) Inclodes 34,353,807 pounds used by ingot makers and sales of 414,440 pours.le. 

Table 2 - Secondary Nan-ferrous Ingot (Data for Secondary Smelters Onl 
Stocks 	 Used 	Stocks 

Kind of ingot 	 let of 	Produced 	or 	end of 
period 	 spld 	R2riod 

(Pou.rtls) 

Copper base alloys (i-F) ........ 
Silicon and manganese bronzes 
Other brass or bronzes .......... 
Aluminum ........................ 
Copper .......................... 
Lead ............................ 
Refined antimonial lead ........ 
Ref imed babbitt and type ........ 
Zinc ......• .................... 

Total .............. 

(1) Inclodes 1,450 pounds exported. 

1,070,971 5,910,905 5,714,997 1,266,879 
80,594 553,240 546,734 87,100 

323,146 1,014,606 1,033,473(1) 304,279 
1,553,349 3,308,410 4,091,163 1,270,596 

15,928 17,218 13,831 19,315 
157,720 568,783 669,028 57,475 
932,247 5,755,514 6,539,618 148,143 
404,989 1,214,163 1,195,026 424,126 

_650.061 965.831 964.457 651,435 

5.189.005 19.808.670 20.768.327(1) 4.229.348 

(*) Inclodes 688,195 pounds used by ingot makerat own works and sales of 20,080,132 pounds. 


