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Nc*-FEB1US SCRAP METAL AND SECOND&R! NON-FERROUS DiGOT 

(a) Dealers' Re port on Non-Ferrous Scrap Metal 

Stocka 	Purchases 	 Stocks 
1st of 	or 	Sales 	Exports 	end of 
period 	receipts 	 period 

(Pounds) 

tznipujn Scrap 
Clean aluminum wire sni cable, etc. (1) 489,496 2,433,305 1,434,002 968,290 520,509 
Pots, pans, pure old sheet and castings 667,225 1,670,957 1,189,696 634,801 513,685 
Clean duraluininum 	........................ 79,388 433,754 222,649 144,249 146,244 
Mixed altusinum scrap (unsegregat.ed) 995,373 22,046,737 1,897,096 20,498,995 646,019 
Scr, 758 clippings and turnings .......... 127,562 1,520,338 1,537,1+21 4,170 106,309 
Turnings, akinuitings, dross, etc. (2) 607.181 1.764.194 804.090 1.025.403 51.1.882 

Total aluninum group Canada 	2,966,225 29,9,285 7,084,954 23,275,908  2,474,648 

• 	)F)D5? Scrap 
.o. 1 copper scrap ....................... 

. 2 copper, light copper, etc. (1) 
Copper-bearing material, etc. (2) 
No. 1 red brass scrap, turnings, etc. (3) 
Scrap radiators ........................... 
Brass mill scrap, clippings, etc. (4) ..... 
Tellow brass scrap and turnings, etc. (5) 
Misc, brass and bronze, etc. (6) .......... 

Total copper group Canada ........ 

2,237,662 6,727,601 5,291,459 1,612,347 2,061,457 
2,332,417 6,023,150 5,1+40,271 754,657 2,160,639 
1,623,003 3,443,369 1,090,092 2,542,369 1,433,911 
2,138,589 3,835,299 3,405.190  639,671 1,929,027 

632,222 2,158,333 2,192,812 25,587 572,156 
331,883 1,271,211 1,005,341 365,803 231,950 

1,410,128 3,221,662 2,303,192 789,018 1,539,580 
366.161 395.173 394.449 69.778 297.407 

11,072,065 27,076,098 21,122,806 6,799,230 10,226,127 

Marnosium Scrap 
ChJkDA 	 35,132 	271,069 	52,415 	230,644 	23,11+2 

Nickel Scrap 
All pure nickel scrap ..................... 49,389 30,893 38,316 34,826 	7,140 
Cupro-nickel scrap ........................ 2,293 2,098 1,685 - 	 2,706 
Monel scrap 	............................... 62,707 113,307 90,720 8,642 	76,662 
Nickel, silver or german silver scrap 63,504 82,496 24,511 46,012 	75,477 
AU other nickel alloy scrap . .............. 196.1.55 290.1.58 209.643 3.211 	274.059 

Total nickel group Canada . 	 374,348 	519,252 	364,865 	92,691 	436,044 

Prepared in the Mineral Statistics Section, Industry and Merchandising Division. 

Et.ioc CLOUUER, G.M G O.A., U.S.!.. Quecns 1'rnter and Controllcr ct Statoncry, Ottawa 1958 



Non-ferrous Scrap Metal 	 -2- 

Stocks 	Purchases 	 Stocl 
let of 	or 	Sales 	Exports end of 
period 	receipts 	 period 

(Pounds) 

Le4 ScraD 
Battery plates and lead dross .................. 3,593,950 12,132,936 12,362,444 367,090 2,997,352 
Scrap lead including cable lead 	............... 2,715,750 2,142,338 2,355,655 20,000 2,482,433 
Low grade and mixed babbitt and babbitt dross 269,022 128,708 146,260 - 251,470 
High tin babbitt, pewter and scrap tin 47,780 418,750 420,875 - 45,655 
Scrap solder, joints and solder and tin dross 124,660 158,924 28,292 9,904 245,388 
Scrap type metal and type metal dross .......... 570,099 273,551 185,719 - 657,931 
Other lead and tin acr 	....................... 54,114 325.227 315.645 7.299 56.397 

Total lead group Canada 7,375,375 15,580,434 15,814,890 404,293 6,736,626 

Zinc Scrap 
New zinc scrap md. engravers' plates ......... 240,943 291,124 261,572 - 270,495 
Old 	zinc 	scrap 	................................. 370,942 854,295 525,654 - 699,583 
Galvanizere' 	zinc dross 	........................ 850,184 295,138 233,145 321,100 591,077 
SaJ.ammoniac ashes 	.............................. 31.4,422 299,107 222,930 6,660 413,939 
Galvanisers' zinc ashes and skinzni.ngs .......... 1,438,054 617,65 431,368 381,1469 1,242,902 
Scrap zinc diecast 	............................. 518,142 914,712 270,161 231,702 330,991 
Zinc diecast drosses, skimmi.ngs and ashes 682,502 238,368 162,931 44,114 719,825 
Other zinc scrap, mci. contaminated zinc 457.854 388.343 346.926 9.930 429.341 

Total zinc group Canada 4,909,043 3,298,772 3,054,687 994,975 4,758,153 

(b) Foundrje' Report on Non-ferrous Scrap Metal 
(Purchased scrap only) 

Stocks 	Purchases 	 Stocka 
let of 	or 	Consumed Exports and of 
period 	receipts 	 period 

(Pounds) 

Aluminum Scrap 
Clean aluminum wire and cable, etc. (1) 	 124,903 	104,239 	154,769 	8,014 	66,359 
Pots, pans, pure old sheet and castings 	 5,324 	2,336 	4,716 	- 	2,91.4 

	

Clean duralumimzm .............................. - 	 - 	 - 	 - 	 - 

	

Mixed aluminum scrap (unsegregated) ............ 41,500 	103,2146 	92,104 	323 	52,319 

	

Scrap 75s clippings and turnings ............... - 	 - 	 - 	 - 	 - 

Turnings, skimmings, dross, etc. (2) 	 587 	6.896 	6.634 	- 	849 

Total aluminum group Canada 	 172,314 	216,717 	258,223 	8,337 	122,471 

Copper SC?aD 
No. 	1 copper scrap 	............................. 478,544 5,235,074 5,118,360 46,203 549,055 
No. 2 copper, light copper, etc. (i) 	.......... 425,569 4,991,711 5,090,492 - 326,788 
Copper - bearing material, etc. 	(2) 	............ 215,231 870,474 900,165 - 185540 
No. 1 red brass scrap, turnings, etc. (3) 9,382 1,597,279 1,625,221 71,467 886,973 
Scrap radiators 	................................ 40,923 89,037 117,821 - 12,139 
Brass mill scrap, clippings, etc. (4) .......... 761,656 6,805,247 6,379,228 - 1,187,675 
Yellow brass scrap and turnins 	etc. (5) 6,958 

1.698.967 
29,745 

2.760.392 
26,501 

3.195334 
1,014 
7385 

9,182 
1.256,640 Misc, brass and bronze, etc. 	(6) 	............... 

Total copper group Canada 4,614,230 22,378,959 22,453,122 126,069 4,413,992 



Non-ferrous Scrap Metal 	 - 3 - 

-tocks 
ist of 
eriod 

Purchases 
or 

receipts 
Consumed 	Exports 

Stocka 
and of 
period 

(Pounds) 

Nickel Scap 
Allpure nickel scrap 	.......................  - - 	- - 
Cupro-nickel scrap 	.......................... 152,822 791,637 650,408 	- 294,051 
Monel 	scrap 	................................. - 100 100 	- - 
Nickel, silver or german silver scrap 4,601 220,360 208,000 	15,131 1,830 
All other nickel alloy scrap ................ 6.162.382 3.797.798 4353.650 	- 5.6%.530 

Total nickel group Canada 6,319,805 4,809,895 5,217,158 	15,131  5,902,411 

Lead Scrap 
Battery plates and lead dross - - - - 	- 
Scrap lead including cable lead ............. 15,102 1,288 3,982 26 	12,382 
Low grade and mixed babbitt and babbitt dross 42,747 173, 813 193,077 - 	23,483 
High tin babbitt, pewter and scrap tin - - - - 	- 
Scrap solder, joints and solder and tin dross - 65 65 - 	- 
Scrap type metal and type metal dross 38,930 93,290 80,195 - 	52,025 
Other lead and tin scrap 	.................... - - - - 	- 

Total lead group Canada ............. 96,779 268,456 277,319 26 	87,890 

Zinc Scra  
New zinc scrap md. engravers' plates 70 - 70 - 	- 
Jd 	zinc 	scrap 	.............................. 381 385 574 - 	193 • 	ulvanizers' 	................................ 

-ulW!1Ofli&C ashes 	........................... 
50,551 - - - 22,094 - - 	28,457 - 	- 

1vanizera' zinc ashes and skiTralinga 500 - 500 - 	- 
>.rap 	zinc diecast 	.......................... - 5,761 5,761 - 	- 
Linc diecast droases, akitnnr.ings and asnea - - - - 	- 
Other zinc scrap, md. contaminated zinc ... - - - - 	- 

Total zinc group Canada ............. 51,502 6,147 28,999 - 	28,650 

Note: Alminum ScrjR  
(1) Includes; Clean foil, 2s and 3s sheets and clippings and 50s series. 
(2) Includes; Crashed aircraft, irony aluminum, etc. 

Copper Scrap 
(1) Includes: Clean mixed copper scrap. 
(2) Includes Copper and brass, contaminated turnings, ashes, drossee, skinmiings, 

insulated copper, etc. 

M Includes: Bronze screen cloth. 
Includss3 Cartridge cases and shells, gilding metal, rod scrap and turnings, etc. 

(5) Includes: Cocks, faucets, condenser tubes, pipes, etc. 
(6) Includes: Aluminum manganese and silicon bronzes, solids and turnings. 

Exports 
Includes; Material exported direct by dealers - not through agents. 
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(c) Ingot Makers' Report on Non-ferrous Scrap Metal 
sal Secondary Non-ferrous Irot 

Table 1 - 1not Makers' Scrap 

Stocks 
l8t of 
period 

Purchases 
or 

receipts 

Used 
or 

sold 

Stocks 
and of 
period 

(Poud) 

Aluminum 	........................ 1,147,097 4,219,025 3,844,940 1,521,182 
Copper 	.......................... 355,371 3,897,310 3,845,011 407,670 
Red brass 	....................... ('s ) 	333,041 3,330,092 3,395,620 267,513 
Yellow brass 	.................... 73,376 1,163,497 1,131,731 105,142 
Miscellaneous bronzes 17,330 137,531 151,223 3,638 
Lead 	............................ 5,175,485 17,141,948 19,028,701(x) 3,288,732 
Nickel 	.......................... 15,090 43,702 32,432 26,360 
Zinc 	............................. 495,572 6.007.529 5.601.149 901,952 

Total 	.............. (')7,6l2,362 35,940,634 37,030,8CY7(') 6,522,189 

(x) 	Lead scrap shown consumed, is used mostly in production of finished products, therefore, does not 
show up in this report. 

(*) 	Includes 36,764,761 pounds used by ingot makers and saJ.e5 of 266,046 pounds. 

(*) Revised stock. 

Table 2 - Secondary Notr-ferrous Ingot (Data for Secondary Smelters 0ly) 

Stocks 	 Used 	 Stocks 
Kind of ingot 
	

1st of 	Produced 	or 	 end of 
period 	 sold 	 period 

(Pounds) 

Copper base alloys (A-F) 
Silicon and manganese bronzes 
Other brass or bronzes .......... 
Aluminum ........................ 
Copper .......................... 
Lead ............................ 
Refined antinonial lead ......... 
Refined babbitt and type ........ 
Zinc ............................ 

Total .............. 

(1) Includes 9,004 pounds exported. 

1,675,542 5,544,194 5,633,937 1,585,799 
131,840 325,251 344,902 112,189 
405,726 847,393 904,435(1) 348,84 

1,409,077 3,632,610 3,669,410 1,372,277 
21,373 23,995 28,905 16,463 

119,551 391,288 423,486 87,353 
790,456 4,419,256 4,497,614 712,098 
519,399 1, 180,955 1,333,500 466,854 
398.212 2.00.002 2.302.072 159.142 

(")5,471,176 	18,527,944 	19,138,261(e) 	4,860,859 

(') Includes 733,276 pounds used by ingot makers' own works and sales of 18,404,990 pounds. 

(") Revised stock. 


