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APR '3 
NON-FERROUS SCRAP ITAL AND SECONDARY NOW-F.ROUS INGOT 

1 DDQPERTY OF ThE 
(a) Dealer.' Report on Non-Ferrous Scra Mea't L B P. A P. Y 

Stocks 
l.t of 
period 

Purcha.es 
or 

receipt. 
Sales Exports 

Stocks 
end of 
period 

(Pounds) 

Alinum Scra.p 
Clean altnum wire and cable, etc. 	(1) 672,634 2,404,605 1,824,034 481,249 771,956 
Pots, pans, pure old sheet and casting 676,109 1,544,089 1,168,133 507,093 344,972 
Clean 	duraluminum 	........................... 97,2.56 209,167 141,179 125,561 39.683 
Mixed aluminum scrap (unsegregated) 497,939 2,140,387 1,242,442 864,379 531,505 
Scrap 75s 	clippings 	and turnings 	............. 156,676 1,095,647 1,045,258 18,551 188,514 
Turning., 	•kitngs, 	dross, 	etc. 	(2) 557,578 1,713,148 688,872 1,055,043 526,811 

Total aluminum group Canada .......... 2,458,192 9,107,043 6,109,918 3,051,876 2,403,441 

pper Scrap 
1 	copper 	scrap 	.......................... 
2 copper, 	light copper, etc. 
per-bearing material, etc. 	(2) 
1 red brass scrap, turnings, 

ap 	radiators 	............. . ............... 
'us mill scrap, clippings, 	etc. 
low brass scrap and turniag., 

Misc, bra., and bronze, etc. (6) 

(1) 
...........

etc 	(3) 

(4) 
etc 	(5) 	. 
............ 

2,304,929 
2,309,589 
1,673,608 
1,974,978 

530,488 
199,797 

1,572,989 
380,162 

8,755,970 
6,820,003 
3,170,400 
4,267,239 
2,710,577 
1,505,072 
3,195,142 

756,847 

8,192,784 
6,527,723 
1,607,231 
4,280,559 
2,669,391 
1,122,344 
2,908,683 

632,548 

814,611 
400,412 

1,916,638 
76,828 
5,000 

338,547 
519,547 
132,172 

2,053,504 
2,201,457 
1,320,139 
1,884,830 

566,674 
243,978 

1,339,901 
372,289 

Total copper group Canada ............ 10,946,540 31,181,250 27,941,263 4,203,755 9,982,772 

Magneaium Scrap 
CANADA ............................. 36,287 	133,998 	53,186 	87,646 	29,453 

Nickel Scrap 
All 	pure 	nickel 	scrap 	....................... 7,383 39,876 22,460 3,847 20,952 
Cupro-nickel 	scrap 	.......................... 2,706 3,464 3,464 - 2,706 
Monel 	scrap 	................................. 90,251 79,995 29,180 19,390 121,676 
Nickel, silver or german silver scrap 86,106 407,819 38,026 363,914 91,985 
All other nickel alloy scrap 	................ 254,205 461,369 384,048 35,713 295,813 

Total nickel group Canada 	............ 440,651 992,523 477,178 422,864 533,132 

Industry and Merchandising Division. 
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. 

The Queens Printer and Controller of Stationery, Ottawa, 1939 



No 	. 	 - 

SLUCKS 

let of 
period 

Purchases 
or 

receipts 
Sale. Exports 

Stocks 
end of 
period 

(Pounds) 

Lead Sc ra  
Battery plates and 	lead dross 	............... 2,961,330 14,796,807 13,923,414 975,420 2,859,303 
Scrap 	lead including cable 	lead 	............. 2,143,434 2,560,920 2,336,983 2,500 2,364,871 
Low grade and mixed babbitt and babbitt dross 233,705 70,398 84,970 8,615 210,518 
High tin babbitt, pewter and scrap tin 43,428 192,629 193,594 - 42,463 
Scrap solder, joints and solder and tin dross 86,676 83,844 67,550 - 102,970 
Scrap type metal and type metal dross 105,802 177,763 154,687 9,703 119,175 
Other 	lead and 	tin 	scrap 	.................... 67,697 390,003 390,831 3,180 63,689 

Total 	lead group Canada 	.............. 5,642,072 18,272,364 17,152,029 999,418 5,762,989 

Zinc Scrap 
New Zinc scrap md. engravers' plates 251,577 233,529 241,683 - 243,423 
Old 	zinc 	scrap 	.............................. 764,707 762,269 796,059 15,430 715,487 
Galvanizers' 	zinc 	dross 	..................... 707,206 820,020 967,078 318,461 241,687 
Salaioniac 	ashes 	........................... 398,687 155,002 92,941 - 460,748 
Calvanizers' zinc ashes and skiings 1,291,041 655,387 292,847 400,816 1,252,765 
Scrap 	zinc 	diecast 	.......................... 471,787 915,321 779,271 61,390 546,447 
Zinc diecast drosses, skiriings and ashes 647,920 466,732 292,299 23,775 798,578 
Other zinc scrap, md. contaminated zinc 529,787 489,372 876,487 - 142,672 

Total zinc group Canada 	.............. 5,062,712 4,497,632 4,338,665 819,872 4,401,807 

(b) 	Foundries' Report on Non-ferrous Scrap Metal 
(Purchases scrap only) 

Stocks Purchases Stocks 
lit of or Consumed Exports snd of 
period receipts period 

Aluminum Scrap 
Clean aluminum wire and cable, etc. (1) 48,595 236,632 121,994 17,192 148,041 
Pots, pane, pure old sheet and castings 1,738 3,415 3,246 - 1,907 
Clean 	duraluminum 	........................... - 1,850 1,850 • - 
Mixed aluminum scrap (unsegregated) 26,567 101,953 94,092 195 34,233 
Scrap 75s clippings and turnings - - 500 - 4,500 
Turning., skisinings, 	dross, etc. 	(2) 4,220 7,382 10,061 - 1,541 

Total aluminum group Canada 81,120 358,232 231,743 17,387 190,222 

Copper Scrap 
No. 	1 	copper 	scrap 	.......................... 1,081,598 10,946,567 10,432,377 39,017 1,556,771 
No. 	2 copper, 	light copper, etc. 	(1) 342,822 2,953,857 2,825,428 - 471,251 
Copper - bearing material, etc. 	(2) 223,734 1,235,014 1,157,601 - 301,147 
No. 	1 red brass scrap, 	turnings, etc 	(3) 	.. 575,095 1,170,195 1,095,825 9,906 639,559 
Scrap 	radiatori 	............................. 73,550 136,898 203,208 - 7,240 
Bras, will scrap, clippings, etc. 	(4) 1,055,091 8,304,314 7,720,758 - 1,638,647 
Yellow bra., scrap and turnings, etc 	(5) 10,221 28,547 24,113 3,580 11,075 
Misc. 	bra,, and bronze, 	etc. 	(6) 	............ 1,561,143 1,780,398 1,417,495 - 1,924,046 

Total copper group Canada 	............ 4,923,254 26,555,790 24,876,805 52,503 6,549,736 
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Stocks Purchases Stocks 

1st of or Consumed Bxporta 	end of 
period receipts period 

- (Pounds) 

NIckel Scrap 
Allpure 	nickel 	scrap 	....................... - - - 

Cupro-nickel 	scrap 	.......................... 172,592 769,188 729,028 - 	 212,752 
Monal 	scrap 	................. ... ..... . ....... - - - 	 - 

Nickel, silver or german silver scrap 141 90,427 90,000 - 	 568 
All other nickel 	alloy scrap 	................ 5,191,946 1,736,728 2,786,869 - 	 4,141,805 

Total nickel group Canada 	............ 5,364,679 2,596,343 3,605,897 - 	 4,355,125 

Lead Scrap 
Battery plates and lead dross - - - 	 - - 

Scrap 	lead 	including cable 	lead 	............. 11,503 2,465 5,508 	- 8,460 
Low grade and mixed babbitt and babbitt dross 26,184 124,667 119,021 	- 31,830 
High tin babbitt, pewter and scrap tin - - - 	 - - 

Scrap solder, joints and solder and tin dross - - - 	 - 

Scrap type metal and type metal dross 46,580 46,310 47,990 	- 44,900 
Other 	lead and tin 	scrap 	.................... - - - 	 - - 

Total 	lead group Canada 	.............. 84,267 173,442 172,519 	- 85,190 

Zinc Scrap 
New zinc scrap md. engraver.' plates 	- 	205 - 205 
Old 	tinc 	scrap 	.............................. 150 	360 430 	- 80 
Calvanizers . 	........................... ..... 	 31,855 	- 27,487 	- 4,368 
Sslsum,oniac 	ashes 	........................... - 	 - - 	 - 

Galvanizers' zinc ashe, and skiings 	 - 	- - 	 - 

Scrap 	zinc 	diecast 	.......................... - 	 12,618 12,618 	- 
Ztrc 	diecast droasea, sktinga and ashes 	- 	- - 

:c 	scrap, 	thcl. contaminated zinc 	- 	- - 	 - - 

;tal 	zinc group Canada 	.............. 32,005 	13,183 40,535 	- 4,653 

to: 	Aluminum Scrap 
(1) includes: Clean foil, 2. and 3s sheet, and clipping, and SOs series. 
(2) includes: Crashed aircraft, irony aluminum, etc. 

Copper Scrap 
(1) Includes: Clean mixed copper scrap. 
(2) Includes: Copper and brass, contaminated turnings, ashes, drosses, skiings, 

insulated copper, etc. 
(3) Include.: Bronze screen cloth. 
(4) Includes: Cartridge cases and shells, gilding metal, rod scrap and turnings, etc. 
(5) Includes: Cock., faucets, condenser tubes, pipes, etc. 
(6) Includes: Aluminum manganese and silicon bronzes, solids and turnings, 

Exports 
Includes: Material exported direct by dealers - not through agents. 

0 
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Stocks Purchases Used Slocks 
1st of or or end of 
period receipts sold period 

(Pounds) 

Aluminum 	..................................... 1,384,038 4.944,955 4,580,736 1,748,257 
Copper 	...................... . ................ 440,685 3,862,952 3,629,524 674,113 
Red 	Brass 	................... ................. 512,493 3,831,844 3,610,994 733,343 
Yellow 	Brass 	................................. 175,273 1,131,360 1,033,915 272,718 
Miscellaneous 	bronzei 	........................ 12,337 97,198 93,936 15,599 
Lesd 	

..... .... .... ...... ....... ............... 

4,269,126 25,387,396 20,799,072(x) 8,857,450 
Nickel 	....................................... 35,631 39,307 32,654 42,284 
Zinc 	.............. . ....... . .................. 354,737 3,451,160 3,040,291 765,606 

Total 	............................... 7,184,320 42,746,172 36,821,122(*) 13,109,370 

(x) Lead scrap shown consumed, is used mostly in production of finished products, therefore, does not show 
up in this report. 

(*) Includes 36,084,348 pounds used by ingot makers and asic. of 736,774 pounds. 

Table 2 - Secondary Non-ferrous Ingot (Data for Secondary Smelter. Only) 

Stocks Used Stocks 
lit of Produced or endof 
period sold period 

- (Pounds) 

Copper 	base 	alloys 	(A-P) 	..................... 1,445,583 5,854,346 5,923,710 1,376,219 
Silicon and manganese bronze 	................ 109,831 289,680 308,111(1) 91,400 
Other 	brass 	or 	bronzes 	....................... 303,436 671,753 645.618 329,571 
Aluminum 	....................... . ............. 1,470,851 3,949,797 4,346,363 1,074,28 
Copper 	....................................... 2,856 52,255 27,836 27,275 
Lead 	......................................... 73,395 506,511 396,121 183,78, 
Refined antimonial 	lead 	...................... 1,491,608 5,437,939 5,639,040 1,290,507 
Refined babbitt 	and type 	..................... 489,811 1,379,823 1,354,430 515,20: 
Zinc 	......................................... 199,148 2,388,448 2,306,909 280,687 

Total 	................................. 5,586,519 20,530,552 20,948,138(*) 5,168,933 

(1) Include. 2,400 pound. exported. 

(*) Includes 909,790 pounds used by ingot makers' own works and sale, of 20,038,348 pounds. 


