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NON-FERROUS SCRAP !€TAL 
(formerly Non-Ferrous Scrap Metal and Secondary Non-ferrous Ingot) 

Table I - Dealers' Report on Non-ferrous Scrap Metal, Quarter Ended March 31, 1959 

Stock at 	 Stock at 
beginning of Receipts 	Shipments 	end of 

quarter 	Domestic 	Export* quarter 

(pounds) 
Clean aluminum wire and cable, clean foil, 
2s and 3s sheets and clippings and 50. 
series ....................................832,812 

Pots, pans, pure old sheet and castings 	278,387 

Cleanduraluminum ................ ..........39,734 

Mixed aluminum scrap (unsegregated) ........551,169 

Scrap 75s clippings and turnings ...........187,478 

Turnings, skiuzaings, dross, crashed air- 
craft, irony aluminumetc. ................ 	535,471 

TOTALALUMINUIIGROUP ...................2,425,051 

2,463,780 2,038,810 549,978 707,804 

988,892 894,196 83,373 289,710 

173,183 129,653 38,479 44,785 

1,378,829 1,264,754 297,502 367,742 

570,181 576,852 77,224 103,583 

	

1,936,546 	1,507,653 	575,692 	388,672 

	

7,511,411 	6,411,918 1,622,248 	1,902,296 

No. 	1 	copper 	scrap 	.................. ....... 1,872,934 6,035,313 5,680,513 342,858 1,884,876 

No. 2 copper, light copper, and clean mixed 
copper 	scrap 	.............................. 2,366,623 6,710,581 5,938,976 239,502 2,898,726 

Copper bearing material mci., irony copper 
and brass, contaminated turnings, ashes, 
drosses, skiDininga, 	insulated copper, etc.. 1,377,394 2,006,089 886,898 943,800 1,552,785 

No. 1 red brass scrap, turnings, and bronze 
screen 	cloth 	............................., 1,693,313 3,951,122 3,622,927 303,665 1,717,843 

Scrap 	radiators 	............................ 570,922 1,822,906 1,938,506 181 455,141 

brass mill scrap thcl., clippings, cartridge 
cases and shells, gilding metal, rod scrap 
and turnings, 	etc . 	........................ 266,007 2,042,340 1,795,242 229,158 283,947 

Yellow brass scrap and turnings md., cocks, 
faucets, condenser tubes, pipes, etc . 	..... 1,320,318 3,031,773 2,929,466 138,614 1,284,011 

Misc, brass bronze md., aluminum manganese 
and silicon bronzes solids and turnings ... 350,726 634,245 641,914 43,346 299,711 

TOTAL COPPER GROUP .....................9,818,237 26,234,369 23,434,442 	241,124 10,377,040 

*Export includes material exported direct -- not through agents. 

/I\
Industry and Merchandising Diviio t\,< e 

The Queen's Printer and Controller of Stationery. Ottawa, 1959 	 \ 
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Table 1 - Dealers' Report on Non-Ferrous Scrap Metal, Quarter Ended March 31, 1959 (concluded) -- 
Stock at Stock at 

beginning of Receipts - 	 Shipnta end of 
quarter Dome8tic Export* uarter 

%Founds) - 

Battery plates and lead dross 	.......... 2,852 ) 655 7,062,500 6,343,680 304,212 3,267,263 

Scrap lead including cable lead ........ 2,334,598 1,768,902 1,727,738 84,835 2,290,927 

Low grade and mixed babbitt and babbitt 
dross 	................................. 207,237 87,829 81,031 12,236 201,799 

High tin babbitt, pewter, and scrap tin 43,570 200,234 201,255 - 42,549 

Scrap solder, joints, and solder and tin 
dross 	....... .......................... 103,160 36,092 45,951 - 93,301 

Scrap type metal and type metal dross .. 121,535 197,333 194,353 - 124,515 

Other 	lead and tin scrap 	............... 67,489 443,692 399,881 10,080 101,220 

TOTAL TIN - LEAD GROUP 	......... 5,730,244 9,796,582 8,993,889 411,363 6,121,574 

Scrap Magnesium ........................ 34,680 53,079 27,900 25,568 34,291 

All pure nickel scrap 	.................. 21,104 67,522 32,686 35,146 20,794 

Cupro-nickel scrap 	..................... 2,706 4,086 4,024 - 2,768 

Monel 	scrap 	............................ 121,511 53,921 43,135 - 132,297 

Nickel, silver or German silver scrap 92,024 367,815 27,406 322,485 109,948 

All other nickel alloy scrap ........... 313,180 349,967 250,076 110,902 302,799 

TOTAL NICKEL GROUP ................... 551,155 843,311 357,327 468,533 568,606 

New zinc scrap md., engravers plates 229,351 367,657 368,634 - 228,374 

Old 	zinc 	scrap 	......................... 743,000 387,352 391,710 - 738,642 

Galvanizers' 	zinc dross 	........ 254,439 467,820 391,771 116,347 214,141 

Salanznoniac 	ashes 	...................... 915,842 212,034 467,219 66,220 594,437 

Galvanizers' zinc ashes and skiings 752,123 219,520 54,900 47,640 867,103 

Scrap 	zinc 	diecast 	..................... 606,878 965,584 1,080,268 10,804 481,390 

Zinc diecast drosses, skiuzaings and 
ashes 	................................. 640,418 144,055 120,187 - 664,286 

Other zinc scrap, mci., contaminated 
zinc 	.................................. 204,431 136,546 138,377 - 202,600 

TOTAL ZINC GROUP ..................... 4,346,482 2,898,568 3,013,066 241,011 3,990,973 

* Export includes material exported direct -- not through agents. 
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Table 2 - Consumers' * 	port on Non-ferrous Scrap Metal, Quarter Ended March 31, 1959 
' Stock at Stock at 

beginning of Receipts Consumption Exporls** end of 
quarter quarter 

(pounds) 
Clean aluminum wire and cable, clean foil 
2e and 3s sheets and clippings and 50x 
series 	................................... 593,172 1,732,811 1,579,526 7,883 738,574 

Pots, pans, pure old sheet and castings 407,322 666,408 799,035 52 274,643 

Clean duralwninum ......................... 145,377 333,223 367,091 - 111,509 

Mixed aluminum scrap (unsegregated) 479,870 1,586,341 1,621,556 - 444,655 

Scrap 759 clippings and turnings 62,452 109,950 139,055 - 33,347 

Turnings, skininings, dross, crashed air- 
craft, 	irony aluminum etc . 	............... 249,921 464,914 335,494 20,251 359,090 

TOTAL ALUMINUM GROUP .................... 1,938,114 4,893,647 4,841,757 28,186 1,961,818 

I 

No. 1 copper scrap 

No. 2 copper, light copper, and clean mixed 
copper Scrap ............................. 

Copper bearing material md., irony copper 
and brass, contaminated turnings, ashes, 
drosses, skimings, insulated copper, etc. 

No. 1 red brass scrap, turnings, and bronze 
screen cloth ............................. 

Scrap radiators ........................... 

Brass mill scrap mci., clippings, cartridge 
cases and shells, gilding metal, rod scrap 
and turnings, etc ......................... 

Yellow brass scrap and turnings md., cocks, 
faucets, condenser tubes, pipes, etc ....... 

Misc. brass bronze md., aluminum manganese 
and silicon bronzes solids and turnings 

TOTAL COPPER GROUP ........................ 

	

1,909,831 	9,688,873 10,391,243 	100,324 	1,107,137 

	

689,970 	4,699,879 	4,676,451 	27,459 	685,939 

477,969 1,272,728 1,306,172 47,850 396,675 

1,530,169 4,568,825 4,762,215 50,477 1,286,302 

271,319 1,106,506 966,235 43,762 367,828 

1,628,084 9,347,963 9,728,008 - 1,248,039 

333,004 943,286 936,438 48,396 291,456 

1,968,553 	2,189,344 	2,536,336 	21,774 	1,599,787 

	

8,808,899 33,817,404 35,303,098 	340,042 	6,983,163 

* Includes both foundries and ingot makers formerly reported separately. 	- 
Export includes material exported direct -- not through agents. 
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Table 2 - Ccnsumers'* Report on Non-Ferrous Scrap Metal, Quarter Ended March 31 1959 (concluded) 
Stock at Stock a 

beginning of 	Receipts 	Consumption Exports** 	end of 
quarter quarter 

(pounds) 

Battery plates and lead dross ....... 5,692,195 11,806,285 	13,883,110 306,124 	3,309,246 

Scrap lead including cable lead • ......... ,361,422 2,159,531 	2,790,023 - 	 730,930 

Low grade and mixed babbitt and babbitt 
dross 	............................ ....... 362,245 540,743 740,154 - 163,834 

High tin babbitt, pewter, and scrap tin .. 12,348 28,825 16,869 - 24,304 

Scrap solder, joints, and solder and tin 
dross 	......... ...... 204,645 486,345 515,096 798 175,096 

Scrap type metal and type metal dross 1,287,006 2,228,506 2,159,289 - 1,356,223 

Other lead and tin scrap ................. 262,288 206,170 466,518 - 1,940 

-_TOTAL TIN - LEAD GROUP ............. 9,183,149 17,456,405 20,571,059 306,922 5,761,573 

Scrap magnesium 	.......................... 20,892 4,546 3,470 9,649 12,319 

All pure nickel scrap 	.......... 132 9,835 9,835 - 132 

Cupro-nickel scrap 	............. 212,752 677,106 691,643 - 198,215 

Monel 	scrap 	............................, 11,753 20,616 16,321 - 16,048 

Nickel, silver or German silver scrap 16,912 69,557 85,639 568 

All other nickel alloy scrap 	............ 4,158,356 1,432,355 3,211,093 - 2,379,6H 

TOTAL NICKEL GROUP .............. ....... 4,399,905 2,209,469 4,014,531 568 2,594,; 

New zinc scrap md., engravers plates 21,463 209,601 186,901 - 44,163 

Old 	zinc 	scrap 	.................... 23,230 175,277 164,755 - 33,752 

Galvanizers' 	zinc dross 	.................. . 481,199 1,923,830 2,190,806 - 214,233 

Sals.oniac ashes 	................ . . - - - - - 

Galvanizers' zinc ashes and skininings 118,144 940,906 995,101 - 63,949 

Scrap zinc diecast 	........................ 110,336 323,141 357,880 - 75,597 

Zinc diecast drosses, skinseings and ashes 9,451 21,913 10,425 - 20,939 

Other zinc scrap, 	mci., contaminated zinc 6,927 1,810 - - 8,737 

TOTAL ZINC GROUP 	......................., 770,750 3,596,478 3,905,868 - 461,360 

* Includes both foundries and ingot makers formerly reported separately. 
** Exports includes material exported direct -- not through agents. 


