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Table 1 - Dealers' Report on Non-ferrous Scrap Metal, Quarter Ended December 31, 1959 

Stock at 	 Stockt- 

	

beginning of Receipts 	Shipments 	end of 
quarter 	Domestic 	Export* 	quarter 

(pounds) 
Clean aluminum wire and cable, clean foil, 
2s and 3s sheets and clippings and 50s 

	

series ....................................785,650 	4,541,445 	2,803,905 1,705,239 	817,951 

Pots, pans, pure old sheet and castings 	435,633 	1,634,565 	1,066,882 	536,498 	466,818 

	

Clean duraluminum ..........................46,447 	183,209 	137,760 	41,916 	49,980 

Mixed aluminum scrap (unsegregated) 	778,049 	1,727,615 	1,169,113 	571,818 	764,733 

	

Scrap 75s clippings and turnings ...........132,376 	242,937 	220,211 	50,093 	105,009 

irnings, skiusnings, dross, crashed air- 
:raft, irony aluminum, etc . ............... 	402,177 	2,126,412 	601,002 1,413,829 	513,758 

	

TOTAL ALUMINUM GROUP ...................2,580,332 	10,456,183 	5,998,873 4,319,393 	2,718,249 

No. 1 copper scrap ......................... 2 , 370 , 487 	7,082,605 	5,875,991 1,236,071 	2,341,030 

No. 2 copper, light copper, and clean-mixed 

	

copper scrap .............................. 4 , 199 , 945 	7,650,635 	7,537,376 	746,548 	3,566,656 

Copper bearing material mci., irony copper 
and brass, contaminated turnings, ashes, 
drosses, skininings, insulated copper, etc.. 	1,193,860 	1,528,356 	1,420,920 	62,018 	1,239,278 

No. 1 red brass scrap, turnings, and bronze 

	

screen cloth ..............................2,196,728 	5,210,203 	4,511,829 	617 2 317 	2,277,785 

	

Scrap radiators ............................ 753 , 415 	2,563,427 	2,169,708 	254,137 	892,997 

Brass mill scrap md., clippings, cartridge 
cases and shells, gilding metal, rod scrap 
and turnings, etc . ........................ 	348,412 	2,085,238 	1,793,955 	251,916 	387,779 

Yellow brass scrap and turnings mci., 
cocks faucets, condenser tubes, pipes, etc. 	1,492,263 	3,977,232 	3,135,824 	521,493 	1,812,178 

Misc, brass bronze md., aluminum manganese 
and silicon bronzes solids and turnings 	382,577 	917,589 	536,917 	55,088 	708,161 

	

TOTAL COPPER GROUP ..................... 12 , 937 , 687 	31,015,285 26,982,520 3,744,588 13,225,864 

E>:i I 	 ri..1jr-! 	--out 	Lhr4%i,,h 
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The Queen's l'rintcr and Controller of Stationery. Ottawa, 1959 



2- 
Non-Ferrous Scrap Metal 

Table 1 - Dealers' Report on Non-Ferrous Scrap Metal, Quarter Ended December 31, 1959 (Concluded) 
Stock at Stock ; 

beginning of Receipts Shipments end 01 
quarter Domestic Export* guartor 

(pounds) 

Battery plates and lead dross 	............. 2,626,444 11,776,846 9,834,768 1,342,060 3,226,462 

Scrap lead including cable lead ........... 2,499,669 2,761,586 2,919,215 60,300 2,281,740 

Law grade and mixed babbitt and babbitt 
dross 	.................................... 275 , 048  168,388 131,006 94,620 217,810 

High tin babbitt, pewter, and scrap tin 60,687 40,386 60,686 - 40,387 

Scrap solder, joints, and solder and tin 
dross 	................................ 70,216 51,515 41,070 - 80,661 

Scrap type metal and type metal dross 122,324 187,888 186,891 - 123,321 

Other lead and tin scrap .................. 99,380 57,950 54,097 6,294 96,939 

TOTAL TIN - LEAD GROUP .................. 5,75 3 ,768 15,044.559 13,227,733 1,503,274 6,067,320 

Scrap Magnesium 	........................... 28,107 36,693 44,647 1,138 19,015 

All pure nickel scrap 	..................... 27,941 64,763 24,369 50,545 17,790 

Cupro-nickel scrap 	........................ 2,706 12,636 12,636 - 2,706 

Monel 	scrap 	............................... 1 25, 2 53  65,170 31,014 11,001 148,0- 

Nickel, silver or German silver scrap 114,513 58,709 62,158 8,363 102,7)1 

All other nickel alloy scrap .............. 257,086 285,695 271,387 31,871 239,523 

TOTAL NICKEL GROUP 	...................... 527,499 486,973 401,564 101,780 511,128 

New zinc scrap md., engravers plates 241,452 503,436 537,553 41,818 165,517 

Old 	tinc 	scrap 	............................ 747,375 248,508 210,320 5,740 779,823 

Galvanizers' 	zinc dross 	................... 181,148 953,629 377,362 303,326 454,089 

Sa1aoniac 	ashes 	......................... 379,720 98,060 85,439 14.000 378,341 

Glavanizers' zinc ashes and skiimaings 784,425 1,766,677 1,709,497 498,097 343,508 

Scrap 	zinc 	diecast 	........................ 469,308 1,359,336 1,209,353 61,400 557,891 

Zinc diecast drosses, skiinings and ashes . 139,396 506,748 411,181 137,630 97,333 

Other zinc scrap, md., contaminated 
zinc 	..................................... 236,409 180,385 233,029 - 185,765 

TOTAL ZINC GROUP 	........................ 3,179,233 5,616,779 4,773,734 1,062,011 2,960,267 

*Export includes material exported direct -- not through agents 

I 
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-3. 
Non-Ferrous Scrp Metal 

loble 2 - Consumers' * Report on Non-Ferrous Scrap Metal, Quarter Ended December 31, 1959 
Stock at 	 Stock at 

bginning of Receipts Consumption 	Exporte** end of 
quarter 	 quarter 

- 	 (pounds) 

Clean aluminum wire and cable, clean foil 
2s and 3s sheets and clippings and SOs 
series ................................... 832,743 

Pots, pans pure old sheet and castings 	326,820 

Clean duraluminum ......................... 125,501 

Mixed aluminum scrap (unsegregated) ...... 	 985,241 

Scrap lSs clippings and turnings .......... 9,985 

Turnings, akiings, dross, crashed air- 
craft, irony aluminum etc . ............... 	175,577 

TOTAL ALUMINUM GROUP .................... 2,455,867 

1,080,795 1,128,127 . 	 785,411 

436,117 484,220 - 	 278,717 

213,772 256,452 - 	 82,821 

1,153,482 1,545,769 - 	 592,954 

141,443 76,764 - 	 74,664 

	

223,944 	311,581 	- 	87,940 

	

3,249,553 	3,802,913 	- 	1,902,507 

No. 	1 	copper 	scrap 	........................ 1,175,783 12,646,134 12,405,440 - 1,416,477 

No. 2 copper, light copper, and clean mixed 
copper 	scrap 	............................. 1,096,637 5,760,724 5,627,671 - 1,229,690 

Copper bearing material mci., irony copper 
nd brass, contaminated turnings, ashes, 
irosses, skimeings, 	insulated copper, etc. 419,219 1,810,835 1,996,413 9,246 224,395 

'o. 	1 red brass scrap, turnings, and bronze 
screen 	cloth 	............................. 1,510,837 4,698,720 4,724,406 4,781 1,480,370 

Scrap 	radiators 	........................... 272,909 1,237,905 1,259,934 - 250,880 

Brass mill scrap mci., clippings, cartridge 
cases and shells, gilding metal, rod scrap 
and 	turnings, 	etc . 	........................ 1,590,169 8,317,485 8,151,611 - 1,756,043 

Yellow brass scrap and turnings md. cocks, 
faucets, 	condenser tubes, 	pipes, 	etc . 	 ..... 190,041 620,546 683,169 877 126,541 

Misc, brass bronze md., aluminum manganese 
and silicon bronzes solids and turnings ... 1,179,719 1,596,431 1,615,647 30,039 1,130,464 

TOTAL COPPER GROUP ....................... 7,435,314 36,688,780 36,464,291 44,943 7,614,860 

*Includes both foundries and ingot makers formerly reported separately. 
**Export includes material exported direct -- not through agents. 
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Table 2 - Consumers' * Report on Non-Ferrous Scrap Metal, Quarter Ended December 31, 1959 (concluded) 

Stock at 	 Stock at 
beginning of Receipts Consumption Exports** end of 

quarter 	 quarter 

(pounds) 

Battery plates and lead dross ............6,807,584 15,602,166 	16,912,043 	- 	5,497,707 

Scrap lead including cable lead ..........1,002,189 	2,687,680 	3,009,630 	- 	680,239 

Low grade and mixed babbitt and babbitt 
dross 	................................... 156,877 311,121 330,617 - 	 137,381 

High tin babbitt, pewter, and scrap tin .. 24,732 52,430 65,205 - 	 11,957 

Scrap solder, joints, and solder and tin 
dross 	................................... 182,543 366,953 305,415 - 	 244,081 

Scrap type metal and type metal dross • 582,461 2,550,752 2,218,360 - 	 914,853 

Other 	lead and tin scrap 	................. 46,639 58,749 99,618 - 	 5,770 

TOTAL TIN - LEAD GROUP ................. 8,803,025 21,629,851 22,940,888 - 	 7,491,988 

Scrap magnesium 	.......................... 23,952 48,652 57,733 - 	 14,871 

All pure nickel scrap 	.................... 180 - 20 - 	 160 

Cupro-nickel 	scrap 	....................... 201,796 716,949 707,832 - 	 210,913 

Monel 	scrap 	.............................. 11,727 39,671 37,523 - 	 13,875 

Nickel, silver or German silver scrap 5,568 61,678 66,921 - 	 325 

All other nickel alloy scrap 15 - 15 - 	 - 

TOTAL NICKEL GROUP ..................... 219,286 818,298 812,311 - 	 225,273 

New zinc scrap md., engravers plates 49,594 204,093 153,183 - 	 100,504 

Old 	zinc 	scrap 	............................ 29,207 55,281 66,487 - 	 18,001 

Galvanizers' 	zinc 	dross 	................... 372,710 2,170,934 1,884,070 - 	 659,574 

Salammoniac ashes - 

Galvanizers' zinc ashes and skitmnings 149,845 -51,350 - 	 98,495 

Scrap 	zinc 	diecast 	........................ 68,442 165,281 194.715 - 	 39,008 

Zinc diecast drosses, skinnings and ashes • 9,744 70,898 72,095 - 	 8,547 

Other zinc scrap, md., contaminated zinc 224,856 25,772 69,491 - 	 181,137 

TOTAL ZINC GROUP 	........................ 904,398 2,640,909 2,440,041 - 	 1,105,266 

* Includes both foundries and ingot makers formerly reported separately. 
** Exports fniuds mater al exported dtrpct -- not through agPnts. 
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