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fable 1 - Dealers' Report on Non-ferrous Scrap Metal 1  Quarter Ended June 30, 1960. 

Stock at Stock at 
beginning of Receipts Shipments end of 

quarter Domestic Export* quarter 
(poutids) 

Clean aluminum wire a..d cable, clean foil, 
2s and 3s srteets and clippings and SOs 
series ................................... 665,270 3,132,259 2,0o5,566 1,007,001 904,962 

Pots, pans pure old sheet and castings 464,973 1,837,426 1,183,219 658,007 461,115 

Clean duraluminuin 	........................ 30,854 206,260 174,821 20,442 41,851 

Mixed aluminum scrap (unsegregated) ....... 

Scrap 75s clippings and turnings ......... 

Turnings, skiusnings, dross, crashed air-

craft, irony aluminum, etc ................ 

TOTAL ALUMINUM GROUP ................ 

No.1 copper scrap......................... 

No. 2 copper, light copper, and clean-mixed 
copper scrap.............................. 

Copper bearing material md., irony copper 
and brass, contaminated turnings, ashes, 
drosses, skimings, insulated copper, etc.. 

No. 1 red brass scrap, turnings, and bronze 
scree.i cloth ............................. 

	

656,287 2,069,942 1,195,491 	192,130 1,338,608 

98,287 	320,642 	245,346 	121,838 	51,745 

	

405.650 2,342 1 416 1,070,465 1,185,175 	492,426 

2,521,321 9,908,947 5,954,968 3,184,593 3,290,707 

1,874,7o7 7,689,067 5,92,906 1,391,703 2,243,265 

	

3,749,635 8,336,291 6,990,504 	921,972 4,173,450 

	

978,445 2,134,843 1,750,310 	372,152 	990,o26 

1,767,837 5,537,042 3,709,920 1,681,244 1,913,709 

Scrap radiatorB ..........................834,633 3,020,297 2,186,760 1,069,629 	602,321 

Brass mill scrap mci., clippings, cartridge 
cases and shell, gilding metai, rod scrap 
and turnings, etc . ....................... 	299,692 1,504,452 1,177,10 	367,826 	259 0 133 

Yellow brass scrap and turnLngs mci., 
cocks faucets, condenser tubes, pipes etc. 	1,564,723 4,202,O4 	3,621,109 	875,02b 1,270,637 

Misc, brass bronze mci.., aluminum manganese 
and silicon bronzes solids and turnings 	614,378 	881,037 	814,962 	178,545 	501,800 

TOTAL COPPER GROUP ..................11,664,130 33,311,090 26,161,702 6,656,297 11,955,229 

*Export includes material exported direct -- not tilrougn agents. 
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Non-ferrous Scrap Metal 

Table 1 - Dealers' Report on Non-Ferrous Scrap Metal, Quarter Ended June 30, 1960 (Concluded) 

Stock at Stock at 
beginning of Receipts - 	 Shipments end of 

quarter Domestic Export* quarter 
(pounds) 

Battery plates and lead dross 	............ 3,114,118 13,376,553 12,612,161 712,284 3,166,226 

Scrap lead including cable lead 	.......... 2,927,912 3,879,987 3,503,550 122,003 3,182,346 

Low grade and mixed babbitt and babbitt 
dross 	.................................... 228,072 60,887 59,392 - 229,567 

High tin babbitt, pewter, and scrap tin 38,581 29,544 28,777 - 39,348 

Scrap solder, 	joints, and solder and tin 
dross 	.................................... 128,439 83,971 167,872 - 44,538 

Scrap type metal and type metal dross 429,681 1,134,806 1 2 065,515 303 498,669 

Other 	lead and 	tin scrap 	................. 96,406 90,147 184,123 18,447 83,983 

TOTAL TIN 	- LEAD ciou 	................. 6,963,209 18,755,895 17,621,390 853,037 7,244,677 

SCRAP MAGNESIUM........................... 21,213 1,658 7,237 3,034 29,600 

All 	pure 	nickel 	scrap 	.................... 16,158 48,746 12,334 15,073 37,497 

Cupro-nickel 	scrap......................... 2,984 6,193 1,470 4,493 3.214 

Monel 	scrap 	.............................. 132,503 158,287 115,304 66,731 108,755 

£ickel, silver or German silver scrap 113,381 45,789 70,859 - 88,3Ii 

All other nickel alloy scrap 	............. 191,628 408,139 33.448 137.853 118,466 

TOTAL NICKEL GROUP 	.................... 456,654 667,154 543,415 224,150 356,243 

New zinc scrap md., 	eigravers plates 186,727 467,948 311,567 - 343,108 

Old 	zinc 	scrap 	........................... 830,584 342,855 788,439 1,070 383,930 

Galvanizers' 	zinc 	dross 	.................. 581,373 1,166,721 856,586 94,163 797,345 

Sa1amotiac 	ashes 	......................... 378,341 90,482 269,925 - 198,898 

Galvanizers' 	zinc ashes and skimmings 	.... 461,553 2,440,596 2,159,782 215,250 527,117 

Scrap 	zinc 	diecast 	........................ 450,751 1,342,355 1,253,400 85,366 454,340 

Zinc diecast drosses, skimmings and ashes. 227,925 627,759 481,159 15,194 222,331 

Other zinc scrap, 	md., contaminated 
zinc 	..................................... 118,349 161,996 164,009 - 116,336 

TOTAL ZINC 	GROUP 	...................... 3,235.603 6.660,712 6,284,867 548,043 3,043,405 

*Export includes material exported direct -- not through agents. 
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Non-ferrous Scrap Metal 

Fable 2 - Consumers' * Report on Non-Ferrous Scrap Metal 1  Quarter Ended June 30, 1960 
Stock at 	 Stock at 

Beginning of Receipts Consumptioii Exports** end of 
Quarter 	 Quarter 

(pounds) 

Clean aluminum wire and cable, clean foil 
2s and 3s sheets and clippings and 50s 
series 	................................... 685,466 723,451 1,025,545 	- 383,372 

Pots,.pans pure old sheet and castings 271,745 500,382 461,133 	- 310,994 

Clean 	duraluminum 	........................ 82,273 254,910 165,165 	- 172,018 

Mixed aluminum scrap (unsegregated) 465,847 1,093,734 1,253,110 	- 306,471 

Scrap 75s clippings and turniflgs 	......... 95,22 66,772 145,223 	- 16,771 

Turnings, ekinsnings, dross, crashed air- 
craft, 	irony aluminum etc . 	............... 288,183 506,612 460,340 129,782 204,673 	- 

TOTAL ALUMINUM GROUP 	.................. 1,888,736 3,145,861 3,510,516 	129,782 1,394,299 

No. 	1 	Copper 	scrap 	....................... 1,275,342 9,040,145 9,372,853 89,931 852,703 

No. 2 copper, 	light copper, and clean mixed 
copper 	scrap 	............................. 479,512 3,872,334 3,915,768 32,708 403,370 

:opper bearing material md., 	irony copper 
aid brass, contaminated turnings, ashes, 
irosses, skiusnings, 	insulated copper, etc. 257,044 2,357,823 2,379,706 10,208 224,953 

a. 1 red brass scrap, turnings, and bronze 
screen 	cloth 	............................. 1,630,703 4,200,759 4,532,612 1,230 1,297,620 

Scrap 	Radiators 	.......................... 162,162 986,866 1,017,088 - 131,940 

8rass mill scrap mci., clippings, cartridge 
cases and shells, gilding metal, rod scrap 
and 	turnings, 	etc . 	....................... 1,680,253 8,477,419 8,008,080 - 2,149,592 

Yellow brass scrap and turnings thcl, cocks, 
faucets, condenser tubes, pipes, etc 123,931 664,221 668,221 475 119,466 

Misc, brass bronze inc1., aluminum manganese 
and silicon bronzes solids and turnings .. 1,13,4 1.846,379 1,955,004 1,138 1,025.471 

TOTAL COPPER GROUP .................... 6,744,1sl 31,445,956 31,849,332 135,690 	6,205,115 

* Includes both foundries and ingot makers formerly reported separately. 

** Export includes material exported direct -- not through agents. 
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jon-Ferrous Scrap Metal 
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Table 2 - Consumers' * Report on Non-Ferrous Scrap Metal 1  Quarter Ended June 30 1  1960 (concluded) 
Stock at Stock at 

beginning of Receipts Consumption Exports** 	end of 
Quarter quarter 

(pounds) 
Battery plates and 	lead dross 	............ 5,233,205 16,739,914 17,445,693 - 	 4,527,426 

Scrap lead including cable lead 	.......... 535,489 3,751,453 3,86b,714 - 	 418,228 

Low grade and mixed babbitt and babbitt 
dross 	.................................... 121,858 336,832 363,659 - 	 95,031 

High tin babbitt, pewter, and scrap tin 22,644 27,078 38,842 - 	 10,880 

Scrap solder, 	joints, and solder and tin 
dross 	.................................... 193,402 236,125 184,356 - 	 245,171 

Scrap type metal and type metal dross 604,768 2,568,113 2,453,014 - 	 719,867 

Other 	lead and tin scrap 	................. 249,126 00 2 591- 266,776 - 	 182941 

TOTAL TIN 	- LEAD GROUP 	................ 6,960,492 23,860,106 24,621,054 - 	 6,199,544 

SCRAP MAGNESIUM 	.......................... 46,925 2,788 25,528 - 	 24,185 

All 	pure nikel 	scrap 	.................... 160 8 18 - 	 150 

Cupro-nickel scrap 	....................... 200,030 1,251,064 1,243,078 - 	 208,016 

Monel 	scrap 	............................... 7,151 15,517 8,480 - 	 14,188 

Nickel, silver or German silver scrap 13,864 77,500 84,233 - 	 7,131 

All other nickel alloy scrap - - - - 	 - 

TOTAL NICKEL GROUP 	.................... 221,205 1,344,089 1,335,809 - 	 229,485 

New zinc scrap mci., engravers plates 88,372 124,755 62,716 	- 150,411 

Old 	zinc 	scrap 	........................... 32,494 100,809 96,321 	- 36,982 

Galvanizers' 	zinc 	dross 	.................. 560,675 2,125,176 2,239,593 	- 446,258 

Salamoniac 	ashes 	......................... - - - 	 - - 

Galvanizers' zinc ashes and skinings 94,808 895,040 923,728 	- 66,120 

Scrap 	zinc 	diecast 	....................... 45,621 208,263 229,191 	- 24,693 

Zinc diecast drosses, skiusnings and ashes 14,844 71,897 73,994 	- 12,747 

Other zinc scrap, md., contaminated zinc 186,767 8,655 109,037 	- 86,385 

TOTAL ZINC GROUP 	...................... 1,023,581 3,534,595 3,734,580 	- 823,596 

* Includes both foundries and ingot makers formerly reported Beparately. 

**Ex):rts )'u 	111is noterial 	cx))urt&d direct --not through agents. 


