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NON-FERROUS SCRAP METAL 

Quarter Ended September 30 )  1961 

TABLE 1. Dealers' Report on Non-Ferrous Scrap Metal, Quarter Ended September 30, 1961 

Stock at 	Shipments 	Stock at 
beginning of 	Receipts 	 end of 

quarter 	Domestic 	Export(1) 	quarter 

Clean aluminum wire and cable, clean 
foil, 2s and 3s sheets and clippings 
and 	50s 	series 	....................... 1,279,447 2,901,444 2,228,291 783,061 1,169,539 

Pots, pans pure old sheet and castings 644,420 1,755,510 1,119,845 666,976 613,109 

Clean 	duraluminum 	...................... 54,949 155,733 152,322 - 58,360 

Mixed aluminum scrap (unsegregated) 	.. 1,133,464 2,076,349 1,583,342 234,705 1,391,766 

Scrap 75s clippings and turnings 97,814 281,922 295,046 - 84,690 

Turnings, skinimings, 	dross, crashed air- 
craft, 	irony aluminum, 	etc . 	.......... 648,301 1,713,976 800,654 846,709 714,914 

Total aluminum group 	............... 3,858,395 8,884,934 6,179,500 2,531,451 4,032,378 

S No. L 	copper 	scrap 	..................... 1,994,880 6,706,061 6,250,637 766,140 1,684,164 

No. 	2 copper, 	light copper, and 
clean-mixed copper scrap 	............. 2,607,829 8,497,918 7,209,178 327,335 3,569,234 

Copper bearing material mci., 	irony 
copper and brass, contaminated 
turnings, ashes, drosses, skimmings, 
insulated 	copper, 	etc . 	............... 917,523 2,760,367 2,329,950 217,133 1,130,807 

No. 	1 red brass scrap, 	turnings, and 
bronze 	screen cloth 	.................. 1,577,089 4,539,605 4,058,735 740,349 1,317,610 

Scrap 	radiators 	........................ 453,877 2,860,403 2,462,288 406,649 445,343 

Brass mill scrap md., clippings, 
cartridge cases and shells, gilding, 
metal, rod scrap and turnings, etc. 	.. 380,572 1,366,233 842,295 373,876 530,634 

Yellow brass scrap and turnings md., 
cocks, faucets, condenser tubes, 
pipes 	etc . 	........................... 1,055,505 4,047,890 3,081,622 746,075 1,275,698 

Misc, brass bronze md., aluminum 
manganese and silicon bronzes solids 
and 	turnings 	......................... 257,361 686,452 602,715 13,636 327,462 

Total 	copper 	group 	................. 9,244,636 31,464,929 26,837,420 3,591,193 10,280,952 

(1) 	Includes 	mater jt 	expor ted 	direct 	- 	not through agents. 

S 
Industry and Merchandising Division 

6523-599-91 

ROGER Du,,atEL, F.R.S.C.. Queens Printer and Controtler or Stationery. Ottawa. 1961 
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TABLE I. Dealers' Report on Non-Ferrous Scrap Metal, Quarter Ended September 30, 1961 - 
Concluded 

Stock at 	Shipments 	Stock at  
beginning of Receipts 	 end of 

quarter 	Domestic Export(l) 	quarter 

pounds 

	

3,887,845 	16,446,592 16,367,011 	605,470 	3,361,956 

	

2,597,370 	3,063,739 	2,844,973 	10,530 	2,805,606 

	

198,713 	172,199 	92,246 	68,447 	210,219 

	

47,406 	69,916 	32,001 	- 	85,321 

	

32,192 	79,851 	70,811 	10,078 	31,154 

	

349,645 	882,584 	888,125 	3,203 	340,901 

	

73.033 	309.227 	295,896 	158 	86,206 

	

7,186.204 	21,024,108 20,591,063 	697,886 	6,921,363 

	

43,242 	81,728 	85,294 	1,245 	38,431 

36,381 34,170 17,760 23,669 29,122 

39,982 10,428 11,081 - 39,329 

121,216 77,733 85,048 11,548 102,353 

102,058 38,924 68,176 - 72,806 

194,700 464,786 488,535 15.542 155,409 

494.337 626,041 670.600 50,759 399.019 

Battery plates and lead dross ........... 

Scrap lead including cable lead ......... 

Low grade and mixed babbitt and babbitt 
dross ................................. 

high tin babbitt, pewter, and scrap 
tin ................................... 

Scrap solder, joints, and solder and 
tin dross ............................. 

Scrap type metal and type metal dross 

Other lead and tin scrap ................ 

Total tin - lead group .............. 

Scrap magnesi.mi ......................... 

Allpure nickel scrap ................... 

Cupro-nickel scrap ...................... 

Monel scrap ............................. 

Nickel, silver or German silver scrap 

All other nickel alloy scrap ............ 

Total nickel group .................. 

New zinc scrap md., engravers' plates 188,811 336,064 363,282 4,375 157,218 

Old 	zinc 	scrap 	.......................... 302,627 100,725 180,641 - 222,711 

Galvanizers' 	zinc dross 	................. 636,887 515,676 567,616 - 584,947 

Salanioniac 	ashes 	........................ 38,748 107,397 107,397 - 38,748 

Galvanizers' zinc ashes and skimeings 849,546 1,280,409 1,130,623 169,842 829,490 

Scrap 	zinc 	diecast 	...................... 351,781 951,603 666,747 41,850 594,787 

Zinc diecast drosses, skininings and 
ashes 	................................. 80,217 92,615 33,121 - 139,711 

Other zinc scrap, mci., conteminated 
zinc 	.................................. 118,482 76,545 92,882 - 102,145 

Total 	zinc 	group 	.................... 2,567,099 3,461,034 3,142,309 216,067 2,669,757 

() 	1n 	ides 	:1Ldt 	rIol 	ex:.rLe 	:e:t 	-- 	not rrough 	igenLs. 

I 
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TABLE 2. 	Consumers'(l) Report on Non-Ferrous Scrap Metal, Quarter Ended September 30, 1961 

Stock at Con- Stock at 
eginning of Receipts sumption Exports(2) and of 
quarter quarter 

pounds 

Clean aluminum wire and cable, clean 
foil 2s and 3s sheets and clippings 
and 	SOs 	series 	....................... 593,712 1,261,517 1,213,289 - 641,940 

Pots, pans pure old sheet and castings 493,471 258,250 371,659 - 380,062 

Clean 	duraluminum 	...................... 168,148 257,471 135,212 - 290,407 

Mixed aluminum scrap (unsegregated) 617,148 1,158,005 1,099,630 - 675,523 

Scrap 759 clippings and turnings 60,745 66,474 87,033 - 40,186 

Turnings, skimmings, dross, crashed 
aircraft, 	irony aluminum etc . 	 ........ 229,102 1,759,721 1,600,413 - 388,410 

Total 	aluminum group 	............... 2,162,326 4,761,438 4,507,236 - 2,416,528 

No. 	1 	Copper 	scrap 	..................... 1,736,360 9,617,270 9,641,127 16,981 1,695,522 

No. 	2 copper, 	light copper, 	and clean 
mixed 	cop'r 	scrap 	................... .+l1,5:d 3,880,07 ,84O,995 17,+7 

Copper 	hear ii 	material 	inc 1 	, 	irony 
copper and brass, contaminated 
turnings, ashes, drosses, skimmings, 
insulated copper, 	etc . 	............... 367,432 1,962,776 1,994,168 14,815 321,225 

No. 1 red brass scrap, turnings, and 
bronze 	screen cloth 	.................. 1,431,144 3,839,591 4,250,195 - 1,020,540 

Scrap 	radiators 	........................ 153,820 970,284 1,049,479 - 74,625 

Brass mill scrap mci., clippings, 
cartridge cases and shells, gilding 
metal, rod scrap and turnings, etc. .. 	1,157,018 	6,206,866 	6,238,684 	- 	1,125,200 

Yellow brass scrap and turnings md. 
cocks, faucets, condenser tubes, 
pipes, etc . .......................... 	179,162 	1,061,238 	1,106,812 	572 	133,016 

Misc, brass bronze mci., aluminum 
manganese and silicon bronzes 

	

solids and turnings ..................076,281 	1,135,997 	1,319,582 	- 	892,696 

	

Total copper group .................6,512,765 	28,674,109 29,441,042 	49,843 	5,695,989 

See footnotes at end of table. 
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TABLE 2. Consumers'(l) Report on Non-Ferrous Scrap Metal, Quarter Ended September 30, 196 
Concluded 

Stock at 	
Con- 

Stock at 
beginning of Receipts 	

Buniption 
Exports(2) 	end of 

quarter 	 quarter 

pounds 

Battery plates and lead dross 	......... 10,424,309 17,658,463 14,419,837 	- 13,662,935 

Scrap lead including cable lead 744,303 2,049,891 1,470,459 	- 1,323,735 

Low grade and mixed babbitt and 
babbitt 	dross 	....................... 115,050 289,055 237,552 	- 166,553 

High tin babbitt, pewter, and scrap 
tin 	................................. 30,584 66,233 47,143 	- 49,674 

Scrap solder, joints, and solder and 
tin 	dross 	........................... 226,578 123,957 165,521 	- 185,014 

Scrap type metal and type metal dross 1,253,679 1,610,901 1,402,180 	- 1,462,400 

Other 	lead 	and 	tin 	scrap 	.............. 268,947 246,775 411,701 	- 104,021 

Total 	tin 	- 	lead 	group 	............ 13,063,450 22,045,275 18,154,393 	- 16,954,332 

Scrap 	magnesium 	....................... 69,810 48,161 62,371 

All 	pure 	nickel 	scrap 	................. 9,047 2,553 2,012 

Cupro-nickel 	scrap 	.................... 135,750 631,420 640,202 

Monel 	scrap 	........................... 13,698 18,553 22,078 

Nickel, silver or German silver scrap 1,484 72,027 56,508 

All other nickel alloy scrap - - - 

Total 	nickel 	group 	................ 159,979 724,553 720,800 

New zinc scrap md., engravers' 
plates 	.............................. 36,060 395,779 399,353 

Old 	zinc 	scrap 	........................ 19,789 102,053 74,319 

Galvanizers' 	zinc 	dross 	............... 386,892 1,681,059 1,630,759 

Salamoniac 	ashes 	...................... - - - 

Galvanizers' 	zinc ashes and skimmings 36,285 6,057,567 5,985,798 

Scrap 	zinc 	diecast 	.................... 7,966 363,966 350,656 

Zinc diecast drosses, 	skiimnings and 
ashes 	............................... 12,371 25,611 18,000 

Other zinc scrap, 	md., contaminated 
zinc 	................................ 131,631 14,329 57,960 

Total 	zinc 	group 	.................. 630,994 8,640,364 8,516,845 

(1) Includes both foundries and ingot makers formerly reported separately. 
(2) Includes material exported direct -- not through agents.  

- 	55,600 

- 	9,5 

- 	io,i; 

- 	17,003 

- 	163,732 

32,486 

47,523 

437,192 

- 	108,054 

- 	21,276 

- 	19,982 

- 	88,000 

- 	754,513 

I 


