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NON-FERROUS SCRAP METAL 	/ 	O" 

QUARTER ENDED JUNE 30, 1962 	a \C(>\ 
TABLE 1. Dealers' Report on Non-Ferrous Scrap Metal, Quart' ndedJut30,l96Z "\ 

\ 

Stock at 
beginning of 
quarter 

Receipts 
S)'çcieiit 

. 

::::t1c 	
xp'ki 

St 	at 
ad of 

quarter 

Clean aluminum wire and cable clean 
foil, 2s and 3s sheets and clippings 
and 	50s 	series 	...................... 883,209 3,444,353 2,566,637 981,435 779,490 

Pots, pans, pure old sheet and castings 475,032 1,826,523 1,332,388 506,249 462,918 
Clean 	duraluminum 	..................... 69,096 267,538 241,765 22,392 72,477 
Mixed aluminum scrap (unsegregated) 1,039,429 1,572,985 1,407,637 422,475 782,302 
crap 75s clippings and turning 67,581 194,087 195,395 - 66,273 
1rntngs, skiusnings, dross, crashed 

iircraft, 	irony aluminum, 	etc . 	...... 546,729 1,890,358 842,617 1,035,354 559,116 

Total aluminum group 	.............. 3,081,076 9,195,844 6,586,439 2,967,905 2,722,576 

No. 	1 	copper 	scrap 	....................2,526,515 	9,140,195 	7,005,592 	2,604,746 	2,056,372 
No. 2 copper, 	light copper, and clean- 

mixed copper 	scrap 	..................3,467,912 	8,270,065 	8,071,838 	397,345 	3,268,794 
Copper bearing material mci., irony 

copper and brass, contaminated 
turnings, ashes, droses, 	skininings, 
insulated copper, 	etc . 	.............. 	1,470,957 	3,475,901 	2,276,584 	1,221,960 	1,448,314 

No. 	1 red brass scrap, turnings, and 
bronze 	screen cloth 	.................1,456,779 	5,203,414 	4,901,134 	523,475 	1,235,584 

Scrap radiators 	.......................579,173 	3,348,881 	3,117,049 	60,136 	750,869 
Brass mill scrap mci., clippings, 

cartridge cases and shells, gilding 
metal, rod scrap and turnings, etc 	728,756 	1,700,415 	1,381,692 	231,403 	816,076 

Yellow brass scrap and turnings mci., 
cocks, faucets, condenser tubes, 
pipes 	etc . 	.......................... 	1,395,197 	5,265,035 	4,219,472 	562,450 	1,878,310 

Misc. brass bronze md., aluminum 
manganese and silicon bronzes solids 
and 	turnings 	.......................392,290 	743,921 	712,320 	45,463 	378,428 

Total 	copper group 	...............12,017,579 	37,147,827 	31,685,681 	5,646,978 	11,832,747 

(1) 	Inc Iiid€c 

 

mat,-rilil nx'ort€d direct, - not throbgh anen'. 

e)ternhP1 1962 	 1ndutrv and MnrchanIl .ing flivis Ion 
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TABLE 1. Dealers' Report on Non-Ferrous Scrap Metal, Quarter Ended June 30, 1962 - Concluth 

Stock at 
	

Shipments 	Stock 
beginning of 	Receipts 	 nd of 
quarter 	Dome St Ic 

	Export(l) 	
quarter 

pounds 

Battery plates and 	lead dross 	........... 2,393,763 16,738,944 16,298,548 291,708 2,542,451 

Scrap lead including cable 	lead 	......... 3,369,152 3,414,174 3,202,367 4,287 3,576,672 

Low grade and mixed babbitt and babbitt 
dross 	................................. 192,322 111,478 128,118 34,020 141,662 

High tin babbitt, pewter, and scrap tin 49,206 29,886 31,683 - 47,409 

Scrap solder, joints, and solder and tin 
dross 	................................. 82,486 216,256 208,792 - 89,950 

Scrap type metal and type metal dross .. 245,336 1,108,183 989,770 250 363,499 

Other 	lead 	and 	tin 	scrap 	................ 133,592 352,722 267,107 - 219,207_ 

Total 	tin 	- 	lead group 	.............. 6,465,857 21,971,643 21,126,385 330,265 6,980,850 

Scrap magnesium ........................ 	24,102 	53,313 	58,157 
	

19,258 

All 	pure 	nickel 	scrap 	................... 49,221 81,058 21,965 62,458 45, 

Cupro-nickel 	scrap 	...................... 34,820 19,794 21,879 - 32, 7  

Monel 	scrap 	............................. 110,160 142,579 49,885 93,241 109,611 

Nickel, silver or German silver scrap 84,457 39,327 40,047 - 83,737 

All other nickel alloy scrap 	............ 201,414 764,379 619,843 208,681 137,269 

Total 	nickel group 	.................. 480,072 1,047,137 753,619 364,380 409,210 

New zinc scrap md., engravers' plates 303,196 507,548 430,685 1,260 378,799 

Old 	zinc 	scrap 	.......................... 207,121 142,493 112,028 - 237,586 

Galvanizers' 	zinc 	dross 	................. 742,462 700,422 414,113 346,165 682,606 

Salamoniac 	ashes 	........................ - 171,078 171,078 - - 

Galvanizers' zinc ashes and skininings 924,326 1,308,311 870,267 400,356 962,014 

Scrap 	zinc 	diecast 	...................... 450,294 1,174,222 923,143 97,693 603,680 

Zinc diecast drosses, skin!uings and ashes 278,413 305,878 132,337 325,825 126,129 

Other zinc scrap, md., contaminated 
zinc 	.................................. 25,808 64,072 58,951 - 30,929 

Total 	zinc 	group 	.................... 2,931,620 4,374,024 3,112,602 1,171,299 3,021,743 

(1) Includes material exported direct - not through agents . 
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rABLE 2. Consumers'(l) Report on Non-Ferrous Scrap Metal, Quarter Ended June 30, 1962 

Stock at 	
Con - 	

Stock at 
beginning of Receipts 	

sumpt ion Exports(2) 
	end of 

quarter 	 quarter 

pounds 

Clean aluminum wire and cable, clean 
foil 2s and 3s sheets and clippings 
and 	50s 	series 	....................... 701,502 2,166,717 2,000,587 - 	 867,632 

Pots pans pure old sheet and castings 395,936 808,380 637,692 - 	 566,624 

Clean 	duraluininum 	...................... 137,637 206,398 257,126 - 	 86,909 

Mixed aluminum scrap (unsegregated) 590,524 1,623,240 1,367,738 - 	 846,026 

Scrap 75s clippings and turnings 40,880 166.565 99,730 - 	 107,715 

Turnings, skimmings, dross, crashed 
aircraft, 	irony aluminum etc . 	 ........ 202,949 579,300 537,506 - 	 244,743 

Total 	aluminum group 	............... 2,069,428 5,550,600 4,900,379 - 	 2,719,649 

	

No. 1 Copper scrap ..................... 1,328,399 	11,516,349 	11,322,505 	92,968 	1,429,275 

2 copper, light copper, and clean 

	

:iiixed copper scrap ................... 24,969 	5,234,042 	4,524,170 	55,040 	909,801 

Lopper bearing material md., irony 
copper and brass, contaminated 
turnings, ashes, drosseg, skimmings, 
insulated copper, etc . ............... 	362,241 	1,684,440 	1,633,349 	11,591 	401,741 

No. 1 red brass scrap, turnings, and 
bronze screen cloth ................. 

Scrap radiators ........................ 104,303 	1,347,489 	1,326,731 

Brass mill scrap md., clippings, 
cartridge cases and shells, gilding 
metal, rod scrap and turnings, etc. 

Yellow brass scrap and turnings md. 
cocks, faucets, condenser tubes, 
pipes, etc ........................... 

- 	125,061 

269,875 	2,442,824 	2,399,793 	- 	312,906 

1,960,073 	9,261,347 	9,550,646 
	

327 	1,670,447 

127,867 	1,281,105 	1,195,665 	- 	213,307 

Misc. brass bronze md., aluminum 
manganese and silicon bronzes 

	

'c1ids and turnings .................. 1,447,243 	2,841,775 	2,574,255 	- 	1,714,763 

	

tal copper group ................. 5,854,970 	35,609,371 34,527,114 	159,926 	6,777,301 

-. tootnotes at end of table. 
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TABLE 2. Consumers'(l) Report on Non-Ferrous Scrap Metal, Quarter Ended June 30, 1962 - Concluth 

Stock at 
beginning of 

quarter 
Receipts Exports(2) 

sumption 

Stock 
end o 
quarter 

pounds 

Battery plates and 	lead dross 	......... 8,527,756 17,933,165 18,431,958 	- 8,028,963 

Scrap lead including cable lead 691,656 3,726,534 3,736,334 	- 681,856 

Low grade and mixed babbitt and babbitt 
dross 	............................... 70,761 466,204 394,208 	- 142,757 

High tin babbitt, pewter, and scrap tin 10,763 53,944 48,507 	- 16,200 

Scrap solder, joints, and solder and 
tin 	dross 	........................... 187,676 329,975 427,532 	- 90,119 

Scrap type metaL and type metal dross 1,164,383 2,786.289 2,913,838 	- 1,036,834 

Oth.r 	lead 	and 	tin 	scrap 	.............. 101,805 145 234 161,715 	- 85,324 

Total 	tin 	- 	lead 	group 	...... . ..... 10,754,800 25,441,345 26,114,092 	- 10,082,053 

Scrap 	magnesium 	....................... 36,323 46,158 41,998 	- 40,483 

All 	pure 	nickel 	scrap 	................. 8,167 - 4,050 	- 4,117 

Cupro-nickel 	scrap 	.................... 293,168 820,641 744,986 	- 368, 

Monel 	scrap 	........................... 4,794 15,050 9,274 

Nickel, silver or German silver scrap 21,992 42,174 54,994 	- 9,1. 

All other nickel alloy scrap - - - 	 - 

Total 	nickel 	group 	................ 328,121 877,865 813,304 	- 392.682 

New zinc scrap mci., engravers' plates 56,145 460,053 452,467 	- 63,731 

Old 	zinc 	scrap 	........................ 48,459 142,036 58,872 	- 131,623 

Galvanizers' 	zinc 	dross 	............... 307,658 1,838,399 1,827,748 	- 318,309 

Salamoniac 	asheq 	...................... - - - 	 - - 

Galvir'tzers' 	zinc ashes and skimeiings 73,069 585,835 582,286 	- 76,618 

Scrap 	zinc 	diecast 	.................... 247,527 598,851 715,764 	- 130,614 

Zinc diecast droces, 	skimmings and 
ashes 	............................... 47,114 175.047 159,470 	- 62,691 

Other zinc scrap, 	md., contaminated 
zinc 	................................- 11,713 190 - 	 - 11,903 

Total 	zinc 	group 	.................. 791,685 3,800,411 3,796,607 	- 795,489 

(1) Includes both foundries and ingot makers formerly report4 	';nte1v. 

(2) Includes material exported direct - not through agents. 


