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NON-FERROUS SCRAP METAL 

QUARTER ENDED SEPTEMBER 30, 1962 

TABLE 1. Dealers' Report on Non-Ferrous Scrap Metal, Quarter Ended September 30, 1962 

Stock at Shipments Stock at 
beginning of Receipts  end of 

quarter Domestic Export(1) quarter 

pound 5 

Clean aluminum wire and cable clean 
foil, 2s and 3s sheets and clippings 
and 	50s 	series 	...................... 779,490 3,537,102 2,631,378 958,391 726,823 

Pots, pans, pure old sheet and castings 462,918 1,827,419 1,307,589 328,321 654,427 
Clean duraluminuui 	..................... 72,477 304,316 250,818 66,394 59,581 
Mixed aluminum scrap (unsegregated) 782,302 1,614,698 1,152,839 534,396 709,765 
Scrap 75s clippings and turnings 66,273 188,557 211,243 - 43,587 
Turnings, skinanings, dross, crashed 

aircraft, 	irony aluminum, etc . 	...... 559,116 1,361,023 649,409 779,966 490,764 

Total aluminum group 	.............. 2,722,576 8,833,115 6,203,276 2,667,468 2,684,947 

	

No. 1 copper scrap ....................2,056,372 	7,822,729 	6,895,472 	1,151,151 	1,832,478 
No. 2 copper, light copper, and clean- 

	

mixed copper scrap ..................3,268,794 	8,599,199 	8,342,364 	244,678 	3,280,951 
Copper bearing material md., irony 

copper and bra8s, contaminated 
turnings, ashes, dross, skinanings, 
insulated copper, etc . .............. 	1,448,314 	2,692,474 	2,129,081 	747,576 	1,264,131 

No. 1 red brass scrap, turnings, and 

	

bronze screen cloth .................1,235,584 	4,461,035 	3,854,413 	675,145 	1,167,061 

	

Scrap radiators .......................750,869 	2,550,214 	2,609,209 	- 	691,874 
Brass mill scrap mci., clippings, 

cartridge cases and shells, gilding 
metal, rod scrap and turnings, etc 	816,076 	1,610,185 	1,545,341 	429,635 	451,285 

Yellow brass scrap and turnings mci., 
cocks, faucets, condenser tubes, 
pipes etc . .......................... 	1,878,310 	3,688,036 	3,315,399 	800,513 	1,450,374 

Misc. brass bronze md., aluminum 
manganese and silicon bronzes solids 

	

and turnings ........................378,428 	611,565 	614,985 	12,615 	362,393 

	

Total copper group ................11,832,747 	32,035,437 29,306,264 	4,061,373 	10,500,547 

(1) Includes material exported direct - not through agents. 
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Shipments 	Stock at 
Receipts 	 end of 

Domestic Export ( 1) quarter 

pounds 

13,251,110 13,019,177 	- 2,774,384 

2,440,115 	2,627,819 	- 3,388,968 

	

43,181 	50,913 
	

4,170 	129,760 

	

92,483 	103,876 	- 	36,016 

63,721 96,404 

212,779 167,932 

200,936 136,994 

16,304,325 16,203,115 

	

780 	56,487 

	

- 	408,346 

	

- 	283,149 

4,950 7,077,110 
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TABLE 1. Dealers' Report on Non-Ferrous Scrap Metal, Quarter Ended September 30, 1962 - Concluded 

Battery plates and lead dross ........... 

Scrap lead including cable lead ......... 

Low grade and mixed babbitt and babbitt 
dross................................. 

High tin babbitt, pewter, and scrap tin 

Scrap solder, joints, and solder and tin 
dross................................. 

Scrap type metal and type metal dross 

Other lead and tin scrap ................ 

Total tin - lead group .............. 

Stock at 
beginning of 

quarter 

2,542,451 

3,576,672 

141,662 

47,409 

89,950 

363,499 

219,207 

6,980,850 

Scrap magnesium 	......................... 19,258 91,868 102,082 - 9,044 

All 	pure nickel 	scrap 	................... 45,856 63,238 13,617 70,118 25,359 

Cupro-nickel 	scrap 	...................... 32,735 14,052 7,567 - 39,220 

)1onel 	scrap 	............................. 109,613 155,577 123,700 19,796 121,694 

Nickel, silver or German silver scrap 83,737 50,892 45,366 - 89,263 

All other nickel alloy scrap 	............ 137,269 568,981 332,964 179,476 193,810 

Total nickel 	group 	.................. 409,210 852,740 523,214 269,390 469,346 

New zinc scrap md., engravers' plates 378,799 393,607 421,796 - 350,610 

Old 	zinc 	scrap 	.......................... 237,586 115,341 140,079 85,510 127,338 

Galvanizers' 	zinc dross 	................. 682,606 385,487 250,319 222,417 595,357 

Salamoniac 	ashes 	........................ - 81,580 81,580 - - 

Galvanizers' zinc ashes and skiings 962,014 1,425,157 1,033,051 713,599 640,521 

Scrap 	zinc 	diecast 	...................... 603,680 780,998 584,930 351,281 448,467 

Zinc djecast dross, skjnimjnga and ashes 126,129 68,673 55,563 73,332 65,907 

Other zinc scrap, md., contaminated 
zinc 	.................................. 30,929 80,581 87,171 - 24,339 

Total 	zinc 	group 	.................... 3,021,743 3,331,424 2,654,489 1,446,139 2,252,539 

(1) Includes material exported direct - not through agents. 



mm 

TABLE 2. Consumers' (1) Report on Non-Ferrous Scrap Metal, Quarter Ended September 30, 1962 

Stock at 	
Con- Stock at 

beginning of Receipts 	sumption Exports(2) 	end of 
quarter 	 quarter 

pounds 

Clean aluminum wire and cable, clean 
foil 2s and 3s sheets and clippings 
and 	50s 	series 	....................... 867,632 1,955,236 1,735,660 - 	 1,087,208 

Pots, pans, pure old sheet and castings 566,624 479,777 444,804 - 	 601,597 

Clean duraluminum 	...................... 86,909 146,771 102,271 - 	 131,409 

Mixed aluminum scrap (unsegregated) 846,026 1,245,603 1,292,353 - 	 799,276 

Scrap 75s clippings and turnings 107,715 128,196 159,444 - 	 76,467 

Turnings, skiinga, dross, crashed 
aircraft, 	irony aluminum etc . 	........ 244,743 405,135 353,456 - 	 296,422 

Total 	aluminum group 	............... 2,719,649 4,360,718 4,087,988 - 	 2,992,379 

	

No. 1 copper scrap .....................1,429,275 	11,458,535 10,254,384 	8,970 	2,624,456 

No. 2 copper, light copper, and clean 

	

mixed copper scrap ................... 909,801 	,57,411 	T,632,841 	49,46 	684,823 

Copper bearing material mci., irony 
copper and brass, contaminated 
turnings, ashes, dross, skiusnings, 
insulated copper, etc . ............... 	401,741 	2,502,094 	2,583,803 	- 	320,032 

No. I red brass scrap, turnings, and 
bronze screen cloth ................. 312,906 	2,599,298 	2,205,702 - 	706,502 

Scrap radiators ........................125,061 	1,290,985 	1,140,909 - 	275,137 

Brass mill scrap md., clippings, 
cartridge cases and shells, gilding 
metal, rod scrap and turnings, etc. 1,670,447 	8,535,608 	8,222,580 - 	1,983,475 

Yellow brass scrap and turnings md. 
cocks, faucets, condenser tubes, 
pipes, etc ........................... 213,307 	916,610 	872,327 	73,720 	183,870 

Misc. brass bronze md., aluminum 
manganese and silicon bronzes 

	

solids and turnings ..................1,714,763 	1,716,999 	1,753,145 	- 	1,678,617 

	

Total copper group .................6,777,301 	34,477,540 32,665,693 	132,236 	8,456,912 

See footnotes at end of table. 
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TABLE 2. Consumers' (1) Report on Non-Ferrous Scrap Metal, Quarter Ended September 30, 1962 - Conc1udu 

I 
Stock at 	

Con- Stock at 

	

beginning of 	Receipts 	Exports(2) 	end of 
quarter Sumption 	

quarter 

pounds 

Battery plates and lead dross 	......... 8,028,963 13,641,430 16,613,270 - 	 5,057,123 

Scrap lead including cable lead 681,856 2,536,656 2,730,262 - 	 488,250 

Low grade and mixed babbitt and babbitt 
dross 	............................... 142,757 316,539 357,251 - 	 102,045 

High tin babbitt, pewter, and scrap tin 16,200 20,700 21,792 - 	 15,108 

Scrap solder, joints, and solder and 
tin 	dross 	........................... 90,119 344,559 247,426 - 	 187,252 

Scrap type metal and type metal dross 1,036,834 2,439,629 2,203,078 - 	 1,273,385 

Other lead and tin scrap 	.............. 85,324 123,718 89,534 - 	 119,508 

Total 	tin - 	lead group 	............ 10,082,053 19,423,231 22,262,613 - 	 7,242,671 

Scrap magnesium 	....................... 40,483 38,943 35,144 - 	 44,282 

All 	pure nickel 	scrap 	................. 4,117 4,064 4,202 - 	 3,97' 

Cupro-nickel 	scrap 	.................... 368,823 1,038,022 1,113,752 - 	 293,097 

Nonel 	scrap 	........................... 10,570 24,626 21,503 - 	 13,6; 

Nickel, silver or German silver scrap 9,172 74,682 70,183 - 	 13,671 

All other nickel alloy scrap - - - 

Total nickel 	group 	................ 392,682 1,141,394 1,209,640 - 	 324,436 

New zinc scrap md., engravers' plates 63,731 381,623 376,509 - 	 68,845 

Old 	zinc 	scrap 	........................ 131,623 39,587 99,760 - 	 71,450 

Galvanizers' 	zinc dross 	............... 318,309 1,978,286 1,995,523 - 	 301,072 

Salamoniac 	ashes 	...................... - - - - 	 - 

Galvanizers' zinc ashes and skimmings 76,618 678,254 696,096 - 	 58,776 

Scrap 	zinc 	diecast 	.................... 130,614 992,799 902,051 - 	 221,362 

Zinc diecast dross, skimmings and 
ashes 	............................... 62,691 77,017 131,196 - 	 8,512 

Other zinc scrap, md., contaminated 
zinc 	................................ 11,903 7,722 19,625 - 	 - 

Total 	zinc 	group 	.................. 795,489 4,155,288 4,220,760 - 	 730,017 

(1) Includes both foundries and ingot makers formerly reporte 	vj-,;,r;i,:1', 
(2) Includes material exported direct - not through agents. 


