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NON-FERROUS SCRAP METAL  

QUARTER ENDED JUNE 30, 1963 	prr 

TABLE 1. Dealers' Report on Non-Ferrous Scrap Metal, Quarter Endd June 30, 	1963 

Stock at Shipments - 
beginning of Receipts end of 

quarter Domestic Export(1) quarter 

pounds 

Clean aluminum wire and cable clean 
foil, 2s and 3s sheets and clippings 
and 	50s 	series 	...................... 465,630 3,508,441 3,103,412 296,153 574,506 

Pots, pans, pure old sheet and castings 352,250 1,648,579 1,433,947 219,699 347,183 

Clean 	duraluminum 	..................... 36,743 361,270 346,309 11,254 40,450 
Mixed aluminum scrap (unsegregated) 998,870 1,344,831 1,289,970 368,352 685,379 
Scrap 75s clippings and turnings 564,799 173,080 314,964 5,610 417,305 
irnings, 	skimmings, 	dross, 	crashed 
Lrcraft, 	irony aluminum, 	etc . 	...... 495,381 2,472,088 1,554,861 940,060 472,548 

)ta1 aluminum group 	................ 2,913,673 9,508,289 8,043,463 1,841,128 2,537,371 

No. I copper scrap .................... 
No. 2 copper, light copper, and clean-

mixed copper scrap .................. 
Copper bearing material md., irony 

copper and brass, contaminated 
turnings, ashes, dross, skiuings, 
insulated copper, etc............... 

No. 1 red brass scrap, turnings and 
bronze screen cloth ................. 

Scrap radiators ....................... 
Brass mill scrap md., clippings, 

cartridge cases and shells, gilding 
metal, rod scrap and turnings, etc. 

Yellow brass scrap and turnings md., 
cocks, faucets, condenser tubes, 
pipes etc........................... 

Misc, brass bronze md., aluminum 
manganese and silicon bronzes solids 
and turnings ........................ 

Total copper group .................. 

1,672,157 8,135,823 5,366,741 1,874,848 2,566,391 

2,538,543 8,116,640 6,734,935 1,200,262 2,719,986 

1,522,461 3,456,872 1,961,715 1,064,018 1,953,600 

1,719,214 4,889,306 4,589,027 677,879 1,341,614 
368,650 2,857,639 2,579,229 176,232 470,828 

868,317 1,446,519 1,180,392 344,676 789,768 

1,206,722 3,527,132 2,585,456 982,159 1,166,239 

	

304,052 	553,426 	612,351 	6,165 	238,962 

	

10,200,116 	32,983,357 25,609,846 6,326,239 	11,247,388 

(1) Includes materiil exported direct - not through agents. 

industry Division 

Rocte DtHAMEL, FR.S,C., Queens Printer and Controller of Stationery. Ottawa. 1963 
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TABLE 1. Dealers' Report on Non-Ferrous Scrap Metal, Quarter Ended June 30, 1963 - Conc1udf S 
Stock at 	Shipments 	Stock at 

beginning of Receipts ________________________ end of 
quarter 	Domestic 	Export(1) 	quarter 

pounds 

Battery plates 	and lead dross 	......... 2,990,324 15,367,842 15,055,822 450,088 2,852,256 

Scrap lead including cable lead ........ 3,028,949 r  3,137,501 3,086,569 - 3,079,881 

Low grade and mixed babbitt and babbitt 
dross 	................................ 131,571 143,469 111,428 4,965 158,647 

High tin babbitt, pewter, and scrap tin 47,151 31,747 29,693 - 49,405 

Scrap solder, joints, and solder and tin 
dross 	................................ 32,586 246,417 81,225 138,876 58,902 

Scrap type metal and type metal dross 311,490 318,873 216,153 - 414,210 

Other 	lead and 	tin scrap 	............... 290,199 565,641 697,736 - 158,104 

Total 	tin - 	lead group 	............... 6,832,270 r  19,811,490 19,278,426 593,929 6,771,405 

Scrap magnesium ........................ 20,268 	40,860 	17,167 	15,183 	28,778 

All pure nickel 	scrap 	.................. 26,776 19,246 16,507 9,128 20,3: 

Cupro-nickel 	scrap 	..................... 35,564 4,066. 3,439 - 36,191 

Monel 	scrap 	............................ 194,646 189,641 221,405 44,231 118,651 

Nickel, silver or German silver scrap 122,279 277,842 262,688 9,949 127,484 

All other 	nickel 	alloy scrap 	........... 308,249 492,636 144,481 394,604 261,800 

Total 	nickel 	group 	................... 687,514 983,431 648,520 457,912 564,513 

New zinc scrap md., engravers' plates 396,045 451,896 434,805 35 413,101 

Old 	zinc 	scrap 	......................... 156,708 114,607 111,701 13,920 145,694 

Galvanizers' 	zinc 	dross 	................ 658,815 376,041 312,197 - 722,659 

Salamoniac 	ashes 	....................... 15,210 137,024 116,085 - 36,149 

Galvanizers' zinc ashes and skimmings 655,948 2,030,730 1,730,327 201,707 754,644 

Scrap 	zinc 	diecast 	..................... 511,320 973,970 799,243 155,540 530,507 

Zinc diecast dross, skiDsEings and ashes 225,835 234,368 159,537 235,720 64,946 

Other zinc scrap, 	md., contaminated 
zinc 	................................. 18,723 71,440 69,761 - 20,402 

Total 	zinc 	group 	..................... 2,638,604 4,390,076 3,733,656 606,922 2,688,102 

(1) Includes material exported direct - not through agents. 
r Revised figures. 
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rthLE 2. Consumers'(l) Report on Non-Ferrous Scrap Metal, Quarter Ended June 30, 1963 

Stock at 	Con- 	Stock at 
beginning of Receipts 	sption Exports(2) 	end of 
quarter 	 quarter 

pounds 

Clean aluminum wire and cable, clean 
foil 2s and 3s sheets and clippings 
and 	SOs 	series 	....................... 955,033 2,017,030 1,932,780 - 	 1,039,283 

Pots, pans, pure old sheet and castings 356,317 1,124,422 1,006,998 - 	 473.741 

Clean duraluminum 	...................... L04,543 236,082 238,454 - 	 102,171 

Mixed aluminum scrap (unsegregated) 	.... 913,255 1,413,818 1,394,665 - 	 932,408 

Scrap 75s clippings and turnings 	....... 47,911 81,713 97,349 - 	 32,275 

Turnings, skinings, dross, 	crashed 
aircraft, 	irony aluminum etc . 	........ 168,822 710,615 639,073 - 	 240,364 

Total aluminum group 	................. 2,545,881 5,583,680 5,309,319 - 	 2,820,242 

No. 	I 	copper 	scrap 	..................... 1,940,321 11,133,382 11,750,440 8,543 	1,314,720 

No. 	2 copper, 	light copper, and clean 
mixed 	copper 	scrap 	................... 36,599 4,056,025 3,868,670 44,188 	379,766 

Copper bearing material mci., irony 
copper and brass, contaminated 
turnings, ashes, dross, 	skizings, 
insulated 	copper, 	etc . 	............... 397,173 2,005,246 2,166,794 10,621 	225,004 

No. 	I red brass scrap, 	turnings, and 
bronze 	screen cloth 	.................. 527,533 2,335,493 2,473,381 - 	 389,645 

	

Scrap radiators ........................ 314,595 	1,430,768 	1,271,759 

Brass mill scrap irici., clippings, 
cartridge cases and shells, gilding 
metal, rod scrap and turnings, etc. .. 	1,874,349 	9,254,281 	9,619,764 

Yellow brass scrap and turnings mci. 
cocks, faucets, condenser tubes, 
pipes, etc . .......................... 	120,091 	1,316,602 	1,176,351 

- 	473,604 

- 	1,508,866 

- 	260,342 

Misc, brass bronze mci., aluminum 
manganese and silicon bronzes 
solids and turnings .................. 1,461,995 	2,303,621 	2,453,371 	- 	1,312,245 

Total copper group ................... 6,872,656 	33,835,418 34,780,530 	63,352 	5,864,192 

See footnotes at end of table. 
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TABLE 2. Consumers' (1) Report on Non-Ferrous Scrap Metal, Quarter Ended June 30, 1963 - Conclude 

Stock at 	Con- Stock at 
beginning of Receipts 	Exports(2) 	end of 

suuiption 	q quarter 	 uarter  

pounds 

6,413,710 18,719,823 19,570,862 	- 5,562,671 

791,551 3,080,467 2,758,865 	- 1,113,153 

156,517 415,925 398,325 	- 174,117 

41,123 36,547 61,376 	- 16,294 

213,080 309,021 388,213 	- 133,888 

859,215 2,685,972 2,795,345 	- 749,842 

76,382 44,207 15,191 	- 105,398 

8,551,578 25,291,962 25,988,177 	- 7,855,363 

51,479 31,520 39,855 	- 43,1. 

4,841 - 67 	- 4,; 

271,716 1,238,290 1,276,318 	- 233,t 

13,753 29,437 16.112 	- 27,078 

19,518 94,036 92,238 	- 21,316 

309,828 1,361,763 1,384,735 	- 286,856 

Battery plates and lead dross .......... 

Scrap lead including cable lead ........ 

Low grade and mixed babbitt and babbitt 
dross................................ 

High tin babbitt, pewter, and scrap tin 

Scrap solder, joints, and solder and 
tin dross ............................ 

Scrap type metal and type metal dross 

Other lead and tin scrap ............... 

Total tin - lead group ............... 

Total scrap magnesium .................. 

Allpure nickel scrap .................. 

Cupro-nickel scrap ..................... 

Monel scrap ............................ 

Nickel, silver or German silver scrap 

All other nickel alloy scrap ........... 

Total nickel group ................... 

S 

New zinc scrap md, 	engravers' 	plates 47,873 87,181 69,727 	- 65,327 

Old 	zinc 	scrap 	......................... 37,944 108,602 90,491 	- 56,055 

Galvanizers' 	zinc 	dross 	................ 258,739 2,088,446 1,980,510 	- 366,675 

Salawoniac ashes 	....................... 1,230 39,197 40,427 	- - 

Galvanizers' zinc ashes and skinmiings 922,595 1,138,462 1,486,748 	- 574,309 

Scrap 	zinc 	diecast 	..................... 160,102 435,814 341,301 	- 254,615 

Zinc diecast dross, skiiazings and 
ashes 	................................ 23,103 285,366 266,379 	- 42,090 

Other zinc scrap, mci., contaminated 
zinc 	................................. 880 7,766 - 	 - 8,h 

Total 	zinc 	group 	..................... 1,452,466 4,190,834 4,275,583 	- 1,367, 

(1) Includes both foundries and ingot makers formerly reported separately. 
(2) Includes material exported direct - not through agents. 

I 


