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NON-FERROUS SCRAP METAL 

QUARTER ENDED SEPTEMBER 30, 1963 

TABLE 1. Dealers' Report on Non-Ferrous scrap Metal, Quarter ended September 30, 1963 

Stock at 
	Shipments 	Stock at 

beginning of Receipts 	 end of 
quarter 	Domestic Export(l) 	quarter 

pounds 

Clean aluminum wire and cable clean 
foil, 2s and 3s sheets and clippings 
and 50s series ...................... 

Pots, pans, pure old sheet and castings 
Clean duraluminum ..................... 
Mixed aluminum scrap (unsegregated) 
Scrap 75s clippings and turnings ...... 
rirnings, skimmings, dross, crashed 

iircraft, irony aluminum, etc....... 

lotal aluminum group ................ 

No. 1 copper scrap .................... 
No. 2 copper, light copper, and clean- 

mixed copper scrap .................. 
Copper bearing material mci., irony 

copper and brass, contaminated 
turnings, ashes, dross, skiumiings, 
insulated copper, etc............... 

No. 1 red brass scrap, turnings and 
bronze screen cloth ................. 

Scrap radiators ....................... 
Brass mill scrap mci., clippings, 

cartridge cases and shells, gilding 
metal, rod scrap and turnings, etc. 

Yellow brass scrap and turnings mci., 
cocks, faucets, condenser tubes, 
pipes etc........................... 

Misc, brass bronze md., aluixiinum 
manganese and silicon bronzes solids 
and turnings ........................ 

Total copper group .................. 

574,506 3,324,895 2,551,223 709,949 638,229 
347,183 1,709,255 1,375,555 203,433 477,450 
40,450 405,492 367,309 35,121 43,512 
685,379 1,647,978 1,027,745 692,015 613,597 
417,305 142,355 500,409 5,610 53,641 

472,548 1,914,952 1,119,645 863,258 404,597 

2,537,371 9,144,927 6,941,886 2,509,386 2,231,026 

2,566,391 6,024,004 5,415,817 1,283,701 1,890,877 

2,719,986 7,174,814 6,496,273 681,356 2,717,171 

1,953,600 2,791,738 2,590,380 460,707 1,694,251 

1,341,614 4,228,289 3,787,315 617,117 1,165,471 
470,828 3,073,046 2.785,930 163,532 594,412 

789,768 1,192,087 914,726 225,524 841,605 

1,166,239 3,946,615 3,033,482 644,386 1,434,986 

	

238,962 	449,924 	471,439 	2,281 	215,166 

	

11,247,388 	28,880,517 25,495,362 4,078,604 	10,553,939 

(1) Includes material exported direct - not through agents. 
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Scrap Metal, Quarter Ended Setember 

,1 

30., 	1963 - Concluded 

Stock at Shipments Stock ai 

beginning of Receipts end or 
quarter Destic Export(1) quarter 

pounds 

Battery plates 	and 	Lead dross 	......... 2,822,256' 17,562,473 17,125,777 475,304 2,783,648 

Scrap lead including cable lead ........ 3,079,881 2,261,648 2,450,774 - 2,890,755 

Low grade and mixed babbitt and babbitt 
dross 	................................ 158,647 153,539 121,023 5,480 185,683 

High tin babbitt, pewter, and scrap tin 49,405 31,360 31,350 - 49,415 

Scrap solder, 	joints, and solder and tin 
dross 	................................ 58,902 115,852 47,120 28,740 98,894 

Scrap type metal and type metal dross 414,210 178,597 146,358 - 446,449 

Other 	lead and 	tin scrap 	............... 158,104 362,150 240,254 105,193 174,807 

Total 	tin 	- 	lead group 	............... 6,741,405 r  20,665,619 20,162,656 614,717 6,629,651 

Scrap magnesium 	........................ 28,778 49,516 46,877 - 31,417 

All pure nickel 	scrap 	.................. 20,387 47,452 11,095 32,035 24,7 

Cupro-nickel 	scrap 	..................... 36,191 9,486 1,654 6,579 37 1 4. 

Monel 	scrap 	............................ 118,651 185,918 132,552 39,626 132,391 

Nickel, silver or German silver scrap 127,484 44,725 29,113 21,483 121,613 

All other nickel 	alloy scrap ........... 261,800 229,239 74,478 20,610 395,951 

Total nickel group 	................... 564,513 516,820 248,892 120,333 712,108 

New zinc scrap mci., engravers' plates 413,101 468,898 420,699 - 461,300 

Old 	zinc 	scrap 	......................... 145,694 145,186 162,500 - 128,380 

Galvanizers' 	zinc 	dross 	................ 722,659 476,150 583,043 - 615,766 

Salamoniac 	ashes 	....................... 36,149 88,435 111,257 - 13,327 

Galvanizers' zinc ashes and skimings 754,644 1,197,726 858,634 441,896 651,840 

Scrap 	zinc 	diecast 	..................... 530,507 1,014,871 781,695 241,906 521,777 

Zinc diecast dross, skiamiings and ashes 64,946 140,599 25,176 - 180,369 

Other zinc scrap, md., contaminated 
zinc 	................................. 20,402 248,088 96,007 - 172,483 

Total 	zinc 	group 	..................... 2,688,102 3,779,953 3,039,011 683,802 2,745,2+. 

(1) Includes material exported direct - not through agents. 
r Revised figures. 
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TABLE 2. Consumers'(l) Report on Non-Ferrous Scrap Metal, Quarter Ended September 30, 1963 

Stock at Con- Stock at 
beginning of Receipts sumption 	Exports(2) end of 
quarter quarter 

pounds 

Clean aluminum wire and cable, clean 
foil 2s and 3s sheets and clippings 
and 	50s 	series 	....................... 1,039,283 1,690,859 1,879,676 	- 850,466 

Pots, pans, pure old sheet and castings 473.741 911,366 799,687 	- 585,420 

Clean duraluminum 	...................... 102,171 169,071 211,446 	- 59,796 

Mixed aluminum scrap (unsegregated) 	.... 932,408 1,596,485 1,329,086 	- 1,199,807 

Scrap 75s clippings and turnings 	....... 32,275 149,145 100,247 	- 81,173 

Turnings, 	skisings, dross, 	crashed 
aircraft, 	irony aluminum etc . 	........ 240,364 599,306 553,992 	- 285,678 

Total aluminum group 	................. 2,820,242 5,116,232 4,874,134 	- 3,062,340 

	

No. 1 copper scrap ..................... 	 1,314,720 	10,926,929 10,903,525 	- 	1,338,124 

No. 2 copper, light copper, and clean 

S 
	mixed copper scrap ................... 

	 379,766 	3,670,616 	3,540,949 	28,490 	480,943 

Copper bearing material md., irony 
copper and brass, contaminated 
turnings, ashes, dross, skimmings, 

	

insulated copper, etc ................ 	 225,004 	2,109,641 	1,998,793 	12,870 

No. I red brass scrap, turnings, and 

	

bronze scteen cloth ................. 
	 389,645 	1,948,030 	1,707,594 

	

Scrap radiators ........................ 473,604 	1,159,562 	1,167,932 

322,982 

630,081 

465,234 

Brass mill scrap mci., clippings, 
cartridge cases and shells, gilding 
metal, rod scrap and turnings, etc. 

Yellow brass scrap and turnings mci. 
cocks, faucets, condenser tubes, 
pipes, etc ........................... 

	

1,508,866 	7,922,854 	7,846,544 

	

260,342 	1,181.635 	1,016,385 

- 	1,585,176 

- 	425.592 

Misc, brass bronze md., aluminum 
manganese and silicon bronzes 
solids and turnings .................. 1,312,245 	1,568,211 	1,712,249 	- 	1,168,207 

Total copper group ................... 5,864,192 	30,487,478 29,893,971 	41,360 	6,416,339 

See footnotes at end of table. 
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TABLE 2. Consumers'(l) Report on Non-Ferrous Scrap Metal, Quarter Ended September 30, 1963 - Concluth 

Stock at 	Con- 
Stock aL 

beginning of Receipts 	Exports(2) 	and of 
Sumption 	q quarter 	 uarter  

pounds 

5,562,671 18,061,364 15,478,615 	(3) 8,145,420 

1,113,153 2,992,486 3,181,596 	- 924,043 

174,117 344,352 280,780 	- 237,689 

16,294 59,400 58,552 	- 17,142 

133,888 272,586 243,909 	- 162,565 

749,842 2,487,760 2,166,870 	- 1,070,732 

105,398 127,410 31,023 	- 201,785 

7,855,363 24,345,358 21,441,345 	(3) 10,759,376 

43,144 38,797 28,094 	- 53,847 

4,774 2,518 710 	- 6,582 

233,688 956,012 735,136 	- 454,564 

27,078 14,659 14,684 	- 27,053 

21,316 57,868 57,730 	- 21,454 

286,856 1,031,057 808,260 	- ,.109,653 

Battery plates and lead dross .......... 

Scrap lead including cable lead ........ 

Low grade and mixed babbitt and babbitt 
dross ................................ 

High tin babbitt, pewter, and scrap tin 

Scrap solder, joints, and solder and 
tin dross ............................ 

Scrap type metal and type metal dross 

Other lead and tin scrap ............... 

Total tin - lead group ............... 

Total scrap magnesium .................. 

Allpure nickel scrap .................. 

Cupro-nickel scrap ..................... 

Monel scrap ............................ 

Nickel, silver or German silver scrap 

All other nickel alloy scrap ........... 

Total nickel group ................... 

S 

New zinc scrap mci., engravers' plates 65,327 79,869 66,748 

Old 	zinc 	scrap 	......................... 56,055 95,066 112,10C 

Galvanizers' 	zinc dross 	................ 366,675 1,918,359 1,953,159 

Salamonjac ashes 	....................... - 62,035 27,742 

Galvanizers' zinc ashes and skimmings 574,309 2,262,615 1,797,206 

Scrap 	zinc 	diecast 	..................... 254,615 651,170 621,177 

Zinc djecast dross, skiings and 
ashes 	................................ 42,090 202,084 138,183 

Other zinc scrap, mci., contaminated 
zinc 	................................. 8,646 (- 	7,001) 1,64 

Total 	zinc 	group 	..................... 1,367,717 5,264,197 4,717,961 

- 	78,448 

- 	39,021 

- 	331,875 

- 	34,292 

- 	1,039,718 

- 	284,608 

- 	105,991 

- 	l,913,93 

(I) Includes both foundries and ingot makers formerly reported separately. 	 5 
(2) Includes material exported direct - not through agents. 
(3) Included with "consumption" data. 


