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Stocks 	Purchases 	 Stocks 
let of 	or 	Sales 	Exports 	and of 
period 	receipts 	 period 

(Pounds) 

Aiwninum Scrap 
Clean alum.inum wire and cable, etc. 	(1) 1,104,753 8,527,956 5,950,800 3,119,216 562,693 
Pots, pans, pure old sheet and castings 343,502 5,021,643 2,967,919 1,829,072 568,154 
Clean duralutninuin • ...................... 94,156 819,886 572,375 277,556 64,111 
Mixed aluminum scrap (unsegregated) 821,652 8,454,752 6,658,775 1,492,030 1,125,599 
Scrap 75s clippings and turnings 	.......... 169,800 4,653,830 4,385,485 287,026 151,119 
Turnings, skitnrnlngs, dross, etc. 	(2) 719.355 5,323,597 2,580,839 2,631,437 830,676 

Total aluminum group Canada ............ 	3,253,218 32,801,664 23,116,193 	9,636,337 	3,302,352 

Copper Scrap 
No. 1 copper scrap ......... ......... 
No. 2 copper, light copper, etc. (1) ...... 
Copper-bearing material, etc. (2) ......... 
No. 1 red brass scrap, turnings, etc. (3) 
Scrap radiators ........................... 
Brass mill scrap, clippings, etc. (4) ..... 
Yellow brass scrap and turnings, etc. (5) 
Misc, brass and bronze, etc. (6) .......... 

Total copper group Canada •............ .  

1,663,456 25,363,296 20,104,574 4,817,634 2,104,544 
2,427,532 29,936,694 25,970,950 4,138,379 2,254,897 
1,045,552 11,046,955 5,785,252 4,868,302 1,438,953 
1,888,134 15,628,038 13,806,852 1,936,609 1,772,711 

	

905,228 8,567,103 	8,512,107 	310,256 	649,968 

	

465,740 6,366,533 	3,876,936 2,619,084 	356,253 
1,690,862 11,941,588 9,476,731 2,456,408 1,699,311 

	

222295 1.766.056 1,432,159 	242,880 	333,312 

10,328,799 110,616,263 88,965,561 21,369,552 10,609,949 

Magnesium Scrs.r 
CANADA ......... .. 	25,829 	467,653 	180,183 	287,148 	26,151 

Nickel Scra 
All pure nickel scrap ................. 19,698 112,468 94,504 7,199 30,463 
Cupro-nickel. scrap ....................... - 9,743 - 7,450 2,293 
Monelscrap...... . ................... 79,600 331,457 175,283 173,706 62,068 
Nickel, silver or german silver scrap 31,739 448,021 247,569 179,631 52,560 
All other nickel alloy scrap 	........... 48,150 2,271,685 1,606,639 535,876 177,320 

Total nickel group Canada ...,.......... 	179,187 3,173,374 2,123,995 	903,862 	324,704 

Prepared in the Mineral Statistics Section, Industry and Merchandising Division. 

6502-506-127 

EDMOND CLouT1t1. C.M.G., O.A.. DSP., Queens Printer and Contraller of Stationery. Ottawa. 1958 



Non-ferrous Scrap Metal 	I - 2 - 

Stocks 	Purchases 	 Stocks 
let of 	or 	Sales 	Exports 	and of 
period 	receipts 	 period 

(Pounds) 

Lead Scrap 
Battery plates and lead dross ............... 

Scrap lead incltxling cable lead ............. 

Low grade and mixed babbitt and babbitt dross 
High tin babbitt, pewter and scrap tin ...... 

Scrap solder, joints and solder and tin dross 
Scrap type metal and type metal dross ....... 

Other lead and tin scrap .................... 

Total lead group Canada .......... 

Zinc Scrap 
New zinc scrap md. engraverst plates ..... 
Oldzinc scrap .................. ............ 
Galvanizers' zinc dross ................... 

Salammoniacashes ........................... 
Galvanizers' zinc ashes and skimmings ....... 

Scrap zinc diecast .......................... 
inc diecast drosses, skiininings and ashes 

Other zinc scrap, mci. contaminated zinc 

Total zinc group Canada ........ 

5,429,788 49,936,964 47,807,084 3,925,627 3 1 634,041 
3,229,171 12,737,420 13,489,492 99,336 2,377,763 

32.,534 950,555 1,052,786 2,383 217,920 

75,670 870,973 813,115 60,884 72,644 
419,363 574,295 962,197 1,660 29,801 
395,727 1,991,806 2,214,383 38,341 134,809 
79,614 827.274 883.095 500 43.293 

9,951,867 67,889,287 67,202,152 4,128,731 6,510,271 

	

175,127 1,002,352 	913,137 	20,623 	243,719 

	

375,867 	1,444,973 	1,481,105 	- 	339,735 

	

1,082,957 	2,932,659 2,035,092 1,158,731 	821,793 

	

41,058 3 1175,548 2,945,390 	- 	271,216 

	

1,622,944 4,707,848 	1,022,613 4,047,756 1,260,423 

	

608,801 3,169,761 2,952,905 	150,371 	675,286 

	

374,194 	915,019 	525,104 	176,640 	587,469 

	

50.332 1.176.172 	823.489 	- 	403.015 

4,331,280 18,524,332 12,698,835 5,554,121 4,602,656 

(b) Consumers' Report on Non-ferrous Scrap Metal 
(Purchased scrap only) 

Stocks Purchases Stocks 
1st of or Consumed 	Exports end of 
period receipts period 

(Pounds) 

Aluminum Scrap 
Clean aluminum wire and cable, etc. (1) 236,437 515,475 581,153 	41,000 129,759 
Pots, paris, pure old sheet and castings 1,426 56,163 53,49 	- 4,094 
Clean duraluininum 	........................... - - - 	 - - 

Mixed aluminum scrap (unsegregated) 37,051 395,059 380,504 	267 51,339 
Scrap 75s clippinna and turnings - 3,525 3,525 	- - 

Turnings, skimmings, dross, etc. (2) 2.083 24.227 25.777 	- 533 

Total aluminum group Canada 	276,997 	994,449 1,044,454 	41,267 	185,725 

Copper Scrap 
No. 1 copper scrap ......................• ..• 
No. 2 copper, light copper, etc. (1) ....... 

Copper-bearing material, etc. (2) ........... 

No. 1 red brass scrap, turnings, etc. (3) 
Scrapradiators .........................  

Brass mill scrap, clippings, etc. (4) ....... 

Yellow brass scrap and turnings, etc. (5) 
Misc, brass and bronze, etc. (6) ........... 

1,575,439 16,997,696 17,886,149 238,560 448,426 
261,596 28,113,376 27,829,739 - 345,233 
136,008 4,091,360 4,040,815 - 186,553 
877,140 7,344,962 7,279,512 61,272 881,318 

- 452,051 438,159 - 13,892 
1,817,484 31,292,957 32,030,167 21,999 1,058,275 

12,819 123,029 103,018 26,876 5,954 
1.337,365 10.016.412 9.698.779 29.861 1.625.137 

Total copper group Canada 	6,017,851 98,431,843 99,306,338 	378,568 4,764,788 

aestun Scrap 
CANADA ........................... .. 	- 	- 	- 	- 	- 



Non-ferrous Scrap !1etal 
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Stocks 	Purchases 	Stocks 
let of 	or 	Consumed Exports 	end of 
period 	receipts 	 period 

(Pounds) 

Nickel Scrap 
All pure nickel scrap ....................... 
Cupro-nickel scrap .......... ........ 
Monel scrap ........................... 
Nickel, silver or german silver scrap ....... 
All other nickel alloy scrap ................  

	

50 	- 	10 	- 	40 

	

374,485 	3,127,654 3,438,983 	63,156 

	

- 	800,040 	781,747 16,628 	1,665 

	

505,485 11.264,695 5,70494 	- 6.065.266 

Total nickel group Canada .......... 880,020 	15,192,389 9,925,634 16,628 6,130,147 

Lead Scrat 
Battery plates and lead dross ............... 

Scrap lead including cable lead .......... 
Low grade and mixed babbitt and babbitt dross 
High tin babbitt, pewter and scrap tin ..... 

Scrap solder, joints and solder and tin dross 
Scrip type metal and type metal dross ....... 

Other lead and tin scrap .................... 

13,103 	35,274 38,176 	- 	10,201 
38,662 	582,958 605,700 	- 	15,920 

- 	 87 87 	- 	- 

42,930 	371,832 351,220 	- 	63,592 
- 	 246 246 	- 	- 

Total lead group Canada ............ 94,745 	990,397 	995,429 	- 	89,713 

Zinc Scrap 
New zinc scrap md. engravers' plates ...... 

Oldzinc scrap .............................. 
Galvanizers' zinc dross ..................... 
Salaminoniac ashes .......................... 
Galvanizers' zinc ashes and skimmings ....... 

Scrap zinc diecast .......................... 
Zinc diecast drosses, skimmings and ashes 
Other zinc scrap, md. contaminated zinc 

102 	2,227 2,329 	- 	 - 

263 	4,980 4,848 	- 	395 
98,960 	40,984 115,064 	- 	24,880 

500 	- - 	 - 	 500 
- 	 12,797 12,797 	- 	- 

Total zinc group Canada .......... .. 	99,825 	60,988 	135,038 	- 	25,775 

Note: Difference in stocks due to inventory adjustments. 

Note: Aluminum Scram 
(1) Includes: Clean foil, 29 and 3s sheets and clippings and 509 series. 
(2) Includes: Crashed aircraft, irony aluminum, etc. 

Copmer Scrap 
(1) Includes: Clean mixed copper scrap. 
(2) Includes; Copper and brass, contaminated turnings, ashee, drossas, skimmings, 

insulated copper, etc. 
(3) Includes: Bronze screen cloth e  
(4) Includes: Cartridge cases and shells, gilding metal, rod scrap and turnings, etc. 
(5) Includes: Cocks, faucets, condenser tubes, pipes, etc. 
(6) Includes; Aluminum manganese and silicon bronzes, solids and turnings. 
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(c) Ingot ..aker.;' Teport in ion-ferrois Scrap 1tal 

d Secpndry Non-ferrous Inept 	- 

Table 1 - Ingot Makers' Scrap 

Stocks Purchases Used Stocks 

let of or or end of 

period receipts sold period 

- (Pounds) 

Aluminum ................. 1,823,355 17,083,047 17,522,157 1,384,245 

Copper 410,038 14,798,878 14,630,023 578,893 

Red 	brass 	..................... 321,762 16,095,884 16,008,194 409,452 

Yellow brass 125,351 5,665,732 5,656,852 134,231 

Miscellaneous bronzes - 710,433 702,406 8,027 

Lead 	...................... 6,405,955 79,313,278 80,795,643(x) 4,923,590 

Nickel 	............. 9,317 184,093 177,812 15,598 

Zinc 	.......... l.00.827 13,000.287 13.615,939 665115 

Total ........... 10,396,605 146,851,632 149,109,026(1) 8,139,211 

(x) Lead scrap shown consumed is used mostly in production of finished products, therefore, does not show 

up in this report. 

(k) Includes 146,408,723 pounds used by ingot takers and sales of 2,700,303 pounds. 

Tpble 2 - Secondary Non-ferrous Ingot (Da1or Secondary Smelters Only) 

Stocks 	 Used 	Stocks 
1st of 	Produced 	or 	end of 

period 	 sold 	period 

(Pounds) 

Copper base alloys (A-F) 
Silicon and manganese bronzes 
Other brass or bronzes . 
Aluminum ....................... 
Copper . . . .................. 
.ead ........................  

Refined antimoni.il lead ........ 
Ref med babbitt and type ....... 

Zinc ............ ............. 

1,181,198 22,205,174 21,793,412 1,592,960 
60,268 2,018,117 1,956,961 121,424 

445,101 3,804,876 3,833,665(1) 416,312 

1,441,547 15,228,765 14,791,257(2) 1,879,055 

6,477 266,188 235,106 37,559 

174,950 2,135,944 2,139,175 171,709 

825,332 23,583,801 23,168,378 1,240,755 

488,127 4,489,030 4,456,220 520,937 

692.777 826.546 	- 8,517.706 441.617 

Total ........... 	5,315,777 	81,998,441 	80,891,880(k) 	6,422,328 

(1) Includes 15,005 pounds exported. 

(2) Includes 59,861 pounds exported. 

(k) Includes 890,648 pounds used by ingot makers' own works and sales of 80,001,232 pounds. 


