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NON- FERROUS SCRAP METAL 

QUARTER ENDED JUNE 30, 1964 

TABLE 1. Dealers' Report on Non-ferrous Scrap Metal, Quarter Ended June 30, 1964 

Stock at Shipments Stock at 
beginning of Receipts end of 

quarter Domestic Export(l) quarter 

pounds 

Clean aluminum wire and cable clean 
foil, 	2s and 3s sheets and clippings 
and 	50s 	series 	...................... 719 , 629  2,762,366 2,769,326 272,179 440,490 

Pots, pans, pure old sheet and castings 470,645 1,498,351 1,449,710 118,363 400,923 

Clean duraluminum 	..................... 40,846 374,269 376,607 4,100 34,408 
Mixed aluminum scrap (unsegregated) 843,435 1,716,660 1,345,454 349,408 865,233 
Scrap 75s clippings and turnings 65,148 255,903 234,943 - 86,108 

. 	 hrnings, skimmings, dross, crashed 
698,841 1,672,704 637,931 1,106,281 627,333 .i[rcraft, 	irony aluminum, 	etc 

lotal aluminum group 	................ 2 , 838 , 544  8,280,253 6,813,971 1,850,331 2,454,495 

No. 1 copper scrap .................... 
No. 2 copper, light copper, and clean-

mixed copper scrap .................. 
Copper bearing material mci., irony 

copper and brass, contaminated 
turnings, ashes, dross, skinings, 
insulated copper, etc............... 

No. 1 red brass scrap, turnings and 
bronze screen cloth ................. 

Scrap radiators ....................... 
Brass mill scrap mci., clippings, 

cartridge cases and shells, gilding 
metal, rod scrap and turnings, etc. 

Yellow brass scrap and turnings mci., 
cocks, faucets, condenser tubes, 
pipes etc........................... 

Misc, brass bronze mci., aluminum 
manganese and silicon bronzes solids 
and turnings ........................ 

Total copper group .................. 

2,747,235 	7,677,709 	5,612,580 2,512,869 	2,299,495 

	

3,800,914 10,418,484 	9,735,103 1,201,668 	3,282,627 

2,413,942 3,818,218 3,648,209 38,934 2,545,017 

1,394,734 5,757,715 5,240,808 794,489 1,117,152 
455,485 3,812,324 3,739,074 74,253 454,482 

686,976 1,631,096 1,409,787 394,678 513,607 

1,354,054 4,630,031 3,701,348 1,021,177 1,261,560 

244,607 	832,168 	744,645 	74,429 	257,701 

	

13,097,947 38,577,745 33,831,554 6,112,497 	11,731,641 

(1) Includes material exported direct - not through agents. 
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120,531 	140,906 	98,266 	4,960 	158,211 

	

52,100 	49,168 	42,986 	- 	58,282 

71,710 342,996 116,644 141,021 157,041 

482,752 - 56,902 152,508 - 273,342 

162,601 564,567 582,524 - 144,644 

6,621,677 23,122,742 22,475,210 176,318 7,092,891 

22,793 21,009 28,161 - 15,641 

60,079 44,595 30,332 42,580 31,762 

60,118 6,616 3,011 - 63,723 

162,730 139,472 101,610 44,561 156,031 

137,313 146,036 106,669 - 176,680 

532,286 787,499 358,292 364,590 596,903 

952,526 1,124,218 599,914 451,731 1,025,099 
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TABLE 1. Dealers' Report on Non-Ferrous Scrap Metal, Quarter Ended June 30, 196t - ConcludL. 

Shipments 	Stock at 
Receipts 	 end of 

Domestic 	Export(l) 	quarter 

pounds 

18,695,848 18,357,269 	- 	3,223,606 

3,386,159 	3,125,013 	30,337 	3,077,765 

Stock at 
beginning of 

quarter 

Battery plates and lead dross ......... 2,885,027  

Scrap lead including cable lead ........ 2 , 846 , 956  

Low grade and mixed babbitt and babbitt 
dross ................................ 

High tin babbitt, pewter, and scrap tin 

Scrap solder, joints, and solder and tin 
dross ................................ 

Scrap type metal and type metal dross 

Other lead and tin scrap ............... 

Total tin - lead group ............... 

Scrap magnesium ........................ 

Allpure nickel scrap .................. 

Cupro-nickel scrap ..................... 

Monel scrap ............................ 

Nickel, silver or German silver scrap 

All other nickel alloy scrap ........... 

Total nickel group ................... 

New zinc scrap md., engravers' plates 440,463 378,215 446,569 24,187 347,922 

Old 	zinc 	scrap 	......................... 139,113 72,606 105,016 19,517 87,186 

Galvanizers' 	zinc dross 	................ 672 , 325  661,791 302,418 477,481 554,217 

Salamoniac 	ashes 	....................... 15 , 47 3  139,222 33,183 89,013 32,499 

Galvanizers' zinc ashes and skiings 328,193 709,586 117,314 599,263 321,202 

Scrap 	zinc 	diecast 	..................... 480 , 209r  1,282,626 980,222 118,263 664,350 

Zinc diecast dross, skimmings and ashes 217,391r 292,216 110,122 48,091 351,394 

Other zinc scrap, mci., contaminated 
zinc 	................................. 49, 238 92,124 91 3 645 - 49,717 

Total 	zinc 	group 	..................... 2 , 342 , 405  3,628,386 2,186,489 1,375,815 2,408,487 

(I) Includes material exported direct - not through agents. 
r Revised figures. 

. 
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:r.BLE 2 Consumers' (1) Report on Non-Ferrous Scrap Matal, Quarter Ended June 30, 1964 

Stock at Con- Stock at 
beginning of Receipts sumption 	Exports (2) end of 

quarter quarter 

pounds 

Clean aluminum wire and cable, clean 
foil 2s and 3s sheets and clippings 
and 	SOs 	series 	....................... 1,746,776r 4,425,611 4,480,299 	- 1,692,088 

Pots, pans, pure old sheet and castings 478,582' 1,665,145 1,063,640 	- 1,080,087 

Clean duraluminum 	...................... 50,877 199,463 219,921 	- 30,419 

Mixed aluminum scrap (unsegregated) 1,547,846 3,138,863 3,256.526 	- 1,430,183 

Scrap 75s clippings and turnings 40,182 157,744 140,436 57,490 

Turnings, 	skiiings, dross, crashed 
aircraft, 	irony aluminum etc . 	........ 325,454 830,407 783,392 	- 372,469 

Total aluminum group 	................. 4,189,ll7r 10,417,233 9,944,214 	- 4,662,736 

No. 1 copper scrap .................. 

. 	2 copper, light copper, and clean 
aixed copper scrap ................ 

Copper bearing material mci., irony 
copper and brass, contaminated 
turnings, ashes, dross, skium,ings, 
insulated copper, etc............. 

No. 1 red brass scrap, turnings, and 
bronze screen cloth .................. 

Scrap radiators ........................ 

Brass mill scrap inch, clippings, 
cartridge cases and shells, gilding 
metal, rod scrap and turnings, etc. 

Yellow brass scrap and turnings inch 
cocks, faucets, condenser tubes, 
pipes, etc........................... 

1,701,009r 14,734,133 14,542,160 

	

549 , 957r 	5,300,646 	5,201,708 

	

277,316 	2,872,315 	2,771,961 

	

485,435 	3,769,407 	3,435,551 

	

408,353 	2,009,571 	2,075,098 

	

1,250,357 	11,597,318 11,556,754 

	

276,621 	1,653,261 	1,597,324  

- 	1,892,982 

(3) 	648,925 

- 	377,670 

- 	819,291 

- 	342,826 

- 	1,290,921 

- 	332558 

Misc, brass bronze mci., aluminum 
manganese and silicon bronzes 
solids and turnings .................. 

• stal copper group ................... 

see footnotes at end of table. 

	

1,117,956 	2,813,699 	3,043,965 	- 	887,690 

	

6,067,034 	44,750,350 44,224521 	(3) 	6,592,863 
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TABLE 2. Consuxners'(l) Report on Non-Ferrous Scrap Metal, Quarter Ended June 30, 1964 - Concluded 

Stock at 
beginning of 
quarter 

Receipts COT 

sumption 
Exports (2) 

Stock at 
end of 

quarter 

pounds 

Battery plates and 	lead dross 	.......... 7,482,701 19,594,752 22,523,733 - 4,553,720 

Scrap lead including cable 	lead ........ 1,613,930 3,460,068 3,567,158 - 1,506,840 

Low grade and mixed babbitt and babbitt 
dross 	................................ 282,246 391,165 386,174 - 287,237 

High tin babbitt, pewter, and scrap tin 21,049 31,939 44,540 - 8,448 

Scrap solder, joints, and solder and 
tin 	dross 	............................ 187,064 668,697 641,504 - 214,257 

Scrap type metal and type metal dross 904,573 3,133,410 3,219,907 (3) 818,076 

Other 	lead and 	tin scrap 	............... 177,165 148,818 260,754 - 65,229 

Total 	tin - 	lead group 	............... 10,668,728 27,428,849 30,643,770 (3) 7,453,807 

Total 	scrap magnesium 	.................. 93,033 292,042 324,202 (3) 60,873 

All pure nickel 	scrap 	.................. 3,826 - 420 - 3,406 

Cupro-nickel 	scrap 	..................... 351,804 1,265,109 1,301,639 - 315,274 

Monel 	scrap 	............................ 13,065 31,260 15,566 - 28,759 

Nickel, silver or German silver scrap 17,249 87,969 85,902 - 19,316 

All other nickel alloy scrap - - - - - 

Total 	nickel 	group 	................... 385,944 1,384,338 1,403,527 - 366,755 

New zinc scrap md., engravers' plates 39,504 90,639 58,636 - 71,507 

Old 	zinc 	scrap 	......................... 68,710 104,589 127,521 - 45,778 

Galvanizers' 	zinc dross 	................ 211,581 2,100,735 2,017,899 - 294,417 

Salamoniac 	ashes 	....................... - 46,905 40,671 - 6,234 

Galvanizers' zinc ashes and skimmings 388,988 2,249,992 2,112,501 - 526,479 

Scrap 	zinc 	diecast 	..................... 253,856 878,750 712,049 - 420,557 

Zinc diecast dross, skiings and 
ashes 	................................ 56,997 301,014 155,826 - 202,185 

Other zinc scrap, md., contaminated 
zinc 	................................. 5,288 9,223 4,205 - 10,306 

Total 	zinc 	group 	..................... 1,024,924 5,781,847 5,229,308 - 1,577,463 

(1) Includes both foundries and ingot makers formerly reported separately. 
(2) Includes material exported direct - not through agents. 
(3) Included with "consumption" data. 
r Revised figures. 


