
850,399 	3,830,642 

494,894 2,387,142 
49,464 250,327 

1,089,763 2,333,327 
95,952 129,768 

1,292,109 2,970,564 

	

2,991,990 	658,360 1,030,691 

	

2,060,125 	387,646 	434,265 

	

243,304 	1,008 	55,479 

	

1,807,175 	519,418 1,096,497 

	

129,775 	2,770 	93,175 

1,389,155 1,159,786 1,713,732 

3,872,581 	11,901,770 	8,621,524 2,728,988 4,423,839 
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NON-FERROUS SCRAP METAL 	 .. - 

DC 	i9t5 
QUARTER ENDED JUNE 30, 1965 

PROPERTY OF I 
TABLE 1. Dealers' Report on Non-Ferrous Scrap Metal, Quarter End d 

Stock at 
	

Shipments 	Stock at 
beginning of Receipts 	 end of 
quarter(2) 	Domestic 	Export(l) quarter 

pounds 

Clean aluminum wire and cable, clean 
foil, 2s and 3s sheets and clippings 
and 50s series ........................ 

Pots, pans, pure old sheet and 
castings .............................. 

Clean duraluminum ....................... 
Mixed aluminum scrap (unsegregated) ..... 
Scrip 75s clippings and turnings ........ 
irnings, skimmings, dross, crashed 

[rcraft, irony aluminum, etc ......... 

l otal aluminum group .................. 

No. 	I 	copper 	scrap 	...................... 1,892,802 9,545,840 6,329,635 3,308,166 1,800,841 
No. 2 copper, 	light copper, and clean- 
mixed 	copper 	scrap 	.................... 3,100,501 10,721,823 8,916,910 2,643,910 2,261,504 

Copper bearing material including irony 
copper and brass, contaminated 
turnings, 	ashes, dross, skiumiings, 
insulated 	copper, 	etc . 	................ 1,892,434 3,705,737 3,037,713 260,382 2,300,076 

No. 	1 red brass scrap, 	turnings and 
bronze 	screen cloth 	................... 1,139,552 6,004,724 5,164,397 886,498 1,093,381 

Scrap 	radiators 	......................... 469,969 4,487,220 3,900,116 264,097 792,976 
Brass mill scrap including clippings, 

cartridge cases and shells, gilding 
metal, rod scrap and turnings, etc. 754,804 1,736,129 1,382,150 479,514 629,269 

Yellow brass scrap and turnings in- 
cluding cocks, 	faucets, condenser 
tubes, 	pipes 	etc . 	..................... 1,628,172 4,454,739 3,575,961 866,270 1,640,680 

Miscellaneous brass bronze including 
aluminum manganese and silicon bronzes 
solids 	and 	turnings 	................... 196,139 738,904 563,247 88,113 283,683 

Total 	copper 	group 	.................... 11,074,373 41,395,116 32,870,129 8,796,950 10,802,410 

(1) Includes material exported direct - not through agents. 

Industry Division 
i:.cember 1965 
)22-8l2 

Rocvi DUHAMEL, rase., Queens Printer and Controfler of Stationery, Ottawa 
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TABLE 1. Dealers' Report on Non-ferrous Scrap Metal, Quarter Ended June 30, 1965 - Concluded 

S 
Stock at 	

Shipments 	
Stock at 

beginning of Receipts 	end of 
quarter(2) 	 quarter 

Domes tic Export( 1) 

Battery plates and lead dross ............. 

Scrap lead including cable lead ........... 

Low grade and mixed babbitt and babbitt 
dross................................... 

High tin babbitt, pewter, and scrap tin 

Scrap solder, joints, and solder and tin 
dross ................................... 

Scrap type metal and type metal dross ..... 

Other lead and tin scrap .................. 

Total tin - lead group .................. 

pounds 

	

4,299,990 	13,817,043 12,641,910 2,189,412 3,285,711 

	

2,849,190 	3,586,803 	2,818,870 1,681,481 1,935,642 

	

136,764 	300,814 	270,950 	38,320 	128,308 

	

51,904 	70,878 	72,034 	- 	50,748 

100,994 533,399 408,620 109,737 116,036 

307,169 1,381,166 1,300,743 1,010 386,582 

351,951 506,399 522,532 198 335,620 

8,097,962 20,196,502 18,035,659 4,020,158 6,238,647 

Total 	scrap magnesium 	..................... 17,002 67,868 52,899 - 31,971 

All 	pure 	nickel 	scrap 	..................... 63,622 14,488 24,515 3,364 50,231 	5 
Cupro-nickel 	scrap 	........................ 60,989 104,197 24,598 122,043 18,54 

Monel 	scrap 	............................... 60,359 238,007 68,628 127,784 101,954 

Nickel, silver or German silver scrap 177,245 197,205 173,822 - 200,628 

All 	other 	nickel 	alloy 	scrap 	.............. 237,747 340,784 288,656 122,032 167,843 

Total 	nickel 	group 	...................... 599,962 894,681 580,219 375,223 539,201 

New zinc scrap including engravers' 
plates 	.................................. 348,731 782,457 649,305 227,844 254,039 

Old 	zinc 	scrap 	............................ 147,320 72,038 46,591 - 172,767 

Galvanizers' 	zinc 	dross 	................... 515,981 507,868 475,136 115,832 432,881 

Salamoniac 	ashes 	.......................... 24,778 165,967 93,308 51,330 46,107 

Galvanizers' 	zinc ashes and skimmings 617,053 2,218,333 1,523,771 904,144 407,471 

Scrap 	zinc 	diecast 	........................ 732,588 1,666,671 1,312,201 106,660 980,398 

Zinc diecast dross, skinings and ashes 269,116 396,658 463,383 668 201,723 

Other zinc scrap, including contaminated 
zinc 	.................................... 65,537 28,955 41,034 - 53,458 

Total 	zinc 	group 	........................ 2,721,104 5,838,947 4,604,729 1,406,478 2,548,844 

(1) 	Includes material exported direct - not through agents. 
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TABLE 2. Consumers' (1) Report on Non-Ferrous Scrap Metal, Quarter Ended June 30, 1965 

heginu jug 	Rece ipLs Cousuup t ion Expor is (2) 	end ot 
of quarter 	 quarter 

pounds 

Clean aluminum wire and cable, clean foil, 
2s and 3s sheets and clippings and 50s 
series 	.................................. 1,101,363 4,475,737 4,221,086 - 	 1,356,014 

Pots, 	pans, 	pure old sheet and castings 	... 866,172 1,413,462 1,385,437 - 	 894,197 

Clean 	duraluminum 	......................... 221,397 258,040 445,457 - 	 33,980 

Mixed aluminum scrap (unsegregated) 584,186 2,329,366 2,293,974 - 	 619,578 

Scrap 75s 	clippings and turnings 	.......... 38,373 120,131 84,934 - 	 73,570 

Turnings, skinmings, dross, crashed air- 
craft, 	irony aluminum etc . 	.............. 326,618 1,374,940 881,187 - 	 820,371 

Total 	aluminum group 	.................... 3,138,109 9,971,676 9,312,075 - 	 3,797,710 

No. 	1 	copper 	scrap 	........................ 1,171,800 6,470,717 5,970,413 - 	 1,672,104 

.2 copper, light copper, and clean-mixed 
copper 	scrap 	............................ 247,198 3,064,673 2,878,648 (3) 	433,223 

Copper bearing material including irony 
copper and brass, contaminated turnings, 
ashes, dross, skiumings, insulated 
copper, etc . ............................ 	376,609 	3,142,511 	3,139,143 	- 	379,977 

No. I red brass scrap, turnings, and bronze 

	

screen cloth ............................361,032 4,434,382 	3,853,206 	- 	942,208 

	

Scrap radiators ...........................500,995 	2,362,757 	2,156,755 	- 	706,997 

Brass mill scrap including clippings, 
cartridge cases and shells, gilding 
metal, rod scrap and turnings, etc . ..... 	1,683,255 6,106,858 	6,144,387 	- 	1,645,726 

Yellow brass scrap and turnings including 
cocks, faucets, condenser tubes, pipes, 
etc . .................................... 	149,564 	1,388,574 	1,466,986 	(3) 	71,152 

Miscellaneous brass bronze, aluminum 
manganese and silicon bronzes solids and 
turnings ................................322,874 	1,154,370 	1,118,151 	- 	359,093 

	

S lotal copper group ......................4,813,327 28,124,842 26,727,689 	(3) 	6,210,480 

See footnotes at end of table. 
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TABLE 2. Consuuiers'(l) Report on Non-Ferrous Scrap Metal, Quarter Ended June 30, 1965 - Conclul 

Stock at 	 Stock dL 

beginning 	Receipts 	Consumption Exports(2) 	end of 
of quarter 	 quarter 

pounds 

Battery plates and 	lead dross 	.......... 10,073,022 22,280,566 24,443,666 - 7,909,922 

Scrap lead including cable lead 757,647 3,517,696 3,860,938 (3) 414,405 

Low grade and mixed babbitt and babbitt 
dross 	................................ 224,099 436,063 391,454 - 268,708 

High tin babbitt, pewter, and scrap 
tin 	.................................. 48,2 2 2 971,248 794,938 - 224,532 

Scrap solder, joints, and solder and 
tin 	dross 	............................ 153,488 588,288 588,942 - 152,834 

Scrap type metal and type metal dross 868,904 2,651,202 2,690,952 - 829,154 

Other 	lead and 	tin scrap 	............... 142,584 87,389 74,406 - 155,567 

Total 	tin 	- 	lead 	group 	............... 12,267,966 30,532,452 32,845,296 (3) 9,955,122 

Total 	scrap magnesium 	.................. 157,882 359,188 362,883 (3) 154,187 

All 	pure 	nickel 	scrap 	.................. 2,767 181 1,910 - 1,03 

Cupro-nickel 	scrap 	..................... 407,363 358,335 398,802 - 366,89 

Monel 	scrap 	............................ 8,225 7,645 11,371 (3) 4,49 

Nickel, silver or German silver scrap 5,192 143,997 141,651 - 7,538 

All 	other 	nickel alloy scrap 	........... 12,210 - - - 12,210 

Total 	nickel 	group 	................... 4 35, 7 5 7  510,158 553,734 (3) 392,181 

New zinc scrap including engravers' 
plates 	............................... 111,979 48,780 130,177 (3) 30,582 

Old 	zinc 	scrap 	......................... 14,305 79,279 50,974 (3) 42,610 

Galvanizers' 	zinc 	dross 	................ 272,037 1,584,278 1,251,180 - 605,135 

Salamoniac 	ashes 	....................... - 52,772 40,194 - 12,578 

Galvanizers' 	zinc ashes and skimmings 622,815 418,384 607,686 - 433,513 

Scrap 	zinc 	diecast 	..................... 347,636 561,044 486,362 (3) 622,318 

Zinc diecast dross, skinunings and 
ashes 	................................ 92,041 132,841 123,355 (3) 101,527 

Other zinc scrap, 	including contaminated 
zinc 	................................. 11,931 8,849 20,780 (3) - 

Total 	zinc 	group 	..................... 1,472,744  2,886,227 2,710,708 (3) 1,648,26 

(1) Includes both foundries and ingot makers formerly rep.: 
(2) Includes material exported direct - not through agents. 
(3) Included with "consumption" data. 


