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QUARTER ENDED MARCH 31, 1966 

TABLE 1. Dealers' Report on Non-ferrous Scrap Metal, Quarter Ended March 31, 1966 

Stock at 
beginning 	Shipments 	Stock at 

of 	Receipts 	 end of 
Domestic 	Export(l) 	quarter quarter 
pounds 

Clean aluminum wire and cable, clean 
foil, 	2s and 3s sheets and clippings 
and 	SOs 	series 	......................... 965,331 5,399,266 2,811,496 2,395,927 1,157,174 

Pots, pans, pure old sheet and castings 719,338 1,889,840 1,671,463 437,457 500,258 
Clean 	duraluminum 	........................ 46,425 302,895 284,866 9,391 55,063 
Mixed aluminum scrap (unsegregated) 1,243,395 2,969,456 2,163,371 585,317 1,464,163 
Scrap 75s 	clippings 	and 	turnings 	......... 101,002 255,267 164,688 71,869 119,712 
Turnings, 	skimmings, 	dross, crashed 

rcraft, 	irony 	aluminum, 	etc . 	......... 1,897,584 2,889,050 1,140,248 1,938,465 1,707,921 

l'otal aluminum group ...................4,973,075 	13,705,774 	8,236,132 	5,438,426 	5,004,291 

No. 	1 	copper 	scrap 	....................... 1,975,599 9,305,411 6,093,239 3,728,933 1,458,838 
No. 	2 copper, 	light copper, 	and clean- 

mixed 	copper 	scrap 	..................... 3,228,584 12,215,906 10,504,821 3,218,761 1,720,908 
Copper bearing material including irony 

copper and brass, 	contaminated 
turnings, 	ashes, 	dross, 	skimmings, 
insulated 	copper, 	etc . 	................. 1,743,360 3,562,986 3,553,590 136,271 1,616,485 

No. 	1 red brass scrap, 	turnings and 
bronze 	screen 	cloth 	.................... 1,468,453 7,582,229 6,827,750 828,817 1,394,115 

Scrap 	radiators 	.......................... 672,942 4,058,817 3,418,304 659,276 654,179 
Brass mill scrap including clippings, 
cartridge cases and shells, 	gilding 
metal, 	rod scrap and 	turnings, 	etc 526,206 2,251,965 1,080,624 1,438,259 259,288 

Yellow brass scrap and turnings in- 
cluding cocks, 	faucets, 	condenser 
tubes, 	pipes 	etc . 	...................... 1,577,362 4,958,275 3,815,919 1,339,924 1,379,794 

Miscellaneous brass bronze including 
aluminum manganese and silicon bronzes 
solids 	and 	turnings 	.................... 295,792 690,058 635,156 76,986 273,708 

Total copper group .....................11,488,298 44,625,647 	35,929,403 	11,427,227 8,757,315 

See footnotes at end of table. 
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TABLE 1. Dealers' Report on Non-ferrous Scrap Metal, Quarter Ended March 31, 1966 - Concluded 

	

Stock at 	Shipments 	Stok at 

	

beginning 	Receipts 	 end 01 
of 	 quarter 

	

quarter 	Domestic 	Export(l) 

pounds 

Battery plates 	and 	lead 	dross 	............. 3,207,750 9,847,936 10,368,627 100,205 2,586,854 

Scrap 	lead 	including cable 	lead 	........... 2,371,572 3,556,559 3,418,092 41,648 2,468,391 

Low grade and mixed babbitt and babbitt 
dross 	................................... 147,889 215,115 175,597 27,540 159,867 

High tin babbitt, pewter, and scrap tin . 45,089 41,269 58,862 - 27,496 

Scrap solder, joints, and solder and tin 
dross 	................................... 225,930 438,630 376,779 174,855 112,926 

Scrap type metal and type metal dross 306,017 963,392 822,357 5,102 441,950 

Other 	lead 	and 	tin 	scrap 	.................. 321,552 94,906 76,853 - 339,605 

Total 	tin 	- 	Lead 	group 	.................. 6,625,799 15,157,807 15,297,167 349,350 6,137,089 

Total 	scrap 	magnesium 	................... 34,230 36,565 26,921 7,495 36,379 

All 	pure 	nickel 	scrap 	..................... 55,335 79,584 42,001 57,768 35,150 

Cupro-nickel scrap 9,257 27,345 661 ........................ - 35,941 

Monel 	scrap 	............................... 129,685 212,404 119,523 115,208 107,358 

Nickel, silver or German silver scrap 37,992 155,260 121,963 3,881 67,408 

All 	other nickel 	alloy 	scrap 	.............. 274,780 205,850 185,633 122,363 172,634 

Total 	nickel 	group 	...................... 507,049 680,443 469,781 299,220 418,491 

New zinc scrap including engravers' 
plates 	.................................. 206,888 537,483 415,687 1,000 327,684 

Old 	zinc 	scrap 	............................ 158,936 129,364 83,713 30,920 173,667 

Galvanizers' 	zinc 	dross 	................... 527,950 2,900,127 626,623 2,306,089 495,365 

Salamoniac 	ashes 	.......................... 15,729 86,980 31,350 30,638 40,721 

Galvanizers' 	zinc ashes and skimmings 531,409 1,765,801 50,273 1,631,977 614,960 

Scrap 	zinc 	diecast 	........................ 968,925 1,560,087 905,692 416,884 1,206,436 

Zinc diecast dross, skimmings and ashes . 503,711 253,661 128,880 38,082 590,410 

Other zinc scrap, 	including contaminated 
zinc 	.................................... 191,023 255,438 181,276 74,421 190,764 

Total 	zinc 	group 	........................ 3,104,571 7,488,941 2,.'.23,.+94 6,530,011 1,40,007 

(1) Includes material exported direct - Not through agents. 
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TABLE 2. 	Consurners'(l) Report on Nun-ferrous Scrap Metal, 	Quarter Ended 

I 
March 	31, 	1966 

beginning Rece i p t S (OnsumpL ion Exports ( 	 ) end o 
of quarter quarter 

pounds 

Clean aluminum wire and cable, 	clean foil, 
2s and 3s sheets and clippings and 50s 
series 	.................................. 1, 50 9 ,78 7 4,983,452 4,863,877 (3) 1,629,362 

Pots, pans, pure old sheet and castings . 227,087 928,962 804,218 - 351,831 

Clean 	duraluminum 	......................... 62,702 196,338 150,021 - 109,019 

Mixed aluminum scrap (unsegregated) 	....... 1,109,315 2,742,953 2,968,196 (3) 884,072 

Scrap 75s 	clippings and 	turnings 	.......... 100,139 189,148 168,576 - 120,711 

Turnings, 	skimmings, dross, 	crashed air- 
craft, 	irony 	aluminum 	etc . 	.............. 263,944 1,595,065 1,580,370 (3) 278,639 

Total 	aluminum 	group 	.................... 3,272,974 10,635,918 10,535,258 (3) 3,373,634 

No. 	I 	copper 	scrap 	........................ 1,903,817 14,955,709 15,459,250 (3) 1,400,276 

N. 2 ropper, light copper, and clean-mixed 
.;2,727 

..................................... 
copper and brass, contaminated turnings, 
ashes, dross, skimmings, insulated 
copper, etc............................. 	401,754 	2,956,746 	2,813,389 	(3) 

No. I red brass scrap, turnings, and bronze 
screen cloth ............................ 	291,912 	4,462,748 	4,468,337 	(3) 

	

Scrap radiators ...........................384,951 	2,373,978 	2,281,043 	(3) 

Brass mill scrap including clippings, 
cartridge cases and shells, gilding 
metal, rod scrap and turnings, etc . ..... 	1,512,091 	11,255,301 	11,606,612 

Yellow brass scrap and turnings including 
cocks, faucets, condenser tubes, pipes, 
etc. . 	.................................... 	27,044 	1,726,470 	1,695,743 	(3) 

I 	, 

545,111 

286,323 

477,886 

1,160,780 

57,771 

Miscellaneous brass bronze, aluminum 
manganese and silicon bronzes solids and 
turnings ................................292,183 	1,015,370 	1,073,910 	(3) 	233,643 

Total copper group ......................5,286,479 43,557,202 	44,487,519 	(3) 	4,356,162 

ee footnotes at end of table. 
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TABLE 2. Consuriers(1) Report on Non-ferrous Scrap Metal, Quarter Ended March 31, 1966 - Concluded 

Stock 	at 
beginning 
of quarter 

Receipts Consuniption Exporis(2) 
Stok at 
end of 

quarter 

pounds 

Battery 	plates and 	lead dross 	.......... 7,547,588 18,90,383 19,418,430 (3) 7,094,541 

Scrap 	lead 	including cable 	lead 	........ 531, 6 58 3,071,378 3,074,270 - 528,766 

Low grade and mixed babbitt and babbitt 
dross 	................................ 272,042 307,568 242,395 - 337,215 

high tin babbitt, pewter, and scrap 
tin 	.................................. 128,584 6,850 20,558 - 114,876 

Scrap solder, joints, and solder and 
tin 	dross 	............................ 219,089 717,174 861,253 (3) 75,010 

Scrap type metal and type metal dross . 878,223 2,243,319 2,449,538 (3) 672,004 

Other 	lead 	and 	tin 	scrap 	............... 166,363 55,632 103,719 - 118,276 

Total 	tin 	- 	Lead 	group 	............... 9,743,547 25,307,304 26,170,163 (3) 8,940,b88 

Total 	scrap magnesium 	................ 1 35, 42 7 422,628 433,305 (3) 124,750 

All 	pure 	nickel 	scrap 	.................. 960 6,996 5,590 - 2,36t 

Cupro-nickel 	scrap 	..................... 410,908 1,267,968 1,308,167 - 370,70 

Monel 	scrap 	............................ 1,478 10,997 8,888 (3) 3,58/ 

Nickel, silver or German silver scrap . 3,474 161,747 165,221 (3) - 

All other nickel alloy 	scrap 	........... 12,949 - - - 12,949 

Total 	nickel 	group 	................... 429,769 1,447,708 1,487,866 (3) 389,611 

New zinc scrap including engravers' 
plates 	...... 	... ....................... 37,312 50,217 57,489 (3) 30,040 

Old 	zinc 	scrap 	......................... 20,437 41,706 54,905 (3) 7,238 

Calvanizers' 	zinc 	dross 	................ 701,500 2,208,063 2,397,656 - 511,907 

Salamoniac 	ashes 	....................... - 30,638 30,638 - - 

Galvanizers' 	zinc ashes and skimmings 1,321,468 2,232,594 1,570,349 - 1,983,713 

Scrap 	zinc 	diecast 	..................... 402,513 372,961 474,089 - 301,385 

Zinc diecast dross, skimmings and 
ashes 	................................ 152,641 129,682 87,692 - 194,631 

Other zinc scrap, including contaminated 
zinc 	................................. 2,345 1,566 1,446 - 2,465 

Total 	zinc 	group 	..................... 2,638,216 5,067,427 4,674,264 (3) 3,031,37 

(1) Includes both foundries and ingot makers formerly reported separately. 
(2) Includes material exported direct - Not through agents. 
(3) Included with "consumption" data. 
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