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QU NON-FERROUS SCRAP METAL 

ARTER ENDED JUNE 30, 1967 

L tL4ort on Non-ferrous Scrap Metal, Quarter Ended June 30, 1967 
Stock at 

Shipments 	Stock at 
beginning 	Receipts 	 end of 

of Domestic ExpOrt (1) 	quarter 
quarter 

pounds 

Clean aluminum wire and cable, clean 
foil, 2s and 3s sheets and clippings 
and 	50s 	series 	......................... 1,133,111 3,295,111 2,141,628 1,289,671 996,923 

Pots, pans, pure old sheet and castings 642,161 1,832,667 1,712,132 115,874 646,822 
Clean 	duraluminum 	........................ 58,251 251,108 238,538 - 70,821 
Mixed aluminum scrap (unsegregated) 	...... 1,439,159 3,401,589 2,613,382 540,289 1,687,077 
Scrap 75s clippings and turnings ......... 148,677 335,683 309,951 50,233 124,176 
Turnings, skimmings, dross, crashed 

aircraft, 	irony aluminum, 	etc . 	......... 1,156,945 1,605,335 1,407,501 360,551 994,228 

Total 	aluminum group 	................... 4,578,304 10,721,493 8,423,132 2,356,618 4,520,047 

No. 	1 	copper 	scrap 	....................... 1,284,793 7,506,015 5,865,312 1,714,259 1,211,237 
No. 2 copper, light copper, and clean- 
mixed 	copper 	scrap 	..................... 2,370,878 10,807,027 9,228,014 1,425,334 2,524,557 

Copper bearing material including irony 
copper and brass, contaminated 
turnings, ashes, dross, skiminings, 
insulated 	copper, 	etc . 	................. 3,224,842 3,669,513 3,385,907 197,841 3,310,607 

No. 1 red brass scrap, turnings and 
bronze 	screen 	cloth 	.................... 1,161,720 4,306,680 3,768,691 348,264 1,351,445 

Scrap 	radiators 	.......................... b96,152 4,724,855 3,675,090 972,629 773,288 
Brass mill scrap including clippings, 
cartridge cases and shells, gilding 
metal, rod scrap and turnings, etc 559,549 1,727,700 1,243,013 508,860 535,376 

Yellow brass scrap and turnings in- 
cluding cocks, faucets, condenser 
tubes, 	pipes, 	etc . 	..................... 1,887,179 4,638,116 3,315,764 1,318,434 1,891,097 

Miscellaneous brass bronze including 
aluminum manganese and silicon bronzes 
solids 	and 	turnings 	.................... 215,917 708,929 677,143 21,349 226,354 

Total 	copper 	group 	..................... 11,401,030 38,088,835 31,158,934 6,506,970 11,823,961 

See footnotes at end of table. 
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TABLE 1. Dealers' Report on Non-ferrous Scrap Metal, Quarter 

Stock at 
beginning 	Receipts 

of 
quarter 

Ended June 30, 	1967 - Concluded 

Shipments 
Stock 	t 
end of 

Domestic 	Export (1) 	
quarter 

 

pounds 

Battery plates 	and 	lead dross 	............. 3,293,889 8,194,b34 8,589,680 106,740 2,792,103 

Scrap lead including cable lead 	........... 2,677,335 2,419,944 2,509,329 24,239 2,563,711 

Low grade and mixed babbitt and babbitt 
dross 	................................... 117,531 143,271 53,665 80,752 126,385 

High tin babbitt, pewter, and scrap tin ... 37,663 36,542 40,990 - 33,215 

Scrap solder, joints, and solder and tin 
dross 	................................... 135,732 342,127 281,093 164,585 32,181 

Scrap type metal and type metal dross 316,725 1,039,795 883,737 65,275 407,508 

Other 	lead 	and 	tin 	scrap 	.................. 348,385 5,619 7,045 - 346,959 

Total 	tin 	- 	lead 	group 	.................. 6,927,260 12,181,932 12,365,539 441,591 6,302,062 

Total 	scrap magnesium 	................... 18,446 139,994 145,790 - 12,650 

All 	pure 	nickel 	scrap 	..................... 16,488 73,220 27,940 - 61,768 

30,961 3,789 Cupro-nickel scrap 	........................ 3,013 - 30,185 

Monel 	scrap 	............................... 70,163 335,540 211,979 94,670 99,054 

Nickel, silver or German silver scrap 33,717 180,881 134,190 16,670 63,738 

All other nickel alloy 	scrap 	.............. 264,638 1,208,944 839,896 142,859 490,827 

Total 	nickel 	group 	...................... 415,967 1,801,598 1,217,794 254,199 745,572 

New zinc scrap including engravers' 
plates 	.................................. 278,069 543,373 616,883 - 204,559 

Old 	zinc 	scrap 	............................ 154,162 61,084 74,814 10,906 129,526 

Galvanizers' 	zinc 	dross 	................... 396,021 476,992 410,289 58,903 403,821 

Salamoniac 	ashes 	.......................... 35,888 60,742 89,975 - 6,655 

Galvanizers' zinc ashes and skinmiings 704,820 1,710,209 989,035 1,060,536 365,458 

Scrap 	zinc 	diecast 	........................ 787,962 1,216,479 1,462,619 30,990 510,832 

Zinc diecast dross, skiimnings and ashes 510,817 328,503 460,549 - 378,771 

Other zinc scrap, including contaminated 
zinc 	.................................... 110,739 134,487 137,115 72,975 35,136 

Total 	zinc 	group 	........................ 2,978,478 4,531,869 4,241,279 1,234,310 2,034,758 

(I) Includes material exported direct - Not through agents. 
- 



S 

-3- 

TABLE 2. Consumers'(l) Report on Non-ferrous Scrap Metal, Quarter Ended June 30, 1967 

Stock at 	 Stock at 
beginning Receipts Consumption Exports(2) 	end of 
of quarter 	 quarter 

pounds 

Clean aluminum wire and cable, clean foil, 
2s and 3a sheets and clippings and 50s 
series 	.................................. 2,379,298 4,643,417 5,013,330 (3) 2,009,385 

Pots, pans, pure old sheet and castings 504,585 948,367 962,449 (3) 490,503 

Clean duraluminum 	......................... 160,279 308,120 224,956 - 243,443 

Mixed aluminum scrap (unsegregated) 	....... 2,349,069 4,057,125 3,371,510 - 3,034,684 

Scrip 75s clippings and turnings 	.......... 441,265 192,219 230,436 - 403,048 

Turnings, skinanings, dross, crashed air- 
craft, 	irony 	aluminum etc . 	.............. 677,981 2,096,697 2,134336 (3) 640,342 

Total 	aluminum group 	.................... 6,512,477 12,245,945 11,937,017 (3) 6,821,405 

	

No. 1 copper scrap ........................2,155,307 	10,854,609 	11,406,058 	(3) 	1,603,858 

No. 2 copper, light copper, and clean-mixed 

	

copper scrap ............................371, 6 74 	4,002,449 	4,201,949 	(3) 	172,174 

Copper bearing material including irony 
copper and brass, contaminated turnings, 
ashes, dross, skinlning8, insulated 
copper, etc . ............................ 	323,961 	3,295,604 	3,206,072 	(3) 	413,493 

No. 1 red brass scrap, turnings, and bronze 

	

screen cloth ............................32 8 , 184 	2,812,617 	2,763,068 	(3) 	377,733 

	

Scrap radiators ...........................174,406 	1,046,543 	1,180,922 	(3) 	40,027 

Brass mill scrap including clippings, 
cartridge caBes and shells, gilding 
metal, rod scrap and turnings, etc . ..... 1,678,836 10,151,168 9,059,887 - 2,770,117 

Yellow brass scrap and turnings including 
cocks, faucets, condenser tubes, pipes, 
etc . .................................... 	106,586 	969,005 	1,000,102 	(3) 	75,489 

Miscellaneous brass bronze, aluminum 
manganese and silicon bronzes solids and 

	

turnings ................................319,107 	1,318,729 	1,342,824 	(3) 	295,012 

	

• 	
Total copper group ......................5,458,061 	34,450,724 	34,160,882 	(3) 	5,747,903 

See footnotes at end of table. 
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TABLE 2. Consumers'(l) Report on Non-ferrous Scrap Metal, Quarter Ended June 30, 1967 - Concluded 

Stock at 	 Stock At 

beginning 	Receipts Consumption Exports(2) 	end of 
of quarter 	 quarter 

pounds 

Battery plates and lead dross 	.......... 6,335,952 22,490,729 21,336,960 - 7,489,721 

Scrap lead including cable lead 313,494 2,269,132 2,080,122 (3) 502,504 

Low grade and mixed babbitt and babbitt 
dross 	................................ 134,369 342,614 383,014 - 93,969 

High tin babbitt, pewter, and scrap 
tin 	.................................. 129,400 7,933 6,771 - 130,562 

Scrap solder, joints, and solder and 
tin 	dross 	............................ 101,189 607,406 588,321 - 120,274 

Scrap type metal and type metal dross 1,231,009 2,844,410 2,481,548 - 1,593,871 

Other 	lead 	and 	tin 	scrap 	............... 57,526 39,275 44,828 - 51,973 

Total 	tin 	- 	lead 	group 	............... 8,302,939 28,601,499 26,921,564 (3) 9,982,874 

Total 	scrap 	magnesium 	................ 305,873 395,620 357,924 (3) 343,569 

All 	pure 	nickel 	scrap 	.................. 333 2,593 1,590 - 1,33h 

Cupro-nickel 	scrap 	..................... 463,958 1,802,868 1,968,812 - 298,014 

Monel 	scrap 	............................ 4,927 17,971 22,641 (3) 25 

Nickel, silver or German silver scrap . 22 92,680 92,680 (3) 22 

All other nickel alloy scrap 	........... 13,386 - - - 13,386 

Total 	nickel 	group 	................... 482,626 1,916,112 2,085,723 (3) 313,015 

New zinc scrap including engravers' 
plates 	............................... 19,601 44,250 45,396 (3) 18,655 

Old 	zinc 	scrap 	......................... 4,821 161,008 148,386 - 17,443 

Galvanizers' 	zinc 	dross 	................ 862,077 1,603,511 1,344,191 - 1,121,397 

Salamoniac 	ashes 	....................... - - - - - 

Galvanizers' zinc ashes and skinmings 1,429,943 1,267,110 1,183,441 - 1,513,612 

Scrap 	zinc 	diecast 	..................... 624,327 1,019,878 1,311,600 - 332,605 

Zinc diecast dross, skiumiings and 
ashes 	................................ 250,920 317,598 311,966 - 256,552 

Other zinc scrap, including contaminated 
zinc 	................................. 1,753 51,323 51,299 - 1,777 

Total 	zinc 	group 	..................... 3,193,442 4,464,678 4,396,279 (3) 3,261,841 

(1) Includes both foundries and ingot makers formerly repurtd 	aratv. 
(2) Includes material exported direct - Not through agent. 
(3) Included with "consumption" data. 


