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IRON AND SIEEL, 1962 

CDnsumpt ion of 1  scrap iron and steel in Canadian industry totalled about 
2 000 net tons in 1962. Steel furnaces used 3,259.000 tons; iron foundries used 

654,000 tons; sinter plant and iron blast furnaces uses i10,000 tons; steel rolling 
m11s, 66000 tons; ferro-alloy furnaces, 32,000 tons; abrasives furnaces, 15,000 
t.ns and other industries about 6,000 tons. About 51 per cent of the total, or 
2.093 000 tons, was home scrap and about 49 per cent, or 2,049,000 tons, was pur- 

2 scrap. 

Imports of scrap iron and steel amounted to 449,000 tons in 1962 and exports 
t 	LId 391000 tons.. 

TABLE 1. Scrap Iron and Steel Used 1957-62 

in .s juL € r 	
In 

rant and In steel In ferro- 
	In 

on blast furnaces 	
ahoy 	rolling 	

In iron artificial 

- ±±cs 	
- 	furnaces 	mills 	

foundries abrasives Total(1) 
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2 ,1 12, 2 53 L,152 64.93 60,000 
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11.000 2.45,J1D 
102,000 2,952,000 28,000 80,000 661.000 13 1 000 3,843 ? 000 

1960 	. ... 124,000 2,888,000 36,000 71,000 586,000 14,000 3,726.000 
1961 	...., 117,000 3,026,000 28,000 67.000 627,000 11,000 3,882,000 
11)62 	.... 110,000 3,259,000 32000 66,000 654,000 15,000 4,142,000 

1 Includes 9,333 tons used in miscellaneous industries in 1957; 7656 tons in 
7 000 tons in 1959, 7,000 tons in 1960, 6,000 tons in 1961 and 1962. 

[ABLE 2. Scrap Iron and Steel Used 1957-62 
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TABLE 7.  Scrap Iron and Steel Used in Steel Furnaces, 1957-62 

	

Companies 	
Purchased 	

Cost at plant of 
Year 	

cwn nake 	 purchased scrap 	- 

torts of 2,000 pcur'ds 

1957 	......................... 1,307,068 1,318,895 56,957,262 

L958. 	....................... l,112, 44  999,611 32,517,440 

1959 	.... .................. ...... l,5.0,000 1,392,000 49,060,000 

1960 	.............., 	............ 1,574,000 1,314,000 44,097,000 

1961 	........... 1.731,000 1,293,000 42,956,000 

1962 	.................... , ....... 1,920,000 1,339,000 46,226,000 

TABI 4. S:rap 1rc e.rd Steel and Pig Iron Used in Steel Furnaces, 1957-62 

year 	 Scrap 	Pi.g iron 	Per cert s:rap 

tons of 2,000 pcunds 

1957 	............. 2,625,963 2,873,324 477 

1958 	................ 2.112,355 2.610,517 44.7 

1959 	................ 2,952,000 3,511,000 45.7 

1960 	... ......................... 2,888.000 3.511,000 45.1 

1961 	........................... 3,026,000 4,057,000 42. 7  
................. 3,259.000 4,562,000 4:. 

TABLE 5. Scrap Iron and Steel Used in Iron Foundries, 1957-62 

Year 	
Ccmpanies' 	

Purchased 	
Cost ac plant of 

	

own make 	 purchased scrap 

tons of 	2,000 pounds 	$ 

1957 

I 

195 7 	.......................... 101,000 

1958 	..... - ............. 109.000 

1959 	....... *...., 129.000 

1960 	, 	................. 103,000 

1961 	............ . . . . . . . . 	 ...... 116 000 

1962 	.$.*I•..t*o•I.•o.• ......... 143.000 

497,000 

496,000 

532,000 

483,000 

511,000 

517,000 

20,220.000 

18,635,000 

21. 163,000 

18,414,000 

19,227,000 

18,634,000 

TABLE 6. Scrap Ircn and Steel and Pig Iron Used ir. Ircn Fc -;ndries, 1957-62 

Year 	 Scrap 	Pig iron 	Per cent scrap 

tons of 2,000 pounds 

1957 	........................... 598,000 309,000 659 

1958 	........................ 605,000 252,000 70 

661,000 300,600 

1960 	........................... 586.000 261,000 69.: 

19f1 	............................ 627,000 249,000  

1962. ............... ............ 654,000 279,000 70.3  



TABLE 7.  Scrap Iron and Steel Used in Sinter Plant an6 Blast Furnaces, 1957-62 

Year 
Companies' 	

Furchased 	
Cost at plant of 

)Wfl make 	 purchased scrap 

tons of 2,000 pounds 	$ 

(1) 179,629 3,432,678 
1 958 	............................ (1) 12,239 1,469,057 

59 	............. (1) 102,000 1.783,000 

-i60 	......................... 32,000 92,000 1,319,000 
...... . . . . . 	. . . . 39,000 78,000 778,000 

.... 30,000 80,000 736,000 

lab].e. 

UABLE 8. Scrap Iron and Steel Used in Rolling Mills, 1957-62 

Year 

	

Companies' 	
Purchased 	

Cost at plant of 

	

own make 	 purchased scrap 

tons of 2,000 pounds 

957 ............................13,007 

958 ........................... 	- 
(159 - 

1960   ........... . ................ 	- 

1961 ............................ 	- 
- 

88,663 

64.913 

80,000 

71,000 

67,000 

66,000 

5,040,536 

3,226,756 

4,170,000 

3,514,000 

3,360,000 

3,467,000 

\' ear 
	

Quantity 	Cost at plant 

to; 	2,000 pounds 	$ 

29043 92,856 
1958 	.................................. 18,132 413,286 

1 959 	........ 28,000 679,000 

I960 	....... 36,000 734,000 

1961 	...... .•.•.••...,• 28,000 498,000 

32,000 560,000 

FABLE 10. Scrap Iron Used in the Manufacture of Artificial Abrasives, 1957-62 
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0 I 
11,000 322,76 
13,000 371,000 
14,000 383,000 

11,000 294,000 

15,000 383.000 
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TABLE 11. Imports of Scrap Iron and Steel. 195 7 -62 

Year 	Cast scrap 	Wrought scrap 	Tin plate scrap 	Total 	I 
tons of 	tons of 	tons of 	tons of 
2,000 	$ 	2,000 	$ 	2,000 	$ 	2,000 	$ 
pounds 	pounds 	pounds 	pounds 

1957 	.. 47,293 1,568,051 /35,669 17,805,053 901 24,560 483,863 19,397,664 
1958 	.. 59,708 1,792,752 229,697 6,941,168 316 15,321 289,721 9,023,641 
1959 	.. 85,161 2,628,116 576,574 21,163,510 376 11,347 662,111 23,802,973 
1960 	.. 107,776 2,862,434 480,273 15,717,343 514 17,800 588,563 18,597,577 
1961 	.. 96,143 2,706,387 260,614 9,024,065 388 12,400 357,145 11,742,852 
1962 	.. 104,949 2,746,800 344,283 9,872,661 - - 449,232 12,619,461 

TABLE 12. Exports of Scrap Iron and Steel, 	1957-62 

Year 	 Quantity 	Value 

tons of 2,000 pounds 	$ 

1957 	...... .......... •....•.S....Q,......S• 684,166 28,619,56 

1958 	•..... ........... ,,.c........so 	...... 387.147 12,393,50  
1959 	..... ..,.•..•....•••.•. ...... 382,897 12,781, 1:) 
1960 	......... ••sSs•O••t• .............• 421,448 13,675,4L 
1961 	.....• 	....................... •.....S•S 804,770 26,563,679 
1962 	•...•.osess•esc•e••s ..... . .......... 390,951 12,132,596 

TABLE 13. Stocks of Scrap Iron and Steel Held by Consumers on December 31, 1962 

Tons 

Iron blast furnaces a......•.•.s*s•••*••e••• 

Steel furnaces .... *•.s.•s• 	 705,000 

Iron foundries .......... .. .. ... . .. . .. .. . . . 	85,000 

Total .............. ............. 4*.s**s 	 790,000 


