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CONSUMPTION, PRODUCTION AND INVENTORIES OF RUBBER 

CONSONMATION, PRODUCTION ET STOCKS DE CAOUTCMOUC 

NOVEMBER - 1972 - NOVEMBRE 

TABLE 1. New Supply - Statement of Producers of Rubber 

TABLEAU 1. Nouveaux stocks - Declarations des producteurs de caoutchouc 

On hand at 
beginning of 	Produced 	On hand at 	Production 

month 	 during month 	end of month 	year to date 

En main au 	Production 	En main I Is 	Production 
debut du moiB durant le mois fin du moia 	total cuioulatif - 	

thousands of pounds - milliers de livres 

P 1971 

Saitiral rubber (Latex) - 1:auutchouc nacurel (Latex) 	 235 	 - 	 144 	 - 

Synthetic robber - Caoutchouc synthCttgue 

	

S - Type ...................................................29,610 	 21,790 	 27,311 	 252,676 

	

N -  Type ..................................................87 	 - 	 83 	 - 

	

Butyl - Butyle ............................................10,527 	 6,824 	 10,860 	 75,042 

	

Neoprene - Neoprina .......................................x 	 - 	 B 	 - 

	

Other - kutres ............................................19,457 	 6,401 	 18,939 	 71,547 

	

Total ...................................................x 	 35,015 	 x 	 399,265 

Reclaimed rubber (all types) - Caoutchouc rCgCndrd (tous 

	

genres) ...................................................x 	 2,752 	 x 	 27,467 

	

All rubber - Total - Toua canutchoucs .................62,451 	 37,767 	 59,715 	 426,732 

1972 

Natural robber (Latex) - Caoutchouc naturel (Latex) 	 144 	 - 	 142 	 - 

Synthetic robber - Caoutchouc synthCtigue 

	

S -  Type ..................................................25,897 	 21,899 	 21,965 	 244,795 

	

N -Type ..................................................71 	 - 	 66 	 - 

	

Butyl - Butyle ............................................13,302 	 6,396 	 13,578 	 72,518 

	

Neoprene - NCoprine .......................................- 	 - 

	

Other - Autres ............................................21,698 	 8,425 	 21,942 	 79,351 

	

Total .................................................. x 	 36,720 	 x 	 396,664 

RaclaId robber (all types) - Ceoutchouc regenere (tous 

	

genres) .................................................. x 	 2,418 	 x 	 28,227 

	

All rubber - Total - TOuS caoutchoucs .................64,365 	 39,138 	 60,555 	 424,891 

cu. 	crc Tu,lccs!r 1cM l_iivisi,i' 

L)lvsion des industries manufacturilree et primairea 
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TABLE 2. Consumption - Statement of Manufacturers Consuming Rubber 

TABLEAU 2. Coneomeation - Declarations des manufscturiera comaoant du caoutchouc 

November - Novembre 

On hand at Shipments (sales On hand 
beginning Con- and other at end 
of month Receipts suaption disposals) of month 

En main Arrivagea Coneom- Expéditione En main 
au debut mat ion (ventefi et autres h Is fin 
du mOiB dispositiona) du mois 

of pounds - 

10,379 12,565 10,599 18 12,327 
338 393 470 9 252 

10,717 12,958 11,069 27 12,579 

7,812 20,058 19,936 27 7,907 
1,256 3,890 3,310 464 1,372 

544 403 345 53 549 
1,108 1,066 1,125 2 1,047 

1,026 1,634 1,631 - 1,029 

1,968 5,862 5,514 - 2,311 

666 734 578 - 822 

531 560 476 - 615 

532 749 683 - 59e 

15,443 34,956 33,598 546 16,255 

2,292 3,769 3,436 2 2,623 

28,452 51,683 48,103 575 31,457 

13,971 12,146 12,614 156 13,347 

290 425 465 25 225 

14,261 12,571 13,079 181 13,572 

8,244 22,182 22,368 21 8,037 

1,230 4,491 3,617 810 1,294 

639 363 351 46 605 

932 1,236 1,199 1 968 

620 2,088 1,584 126 998 

2,185 5,479 5,395 - 2,269 

763 653 638 - 778 

539 765 642 2 660 

734 748 690 2 790 

1971 

Natural rubber - Caoutchouc natuiel 

Solid -  Solide ..................................... 
Latex ............................................... 

Total............................................. 

Synthetic rubber - Caoutchouc synthetigue 

S - Type: 
Solid - Solide ................................... 
Latex ............................................. 

N -  Type ............................................ 
Neoprene - NéoprBne ................................. 
Butyl - Butyle ...................................... 
Polybutadiene - Polybutadibne ....................... 
Polyisoprene - Polyisoprène ......................... 
Ethylene-propylene - Ethylène-propylbne ............. 
Other - Ajitres ...................................... 

Total........................................... 

Reclaimed rubber (all types) - Caoutchouc regCndre 
(toua genres) ....................................... 

All rubber - Total - Toua caoutcbouca ......... 

1972 

Natural rubber - Caoutchouc naturel 

Solid - Solide ........................ 
Latex .................................. 

Total................................ 

Synthetic rubber - Caoutchouc synthétique 

S -Type: 
Solid - Solide ................................... 
Latex ............................................. 

N -  Type ............................................ 
Neoprene - NCoprêne ................................. 
Butyl - Butyle ...................................... 
Polybutadiene - Polybutadiène ....................... 
Polyisoprene - Polyisoprene ......................... 
Ethylene-propylene - Ethylène.propylbne ............. 
Other - Autres ...................................... 

Total ........................................... 

Reclaimed rubber (all types) - Caoutchouc régCnéré 
(toua genres) ....................................... 

All rubber - Total - Tous caoutchoucs ......... 

15,886 38,005 36,4841 1,008 16,399 

2,078 3,705 3,619 24 2,160 

32,225 54,281 53,182 1,213 32,111 
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TABLE ZA. Receipts, Consumption and Shipments of Rubber 

TABLEAU 2A. Arrivages, consoegnation et expeditions de caoulchouc 

Year to date 

Total c,ilatif 

Received Consumed Shipments (sales and 
during during other disposals) 
period period during period 

Recu Consoeiud Expeditions 
pendant la pendant (ventes et autrea 
période La pdriode destinations) 

pendant Ia pdriode 

thousands of pounds - milliers de livres 

100,971 	99,375 	350 
5,421 	5,203 	265 

106,392 104,578 615 

194,771 195.136 638 
32,993 29,095 3,894 
3,948 3,247 703 
10,780 10,602 102 
14.443 14,481 66 
46,953 47,059 261 
6,079 5,601 27 
4,309 4,253 22 
7,625 8,126 22 

321,901 317.600 5.735 

35,051 36,197 470 

463,344 458,375 6,820 

117,087 117,585 1,032 
4,281 4,114 219 

121,368 121,699 1,251 

209,118 208,777 207 
42,911 37,642 5,684 
4,011 3,707 235 
11,722 11,645 2 
15,467 14,963 322 
52,001 52,246 70 
6,666 6,654 17 
5,658 5,647 21 
6,938 6,596 12 

354,938 347,877 6,570 

36,482 35,870 1,028 

512.342 505,446 8,849 

1971 

Natural rubber - Caoutchouc naturel 

Solid - Solids ..................................... 
Latex ............................................... 

Total ............................................. 

Synthetic rubber - Caoutchouc synthetigue 

S -Type: 
Solid - Solide ................................... 
Latex ............................................. 

N -  Type ............................................ 
Neoprene - Néoprène ................................. 
Butyl - Butyle ...................................... 
Polybutadiene - PolybutadiBne ....................... 
potyisoprene - Polyisoprbne ......................... 
Ethylene-propylene - Ethylbne-propylène ............. 
Other - Autres ...................................... 

Total ........................................... 

Reclaimed rubber (all types) - Caoutchouc rigdndrd 
(tous genres) ....................................... 

All rubber - Total - Tous caoutchoucs ......... 

1972 

Natural rubber - Caoutchouc nature I 

Solid - Solide ..................................... 
Latex ............................................... 

Total ............................................. 

Synthetic rubber - Caoutchouc synthftigue 

S - Type: 
Solid - Solide ................................... 
Latex ............................................. 

N - Type ............................................ 
Neoprene - NCoprène ................................. 
Butyl - Butyle ...................................... 
Polybutadiene - Polybutadilne ....................... 
Potyisoprene - Polyisoprene ......................... 
Ethylene-propylene - Ethylbne-propylBne ............. 
Other - Autres ...................................... 

Total ........................................... 

.iiegd rubber (all types) - Caoutchouc rdgenerd 
uus genres) ....................................... 

All rubber - Total - Tous cacutchoucs ......... 



'lABLE 3. Conaumption of Rubber, by End Products 

070. LEAU 3. Consoametton de caoutchouc, par produita finals 

November - hovembre 

Constmed in the manufacture of 

Consatioti dens Is fabrication de 

Tires, 
tube8 and 
tire repair Wire and Foot- Foamed Rug Other 
material cable wear rubber underlay products Total 

Pneus, Fils at Chaus- Caout- Sous- Autras 
chambre A c$blee sures chouc tapie produits 
l'atr at mousse 

matérial de 
reparation 
pour pneus 

s of pounds - milliera de livres 

x 	x 	260 - 	.. 	1,522 	10,599 
x 	- 	x 	x 	.. 	418 	470 

8,806 	x 	x 	x 	.. 	1,940 	11,069 

14,824 	173 	x 	x 	.. 	4,106 	19,936 
x 	- 	x 	x 	.. 	2,086 	3,31fl 
- 	- 	x 	x 	.. 	339 
x 	191 	x 	- 	.. 	918 	1 
x 	x 	- 	- 	.. 	472 	l,'; 
x 	- 	x 	- 	.. 	517 	5, 
x 	x 	x 	- 	.. 	175 
x 	x 	- 	- 	.. 	308 

140 	x 	x 	. . 	523  

21.745 	x 	1.518 	.. 	9.444 	33.598 

2,484 	x 	x 	x 	.. 	909 	31436 

33,035 	425 	808 	1.542 	.. 	12.293 	48.103 

1971 

';aruj-al rubber - Ceoutchouc natural 
o1id - Solide ................................... 
:,atex ............................................ 

Total .......................................... 

Synthetic rubber - Caoutchouc synthétigue 
S - Type: 
Solid - Solide ................................. 
Latex .......................................... 

N -  Type ......................................... 
Neoprene - Néoprne .............................. 

1utyl - Butyle ................................... 
olybutadiene - Polybutadiène .................... 
i'olyisoprene - Po1yiaoprne ...................... 
r:thylene-propylene - Ethylène-propylène .......... 
Other - Autrea ................................... 

Total ........................................ 

O;clsived rubber (all typea) - Caoutchouc rCgeneré 
'tou. 	genres) .................................... 

All rubber - Total - Tous caoutchouca ...... 

1972 

OILjrai rubber - sautchouc natural 
Thud - Solide ................................... 
Latex ........................................... 

Total 

	

x 	x 	x 	x 	x 	1,246 	12,614 

	

x 	- 	x 	- 	- 	437 	465 

	

10,345 	x 	x 	x 	x 	1.683 	13.079 

i1'n the tic 	rote r - ('auu LOhOUC 	avothOt i1u0 

- Type: 
Solid - Solide 	..................................17,502 	287 	492 	x 	x 	3,415 	22,368 
Latex 	...............................................x 	- 	x 	126 	x 	1,883 	3,617 

N -  Type 	...............................................x 	- 	x 	- 	- 	351 
Neoprene - Néoprne 	...................................x 	262 	x 	- 	- 	917 	1,199 
Eutyl - Butyle 	....................................1,251 	x 	x 	- 	- 	324 	1,584 
Polybutadiene - Polybutadine 	..................... ...x 	- 	x 	- 	- 	735 	5,395 
i'olyiaoprene - Polyisoprne 	....................... ..x 	x 	x 	- 	- 	x 	638 
Ethylene-propylene - Ethylne-propy1ène 	 x 	x 	- 	- 	- 	381 	642 
Other - Autres 	.................................... 150 	x 	x 	x 	- 	520 	690 

	

rotal .............. . ......................... .24,427 	584 	561 	x 	a 	8,632 	36,484 

Ee c laiaed rubber (all types) - Caoutchouc régénéré 

	

(tous genres) .....................................2,637 	a 	a 	- 	x 	389 	3 1 619 

All rubber - Total - Tous caoutchoucs 	7,409 	617 	1,077 	1,600 	1,775 	10,704 	53,182 

x Confidenta1 to meet secrecy requirements of the Statistics Act. - Confident Eel en vert, des dispositions de Is Loi sur Is 
statistique relatives au Secret. 
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TABLE 3A. Consumption of Rubber, by End Products 

TAELEA1I 3A. Constion de caoutchouc, par produits finals 

Year to date - Total cumulatif 

Consumed in the manufacture of 

Conscxiiaation dana Is fabrication de 

Tires, 
tubes and 

tire repair Wire and Foot- Fomned Rug Other 
material cable wear rubber underlay products Total 

Pneua, Pus et Chaus- Caout- Sous- Autres 
chambre 7A ciblea sures chouc tspia produits 
l'air et mousse 

mat8riel de 
reparation 
pour pneue 

thousands of pounds - milliers de ltvres 

1971 

Natural rubber - Caoutchouc naturel 
Solid - Solide .................................... x x 3,014 x .. 13,396 99,375 
Latex 	.......... . ......................... . ....... x - x x .. 4,698 5,203 

82,798 x x x .. 18.094 104,578 

Synthetic rubber - Ceoutchouc synthetigue 
S - Type: 

Solid - Solide 	................................. 149,029 1,626 3,836 3,581 .. 37,064 195,136 
x - x x .. 19,390 29,095 
x x x x .. 3,200 3.247 
x 2,143 x x .. 8,218 10,602 

.. 

x 

. 

x x - .. 3,353 14,481 

Total 	........................................... 

x - x - .. 5,375 47,059 
x x x - .. 2,320 5,601 Polyisoprene - Po1yiaoprne .......................

Ethylene-propylene - Ethy1hne-propylne x x - - .. 2,018 4,253 

Latex ...........................................
N - Type ..........................................
Neoprene - NCoprène ............................... 

1,937 x x x .. 4,618 8,126 

209,517 4,431 4,369 13,727 . . 85,556 317,600 

Rutyl - Butyle 	.................................... 
'olybutadiene - Polybutadine ..................... 

)ther - Autres 	.................................... 

Reclaimed rubber (all types) - Caoutchouc rCgenéré 

Total 	......................................... 

25,777 x x x .. 8,320 36,197 

318,092 4,688 8,171 15,454 .. 111.970 458.375 

(tous 	genres) 	..................................... 

All rubber - Total - Toua caoutchoucs 

1972 

Natural rubber - Caoutchouc neturel 
Solid - Solide ................................... x 	x 	x 	x 	x 	12,741 	117.585 
Latex ............................................ x 	- 	x 	x 	- 	3,806 	4,114 

Total ...........................................96,201 J 	x 1 	4.203 1 	x I 	x 	16,547 1 121,699 

Synthetic rubber - Caoutchouc synthétigue 
S - Type: 

162,962 2,035 4,296 x x 33,589 208,777 Solid 	- 	Solide 	.................................. 
1,592 - x 10,288 x 19,806 37,642 

x - x x - 3,626 3,707 
x 2,137 x x - 9,179 11,645 

Latex 	............................................. 

11,534 x x x 3,307 14,963 

N - 	Type 	............................................... 
Neoprene - NCopr?rne 	.................................... 

x - x x - 6,970 52,246 
Butyl 	- 	Butyle 	.................................... 
Polybutadiene - Po1ybutadine 	..................... .... 

4,040 x x x - 2,209 6,654 Polyisoprene - Polyisoprène 	....................... 
Ethylene-propylene - Ethylne-propyThne x x - - - 3.228 5,647 
Other - Autres 	.................................... 1,462 x x x - 4.856 6.596 

Total 

n 	

.........................................229,338 	4,686 	4,939 	x 	x 	86,770 	347,877 

t rubber (all types) - Caoutchouc régénCrC 

	

.'i'nres) .................. . ................. .25,141 	x 	923 	x 	x 	4,944 	35,870 

11 rubber - Total - Tous caoutchouca 	 50,680 	4,961 	10,065 	13,570 	17,909 	108,261 	505,446 

tid,utia1 to meet secrecy requirements of the Statistics Act. - Confidential en vertu des dispositions de la Lot sur la 
tatistique relatives au secret. 
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