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TABLE 1. Production of Synthetic Rubber in Canada 

TABLEAU 1. Production de caoutchouc synthétique au Canada 

1978 1977 1978/1977 

- 	

- thousands metric thouaands - metric change 
of pounds tonnes of pounds tonnes 1 

- métriques - métriques variation 
williera de m.illiers de 

livres livres 

Butadiene-styrene - Butadiène-styrène: 

19,172 8 696 27,351 12 406 - 29.9 
(1) (1) (1) (1) (1) 

Butadiene-acrylonitrile - ButadiBne-acrylonitrile - - — — - 

- - - - - 

Solid 	- 	Solide 	.............................................. 

8,607 3 904 8,211 3 724 + 	4.8 

Polychioroprene - PolychioroprBne ...........................
Butyl - Butyle 	.............................................. 
Other 	- Autres 	.............................................. 12,864 5 835 11,169 5 066 + 15.2 

Latex 	..................................................... 

40,643 18 435 46,731 21 	196 — 13.0 Total 	................................................... 

601 273 445 202 + 35.1 Reclaimed — R4généré 	........................................ 

All types — Total — Tous genres 	....................... 41,244 18 708 47,176 21 	398 - 12.6 
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TABLE 1A. Production of Synthetic Rubber in Canada, Year-to-dalc 

TABLEAU lÀ. Production de caoutchouc 8ynthétique au Canada, total cumulatif 

Type - Genre 1978 1917 1978/1977 

thousands metric thousands metric change 
of pounds tonnes of pounds tonnes Z 

- métriques - métriques variation 
milliers de milliers de 

llvres livres 

Butadiene-styrene - Butadiène-styrne: 

. 	
(1) 

77 703 164,637 74 675 + 4.1 Latex 	.................................................... (1) (1) (1) (1) 

Solid 	- 	Solide 	............................................171,306 

- 
.. 

- - - - 
- - - - 

Butadiene-acrylonitrile - Butadine-acrylonitrile ................ 

59,596 27 032 59,430 26 957 + 0.3 Butyl 	- 	Butyle 	................................................ 
87,617 39 743 84,320 38 245 + 3.9 

Polychioroprene - Polych1oroprrie 	................................ 

318,519 84 478 308,387 139 877 + 3.3 

Other 	-Autres 	............................................... 

Total 	................................................... 

4,632 2 102 6,651 2 109 - 0.4 Reclaimed - Rgénéré 	.......................................... 

All 	types - Total - Tous genres 	....................... 32 3,151 86 580 313,038 141 986 + 3.2 

noLatul a is tin nu tao.Leau j 

TABLE 2. Inventories of Rubber Held by Producers and Consumers at End of Period Indicated 

TABLEAU 2. Stocks de csoutchouc détenu par lea priducteurs et consoateurs 
Is fin de Is période indiquée 

T 	Ge ype 	nrc 

1978 1977 1978 1978/1977 

July June July 
July-
Juillet July 

- - 
- June - 

Juillet Juin Juillet Juin Juillet 

thouaands metric thousands metric thousands metric change 
of pounds tonnss of pounds tonnes of pounda tonnes 

- métriques - mëtriquea - metriques variation 
illiers de ailliers de milliers di 
livres livres livres 

Natural - Naturel: 

22,844 10 361 25,168 11 416 23,857 10 824 - 	9.2 - 4.2 
Latex 	.............................. 524 238 590 267 791 358 - 11.2 - 33.8 

23,368 10 599 25,758 11 683 24,648 11 182 - 	9.3 - 5.2 

Synthetic - Synthétique: 

Butadiene-styrene - Butadine- 
styrne: 

42,193 19 138 43,680 19 812 40,730 18 472 - 	3.4 + 3.6 
2,346 1 065 2,488 1 127 3,027 1 373 - 	5.7 - 22.5 

Butadiene-acrylonitrlle - Buta- 
930 422 777 351 1,049 474 + 19.7 - 11.3 

Latex 	............................ 

Polychloroprene - Po1ychloroprne 2,375 1 076 2,427 1 105 1.976 899 - 	2.1 + 20.2 

Solid - Solide 	..................... 

dine-acrylonitrile .............. 

32,074 14 549 28,310 12 841 21,178 9 606 + 13.3 + 51.4 

Total 	............................ 

Polybutadiene - Polybutadiène 2,914 1 323 3,168 1 437 3,865 1 754 - 	8.0 - 24.6 
Polyisoprene - Polyisoprène 1,189 540 1,345 611 2,005 911 - 11.6 - 40.7 
Ethylene-propy lene-diene-terpolymer 

Solid - Solide 	................... 

(EPDM) - 	thylene-propylène- 
diène-terpolynère 	(.P.U.M.) 	. .. . 905 410 996 455 1,071 475 - 	9.1 - 15.5 

Butyl - Butyle 	..................... 

29,652 13 449 26,978 12 234 24,521 11 135 + 	9.9 + 20.9 Other - Autres 	..................... 

114,578 51 972 110,169 49 973 99,622 45 099 + 	4.0 + 1.. Total 	............................ 

2,549 1 157 2,289 1 037 2,158 982 + 11.4 + l. Reclaimed - Rgénéré ................. 

All types - Total - Tous genres 140,495 63 728 138,216 62 693 126,228 57 263 + 	1.6 + 11. 

ee rootnotel,$) at can or table J. - voir notea) a is tin du tableau J. 
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TABLE 3. Rubber Consumed in Manufacturing, by Type of Rubber 

:ABLEAU 3. Corisoiation de caoutchouc dane Is fabrication, par genre de caoutchouc 

Type - Genre 

1978 1977 
Year-to-date 

1978/1977 

July Year-to-date Year-to-date Total 
- - - cumulatif 

Juillet Total cuniulatif Total cuniulatif 

thousands metric thouaands metric thousands metric change 
of pounds tonnea of pounds tonnea of pounde tonnes Z 

- metriquea - metriques - mëtriques variation 
milliers de milliers de milliera de 

livres livres livres 

atural - Naturel: 

5 468 111,010 50 354 107,585 48 797 + 	3.2 

901 .

12,053 

409 5,097 2 313 4,844 2 199 + 	5.2 

Solid - Solide 	...................... 

Total 	........................... 5 877 116,107 52 667 112,429 50 996 + 	3.3 

ynthetic - Synthétique: 

Latex 	................................. 

otitadlene-qrvrene - Butadiène- 

12. 954 

14,433  6 547 124,512 56 478 128,190 58 148 - 	2.9 

3,523  1 597 40,768 18 491 40,130 18 204 + 	1.6 

Butadiene-acrylonitrile - Buta- 

de 	................... 

539  244 4,709 2 	138 3,343 1 	518 + 40.9 

Polychioroprene - Polychloroprène 741 337 7,564 3 432 7,880 3 573 - 	4.0 

Latex 	............................. 

1 , 772  803 16,568 7 513 15,610 7 079 + 	6.1 

Polybutadiene - Polybutadiëne 4,953 2 246 39,831 18 067 41,571 18 855 - 	4.2 

diène-acrylonitrile 	.................. 

Butyl - Butyle 	..................... 

Polyisoprene - Polyisoprène 549 248 5,929 2 689 9,739 4 416 - 39.1 

Ethylene-propylene-diene-terpolymer 
(EPDM) - 	thylne-propy1ène- 
diène-terpolynire (LP.D.M.) 677 307 6,895 3 125 7,407 3 357 - 	6.9 

886  402 7,719 3 504 7,860 3 567 - 	1.8 Other - Autres ..................... 

28,073  12 	731 254,495 115 437 261,730 118 717 - 	2.8 Total 	............................ 

1,434 650 11,737 5 324 12,773 5 790 - 	8.1 

- 	- 	us genres 42,461 19 258 382,339 173 428 386,932 175 503 - 	1.2 

(1) Included with styrene butadiene solid. - tnclua aver atyrène butadiene solids. 
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TABLE 4. Consumption of Rubber, by End Produ 

TABLEAU 4. Consommation de caoutchouc par produii 	:1 

1978 1977 1978/1977 

thousands metric thousands metric change 
of pounds tonnes of pounds tonnes Z 

- métriquea - mêtriques variation 
July - Juillet milliers de milliera de 

livres livres 

Tires, tubes and tire repair material - Pneua, chambre 
30,9 50  14 037 24,388 11 061 + 26.9 

169 77 90 40 + 87.8 
1, 11 5 505 666 302 + 67.4 

709  322 1,061 481 - 33.2 
1 , 190  540 1,127 512 + 	5.6 
8,328  3 777 7,724 3 503 + 	7.8 

42 , 461  19 258 35,056 15 899 + 21.1 

Pair er materiel pour is reparation de pneus ............. 
Wire and cable - Fils et c8bles 	............................. 

Year-to-date - Total cumulatif 

Footwear - Chausaures 	....................................... 
Foamed rubber - Caoutchouc-mousae ...........................
Rug underlay — Soua 	tapis 	................................... 
Other — Autrea 	.............................................. 

Tirea, tubes and tire repair material - Pneus, chambre I 

Total 	..................................................... 

266,298 120 791 271,031 122 935 - 	1.7 
2 ,635 1 193 2,599 1 178 + 	1.4 

10,869 4 929 8,214 3 725 + 32.3 
Wire and cable — Fila et clbles 	............................. 

14 , 175  6 429 15,101 6 850 - 	6.1 

l'air at materiel pour la reparation de pneua ............. 

11,130 5 050 11,360 5 153 - 	2.0 

Footwear — Chauasurea 	....................................... 
Foamed rubber - Caoutchouc-mousse ........................... 

77,232 35 036 78,627 35 662 - 	I 
Rug underlay — Sous 	tapia 	................................... 
Other - Autres 	.............................................. 

Total 	..................................................... 382,339 173 428 386,932 175 503 - 	I 

.., 	duie J. - voir flQt5!) a is un nu tableau 3 


