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CONSUHPTION, PRODUCTION AND INVENTORIES OF RUBBER CONSOMMATION, PRODUCTION ET STOCKS DR CAOUTCHOUC 

JULY 1980 JUILLET 1980 

TABLE 1. Production of Synthetic Rubber in Canada TABLEAU 1. Production de caoutchouC synthEtique au Canada 

July Year-to-date 

Juillet Total cuinulatif 

'79 1980 1979 1980 

,ueLric - tonnes - métriques 

Styrene-butadiene rubber — Caoutchouc de butadine- 
styrne: 

Solid — Solide 12 438 10 350 88 821 78 790 

Latex (1) (1) (1) (1) 

Acrylonitrile-butadiene rubber - Caoutchouc de 
butadiène-acrylonitrile - - - 

Polychioroprene - Polych1oroprne - - - - 

Butyl - Butyle 3 971 3 817 25 941 28 520 

Other — Autres 8 253 7 184 49 821 47 797 

Total 24 662 21 351 164 583 155 107 

Reclaimed - ReBénéré 419 172 3 341 2 109 

ALL TYPES - TOTAL — TOUS GENRES 25 081 21 523 167 924 157 216 

(1) Included with styrene-butadiene. solid. 	(1) Inclus avec atyrBne-butadiEne, aolide. 
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TABLE 2. Consumption and lovantories of Rubber 

TABLEAU 2, Conso.ation at stocks de csoutchouc 

- 2- 

Consumed in manufacturing 

Consoonation dane is fabrication 

1980 

July Year-to-date July 

Juillet Total cumulatif Juillet 

metric - tonnea - aNtriques 

Stocks at end 
of period 

Stocks 6 l.a fin 
de 1. p8rtode 

Year-to-date 

Total cuoulatif 	
1979r 	1980 

 

Natural - Naturel: 
Solid - Solide 5 494 
Latex 564 

Total 6 058 

Synthetic - SynthAtique: 

Styrene-butadiene rubber - Csoutchouc de 
batadibne -sty'rRne: 

Solid - Soiidc 6 484 
Latex 2 050 
Acrylonitrile-butadiene rubber - Caoutchouc do 

butodiBne acrylonitrile 208 
Polychioroprene - Polvchloropr0ne 553 
Botyl - Butyle 958 
Polybutadiene - Polybutadibne 2 228 
Polyisoprene - PolytooprRne 253 
Etiene-Propylene-Diene-Terpolymer (EPUM) - 

7hylbne-propyl0n-dS.0oe-terpolysRre 
(fPDM) 342 

Other - Autres 475 

Total 	 13 551 

Reclaimed - Regén9r6 	 638 

ALL TYPES - TOTAL - ToilS GENRES 	 20 247 

revised figures. 
nombres rectif jOt. 

50 753 	 4 307 	 45 439 	 18 152 	 25 287 
3 473 	105 	1 501 	626 	223 

54 226 	4 412 	46 940 	18 778 	25 510 

64 460 5 	174 55 971 3 891 3 861 
24 121 1 	726 19 572 1 	570 1 	339 

1 728 190 1 	739 421 711 
3 465 181 2 591 410 461 
8 448 682 7 779 15 	120 16 900 

20 846 1 	763 17 404 1 583 I 	371 
2 193 125 1 674 482 418 

3 210 312 2 883 418 
3 665 405 3 545 13 827 22 

132 136 10 558 113 	158 37 722 47 

7 096 615 5 684 807 1 

193 458 15 585 165 782 57 307 74 	J. 

TABLE 3. Consumption of Rubber, by End Products 

TABLEAU 3. Consoemation do caoutchouc, par produits finals 

1979r 	 1980 

July 	 Year-to-date 	 July 	 Year-to-date 

Juillet 	 Total cuaulatlf 	 Juillet 	 Total cumulatif 

metric - tonnes - s8triquea 

14 936 	136 947 11 028 117 200 
64 	 1026 63 1039 

237 	 4.716 ..,,,, 	242 4 036 
573 	 17 877 90 2 	718 
510 	 5 735 1 499 13 053 

3 927 	 37 	157 2 663 27 736 

20 247 	 193 458 	 15 585 	 165 782 

Rota 

Le pc8sent rapport traduit 1'a ~ tivlr6 des entrprl—s r6i,ond i ntes t n-

.6r6e. dana la iivralson de df 	, . 

additions. Changeseot cc mois- 

NOant. 

I.e champ d'observstioo eng1ob 	. 

Tires, tubes and tire repair material - Pocus, chambre 
B sir at materiel pour Is rOparation de pocus 

Wire and cable - Pus at c0bl.eo 
Footwear - Chaussurco 
Foamed rubber - Caoutchouc-mousse 
Rug underlay - Sous tapis 
Other - Autrea 

TOTAL 

revised figures. 
nombres rectifiéa. 

Note 

This report reflects the experience of the respondent firms 
listedin the December report, plus any deletions or additions 
since then. Changes this month: 

Nil. 

Comeodity coverage is approximately 1005. 


