
. 

Used during year - Utilisé pendant 
1' année: 

Chrome ore - Mineral de chrome .... 38,030 

Manganese ore - Mlnerai de 
188,072 manganse 	......................... 

On hand December 31 - En main au 31 
décembre: 

Chrome ore - Mineral de chrome .... 28,023 

Manganese ore - Mineral de 
manganse 	........................ 49,447 

	

66,658 	34 501 
	

60 471 

	

232,142 	170 616 
	

210 595 

	

18,254 
	

25 422 
	

16 560 

	

126,818 
	

44 858 
	

115 047 
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List of Reporting Consumers 

Liste de consotumateurs déclarants 

Name 	 Plant location 

Nom 	 Locailsation de l'usine 

Aimco Automative 	Industries 	.................... (M) St. Catharines, Ont. 

Atlas 	Steels 	Co. 	............................... (C) Welland, Ont. 

Canadian Electrolytic Zinc Co. 	................. (M) Valleyfleld, Qué. 

Canadian Refractories Div. Dresser Industries 
Can. 	Ltd . 	..................................... (C, 	N) Grenville, Qué. 

Chromium Mining and Smelting Corp. Ltd . 	 ........ (M)  Beauharnois, Qué. 

General Refractories Co. 	of Canada Ltd . 	 ........ (C) Smithville, Ont. 

Gould Mfg. 	Canada Ltd. 	(Burgess Div.) 	.......... (N)  Niagara Falls, Ont. 

Hawker 	Siddeley Canada Ltd . 	.................... (C) Montréal, Qué. 

Mallory Battery Co. 	of Canada Ltd.............. (M) Clarkson, Ont. 

Manitoba Rolling Mill Co. 	Ltd. 	................. (C) Selkirk, Man. 

Ray-O-Vac 	(Canada) 	Ltd . 	 ........................ (M) St. James, Man. 

Union 	Carbide Canada Limited 	................... (C, 	M) Toronto and Walkerton, Ont. 

(C) Consumer of Chrome ore - Consommateur de mineral de chrome. 
(M) Consumer of Manganese ore - Consommateur de mineral de manganse. 
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