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Table 1. 	 INGOT MAKERS' SCRAP 	(Data in pounds) 
Stocks 	Purchased 	Used 	Stocks 

let of period 	or 	or 	end of period 
Received 	Sold 

Aluminum ............................. 
No.1 Copper Wire ..................... 
No.2 Copper Wire ..................... 
Heavy Copper (B) ..................... 
Copper Band Shavings (B) ............. 
LightCopper ......................... 
Radiators ............................ 
Cocks & Faucets (B) .................. 
Composition Red Brass ................ 
Composition Red Brass Turnings ....... 
Yellow Brass ......................... 
Yellow Brass Turnings ................ 
Mn. Bronze Turnings (B) .............. 
Li. Bronze Turnings (B) .............. 
Other Cu. Base Alloys ................ 

1,269,012 696,896 636,483 1,329,425 
319,297 1,126,292 1,088,119 355,470 
42,751 169,100 160,317 51,534 
n.s.p. n.a.p. n.a.p. n.a.p. 
n.a.p. n.a.p. n.a.p. n.a.p. 
24,262 50,564 49,961 24,865 

236,797 357,421 344,921 249,297 
n.a.p. 40,409 33,423 n.a.p. 
553,651 561,325 545,019 569,957 
155,016 507,894 432,100 230,810 
124,327 410,950 344,982 190,295 
91,969 117,051 90,931 118,089 
n.a.p. 67,170 64,763 n.a.p. 
n.a.p. n.a.p. n.a.p. n.a.p. 
121,401 101,805 107,283 125,316 

Totals 	2,936,483 	4,206,877 	(A) 3,898,302 	3,245,058 
n.a.p. - Not available for publication. Quentities reported by one or two comnies, only. 
(A) - Includes 3,567,567 pounds used by Ingot Makers' and Sales of 330,735 pounds. 
(B) - Included in "Other Cu. Base Alloys". 

Table 2. 	 SECONDARY NON-FERROUS INGOT 	(Data in pounds) 
Stocks 	 Used or 	Stocks 

Kind of Ingot 	 let of period 	Produced 	Sold 	and of period 

A .................................... 
B.................................... 
C ... ................................. 

D.................................... 
H .................................... 
F ................................... 
Silicon Bronze ....................... 
Manganese Bronze ..................... 
Other Alloys of Brass or Bronze ...... 
Aluminum ............................. 

99,858 197,005 111,710 185,153 
657,314 1,157,332 1,162,809 651,837 
221,230 568,836 445,491 344,595 
128,768 276,717 205,338 200,147 
76,894 266,656 267,917 95,633 
57,992 n.a.p. 43,788 27,877 
28,343 n.a.p. n.a.p. 25,176 
40,510 84,122 40,386 84,246 
524,340 471,807 615,087 381,060 

1,098,482 669,995 638,970 1,129,507 

Totals 	2,933,731 	3,730,343 	(X) 3,558,843 	3,105,231 
n.a.p. - Not available for publication. 	uantitiea reported by one or two conpanies, only, included in 

"Totals". 
(X) 	- Inc1tea 92,612 pounds used In Ingot Makers' own works and sales of 3,466,231 pounds. 
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