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Shipments of steel wire by Canadian producers amounted to 8,571 tons 
during the month of February, 1947. This total included 5,257 tons of plain 
wire, 2,074 tons of galvanized wire, 413 tons of other coated wire, and 827 
tons of Lnrhd wire. 

TbiL I. 	Production of Stei Vire in Canada, February, 1946 and 1947, and Two i!onths 
Edcd February. 1946 and 1947 

19 46 19 47 
Tonnac Tonnage To anage Tonnage 

Made - 3hipled Made Snipped 
ons of 2,000 pounds) 

Fe uruary 
Plain 	wirt 	....................... 15,287 6,184 17,677 5,257 
Galvanized 	wire. 	.................... 4,036 1,453 4,182 2,074 
Othcr coated wire 	................ 558 255 1,442 413 
garbed 	wire 	........................ 859 978 777 827 

Two_Months Ended February 
lainiie 	drawn from rodsj 32,540 12,796 36,836 11,018 

G&1vnized 	wire 	............. . ...... 9,111 3 1 408 10 1 113 4,474 
Other 	coated 	rir ................... 971 569 1,797 613 
larbed 	wire 	........................ 1,899 1,.)8O 1,681 1,6139 

Tab'e 2 - Import: Into Canada and E;purt of Steel Wire, February, 1947, and Two Months 
Ended February. 1947 

TWQ Mtha lCnded 
February, .L947 	

cn 
_- 	FoLruary, 1947 

Pounde 	Poundo 

Impo rts 
Wiro of steel, drawn flat or cold rolled flat 
after drawing, not more than .25 inch in iath 
and .Less than .1875 inch in thickness, coated 
or not, Ii.O.j) ................................ 

Wire of iron or stool, coated tith zinc, n.o.p. 
Wire of steel, valued at not loss t.ian 2 cents 
per pound, for the manufacture of wiro rope 

Wire of steel, single, not covered, in coils, 
for fishing operations, n.o.p. . ... ........... 

Wire of rust or acid resisting steel, twisted 
or stranded, for commercial fijhing operations 
Wire, teel, for the manufaeture of fincing 
Wire of iron or tei, n.o.p. ................. 

Exports 
Barbed wire ................................... 
Other wire of iron and steel .................. 




