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For this survey reports are received from 80 firms onsiciered tç cccount 

for approdmately 90% of the steel warehousing business. 

Sales 	Inventories 
August 	I JanuayAugust 	August 

1964 	1965 1 1964 	1965_ 1964 	1965 
tons 

Total Canada: 

	

Concrete reinforcing bars ... 	8095 8,397 47,335 	53 1,099 15,738 32,190 

	

Other hot rolled bars ....... 	9 1495 11,606 74 9259 88,670" 36,732 52 2 223 
Cold finished bars .......... (1) (1) (1) (i) (1) (1) 
Plates ...................... 15,595 20,794 118,663 162,796r 50,883 83,615 

Sheet and strip ............. 17 1,033 21,728 136,068 205,784 1' 60,392 72,001 
Galvanized sheet and strip, 

	

template • .............. s. 	6,448 	8,529 	48,351 	59,905" 22,091 26,082 
Heavy structural beams ...... 72220 9,895 55,047 72,928"  25,844 46 1,126 
Bar size structural shapes .. 3,965 6 1084 31,496 45,091" 15,234 27,166 
Other structural shapes ..... 79 231 8,646 55,833 63,981r 22,650 38,048 
Other ferrous and non-ferrous 

	

metals .................... 	(1) 	(1) 	(1) 	(1) 	(1) 	(1) 

Maritime Provinces and Quebec: 

	

Concrete reinforcing bars ... 	4,430 2,445 22 2 359 18,014 	6,272 12,107 

	

Other hot rolled bars ....... 	3077 3,919 24,884 30,985" 12,766 20,408 

	

Cold finished bars ,......... 	(1) 	(i) 	(1) 	(1) 	(1) 	(1) 

	

Plates .....,................ 	4,019 	5060 	30,119 	39,399r  13,046 26,787 

	

Sheet and strip ............. 	2,860 	4,184 	24,232 33 9071 10,029 14,513 
Galvanized sheet and strip, 

	

template ................. 	2035 	2 1,076 	13,130 	15,549 	2,793 	3,805 

	

Heavy structural beams ...... 	1,528 2,276 13,868 16,319 	3,517 8,935 
Bar size structural shapes .. 1,345 1,762 	9,765 12,906 	4,215 9 1 445 

	

Other structural shapes ..... 2,015 2,227 16,172 l7,88O 	6,072 13,747 
Other ferrous and non-ferrous 

	

metals •.......,........... 	(1) 	(1) 	(1) 	(1) 	(1) 	(1) 

(1) Incomplete response. 
r - Revised. 

Note: Production and shipment data are published in "Primary Iron and Steel" 
(Monthly), Catalogue No. 41-001, available at 30 a copy, $3.00 a year. 
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tons 

2,149 8,606 12,456 
5,021 32,184 37,778m 

(1) (1) (1) 
11,720 67,203 93,941r 
15,635 989964 159,434r 

4,921 26,245 33,773r 
4,788 309165 37,115r 
2 1883 132396 21,337r 
3 2 975 26,647 29,668" 

-ones 
Lst 
_1265 

9,970 
18,266 

(1) 
34,517 
48,936 

15,846 
24,196 
10,956 
14,111 

919 
4,158 

(1) 
9,148 

12,589 

2,927 
4,464 
1,670 
3,682 

4,562 
12,297 

(1) 
24,252 
42,313 

14,598 
15,478 
5,771 
9,003 

(1) 	(1) I 	(1) 	(1) I 	(1) 
	

(1) 

(4) (4) (4) (4) (4) (4) 
830 1,256 7,554 8,698 5,126 6,212 
(4) (4) (4) (4) (4) (4) 
752 1 1123 7 1 489 9,378 5,638 9 1038 
574 779 4,467 5,635 3,031 3,541 

391 601 2,792 4,088 1,586 1,72 
487 1,037 4,553 6,459 4090 7,452 
393 632 4,029 4,706 2 1 768 3,956 
612 1,330 6 1025 7 1 920 3,764 5,047 

(1) (1) (1) (1) (1) (i) 

-2- 
s - c'•A7A 

1010713526 

Ontario: 
Concrete reinforcing bars 
Other hot rolled bars 
Cold finished bars 
Plates . . .. . . . . . . . . . . . • • • • • 
Sheet and strip ............. 
Galvanized sheet and strip, 

template . . .. . . . . . . . . . . . . 
Heavy structural beams 
Bar size structural shapes 
Other structural shapes 
Other ferrous and non-ferrous 

metals . . . , . . . . . . . . • • , • • • • 

Prairie Provinces: 
Concrete reinforcing bars 
Other hot rolled bars 
Cold finished bars 
Plates 
Sheet and strip 
Galvanized sheet and strip, 

template . .. . . .. . . . . . . . . . 
Heavy structural beams . 
Bar size structural shapes 
Other structural shapes 
Other ferrous and non-ferrous 

metals . . . . . . . . . . . . . . . . 

Alberta: 
(Total 
	

2,404 3,841 21092 26070 15,658 21,618) 

British Colianbia: 
Concrete reinforcing bars ... (2) (2) (2) (2) (2) (2) 
Other hot rolled bars ....... 1,130 1,410 9,637 11,209 6,543 7,697 
Cold finished bars .......... 246 343 2 1 053 2,316 1,382 2,046 
Plates 	...................... 1 1 676 2,591 13,852 20,079 7,947 13,273 
Sheet and strip ............. 1,010 1,130 8 1405 8,644 5,019 5,011 
Galvanized sheet and strip, 
template 	............,,... 795 931 6,184 6,495 3,114 4,703 

Heavy structural beams ...... 741 1 9 794 6,461 13,035 2,459 5,543 
Bar size structural shapes •. 557 807 4 9 306 6 1142 2,480 2 1 809 
Other structural shapes ..... 922 1,114 6,989 8,513 3 1 811 5,143 
Other ferrous and non-ferrous 
metals 	(3) 	..,,,.....,..... 2,887 3,326 15,544 20 9712 6 9009 11,662 

(l) Incomplete response. 
Data included in "Other ferrous and non-ferrous metals" to avoid disclosing 
individual operations. 
Includes concrete reinforcing bars, wire rods, tinpiate, pipes and tubes, 
stainless steels, alloy steels, a1uminn and alloys, copper and alloys and 
other non-ferrous metals. 
Withheld to avoid disclosing individual operations. 

r - Revised. 


