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For this survey reports are received from firms considered to account for
approximately 90% of the steel warehousing business.

Sales Inventories
December January-December December
1965 1966 1365 1966 1965 1966
tons
Total Canada: |
Concrete reinforcing bars ....| 8,261 5,759 | 91,448 84,2937| 23,682 22,32
Other hot rolled bars ........| 10,832 10,218 134,646 135,9237| 53,914 53,962
Cold finished bars ..... 8. (1) (1) (1) & (1) (1)
Plates ccccoosccceds ST R 22,477 18,249 | 253,089 234,158" | 87,310 78,218
Sheet and Strip cecececeocccns 19,643 19,160 | 299,392 251,341 | 86,624 72,460

Galv. sheet & strip, ternplate| 8,873 7,185| 95,639 101,608F | 27,296 29,980
Heavy structural beams .......| 8,615 10,333 [112,030 136,645 | 42,067 47,874
Bar size structural shapes ... | 5,754 4,636 | 69,479 67,878T| 28,462 25,837
Other structural shapes ......| 7,53 6,459 | 97,187 102,089T | 39,057 36,447
Misc. metals, ferrous & other. (1) (1) Gy (1) (1) (2)

Maritime Provinces and Quebec:
Concrete reinforcing bars ....| 4,184 2,195| 32,023 27,703 | 7,965 8,604

Other hot rolled bars ........ 3,713 3,420 | 46,849  46,306F | 20,110 19,166
Cold finished bars ...ccceuese (1) (1) (1) (1) (1) (1)
BN ... it I T ) e 5,258 4,241 | 60,460 59,174% | 24,277 23,155
Sheet and Strip .ceceecencecee 3,969 3,847 | 50,699  52,869% | 18,093 12,759
Galv. sheet & strip, ternplate| 1,740 1,375| 23,501 23,304 | 4,305 5,095
Heavy structural beams ....... 2,155 2,874 | 25,869  45,508F | 8,824 17,711
Bar size structural shapes ... | 1,501 1,404 | 20,394 20,769 8,653 9,013
Other structural shapes ...... 2,193 1,830 | 27,304 29,9757 | 12,779 11,498
Misc. metals, ferrous & other. (1) (1) (1) (1) (1) 1)

(1) Incomplete response.

r - Revised.

Note: Production and shipment data are published in "Primary Iron and Steel®
(Monthly), Catalogue No. 41-001, available at 30¢ a copy, $3.00 a year.
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(1) Incomplete response.

(2) Data included in "Misc. metals, ferrous & other" to avoid disclosing

individual operations.

(3) Includes concrete reinforcing bars, wire rods, tinplate, pipes and tubes,

Inventories
1010713542 December | January-December December
1965 1966 1965 _966 1965
tons
Ontario:
Concrete reinforcing bars ....| 1,275 1,399| 20,055 18,365 7,113 6,018
Other hot rolled bars ....... «| 4,365 4,599 | 57,048 58,981 | 20,095 21,082
Cold finished bars ......oce0ee (1) (1) ) (1) ] (1)
Plafial 7. .15% Lo P PETSU S 12,485 9,866 | 147,566 123,408F | 40,184 33,656
Shelit anill stalp 1.0, e b) Senble s o 13,009 13,758 | 225,761 176, uezr 58,771 50,505
Galv. sheet & strip, ternplate | 5,141 4,258 | 54,185 56 065 | 16,803 17,351
Heavy structural beams ...... .| 3,856 5,517 | 55,005 ,562r 20,519 18,683
Bar size structural shapes ... | 2,580 2,160| 32,14  30,955F | 13,417 10,587
Other structural shapes ...... 3,484 2,722 | U45,066 hb,Bll? 16,062 13,416
Misc. metals, ferrous & other. ) § (1) §1) (1) (1)
Manitoba and Saskatchewan:
Concrete reinforeing bars .... (&) (4) (4) (4) (4) (&)
Other hot rolled bars ........ 656 601 7,120 8,ouu4r | 2,888 3,542
Cold finished bars «.ccceoeees (&) (&) (&) (&) (&) (&)
PGS o T Y U <l 466 Sy |- 688 "7, 7057 4288 3,590
Sheet and Strip eceveeecces 338 B7| 3,99 3,989 |- 1392 - 2,790
Galv. sheet & strip, ternplate (&) (&) (&) (&) () (&)
Heavy structural beams ....... 242 245 3,208 2 43,012% | . 2,364 1;890
Bar size structural shapes ... 298 256 3,963 L 434r 1,646 1,780
Other structural shapes ...... 283 269 | 5,272 6,0907 | 2,306 2,334
Misc. metals, ferrous & other. (1) () -y (1) (1) (1)
Alberta:
Concrete reinforcing bars .... (%) (&) (&) (%) (&) (&)
Other hot rolled bars ...... by 4 639 L2u 6,720 5,548F | 3,692 3,034
Cold finished bars .ceeeesecs. (&) (&) (4) (&) (4) (&)
PIMGeA™. .ol s ai. Rl 1% o o an . 629 834 7,644 B;380F 1 55170 - 4,317
Sheet and StPIP seevsvesnccans 452 391 5,104 L,276* | 1,893 2,283
Galv. sheet & strip, ternplate (&) (&%) (4) (4) (&) (&)
Heavy structural beams ....... 685 493 7,705 5,891 | 4,703 4,064
Bar size structural shapes ... 300 2561 3,580 ¥ 5#’ 1,693 1,754
Other structural shapes ..... ! 574 [ | 6,646 5,125% | 3,252 2,830
Misc. metals, ferrous & other. (1) (1) (1) (1) (1) (1)
British Columbia:
Concrete reinforcing bars .... (2) (2) (2) (2) (2) (2)
Other hot rolled bars ........ 1,459 1,174 16,909 17,0847 { 7,129 7,138
Cold finished bars ........... 396 219 3,824 2,798r 2,390 1,845
FIRALE AT 2 I TE s - - bk | 3,639 2,765| 31,036 35,657 | 13,451 13,560
Sheat and SERUPIL bl ade.oneoh 1,875 BT 13,680 . 13,79 | 6,175 ' 5,383
Galv. sheet & strip, ternplxte 1,413 723 | 11,499 10,573%| 4,400 4,175
Heavy structural beams .......| 1,677 1,204| 20,233 17,372%| 5,657 5,546
Bar size structural shapes ...| 1,075 560 9,412 7,966 | 3,053 2,703
Other structural shapes ......| 1,002 1,197| 12,899 16,088F| 4,658 6,369
Misc. metals, ferrous & other
(B il BN B G oo | 2,829 2,434 33,861 34,734F| 10,293 10,601

stainless steels, alloy steels, aluminum and alloys, copper and alloys and

other non-ferrous metals.

(4) withheld to avoid disclosing individual operations.

r - Revised.



