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Sales .Lnventores 

March January-March March 
1968 1 	1967 1968  1967 1968 

tons 

Total Canada: 
Concrete reinforcing bars ....... 11 095 6,616 13 9 297 15,612 219503 15,925 
Other hot rolled bars ........... 129700 12,019 35,677 34 9 365 60 9 1456 53,457 
Wire 	rods 	. ...................... 2114 2614 582 711 798 1,425 
Cold finished bars 	.............. (1) (1) (1) (1) (1) (1) 
Plates 	.......................... 21 9 675 18 9 657 58,440 55,808 779391 73,795 
heet and strip, hot rolled ..... 23 9 835 13 9 1214 67,2144 37,376 70,297 140,161 

Sheet and strip, cold rolled .... (2) 13 9 850 (2) 140,311.6  34 9 244 
Galv. sheet and strip, terneplate 8,308 9,780 214,024 28,681 27,378  30 9 1465 
ieavy structural beams .......... 9 9 239 8,858 28 9 211 25,625 49,1+67 144,9 1+1 
Bar size structural shapes ...... 5 9 986 6 0 029 169758 17,071 25 9 862 214,134 
Other structural shapes ......... 9,102 7,11145 25,728 20,316 36,480 32,030 
Misc. metals, ferrous and other (1) (1) (1) (u (u (1) 

Direct mill ship'ients 	...........  2 9 662 (3) 8,321 - - 

Maritixre Provinces and Quebec: 
1,105 1,1163 3,693 3,1487 7,688 14,0147 

Ot,her hot rolled bars 	....... 14 9 507 4 9933 12 9 008 13,350 22,710 19 9 678 
Concrete reinforcing bars ........ 

Cold finished bars 	....... (1) (1) (1) (1) (i) (1) 
Plates 	.......... 5 9 281 14,783 15 9 070 14,070 20,1441 219393 
Sheet and strip, hot rolled 5,076 2 9 2014 139899 5,7149 11 606 11,391 
.Sheet 	nd strip, cold rolled (2) 2,928  7,608 2) 9,574 
Galv. sheet and strip, ternaplate 1,592 1,842 14,625 5,453 4,092 5,5114 
eavv structural beams ......... 2,899 3,387 9 9 318 9,538 17,347 15,542 
ar s'7e structural shapes 1,786 1 0 686 5,083 14,270 7,592 6,592 
Other structural shapes ........ 2,651 2,883 7 9 1492 7 9 044 12,8614 10 9 632 
Misc. metals, ferrous and other (i) (1) (1) (1) (1) (i) 

Direct mill 	shipents 	...........  1488 (3) 2 9 429 - - 

See end of report for footnotes. 

Note: Production and shipnent data are piblished in "Primary iron and 	tee1" 
(Monthly), Catalogue No. 41-001, available at 30 	a copy, $3.00 a year. ' 	
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Sales 	Inventories 
March 	} January-March 	harch 

1967 	1968 1 1967 	1968 	1967 	1968 
tons 

Ontario: 

Concrete reinforcing bars ....... 1 9 210 2 9 800 3,377 6 9 357 4,455 39750  
Other hot rolled bars 	...,....... 5057 4 9 406 159723 139195 22, 1470 199170 
Cold finished bars 	............,. (1) (1) (i) (1) (i) (1) 
P1ate........,,..........,...., 11,261 8 9 626 30 9 192 25 9 805 34,845 31 9 2614 
Sheet and strip, hot rolled ..... 16!782 9,1155 117,706 27 9 639 49 9 901 23,211 
Sheet and strip, cold rolled .... (2) 10,168 (2) 30,860 (2) 22,043 
Galv. sheet and strip, terneplate 4 0 921 5049 14 9 456 17,638 159381 17083 
Heavy structural beams .... ... ,.. 14 9 177 3,720 12,096 10,659 20053 16,496 
Bar size structural shapes ,..... 2 ,933 3,153 8,042 9,114 12,259 11,413 
Other structural shapes ......... 49094 2 9 200 10,993 6 5714.  11,331 10,035 
Misc, metals, ferrous and other (i) (1) (1) 1) (1) (1) 

Direct mill shipments ........... (3) 1 9 478 (3) 39,956 - - 

Manitoba and Saskatchewan: 

Concrete reinforcing bars 347 215 786 661 1 9335 1 1 270 
Other hot rolled bars ........... 882 800 2 9 394 2 9,418 3,890 31970 
Cold finished bars 	.............. (i) (1) (i) (1) (1) (1) 

928 691 2,457 29091 3,888 3 9 282 
Sheet and strip, hot rolled ..... 279 211 829 692 1 9 649 744 
Sheet and strip, cold rolled .... (2) 101 (2) 220 (2) 473 
Gal'-. sheet and strip, terreplate 289 258 797 710 1,660 869 
Heavy structural beams .......... 279 272 918 701 1092 2,025 
Bar size structural shapes •..... 3117 323 953 996 1,691 1 9 439 
Other structural shapes ......... 500 647 2 010 1,767 2,830 2,809 
Misc, metals, ferrous and other (1) (1) 1) (1) (1) (1) 

Direct mill shirqnentg •...,,•,, (3) 233 (3) 1140 - - 

Alberta: 

Concrete reinforcing bars ....... 619 342 1 9 135 903 1 9 255 1 9 265 
Other hot rolled bars ........... 526 471 19493 1 9 431 3 9 102 3 9 185 
Cold ftnjh.d bars 	.... .......... 72 80 243 206 601 708 

859 920 2036 2 9 1409 4088 4,008 
Sheet and strip, hot rolled ..... 431 267 1,171 807 2 070 19693 
Sheet and strip, cold rolled .... (2) 116 (2)  256 2) 218 
Galv. sheet and strip, terneplate 619 669 1,906 1,717 2,121 2 9,583 
Heavy structural beams 4144 436 2,470 1 9 191 4 9 748 3,410 
Bar size structural shapes ...... 311 291 1 9,021 822 1 9 682 1 9 415 
Other structural shapes ......... 622 495 19771 1,407 3 9 530 2 9 448 
Misc. metals, ferrous and other (i) (1) (i) (1) (1) (1) 

Direct mill shipments ... ........ I 	(3) 	65 I 	(3) 	426 

See and of report for footnotes. 

I 



-3- 

Sales 
' 	 March January-Marc 

1967 	1968 1 1967 	196 
tons 

British Columbia: 

InventorieS 

Concrete reinforcing bars 	... 1,714 1 9 796 
Other hot rolled bars 	........... 1 9 388 1 9 409 
Cold finished bars 	.............. 217 326 
Plates ........... ............... 3 9 346 3,637 
Sheet and strip, hot rolled ..... 1,267 987 
.heet and strip, cold rolled .... (2) 537 
Galv. sheet and strip, torneplate 887 1 9 262 
Heavy structural beams 	.......... 1 9 1440 1 9 043 
Bar size structural shapes ...... 609 576 
Other structural shapes ......... 1,235 1,220 
Misc. metals, ferrous and other 714 623 

4,306 4 9 204 69790 5,593 
4 9 059 3,971 8,284 7 9 454 

6514 764 19787 1,988 
8,185 11,433 13 9 629 13 9 8118 
3 639 2,1489 5 071 3,122 

2) 1,1402 2) 1 ,936  
2 9 240 3,163 4 9 124 3,916 
3,1409 39536 5,227 7,468 
1,659 1,869 2,638 3,275 
3,1462 3024 5 0 925 6 9 106 
29076 1 9 581 5,5814 6,349 

 

Direct mill shipments ........... I 	(3) 	398 (3) 	1,070 

I 

(i) Incomplete response. 
Included in "Sheet and strip, hot rolled". 
Not requested in 1967. 
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