
Table 11. Additional minerals detected following treatment to  
remove the oil. These phases likely present in trace amounts. 

 
Sample ID Other Minerals-Post Treatment 

GQA18-01A magnesiovoltaite 

GQA18-01B native sulphur, magnesiovoltaite 

GQA18-01D native selenium, mikasite 

GQA18-02B native selenium, steklite 

GQA18-04C native selenium, bassanite, kieserite 

GQA18-04D native selenium, natroalunite, mikasite,   

GQA18-22B siderotil 

GQA18-22C alunite, natroalunite, voltaite, magnesiovoltaite 

 
 


