
 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Attachment D - 

Photographs of Brazilian Test Specimens 



Protected Business Information
CanmetMINING – Rock Mechanics Laboratory

Brazilian Test Specimen Photographs
GSC, BH81-2

BC-81-2-1B

Pre-test

Post-test

BC-81-2-2B

BC-81-2-3B BC-81-2-4B

Pre-test

Post-test

Pre-test

Post-test

Pre-test

Post-test



Protected Business Information
CanmetMINING – Rock Mechanics Laboratory

Brazilian Test Specimen Photographs
GSC, BH81-2

BC-81-2-5B

Pre-test

Post-test

BC-81-2-6B

BC-81-2-7B BC-81-2-8B

Pre-test

Post-test

Pre-test

Post-test

Pre-test

Post-test



Protected Business Information
CanmetMINING – Rock Mechanics Laboratory

Brazilian Test Specimen Photographs
GSC, BH81-2

BC-81-2-9B

Pre-test

Post-test

BC-81-2-10B

BC-81-2-11B

Pre-test

Post-test

Pre-test

Post-test



Protected Business Information
CanmetMINING – Rock Mechanics Laboratory

Brazilian Test Specimen Photographs
GSC, BH81-2

BC-81-2-66.63-B

Pre-test

Post-test

BC-81-2-66.67-B

BC-81-2-66.88-B BC-81-2-71.05-B

Pre-test

Post-test

Pre-test

Post-test

Pre-test

Post-test



Protected Business Information
CanmetMINING – Rock Mechanics Laboratory

Brazilian Test Specimen Photographs
GSC, BH81-2

BC-81-2-71.31-B

Pre-test

Post-test

BC-81-2-76.04-B

BC-81-2-76.08-B BC-81-2-86.66-B

Pre-test

Post-test

Pre-test

Post-test

Pre-test

Post-test



Protected Business Information
CanmetMINING – Rock Mechanics Laboratory

Brazilian Test Specimen Photographs
GSC, BH81-2

BC-81-2-86.70-B

Pre-test

Post-test

BC-81-2-93.81-B

BC-81-2-93.85-B BC-81-2-99.13-B

Pre-test

Post-test

Pre-test

Post-test

Pre-test

Post-test



Protected Business Information
CanmetMINING – Rock Mechanics Laboratory

Brazilian Test Specimen Photographs
GSC, BH81-2

BC-81-2-99.39-B

Pre-test

Post-test

BC-81-2-108.98-B

BC-81-2-109.34-B

Pre-test

Post-test

Pre-test

Post-test


